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Electronic Doping in Perovskite Solar Cells

Zuzanna Molenda, Sylvain Chambon, Dario M. Bassani, and Lionel Hirsch*

The popularity of metal halide perovskites is in part the result of their
versatility in numerous applications. To date, perovskites are used in their
intrinsic, undoped form, as the doping of these materials is not yet adequately
mastered. Herein, the recently reported electronic doping of CH3NH3PbI3 is
employed to fabricate perovskite solar cells in which the interfacial electron
transport layer (ETL) is replaced by n-doping of one side of the perovskite film.
The doping involves the incorporation of metastable Sm2+ ions that undergo
an in situ oxidation to Sm3+, releasing electrons to the conduction band to
render the perovskite n-type. In spite of the lack of an ETL, these solar cells
have the same efficiency as the samples with the ETL. The open circuit
voltage of the doped solar cells increases proportionally to the doping
concentration due to the narrowing of the depletion layer thickness at the
interface of the perovskite and the top electrode, reaching the value of ≈1 V
for the doped ETL-free device, the same as for the reference sample. These
proof-of-concept results represent the first step toward perovskite-based
devices incorporating a p-n homojunction.

1. Introduction

Metal halide perovskites are a recent class of semiconductors
that has found applications in many devices, such as solar
cells [1–5] light emitting diodes (LEDs),[6,7] photodetectors,[8,9] X-
ray detectors[10] or transistors.[11–13] When made from inorganic
semiconductors, such as Si or GaAs, these devices employ p
and n doping to ensure the selectivity of charge injection or ex-
traction. For perovskites, however, electrically efficient doping
was achieved only recently, with only a few demonstrations on
thin films.[14–16] A first example of the fabrication of a perovskite
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p-n diode has very recently been re-
ported, using a co-evaporation method
with organic dopants.[17] Herein, n-type
perovskite doping is used in solar cell de-
vices with the aim of demonstrating the
first steps toward the use of a p-n ho-
mojunction thanks to the control of per-
ovskite doping. A solar cell device was se-
lected for this first demonstration of dop-
ing in a perovskite device due to the large
body of knowledge in optimizing their
architecture. With the latest record effi-
ciency of the perovskite solar cells (PSC)
being 26.1%,[18] they are approaching
the Shockley-Queisser limit. The most
important aspect toward the maximiza-
tion of the cell performance has become
the optimization of the fabrication pa-
rameters: from the choice of materials
used to ensure the closest to ideal band
alignment[19–21] to the seemingly negligi-
ble, such as the ambient temperature[22]

or humidity.[23] Nowadays, PSC optimization is focused mainly
on minimizing the non-radiative losses, the probable reason
why the open circuit voltage (VOC) of PSC is still below its
theoretical limit. In order to minimize these losses, four main
strategies have emerged: i) band alignment optimization,[20,21,24]

ii) control of crystal growth,[25–27] iii) grain-boundary defect
passivation,[28–30] and iv) interfacial defect passivation.[28,31]

These strategies involve the incorporation of an interfacial layer
selective for either hole (HTL) or electron (ETL) transport. While
the selection of the charge transport materials with adapted elec-
tronic properties is crucial for the functioning of the solar cell,
it can also be a limitation as the interfaces are naturally rich in
defects that are often recombination sites. Hence, decreasing the
number of layers could potentially minimize the losses and dop-
ing can be a way to simplify the PSC design. High resistance
at the interfaces of perovskite solar cells can be decreased us-
ing ionic liquids or ammonium-based passivating layers. These
strategies take advantage of the energy level alignment to im-
prove the transport of electrons and holes to the electrical con-
tacts. They can also result in the defect passivation and improved
stability.[32–36]

The problem of high resistance at the interface with metals
can be also solved by doping the perovskite material near the in-
terface. However, efficient electrical doping of hybrid perovskite
materials based on the incorporation mono- or tri-valent metal
ions is not possible due to the ionic nature of the perovskite
crystal. To circumvent this, we have recently reported the use
of metastable samarium(II) ions that resulted in the n-type dop-
ing of CH3NH3PbI3 (MAPI).[14] The incorporation of Sm2+ ions
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Figure 1. a) Variation of the EF for doped MAPI as a function of the dopant concentration of the solution, result reprinted under a Creative Commons
Attribution-NonCommercial 3.0 Unported Licence.[14] b) Schottky junction with a decrease of the depletion layer thickness as a function of doping
concentration.

in the MAPI crystal structure is followed by their spontaneous
oxidation to Sm3+ and the release of free electrons to the con-
duction band. In the present study, we apply this finding to the
fabrication of solar cells that include n-type doping of the MAPI
layer close to the electron-collecting electrode. We hypothesize
that the high doping level (ND) at the MAPI/metal interface leads
to a decrease of the depletion layer thickness (w), which will be
low enough for the electrons to tunnel (Figure 1b), according to
the following equation:

w =
√

2𝜀
qND

(
Vbi − V

)
(1)

where 𝜖 is the dielectric permittivity, q is the elementary charge,
V is the applied voltage and Vbi is the built-in potential. As shown
before, the Fermi level (EF) shifts from the middle of the bandgap
for the undoped MAPI, to a level of ≈0.3 eV below the conduction
band bottom (EC), as reported in Figure 1a, independently to the
anode work function. Therefore, whatever the metal electrode,
we expect to have an ohmic contact at the anode. To confirm our
statement and once again demonstrate that the properties of our
material are consistent with classical electronic doping, we use
a gold electrode with a high work function on the n-side of the
device, even though it is typically used as a hole collector. Gold
was chosen also due to the low chemical reactivity with MAPI.
The concept of using doping in perovskite solar cells mimics the
architecture used in silicon-based devices and has not been pre-
viously reported for these materials.

2. Results and Discussion

Samarium (II) iodide (SmI2) is used as a source of Sm2+ ions.
The concentration of the SmI2 solution used in a two-step dop-
ing method (see the Supporting information for experimental de-
tails) was optimized for the thickness of the MAPI films used
for the devices. As a quick estimation of charge carrier density,
the conductivity of 190 nm-thick MAPI films was measured as a

function of the concentration of the doping solution and is pre-
sented in Figures 2 and S1 (Supporting Information). One can
clearly see the conductivity increase by two orders of magnitude
upon doping of the pristine perovskite film with SmI2. The con-
ductivity reaches a maximum of 4 × 10−6 𝜎.cm−1 for 3 mg mL−1

and decreases for higher concentrations. Based on this, concen-
trations of SmI2 of 0.5, 1, 3, 5, and 7.5 mg mL−1 were selected for
testing solar cells.

The architectures of the samples are presented in Figure 3.
PCBM is used as an ETL for the reference samples. So far, to
the best of our knowledge, there is no demonstration of efficient
electrical p-type doping of MAPI. Very promising results on per-
ovskite p-type doping have been reported by Euvrard et al.,[15] but
their approach requires the use of perovskite with a high valence
band maximum (VBM), such as the mixed-metal MAPb0.5Sn0.5I3,
which is much more challenging to use for preparing an efficient

Figure 2. Conductivity as a function of the concentration of the doping
solution.
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Figure 3. The architecture of the samples used in this study. a) Reference with PCBM as ETL and low WF electrode of Ca and Al, b) reference with PCBM
as ETL and Au as electrode, c) undoped and ETL-free solar cell, d) solar cell with doped perovskite, using different concentrations of SmI2.

and stable solar cell device. In this study, we therefore opted for
the use of poly(triaryl amine) (PTAA) as the hole transporting
layer (HTL). Importantly, the PTAA is not only an HTL but also
an excellent electron-blocking layer, with an electron affinity close
to −3 eV. This prevents the electrons to be collected by the cath-
ode (here ITO), making the top metal electrode the only way out
for electrons to the external circuit, resulting in the shunt resis-
tance (Rshunt) of over 10 kOhm for all the solar cells (Figure S3,
Supporting Information). Moreover, the work function (𝜑) of
the ITO sets the position of the EF of the much less conductive
PTAA and perovskite closer to the EV, with the hole density at the
PTAA/perovskite interface higher than the electron density. This
allows the transport of holes toward the ITO electrode. Therefore,
as pointed out by Kirchartz et al.,[37] the electronic properties of
the perovskite close to the interface with PTAA resemble those of
p-doped semiconductor, even though the perovskite alone is in-
trinsic. N-type doping of such a stack could be then comparable
to a p-n junction.

In order to minimize the risk of a metal and halide reaction
at the junction, we use deposition of a gold electrode so the 𝜑

of the anode is higher than the one of the cathode. This unfa-
vorable situation leads to almost canceling of the built-in poten-
tial, impeding the electron extraction. The high energy barrier for
the electron injection in the forward bias obviously increases the
Rseries. This effect is even more pronounced when the ETL is re-
moved and contributes to the increase of Rseries, as demonstrated
in Figure S3 (Supporting Information) and Table 1. Indeed,
the average Rseries of 750 Ω doubles when the ETL is removed

(undoped sample) due to the high energy barrier between EC of
the perovskite and the 𝜑 of Au. The increase of the doping con-
centration leads to a decrease of the depletion layer, which results
in the decrease of the Rseries, as the probability of charge tunneling
rises and the built-in potential increases. The minimum Rseries is
observed for 3 mg mL−1 and a slight increase can be attributed
to the phase separation resulting from the over-doping, as sug-
gested earlier [14] and consistent with the observed decrease in
conductivity (Figure 2).

The impact of the doping on the VOC is presented in Figure 4a.
For the reference cells (with PCBM) with either Ca/Al and Au
as an electrode, VOC is close to 1 V, showing little impact of
the top electrode on this parameter. It is interesting to note
that when the ETL is removed and the devices should be hole-
only with a high and similar work function of both electrodes
and no built-in potential, their I-V characteristics are still diode-
like with a non-negligible average VOC of 0.54 ± 0.03 V, JSC
of 14.67 ± 0.32 mA cm−2, and FF of 0.51 ± 0.03. This unex-
pected effect can be explained by the trapping of holes near
the Au/MAPI interface at forward bias, as suggested by Chen
et al.[38] Alternatively, it has been suggested by Kerner et al.[39]

that the applied bias leads to the formation of Au+ cations that
can migrate through interstitial sites. The formation of ion-
ized Au+1 species would necessarily result in the release of a
negative charge that may induce partial n-doping of the per-
ovskite at the Au/MAPI interface. Either of these phenomena
can explain why the undoped solar cells possess some diode-like
behavior.

Table 1. Main parameters of the solar cells with different top electrodes and different doping concentrations.

sample Rshunt [kΩ] Rseries [Ω] VOC [V] JSC [mA cm−2] FF PCE [%]

PCBM/Ca/Al 28.38 ± 13.67 113.01 ± 82.27 0.96 ± 0.05 19.71 ± 0.24 0.71 ± 0.04 13.42 ± 1.14

PCBM/Au 59.07 ± 76.07 785.44 ± 94.85 0.95 ± 0.03 17.73 ± 0.75 0.58 ± 0.02 9.87 ± 0.60

undoped 5997.69 ± 15467.00 1440.44 ± 176.40 0.54 ± 0.03 14.67 ± 0.32 0.51 ± 0.03 4.05 ± 0.39

0.5 mg mL−1 1396.80 ± 1637.56 283.86 ± 129.98 0.66 ± 0.01 11.36 ± 0.79 0.57 ± 0.06 4.28 ± 0.56

1 mg mL−1 343.57 ± 275.83 134.85 ± 81.07 0.73 ± 0.02 12.41 ± 0.83 0.59 ± 0.03 5.33 ± 0.57

3 mg mL−1 154.77 ± 66.85 80.12 ± 31.49 0.93 ± 0.02 16.62 ± 0.97 0.63 ± 0.04 9.63 ± 0.75

5 mg mL−1 81.10 ± 55.48 140.46 ± 22.47 0.94 ± 0.01 13.95 ± 1.49 0.57 ± 0.05 7.57 ± 1.19

7.5 mg mL−1 14.96 ± 13.48 165.81 ± 24.20 0.88 ± 0.03 10.08 ± 1.48 0.47 ± 0.09 4.15 ± 0.99
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Figure 4. VOC a), JSC b), FF c), and PCE d) as a function of doping concentration.

As the doping concentration increases, the VOC also gradually
increases, finally reaching a maximum value that is similar to the
one observed for the reference (PCBM/Ca/Al) device at the opti-
mized doping concentration of 3 mg mL−1. The increase of the
VOC with the doping concentration is a direct consequence of the
shift of the MAPI Fermi level toward the conduction energy. It is
worth noting that while the VOC is not affected by the top elec-
trode (the same VOC for Ca/Al and Au), the short circuit current
JSC and the FF decrease on average by 1.98 mA cm−2 and 0.13,
respectively. This is the result of the increased Rseries due to the
less favorable work function of the Au for electron extraction that
creates a higher energy barrier for the electrons to overcome.

Taking into account that the doping is performed in a two-step
process, that is, the dopant precursor (SmI2) is deposited on the
already formed perovskite, it is possible that a thin layer of resid-
ual SmI2 may remain at the Au/MAPI interface. It would likely
act as a barrier for the migration of Au+ cations or reduce the for-
mation of hole traps, thus minimizing the aforementioned dop-
ing effect on the undoped solar cells. For low concentrations of
SmI2, such as 0.5 and 1 mg mL−1, this effect is manifested in
the JSC and FF being lower than for the undoped samples. For
the doped solar cells, the highest JSC and FF were achieved for
the SmI2 concentration of 3 mg mL−1, with the values of 16.62 ±
0.97 mA cm−2 and 0.63 ± 0.04, respectively.

From the measured values of VOC, JSC, and FF, the power con-
version efficiency (PCE) can be calculated and the values obtained
are collected in Figure 4d. The PCE of the ETL-free solar cell with
the doping concentration of 3 mg mL−1 (9.9 ± 0.7%) is compara-
ble to the one with the PCBM as the ETL and the gold electrode

(9.6 ± 0.8%). Low efficiencies of the undoped (4.0 ± 0.4%) and
lightly doped (4.3 ± 0.6% and 5.3 ± 0.6% for 0.5 and 1 mg mL−1,
respectively) devices are a direct result of the drop of other param-
eters, described above. For doping concentrations higher than
3 mg mL−1, notably 5 and 7.5 mg mL−1, the solar cell parame-
ters start to deteriorate (except for the VOC for 5 mg mL−1), which
corresponds also to the decrease of the conductivity (Figure 2).
As suggested in our previous work and supported from exami-
nation of XRD patterns, a high doping concentration results in
a significant decrease in the crystallinity of the perovskite film
which eventually impedes charge transport.

3. Conclusion

We present the first proof-of-concept example of using the n-
doped methylammonium lead iodide perovskite for the fabrica-
tion of ETL-free solar cells. Solar cells with a PTAA layer on one
side for hole-transport selectivity replaced the ETL layer on the
anode side with the n-type perovskite region. For this proof-of-
concept, we used a high work function gold electrode both to re-
duce the reactivity of the metal with the perovskite and to demon-
strate once again the authenticity of the electronic n-type doping
of the material, in its classical understanding and consistent with
solid-state physics descriptors. For non-intentionally doped sam-
ples, we have shown that the Au/MAPI interface is not entirely
electronically neutral, as some interaction resembling a slight n-
type doping can occur. Nevertheless, as expected, we show a clear
and obvious impact of intentional doping on solar cell behavior.
For the optimized doping concentration, the ETL-free solar cells

Adv. Electron. Mater. 2024, 2400090 2400090 (4 of 6) © 2024 The Author(s). Advanced Electronic Materials published by Wiley-VCH GmbH
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display the same efficiency as those solar cells prepared with an
optimized PCBM ETL layer and Au electrode. The observed in-
crease of the VOC, is proportional to the doping concentration and
illustrates the gradual rising of the Fermi level and the narrow-
ing of the depletion layer at the Au/perovskite interface until it is
thin enough to allow the charge tunneling when the VOC is the
same as for the reference cells.

These results are the first step toward enabling the fabrica-
tion of the perovskite devices using efficient and well-controlled
doping. We believe they can be an inspiration for what has
so far seemed to be impossible in the domain of perovskite
semiconductors–using doping to fabricate devices. While this
is the first, proof-of-concept step, it is likely that other appli-
cations will start appearing soon, notably in the form of tran-
sistors, which still lack their perovskite homojunction-based
representation.

4. Experimental Section
Materials: Lead(II) acetate trihydrate (PbAc2·3H2O, 5N) was pur-

chased from Sigma–Aldrich. Methylammonium iodide (CH3CN3I, > 4N)
was purchased from GreatCell Solar Materials. Samarium(II) iodide
(SmI2, 4N) was purchased from Alfa Aesar. Poly(triaryl amine) (PTAA) with
a molecular weight of 17 kDa was purchased from Solaris Chem. Phenyl-
C61-butyric acid methyl ester (PCBM, 4N) was purchased from Solaris.
Anhydrous toluene, anhydrous N,N-Dimethylformamide (DMF), and an-
hydrous chlorobenzene (CB) were purchased from Sigma–Aldrich.

Substrates: For the conductivity measurements, glass substrates with
patterned gold electrodes were used. For fabricating the solar cells, glass
substrates covered with a thin layer of ITO (10 Ω sq−1) were selected.

Sample Fabrication: The substrates were cleaned in a sonication bath
first with Hellmanex™ III solution (Sigma–Aldrich) and in DI water for 15
min each and then in isopropanol (4N) for 10 min. Subsequently, they were
treated with a UV-ozone for 15 min. Sample fabrication was performed
under a controlled atmosphere in a glove box. 4.5 mg PTAA was dissolved
in toluene, stirred at RT overnight, and filtered with a 0.45 μm PTFE fil-
ter. The 15 nm thick PTAA layer was spin coated onto clean substrates at
a spin rate of 6000 rpm for 30 s and dried for 10 min at 100 °C. The per-
ovskite precursor solution was prepared by dissolving 0.72 m PbAc2·3H2O
and 2.2 m MAI in DMF and stirring at room temperature for 30 min. The
solution was filtered through a 0.45 μm PTFE filter and spin coated at a
spin rate of 6000 rpm for 2 min. The sample was then dried at RT for
3 min and annealed for 25 min at 100 °C. The perovskite film thickness
was ≈190 nm. SmI2 was dissolved in isopropanol and DMF (0.1% v v−1)
and stirred overnight at RT. The solution was filtered with a 0.45 μm PTFE
filter and spin coated at a spin rate of 2500 rpm for 1 min. The sample was
placed on the hot plate at 100 °C for 10 min. 20 mg PCBM was dissolved in
CB and stirred overnight at 50 °C. After being filtered with a 0.45 μm PTFE
filter, the solution was spin coated at spin rate of 2500 nm for 1 min, re-
sulting in a layer thickness of ≈90 nm. The electrodes 30 nm Ca and 70 nm
Al or 100 nm Au were thermally evaporated, using a mask that defined the
area of the cells.

Characterization: Conductivity was calculated from the I–V curves that
were collected using a Keithley 4200 source meter unit (SMU). The sam-
ples were scanned from −1 to 1 V at a rate of 5 mV s−1. The IV curves
were registered using a Keithley 2400 source meter unit (SMU) controlled
by a homemade LabView program. The solar cell devices were scanned
from -1 to 1.2 V with the rate of 10 mV s−1. The solar simulator Oriel
LCS-100TM Small Area Sol1A with class ABB, as defined by the ASTM and
IEC standards, was used with the AM 1.5G spectrum and irradiance set at
100 mW cm−2 with the Oriel 91150 V Reference Cell. The active solar cell
area is 10.5 mm2. No mask was used for the measurement; however, the
cells were separated from one another by mechanical etching between the
electrodes to block the current flow from the neighboring cells.

Supporting Information
Supporting Information is available from the Wiley Online Library or from
the author.
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