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Abstract 14 

Some legacy radioactive waste containing aluminum (Al) metal need to be stabilized and solidified 15 

before their final disposal. Currently, Portland cement (PC) is extensively used for conditioning low- 16 

or intermediate-level radioactive waste. However, the high alkalinity of PC leads to strong corrosion 17 

of Al metal, which is associated with significant dihydrogen release. Therefore, it is important to 18 

investigate alternative binders that show better chemical compatibility with Al metal. Magnesium 19 

potassium phosphate cements (MKPCs), comprising equimolar amounts of MgO and KH2PO4, are 20 

interesting candidates since their pore solution pH may fall within the passivation domain of Al metal. 21 

The understanding of their long-term durability, especially under alkaline conditions, is however 22 

incomplete. Hence, MKPC paste samples (with fly ash as a filler) were submitted to semi-dynamic 23 

leaching tests using an alkaline solution under well-controlled conditions. The leachates were analyzed 24 

over time using ICP-AES, and the leached solids were characterized by XRD, SEM/EDS, and 
31

P 25 

MAS-NMR spectroscopy. Leaching induced a decrease in the content of crystalline K-struvite 26 

(MgKPO4·6H2O), the main hydrate of the paste samples, as well as the precipitation of Ca-deficient 27 

hydroxyapatite (CDHA), brucite (Mg(OH)2) and possibly magnesium silicate hydrates. The 28 

experimental data were then used as an input for numerical simulations using the reactive transport 29 

code HYTEC. 30 

 31 

Keywords: magnesium phosphate cement; durability; alkaline leaching; modeling; 32 

hydroxyapatite 33 

 34 
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1. Introduction 36 

Magnesium phosphate cements (MPCs) are alternative binders to Portland cement (PC) and form 37 

through the reaction between magnesium oxide (MgO) and an acidic phosphate salt, such as potassium 38 

dihydrogen phosphate (KH2PO4), sodium dihydrogen phosphate (NaH2PO4) or ammonium dihydrogen 39 

phosphate (NH4H2PO4) (Wagh, 2013; Wagh et al., 1997; Weill and Bradik, 1988; Xu et al., 2018). The 40 

binder is referred to as magnesium potassium phosphate cement (MKPC) when KH2PO4 is used as the 41 

phosphate source. In contact with water, dissolution and precipitation processes take place, mainly 42 

yielding K-struvite (MgKPO4·6H2O). Secondary products such as bobierrite (Mg3(PO4)28H2O), 43 

cattiite (Mg3(PO4)222H2O) or brucite (Mg(OH)2) may also form depending on the raw materials and 44 

the formulation used (e.g., water-to-cement ratio, Mg/P molar ratio, addition of retarders) (Ding et al., 45 

2012; Lahalle et al., 2018; Lothenbach et al., 2019; Xu et al., 2019, 2018). When the cement initially 46 

contains equimolar amounts of MgO and KH2PO4, phases such as newberyite (MgHPO4.3H2O), 47 

phosphörrosslerite (MgHPO4.7H2O) and Mg2KH(PO4)2.15H2O may precede the formation of K-48 

struvite (Chau et al., 2012; Ding et al., 2012; Lahalle, 2016; Lahalle et al., 2018; Le Rouzic et al., 49 

2017) and the pore solution pH rapidly increases from 4.2 to a value close to 8. 50 

MPCs are of interest in civil engineering applications, such as road repairing, due to their fast setting 51 

and good bonding properties (Arora et al., 2019; Li et al., 2014; Seehra et al., 1993), but also for 52 

bioengineering (Yu et al., 2016, 2010; Zhang et al., 2018) and 3D printing (Weng et al., 2019; Zhao et 53 

al., 2021). They are also investigated as conditioning agents for toxic and/or radioactive waste (Buj et 54 

al., 2010; Pyo et al., 2021; Torras et al., 2011). Thanks to their low alkalinity, these binders may 55 

indeed offer new prospects for the stabilization/solidification of waste that is unstable in basic 56 

environment. This is the case for aluminum (Al) metal, which can be encountered in legacy 57 

radioactive waste (Cau Dit Coumes et al., 2014; Ionascu et al., 2014; Poras et al., 2023). At high pH, 58 

Al metal is strongly corroded, with simultaneous production of dihydrogen, an explosive gas whose 59 

accumulation may raise safety issues in a disposal. Several authors (Cau Dit Coumes et al., 2014; 60 

Langton and Stefanko, 2011; Perona et al., 2023; Poras et al., 2023) have shown that the H2 outgassing 61 
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of cemented waste packages containing Al metal can be strongly reduced by using MKPC (with a 62 

Mg/P molar ratio set at 1) instead of PC.  63 

Information on the long-term evolution of MKPC-based materials is still limited, especially under the 64 

alkaline conditions that may be encountered in the near field of a conventional concrete produced with 65 

PC or composite cement (Braney et al., 1993). A few studies have shown that immersion of MKPC 66 

samples in alkaline solution may induce some microstructural and mineralogical changes (Lahalle et 67 

al., 2019; Yang et al., 2000). For instance, Lahalle et al., 2019 investigated the evolution over time of 68 

MKPC pastes (Mg/P molar ratio of 1) immersed in an alkaline solution mimicking the pore solution of 69 

a concrete prepared with PC blended with fly ash and blast furnace slag. The solution had a pH close 70 

to 13.2 and contained K (133 mmol/L), Na (from 66 to 107 mmol/L) and Ca (1 mmol/L) ions, as well 71 

as chlorides (40 mmol/L) in some cases. A decrease in the content of crystalline K-struvite was 72 

observed as well as the precipitation of brucite. The increase in the amorphous content was also 73 

observed, likely due to the amorphization of existent K-struvite, but also to the formation of another 74 

mineral, responsible for a hump in 10°-12° 2θ range, and still unassigned. The authors also suggested 75 

the possible substitution of K
+
 by Na

+
 in the structure of K-struvite, leading to the formation of 76 

hazenite (Mg2KNa(PO4)2·14H2O). Furthermore, the pore solution pH of the cement pastes increased 77 

from 8 to 11-12. In a recent study, Xu et al., 2023 used thermodynamic modeling to predict the 78 

evolution of MKPC pastes (Mg/P molar ratio of 4) exposed to alkaline solutions. K-struvite was 79 

calculated to dissolve partly to form brucite and hazenite, which was then confirmed experimentally.  80 

Some questions remain however concerning the rate of degradation of MKPC-based materials and the 81 

mechanisms controlling this degradation under such alkaline conditions. This work thus investigates 82 

the durability of MKPC pastes using semi-dynamic leaching tests previously developed to understand 83 

and model the degradation processes of PC hydrates (Adenot and Buil, 1992). For this purpose, 84 

MKPC pastes were prepared using equimolar amounts of MgO and KH2PO4 and fly ash as a filler. 85 

Samples were cured for 6 months under endogenous conditions. Leaching experiments were then 86 

launched on monolithic samples under well-controlled conditions (pH, temperature, composition of 87 

the aggressive solution), with careful analysis of both the leachates and the leached solids. Based on 88 
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these results, a first modeling approach was then proposed, aiming at predicting the mineralogical 89 

evolutions in MKPC pastes exposed to leaching by an alkaline solution.  90 

2. Materials and Methods 91 

 92 

2.1. Materials 93 

Table 1 presents the chemical composition of the raw materials, determined by semi-quantitative X-94 

ray fluorescence (XRF). A hard-burnt magnesium oxide (MgO) was obtained from Martin Marietta 95 

Magnesia specialties (MagChem® 10CR, purity above 98.3%). The MgO displayed a monomodal 96 

particle size distribution (d10 = 4.8 μm, d50 = 18.9 μm, and d90 = 45.6 μm), along with a specific 97 

surface area (BET) of 0.9 m
2
/g. Potassium dihydrogen phosphate (KH2PO4) (d10 = 139 μm, d50 = 98 

303 μm, and d90 = 566 μm) was supplied by YARA (KH2PO4 KristaTM) and had a purity above 98%. 99 

A low calcium oxide fly ash (siliceous fly ash V, according to EN 197-1) (d10 = 7 μm, d50 = 31 μm, and 100 

d90 = 163 μm, specific surface area (BET) of 1.5 m
2
/g) was obtained from EDF (power station at 101 

Cordemais, France) and comprised 10.4 wt. % quartz, 17.2 wt. % mullite, and 72.4 wt. % amorphous 102 

content, as determined XRD Rietveld analysis. Boric acid B(OH)3 (purity above 98%) was purchased 103 

from VWR. 104 

Table 1 – Chemical composition of the raw materials, obtained by semi-quantitative XRF (% by weight). 105 

 
SiO2 Al2O3 Fe2O3 CaO K2O TiO2 Na2O MgO P2O5 SO3 Cl

-
 

MgO 0.3 - 0.3 0.9 - - - 98.5 - - - 

KH2PO4 - - - - 40.0 - - - 59.3 0.5 0.1 

Fly ash  57.8 24.7 6.0 4.5 2.2 1.3 0.7 1.6 0.6 0.5 0.1 

 106 

2.2. Preparation and curing of paste samples 107 

The samples were prepared as described in Diaz Caselles et al., 2024, meaning that a MgO/KH2PO4 108 

molar ratio equal to 1 and a water-to-cement (w/c) weight ratio of 0.51 were used. “Cement” denotes 109 

the combination of MgO and KH2PO4. Such w/c ratio corresponds to the stoichiometry of the overall 110 

reaction yielding K-struvite (Eq. 1): 111 

MgO + KH2PO4 + 5 H2O  MgKPO4.6H2O Eq. 1 112 
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To improve the rheological properties and paste stability in the fresh state, fly ash (FA) was added to 113 

the mixture, while B(OH)3 was incorporated as a set retarder. The weight ratios of FA/c and B(OH)3/c 114 

were set to 1 and 0.02, respectively. For the preparation of the samples, B(OH)3 was first diluted in 115 

demineralized water using a closed reactor and a magnetic stirrer. Then, pre-mixed dried solids (MgO, 116 

KH2PO4 and FA) were mixed with the B(OH)3 solution for 5 minutes in a 3-L mixer, according to EN 117 

196-1. The paste was cast into cylindrical plastic molds of 8 cm in length and 5 cm in diameter, which 118 

were tightly closed to avoid desiccation. The molds were then placed in a controlled chamber at 20 °C 119 

for the endogenous curing. Table 2 presents the mix composition of the paste samples. 120 

Table 2 - Mix composition of MKPC paste samples. Values are given in grams per 1 L of material. 121 

 MgO KH2PO4 Fly ash Boric acid Water
a
 w/c

b
 

MKPC paste 131.4 443.6 575.0 11.5 293.2 0.51 
a
 Demineralized water; 

b
 Water-to-cement weight ratio (cement: MgO+KH2PO4). 122 

 123 

2.3. Methods 124 

2.3.1. Semi-dynamic leaching tests 125 

Two semi-dynamic leaching tests were performed on paste monoliths for periods of 14 days and 126 

170 days using an alkaline solution. The resulting leached solids will be referred to as MKP-14d and 127 

MKP-170d, respectively. 128 

The leaching solution was prepared to mimic the pore solution of a conventional concrete prepared 129 

with PC blended with blast furnace slag and fly ash. The composition was simplified by neglecting 130 

trace elements. First, demineralized water was boiled for 1 hour at 105 °C to eliminate carbon dioxide 131 

(CO2), followed by cooling under nitrogen atmosphere. The decarbonated water was then mixed with 132 

0.05 mol/L NaOH, 0.15 mol/L KOH (86%), and 0.001 mol/L CaO (obtained by calcining calcium 133 

hydroxide (Ca(OH)2) in a furnace at 1000 °C for 8 hours to remove any carbonate traces). Once the 134 

reactants were dissolved, the solution pH reached a value of 13.2±0.1 at 25 °C. 135 
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The monolithic MKPC paste samples (one per test) were suspended in double-walled reactors (Figure 136 

1). To get unidirectional diffusion through the samples, the lateral surface of the monoliths was 137 

covered with an epoxy resin, leaving only the parallel end faces exposed (Figure 1). The liquid 138 

volume-to-solid surface (L/S) ratio was set at 43.29 cm, and the leaching solution was maintained at 139 

25 °C. To prevent carbonation, nitrogen-saturated water was injected by bubbling into the solution. 140 

The leaching solution was regularly renewed to prevent the accumulation of species, and magnetic 141 

stirring was applied throughout the tests to maintain uniform concentration levels. For the 14-day test, 142 

the leaching solution was renewed at 2, 4, 7 and 10 days. For the 170-day test, renewals were carried 143 

out at 2, 6, 14, 22, 42, 51, 59, 69, 77, 85, 94, 101, 107, 115, 127, 135, 143, 156, and 163 days. After 144 

each renewal, the pH was measured in the leachates, and the solutions were then diluted by factors of 145 

10, 100, and 500 using diluted HNO3 (2 vol. % HNO3 in ultrapure water, 18.2 M.cm). All solutions 146 

were stored at 4 °C until ICP-AES analyses were conducted.  147 

 148 

 149 

Figure 1 – Scheme of the device used to perform the semi-dynamic leaching tests under alkaline condition. 150 

2.3.2. Hydration stoppage 151 

For the mineralogical and microstructural characterizations, hydration stoppage was performed on 152 

pastes after 6 months of curing by solvent exchange using isopropanol and following the RILEM TC-153 

238 SCM guidelines (Snellings et al., 2018). Residual isopropanol was removed by placing the 154 

samples in a desiccator at 20 °C and 20 %R.H. for 7 days. After leaching, MKPC pastes were simply 155 

rinsed with isopropanol. 156 
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2.3.3. X-ray diffraction analyses 157 

XRD analyses were performed as described in Diaz Caselles et al., 2024. Therefore, analyses were 158 

carried out on powder samples (particle size inferior to 63 μm). After leaching, powders were obtained 159 

at various depths of the sample by scratching, step-by-step, starting from the exposed surface towards 160 

the sound core. The thickness difference was determined with a digital caliper having a measurement 161 

range of 0-25 mm and an accuracy of 0.001 mm. A PANalytical X’Pert Pro diffractometer with a 162 

copper radiation source (Cu Kα, λ = 1.54 Å) and a PIXCel detector was used. Analyses were 163 

performed in transmission mode using a capillary (external diameter of 0.7 mm and wall thickness of 164 

0.01 mm). The anode voltage was set at 40 kV with an electric current intensity of 40 mA. Scans were 165 

performed over a 5 ° to 120 ° 2θ angular range, with a step size of 2θ 0.013 ° and a time per step of 166 

2.35 s. Pure silicon (Si) was used to extract the instrumental function. Approximately 10 wt.% Si was 167 

added to each sample to evaluate the amounts of crystalline phases and amorphous. Diffrac.Suite Eva 168 

and/or Highscore softwares were used for identification of phases. The Rietveld refinement was 169 

performed using the Fullprof_suite program ( rontera and  odr   ue -Carvajal, 2003). The weight 170 

percent content of each phase was evaluated after extracting its structure from the ICSD database and 171 

performing Rietveld refinement. 172 

2.3.4. SEM/EDS analyses and optical microscopy 173 

Microstructure analyses were conducted on carbon-coated polished sections, previously soaked into 174 

isopropanol, and embedded in resin, using a Scanning Electron Microscope (SEM) FEI Inspect S50 175 

equipped with an Electron dispersive spectroscopy (EDS) detector (Bruker XFlash SDD 10 mm
2
). 176 

Images were obtained in backscattered electron (BSE) configuration at magnifications ranging from 177 

50x to 2,000x. 150 EDS point analyses were performed per sample. For quantification, EDS 178 

calibration was conducted using eleven reference standards: NaAl(Si2O6), MgO (99.95% pure), Al2O3 179 

(99.8% pure), KAlSi3O8, CaSiO3, Ti (99.99% pure), Cr (99.96% pure), Mn (99.99%), Fe (99.95% 180 

pure), FeS2, and GaP (99.99% pure). Moreover, pastes were characterized by optical microscopy using 181 
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a 4K high accuracy digital microscope (Keyence VHX-7000) combining large depth of filed and high 182 

resolution. 183 

2.3.5. 31
P MAS-NMR spectroscopy 184 

Changes in the P environment in the MKPC pastes were investigated by solid state magic angle 185 

spinning nuclear magnetic resonance (MAS NMR). 
31

P spectra were acquired on a Bruker AVANCE 186 

III spectrometer (B0 = 9.4 T) operating at 162 MHz. The spinning speed was fixed at 20 kHz and 384 187 

scans were accumulated after a sin le short pulse (π/4) and a recyclin  delay of 360 s to ensure 188 

complete magnetization relaxation. 2.5 mm zirconia rotors were employed. The chemical shifts were 189 

referenced relative to H3PO4 85%, and quantitative analyses were performed using the Dmfit program 190 

developed at CEMHTI (Massiot et al., 2002). 191 

2.3.6. Raman spectroscopy 192 

Raman spectroscopy was used to investigate vibrational modes. Analyses were performed on powder 193 

samples using a Raman XploRA Plus (Horiba) equipped with a Syncerity detector (cooled down at -194 

 60°C). Raman spectra were recorded in the 1800-50 cm
-1

 range using 10 accumulations per scan with 195 

an acquisition time of 20 s per accumulation. The pairing of laser wavelength and diffraction grating 196 

used was 532 nm-1800 gr/mm, with a laser intensity set at 100%. 197 

2.3.7. Porosity characterization 198 

Porosity accessible to water was determined as described in Diaz Caselles et al., 2024 and following 199 

European Standard NF P 18-459 (2022). Three cylindrical paste samples (2 cm high and 5 cm in 200 

diameter) were used after 6 months of curing and before leaching. First, the samples were placed in a 201 

vacuum desiccator at 25 mbar for 4 hours. Then, they were covered with demineralized water while 202 

maintaining the 25 mbar vacuum pressure for a minimum of 44 hours. Drying was conducted in a 203 

controlled chamber at 38 °C and 10% R.H. to prevent K-struvite dehydration (Lahalle et al., 2019; 204 

Lothenbach et al., 2019). Arithmetic average result is presented with a 95% confidence interval. 205 
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2.3.8. pH estimation 206 

The Rainbow indicator was purchased from German Instruments. This indicator was used to estimate 207 

the pH of cement pastes before and after leaching. The color of this indicator changes from orange (pH 208 

4-6) to yellow (pH 6-8), green (pH 8-10), purple (pH 10-12), and blue (pH 12-14). To assess the pH of 209 

the paste samples, the indicator was applied to the cross-section of either fractured pieces or sliced 210 

samples. Pictures of the sprayed surfaces were taken several minutes later once the indicator solution 211 

had dried. 212 

2.3.9. Modeling 213 

One-dimension (1D) model (i.e., unidirectional diffusion) was used to simulate the leaching of MKPC 214 

paste. Modeling was performed using reactive transport code HYTEC (version 4.7.4) (van der Lee et 215 

al., 2003) as described in Diaz Caselles et al., 2024. General Eq. 2 describes the concentration 216 

variation of species i in a unit volume, taking into account transport by diffusion through the pore 217 

network, and participation to chemical reactions (using the geochemical module CHESS) (De Windt 218 

and Badreddine, 2007). 219 

    

  
           

     

  
          Eq. 2 220 

   and     are the mobile and immobile concentrations of a specie per unit volume. ω and De are the 221 

porosity and the effective diffusion coefficient, respectively. Transport and chemistry are coupled 222 

through a sequential iterative algorithm, which simultaneously considers the altered layers due to 223 

mineral dissolution, and the associated ion release from the cement paste. Furthermore, changes in 224 

local porosity due to dissolution or precipitation of minerals lead to changes in De. The retroactive 225 

effect of chemistry on mass transport is incorporated through the implementation of a modified 226 

version of Archie’s law, as described by Eq. 3 (De Windt and Badreddine, 2007).  227 

             
    

     
 
 

  Eq. 3 228 

ω0 is the initial porosity and ωc is the critical porosity threshold under which diffusion stops 229 

(considered as zero in the model). α is an empirical Archie’s coefficient, which commonly ranges from 230 
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1.5 to 4.0 in the modeling of cementitious materials under leaching (Adenot and Buil, 1992; De Windt 231 

and Badreddine, 2007; De Windt and Devillers, 2010; Neithalath et al., 2006). In this study, the 232 

Archie’s power was set to 2.0. 233 

The computational domain was defined by two zones as presented by Diaz Caselles et al., 2024 (cf. 234 

Fig. 2). This means that zone I corresponded to the MKPC paste sample, and zone II to the reactor 235 

containing the alkaline leaching solution. The experimental liquid volume-to-solid surface (L/S) ratio 236 

of 43.29 cm was reproduced by the geometry definition of each domain (note that the code assumes a 237 

depth of 1 m in the z-axis). The node sizes were set at 100 µm in the paste and in the first 10 mm of 238 

the reactor (zone B in Fig. 2 in Diaz Caselles et al., 2024). The node size in the rest of the reactor 239 

(zone C) was set at 1 mm. The leaching solution comprised 0.13 mol/L KOH, 0.05 mol/L NaOH and 240 

0.001 mol/L portlandite, to obtain the same concentrations as in the experimental leaching solution. 241 

The diffusivity coefficient of the leaching solution was set at 1.0 x 10
- 7

 m
2
·s

- 1
, and 1.0 x 10

- 5
 m

2
·s

- 1
 in 242 

the zones B and C to simulate an agitated solution, and to reduce the computation time. No boundary 243 

conditions were defined in this model. Additionally, the leaching solution was renewed at the same 244 

frequency as in the leaching experiments. The chemical reactions were computed by assuming local 245 

thermodynamic equilibrium and utilizing the B-dot model for the calculation of activity coefficients 246 

due to the high values of ionic strength (superior to 1).  247 

For this simulation, the thermodynamic CHESS database (version 2.5) was used and enriched with 248 

thermodynamic data for magnesium phosphate phases presented by Lothenbach et al., 2019, Xu et al., 249 

2020, and Xu et al., 2023. The minerals considered in the model are presented in Table 3. 250 

Table 3 – Thermodynamic data at 25 °C and 1 bar. 251 

Species Reaction 
Log 

Kformation 

Vol 

(kg/m3) 
Ref. 

K-struvite 
Mg2+ + HPO4

2- + K+ + 6H2O → M KPO4·6H2O 

+ H+ 
-1.36 1870.2 (Lothenbach et al., 2019) 

Cattiite 
3Mg2+ + 2HPO4

2- + 22H2O → M 3(PO4)2.22H2O 

+ 2H+ 
-1.61 1640.5 (Lothenbach et al., 2019) 

Mg2KH(PO4)2.15H2O 
2Mg2+ + 2HPO4

2- + K+ + 15H2O → 

Mg2KH(PO4)2.15H2O + H+ 
4.03 1810.6 (Lothenbach et al., 2019) 

Phosphorrösslerite Mg2+ + HPO4
2- + 7H2O → M HPO4.7H2O 4.69 1740.3 (Lothenbach et al., 2019) 

Newberyite Mg2+ + HPO4
2- + 3H2O → M HPO4.3H2O 5.61 2121.1 (Lothenbach et al., 2019) 

MgKPO4.H2O 
Mg2+ + HPO42- + K+ + H2O → M KPO4.H2O + 

H+ 
-1.37 2668.7 (Lothenbach et al., 2019) 
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Farringtonite 3Mg2+ + 2HPO4
2- → M 3(PO4)2 + 2H+ -2.23 2761.2 (Lothenbach et al., 2019) 

Bobierrite 
3Mg2+ + 2HPO4

2- + 8H2O → Mg3(PO4)2·8H2O + 

2H+ 
0.66 2129.9 (Lothenbach et al., 2019) 

Magnesium 

orthophosphate 

tetrahydrate 

3Mg2+ + 2HPO4
2- + 4H2O → Mg3(PO4)2·4H2O + 

2H+ 
-1.14 2380.6 (Lothenbach et al., 2019) 

CaK3H(PO4)2 Ca2+ + 3K+ + 2HPO4
2- → CaK3H(PO4)2 + H+ 2.24  (Xu et al., 2020) 

brucite (Mg(OH)2) Mg2+ + 2H2O → M (OH)2 + 2H+ -16.29 2367.83 Chess v.2.5 

Hydroxyapatite 
3HPO4

2- + 5Ca2+ + H2O → Ca5(PO4)3(OH) + 

4H+ 
7.56  (Janot and Ilschner, 2001) 

Hazenite 
2Mg2+ + Na+ +K+ + 2HPO4

2- +14H2O → 

Mg2NaK(PO4)2⋅14H2O + 2H+ 
-0.64  (Xu et al., 2023) 

OCP  
8Ca2+ + 6HPO4

2- + 5H2O → Ca8H2(PO4)6·5H2O 

+4H+ 
22.87  (Janot and Ilschner, 2001) 

CDHA 
9Ca2+ + 6HPO4

2- + H2O → Ca9(HPO4)(PO4)5OH 

+ 6 H+ 
12.79  (Janot and Ilschner, 2001) 

Portlandite Ca2+ + 2H2O → Ca(OH)2 + 2H+ -22.80 2245 Chess v2.5 

 252 

3. Experimental results 253 

3.1. Reference paste characterization 254 

The MKPC paste sample after curing and before leaching was the reference material and is referred to 255 

as MKP-ref. Figure 2 presents its XRD pattern after 6 months of endogenous curing. 256 

 257 

 258 

Figure 2 – XRD pattern of MKP-ref plotted in the selected range 10 °-70 ° 2θ. 259 

 260 

MKP-ref was composed of K-struvite (MgKPO4·6H2O), along with residual MgO (periclase), quartz, 261 

mullite (an alumino-silicate mineral), and an amorphous content (Figure 2). The presence of quartz 262 

and mullite were attributed to fly ash. The amorphous content is likely associated with the glassy 263 

structure of the fly ash and potentially with the presence of amorphous phosphate phases (e.g., 264 



12 

amorphous K-struvite, boro-phosphates) (Ding et al., 2012; Lahalle et al., 2019). The mineralogical 265 

assemblage of the paste was estimated by Rietveld refinement and comprised 53.8% K-struvite, 266 

33.6 wt.% amorphous, 8.2 wt.% mullite, 2.6 wt.% quartz, and 1.8 wt.% periclase (Diaz Caselles et al., 267 

2024). Therefore, the mullite-to-quartz ratio was 3. 268 

Figure 3 shows the 
31

P MAS-NMR spectrum obtained from MKP-ref after 6 months of curing (see 269 

spectrum in the top), and Table 4 presents the quantitative estimations resulting from the 270 

decomposition of 
31

P MAS-NMR spectra (Diaz Caselles et al., 2024).  271 

 272 

 273 

Figure 3 – 
31

P MAS-NMR spectra obtained before (MKP-ref), and after leaching (MKP-14d and MKP-170d). δ 274 

indicates the chemical shift. 275 

 276 

Table 4 - 
31

P site fractions (mol. %) estimated for MKP-ref. 277 

MKPC paste Attribution Chemical shift (ppm) FWHM (ppm) 
31

P fraction (%) 

Before leaching K-struvite (MgKPO4·6H2O) +6.5 0.7 76 

Residual KH2PO4 +4.1 1.0 1 

Broad hump * +0.9 10.2 23 

*This signal was not clearly assigned. 278 
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The 
31

P MAS-NMR spectrum of MKP-ref exhibited three different 
31

P chemical environments (see top 279 

spectrum in Figure 3). The resonance at δ = +6.5 ppm was attributed to K-struvite (Gardner et al., 280 

2015; Lahalle et al., 2018; Viani et al., 2017). A minor 
31

P resonance at δ = +4.1 ppm (1% of the 
31

P 281 

fraction) was attributed to residual KH2PO4, which was not detected by XRD due to its low content 282 

(Gardner et al., 2015; Lahalle et al., 2018). This indicates that KH2PO4 was not completely consumed 283 

after the 6-month curing period. The resonance at δ = +0.9 ppm could not be assigned with certainty. 284 

This resonance might correspond to one or several contributions of poorly crystallized phosphate 285 

phases, including (i) Mg2KH(PO4)2·15H2O, (Lahalle et al., 2018; Xu et al., 2022), (ii) lünebergite 286 

(Mg3B2(PO4)2(OH)6·6H2O) (Lahalle et al., 2018), (iii) an anhydrous, poorly crystallized 287 

orthophosphate Mg3(PO4)2 (Viani et al., 2017), and/or (iv) hydrated magnesium phosphate phases 288 

(Mg3(PO4)2·xH2O) (Kongshaug et al., 2001). In two recent papers, Viani et al., 2021, 2017 showed that 289 

hardening of a MKPC paste occurs through an amorphous-to-crystalline transformation, involving two 290 

distinct amorphous precursors of the final crystalline product (K-struvite), characterized by broad 291 

resonances at 3 ppm and 1.8 ppm. The authors suggested that, in analogy with the sol-gel processing 292 

of ceramics, the amorphous precursors may bear some structural motifs of K-struvite, the final 293 

crystalline phase. 294 

3.2. Leaching tests: experimental results 295 

3.2.1. Precipitate recovered from leachates 296 

The leaching solution became visibly turbid upon immersion of paste samples, indicating the 297 

formation of a precipitate in the solution (Figure 4-a). Subsequently, after each renewal, solid and 298 

liquid phases were separated through centrifugation to isolate any precipitate that might have formed. 299 

During the first two renewals, the precipitate was easily recovered. From the third renewal onwards, 300 

the clarity of the leaching solutions improved over time. The recovered precipitate was rinsed with 301 

ethanol, dried at 38 °C for 24 h, and identified by XRD as hydroxyapatite (HAP) with low crystallinity 302 

(Figure 4-a). 303 
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 304 

Figure 4 – Characterization of HAP (a) XRD patterns (range 5 °-70 ° 2θ), (b) SE image, (c) zoomed-in of an 305 

agglomerate of HAP crystals, (d) BSE image and EDS elemental mapping, (e) EDS semi-quantitative analyses 306 

Na/P vs. Ca/P, (f) K/P vs. Ca/P atomic ratios, (g) Distribution of Ca/P atomic ratios, and (h) Raman spectrum. 307 

HAP particles, of approximatively 16 µm long and 8 µm wide, consisted of agglomerates of 308 

micrometer-sized crystals (Figure 4-b and c). EDS analyses showed the presence of Ca, P, Na and K in 309 

the HAP particles, which suggests the uptake of alkalis by HAP (Figure 4-d, e and f), as already 310 

observed by Stoll and Neuman, 1956. By suspending pure HAP in solutions containing KCl and NaCl 311 

at various concentrations, these authors observed indeed an uptake of Na, which was higher than that 312 

of K. Na ions entered the crystal surface of HAP by replacing Ca ions, whereas K ions remained in the 313 

hydration shell of HAP. The HAP particles obtained in the current study had a Ca/P ratio of 1.59±0.11 314 

(arithmetic mean value with a confidence interval of 95 %) (Figure 4-g), suggesting the precipitation 315 

of Ca-deficient HAP (CDHA) (the Ca/P ratio of stoichiometric HAP is 1.67), possibly due to the 316 

uptake of Na. 317 

Figure 4-h presents the Raman spectrum of the collected precipitate. The spectrum exhibited distinct 318 

bands, including the symmetric stretching mode (υ1) of phosphate at 960-962 cm
−1

, which 319 
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corresponds to the tetrahedral (PO4)
3−

 group (P−O bond) typically reported in HAP (Penel et al., 1998; 320 

Wilson et al., 2005). The υ4 and υ2 bending modes (O−P−O bond) produced bands of weak intensity 321 

in the regions of 570–625 cm
−1

 and 400–490 cm
−1

, respectively. The band at 1000-1095 cm
−1

 could be 322 

assigned to the υ3 (PO4)
3−

 domain (Penel et al., 1998), but also to the υ1 mode of hydrogen phosphate 323 

(HPO4
2-

) present in CDHA (Elliot, 1994; Wilson et al., 2005). 324 

3.2.2. Leachates characterization 325 

Figure 5 shows the evolution of the cumulative concentrations of K, Na, Ca, P, B, Si, S and Al in the 326 

leachates (in mmol/L) (i.e., total concentrations of soluble species measured in the leachates) and of 327 

pH as a function of the square root of time (in days
1/2

). The Mg concentration always remained below 328 

the detection limit of the ICP-AES method (10 ppb). The red envelope represents the experimental 329 

analytical error. The subfigure in Figure 5-c plots the Ca concentration consumed from the initial 330 

solution. This means the difference between the Ca concentration measured in the leachates and the 331 

initial concentration in the leaching solution. Table 5 presents the initial composition of MKP-ref 332 

alongside with the cumulative leached element concentrations determined for each leaching period, 333 

expressed in mmol/g of paste. The leached fraction is presented as a percentage for each element, 334 

assuming an experimental paste density of 1,876.2 kg/m
3
, which was obtained by total porosity 335 

accessible to water experiments. 336 
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 337 

Figure 5 – Cumulative concentrations (in mmol/L) measured in the leachates as a function of the square root of 338 

time (days
1/2

). (a) K, (b) Na, (c) Ca, (d) P, (e) B, (f) Si, (g) S, (h) Al, and (i) pH evolution. The analytical error is 339 

estimated to be 10 %. 340 

 341 

 342 

 343 

 344 

 345 

 346 
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Table 5 – Initial and leached elemental concentrations (given in mmol/g of MKPC paste) and pH values 347 

determined at 25 ºC. 348 

  
 

K Na Ca Al B Fe Mg P S Si pH 

 days Initial concentration 2.8 0.1 0.3 1.9 0.13 0.6 2.4 2.6 0.04 3.8 13.2±0.1 

L
ea

ch
in

g
 

ti
m

e 

14 
Leached concentration - - - 0.01 0.03 0.0 0.0 0.2 0.02 0.03 13.2±0.1 

Leached fraction (%) - - - 0.33 26.5 0.0 0.0 8.7 40.1 0.87 - 

170 
Leached concentration - - - 0.0 0.13 0.0 0.0 0.4 0.04 0.26 13.1±0.1 

Leached fraction (%) - - - 2.4 100 0.0 0.0 16.3 100 6.91 - 

K and Na leached concentrations are not presented as their quantification fell into the 10% error associated 349 

with the ICP-AES technique. Ca concentrations were below the ICP-AES detection limit. 350 

The two leaching experiments provided rather well repeatable results. Soluble phosphates (excluding 351 

P that precipitated as CDHA) were released in the leachates, albeit at a decreasing rate over time. The 352 

cumulative concentration of B in the leachates increased linearly versus the square root of time, 353 

suggesting that its release was controlled by diffusion through the pore network of the cement paste. 354 

Mass balance calculations in Table 5 show that B may be depleted by the end of the 170-day leaching 355 

test. The leached Si, S, and Al resulted from dissolution of fly ash and/or impurities present in the raw 356 

materials. Si and Al cumulative concentrations exhibited similar evolution with time, while S was 357 

fully depleted after approximately 36 days of leaching. Unlike the other elements, calcium was 358 

significantly depleted from the leaching solution due to the precipitation of CDHA evidenced in 359 

section 3.2.1.  360 

3.2.3. Characterization of leached solids 361 

After leaching, paste samples presented thin white layers coating their exposed surfaces (Figure 6). 362 

The thickness of each sample was measured using a digital caliper with a measurement range of 0-363 

25 mm and an accuracy of 0.001 mm. There was no observable interface retreat or expansion on the 364 

exposed surfaces of the leached solids. Despite the absence of any retreat or expansion, the exposed 365 

surfaces of the leached solids exhibited pronounced brittleness, and material deposited on these 366 

surfaces could be easily removed, especially after 170 days of leaching.  367 
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The Rainbow indicator was sprayed onto the cross-sections of the leached pastes. The color 368 

transformation from greenish to purple-blue indicated a rise in pH from 8, before leaching, to a value 369 

higher than 10. 370 

 371 

 372 

Figure 6 – Leached solids and estimation of pH using the Rainbow indicator (a) MKP-14d, and (b) MKP-170d. 373 

3.2.3.1. SEM/EDS analyses and optical microscopy 374 

The white layer observed on the exposed surfaces of the leached samples was enriched in Ca and P, 375 

suggesting the precipitation of a calcium phosphate phase such as hydroxyapatite (HAP). It measured 376 

approximately 12 ± 2 µm and 309 ±38 µm in MKP-14d and MKP-170d, respectively (Figure 7-a and 377 

b) and seemed very porous (Figure 7-c). Under this superficial layer, a degraded zone was evidenced 378 

by a darker grey color on the SEM/BSE images and a lighter gray by optical microscopy observations, 379 

indicating a smaller density than that of the sound material. EDS elemental mapping showed some 380 

areas enriched in magnesium, suggesting the precipitation of a Mg-containing phase which could 381 
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explain why Mg was not leached out of the sample (Figure 5 and Table 5). The elemental maps also 382 

showed a decrease in the P and K concentrations, which was consistent with the observed release of 383 

these species in the leachates. 384 

 385 

Figure 7 – Characterization of leached solids: SEM/EDS of (a) MKP-14d, and (b) MKP-170d. (c) Optical 386 

microscopy of MKP-170d. 387 

Figure 8 presents the mixing diagrams of atomic ratios based on EDS analyses. The figure illustrates 388 

regions corresponding to various phases potentially present in the solids, including residual KH2PO4, 389 

K-struvite, Mg2KH(PO4)2·15H2O, bobierrite (Mg3(PO4)28H2O), cattiite (Mg3(PO4)222H2O), 390 

phosphorrösslerite (MgHPO47H2O), newberyite (MgHPO43H2O), brucite (Mg(OH)2), hydroxyapatite 391 

(Ca5(PO4)3(OH)), and CaK3H(PO4)2 (Lahalle et al., 2018; Lothenbach et al., 2019). Note that Ca-poor 392 

hydroxyapatite (CDHA) was not added in this figure as atomic ratios of Ca/P may vary, as shown in 393 
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Figure 4. Some additional phases were also included, such as magnesium hydrogen phosphate 394 

(Mg(H2PO4)2xH2O or MgH2P2O7), calcium silicate hydrate (C-S-H), and magnesium silicate hydrate 395 

(M-S-H) (Lahalle et al., 2018; Lothenbach et al., 2019; Xu et al., 2021, 2020). After leaching, EDS 396 

point analyses were primarily carried out from the surface to a depth of 2 mm. 397 

 398 

Figure 8 – EDS mixing diagrams of atomic ratios obtained from the MKPC paste samples before and after 399 

leaching (2 mm deep from the interface). (a) K/Mg vs. P/Mg, (b) K/P vs. Ca/P, (c) Mg/Si vs. Ca/Si, (d) Mg/Si vs. 400 

Al/Si, and (e) Al/Mg vs. Si/Mg. 401 

The P/Mg and K/Mg ratios measured in the leached samples tended to decrease as compared to the 402 

pristine material, suggesting the dissolution of K struvite, and the possible precipitation of brucite. In 403 

MKP-14d sample, the P/Mg and K/Mg ratios were still comprised between those of K-struvite and 404 

Mg2KH(PO4)2·15H2O for a number of point analyses, indicating the persistence of K-struvite after 405 

leaching (Figure 8-a). In MKP-170d sample, the scatter plot was shifted towards origin, suggesting 406 

advanced dissolution of K-struvite and higher precipitation of brucite. The mixing diagrams plotting 407 

the K/P vs. Ca/P ratios (Figure 8-b) showed the precipitation of a Ca-phosphate phase, probably 408 

CDHA with a Ca/P ratio close to 1.5, or HAP possibly intermixed, at the submicronic level, with other 409 

phases having lower Ca/P ratio, such as CaK3H(PO4)2. Additionally, both leached solids presented 410 



21 

EDS points with Mg/Si atomic ratios ranging from 0.7 to 1.4, which may correspond to the formation 411 

of Mg-silicates phases such as Mx-S-Hy, sepiolite (Mg4Si6O15(OH)12·6H2O), or chrysotile 412 

(Mg3(Si2O5)(OH)4) (Figure 8-c). No EDS points were related to the formation of C-S-H. 413 

In MKP-170d, some EDS point analyses indicated the formation of a compound with Al/Si atomic 414 

ratios varying from 0.2 to 0.6, suggesting the formation of Mg-silicate phases containing Al such as 415 

Mx-Ay-S-Hz (Figure 8-d). The incorporation of aluminum in both tetrahedral and octahedral sites of 416 

M-S-H phases having a Mg/Si ratio of 1.1 or 1.7 has been evidenced by Bernard et al., 2020. 417 

Nevertheless, the Al/Si ratio was limited to 0.15−0.18. Another possible explanation would be the 418 

intermixing of magnesium silicate phases with hydrotalcite-like phases, Al-phosphates (such as 419 

minyulite (KAl2(PO4)2OH⋅4H2O) or amorphous Al-phosphates) which have been predicted to form 420 

during hydration of MPC materials containing aluminates (Xu et al., 2022), or mullite (Al4+2xSi2-2xO10-421 

x, possibly containing up to 0.5 wt% MgO (Schneider et al., 2008)) supplied by the fly ash. 422 

Finally, the Al/Mg vs Si/Mg mixing diagram evidenced a correlation between the Al and Si contents 423 

for a number of analysis points (Figure 8-e), likely corresponding to the glassy fraction of fly ash 424 

(Aughenbaugh et al., 2016). The Al/Si ratios in the pristine material and in the paste leached for 425 

14 days were close to 1. Interestingly, this value decreased to about 0.67 in the sample leached for 170 426 

days, suggesting that non-congruent dissolution of the glassy phase(s) occurred during the longer 427 

leaching test, with preferential release of Al compared to Si. It has already been reported that when fly 428 

ash is exposed to a strongly alkaline solution, Al is more prone to dissolve than Si due to weaker Al-O 429 

bonds than Si-O bonds (Li et al., 2011). 430 

3.2.3.2. XRD analyses 431 

Figure 9 displays some XRD patterns of powders obtained at different depths (denoted as “delta” on 432 

the y-axis) in MKP-14d and MKP-170d samples. The selected patterns are presented in the 5°-40° 2θ 433 

range to highlight the main differences. The crystalline phases and amorphous fraction in MKP-14d 434 

and MKP-170d samples were also quantified by Rietveld refinement (Table 6). Note that 435 

polycrystalline or low crystallinity nature of CDHA or HAP phases unable their quantification by 436 
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Rietveld refinement in the MKP-14d leached sample. Several minerals containing Mg, Al and/or Si 437 

were tested in the refinement of the XRD patterns of MKP-170d. Only meixnerite 438 

(Mg6Al2(OH)18·4H2O), a Mg-Al layered double hydroxide (LDH) phase with a structure close to 439 

hydrotalcite (Koritnig and Süsse, 1975), matched well the patterns. 440 

 441 

 442 

Figure 9 –XRD patterns obtained at different depths of (a) MKP-14d, and (b) MKP-170d. Patterns are 443 

presented in the 5°-40° 2θ range to highlight the main differences. “Delta  ” on the y-axis denotes the 444 

different depths where the samples were taken (cf. Table 6). 445 

 446 

Table 6 – Quantification of mineralogical phases in the leached solids using Rietveld refinement (results given 447 

in wt%).  448 

 

 
Depth (µm) K-struvite HAP

a
 Brucite 

Mg-Al 

phase
b
 

Amorphous MgO Quartz Mullite 
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Depth (µm) K-struvite HAP

a
 Brucite 

Mg-Al 

phase
b
 

Amorphous MgO Quartz Mullite 

MKP-ref - 53.8 - - - 33.6 1.8 2.6 8.2 

M
K

P
-1

4
d
 

Δ1 0 - 137 22.8 - 6.3 - 51.8 1.5 5.9 11.7 

Δ2 137 - 238 19.5 - 4.1 - 57.2 2.1 6.0 11.0 

Δ3 238 - 470 13.6 - 1.3 - 70.2 1.9 4.7 8.3 

Δ4 470 - 677 10.7 - 1.3 - 75.3 1.5 4.0 7.1 

Δ5 677 - 1009 10.3 - 0.6 - 81.0 1.0 2.6 4.6 

Δ6 1009 - 1387 16.9 - 0.0 - 72.3 1.4 3.4 6.1 

Δ7 1387 - 1878 31.2 - 0.0 - 52.5 2.3 4.7 9.2 

Δ8 1878 - 2439 39.0 - 0.0 - 42.2 2.2 5.8 10.7 

Δ9 2439 - 3000 32.3 - 0.0 - 54.0 1.3 4.2 8.2 

Δ10 3000 - 3648 48.5 - 0.0 - 33.8 2.5 5.5 9.6 

M
K

P
-1

7
0

d
 

Δ1 0 - 579 0.0 51.0 0.0 0.0 49.0 0.0 0.0 0.0 

Δ2 579 - 854 7.6 26.1 10.7 9.4 27.6 2.7 4.8 11.1 

Δ3 854 - 1075 3.7 10.0 5.6 10.6 42.1 2.7 6.7 18.7 

Δ4 1075 - 1607 3.2 4.8 3.3 9.1 61.9 2.1 4.1 11.4 

Δ5 1607 - 1919 2.3 3.1 1.9 13.1 58.0 2.4 5.3 13.8 

Δ6 1919 - 2084 5.6 4.2 1.7 7.1 58.5 2.8 5.6 14.5 

Δ7 2084 - 2268 7.9 3.9 0.3 12.4 58.4 1.9 4.2 10.9 

Δ8 2268 - 2626 11.7 5.3 0.1 5.3 61.8 1.5 4.1 10.2 

Δ9 2626 - 3019 18.0 3.7 0.0 7.0 55.0 1.7 3.9 10.6 

Δ10 3019 - 3473 15.7 3.0 0.0 5.1 63.7 1.3 3.0 8.3 

Δ11 3473 - 3964 20.9 2.7 0.0 1.8 56.9 1.8 3.9 11.9 

Δ12 3964 - 4507 26.6 3.2 0.0 1.4 50.4 2.3 4.2 12.0 

Δ13 4507 - 8240 72.8 0.0 0.0 0.0 7.5 2.0 4.8 13.0 
a
In the MKP-14d powders, quantification by Rietveld refinement of CDHA or HAP phases was not possible due 449 

to their polycrystalline or low crystallinity nature. 450 
b
Mg-Al layered double hydroxide (LDH) phase with a structure close to hydrotalcite. 451 

 452 

K-struvite was detected in all the patterns of MKP-14d but was absent from the first layer (Δ1: 0-453 

579 µm) of MKP-170d (Figure 9-b). Its content in the deepest investigated layer of MKP-14 d was 454 

close to that of the pristine material. In MKP-170d, however, it was significantly higher (72.8 wt% vs 455 

53.8 wt% in MKP-ref), indicating a progress of cement hydration during the leaching test, with the 456 

conversion of amorphous precursors into more crystalline K-struvite. The periclase/mullite and 457 

periclase/quartz weight ratios remained approximatively constant (Table 6), except in the first layer. 458 

Since mullite and quartz are non-reactive phases, this result shows that the consumption of MgO was 459 

almost negligible during the leaching tests. The residual MgO likely corresponded to large particles 460 

having very low reactivity. 461 
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Leaching caused the precipitation of novel crystalline phases. XRD confirmed the precipitation of 462 

hydroxyapatite (Figure 9-a) with low crystallinity (broad peak at 10°-12° 2θ) near the exposed surface 463 

of the leached cement pastes, but also deeper in the materials. In MKP-170d, this peak seemed to shift 464 

towards higher angles, possibly due to the presence of meixnerite (Mg6Al2(OH)18·4H2O), which was 465 

identified up to a depth of 4.5 mm. Its amount varied between 1.4 wt% (Δ1) to 13.1 w% (Δ5). 466 

Moreover, brucite (Mg(OH)2) precipitated in both leached solids, up to a depth of about 1 mm in 467 

MKP-14d, and 2.6 mm in MKP-1710d. Finally, precipitation of low Ca/P calcium phosphates such as 468 

CaK3H(PO4)2, hydrated magnesium silicate phases or phospho-aluminate phases such as OH-469 

minyulite (KAl2(PO4)2OH⋅4H2O) was not evidenced by XRD. 470 

 471 

3.2.3.3. 31
P MAS-NMR analyses 472 

The precipitate recovered from the leachates (section 3.2.1) and some samples collected at various 473 

depths in the leached cement pastes were analyzed by 
31

P MAS-NMR, meaning that only the fraction 474 

of 
31

P was quantified (Figure 3 and Table 7). 475 

Table 7 - 
31

P site fractions (mol. %) assessed from decomposition of 
31

P MAS-NMR spectra after leaching. 476 

  Depth (µm) Phase
a
 

Chemical shift 

(ppm) 

FWHM 

(ppm) 
31

P fraction (%) 

1
4

-d
ay

 

le
ac

h
ed

 s
o

li
d
 

Δ1 0 - 137 
K-struvite +6.3 1.6 69 

HAP +2.6 2.7 31 

Δ2 137 - 238 
K-struvite +6.2 1.6 60 

HAP +2.6 2.7 40 

Δ8 1387 - 1878 
K-struvite +6.3 1.7 91 

HAP +2.5 3.6 9 

1
7

0
-d

ay
 l

ea
ch

ed
 s

o
li

d
 

Δ1 0 - 579 
K-struvite

b
 +5.3 2.3 12 

HAP +2.7 2.3 88 

Δ2 579 - 854 
K-struvite

b
 +6.0 2.1 15 

HAP +2.6 2.6 85 

Δ3 854 - 1075 
K-struvite

b
 +5.9 2.1 12 

HAP +2.5 2.8 88 

Δ4 1075 – 1607 
K-struvite

b
 +6.0 2.4 15 

HAP +2.6 3.0 85 

Δ5 1607 - 1919 
K-struvite +6.2 2.5 24 

HAP +2.6 3.2 76 

Δ6 1919 - 2084 
K-struvite +6.2 2.1 31 

 HAP +2.6 3.2 70 

a
The fraction of 

31
P was estimated to be present in either K-struvite or HAP (±0.2%).

 477 
b
K-struvite probably disordered or presenting structural defaults. 478 

 479 



25 

The precipitate formed in the leachates showed a single 
31

P resonance at δ = +3.0 ppm (Figure 3), 480 

which was consistent with the chemical shift reported for stoichiometric HAP (Ca/P of 1.67) and for 481 

CDHA (Elliot, 1994). The spectra from the leached samples showed two main resonances at δ  482 

+6.2 ppm and δ  +2.6 ppm, which could be assigned to K-struvite and HAP/CDHA respectively. 483 

There was no evidence for the presence of OH-minyulite (KAl2(PO4)2(OH)·4H2O) and CaK3H(PO4)2 , 484 

whose signals are expected at δ = -9.6 ppm and δ = 0 ppm, respectively (Dick et al., 1998; Xu et al., 485 

2020). In sample MKP-170d, the spectrum of the powder collected in the first layer close to the 486 

exposed surface ( 1), presented a peak centered at δ = 5.3 ppm, significantly shifted as compared to 487 

that of crystalline K-struvite (δ  +6.2 ppm). This shift of position indicated a change in the P 488 

environment, possibly resulting from the amorphization of K-struvite (this mineral was not detected by 489 

XRD in  1 sample), or its transformation into another amorphous or poorly crystallized phase (e.g., 490 

hazenite Mg2NaK(PO4)2.14H2O).  491 

In the 14-day leached solid, quantification presented in Table 7 showed a significant increase in the 
31

P 492 

fraction in HAP in the layer close to the surface. In layer  8, 91% of 
31

P was estimated to be present in 493 

the form of K-struvite, which can be crystalline or nano-crystalline/amorphous, while 9% of the 
31

P 494 

was estimated to be in HAP. This may indicate less degradation of the sample in deeper layers. It is 495 

important to note that this fraction of 
31

P should not be confused with the total amount of K-struvite 496 

present in the sample. As indicated in Table 6, XRD analyses estimated that only 39% of the sample 497 

was composed of crystalline K-struvite, an amount lower than that of the original sample (i.e., before 498 

leaching). In the 170-day leached solid, the proportion of 
31

P significantly decreased in K-struvite, 499 

while its proportion increased in HAP, indicating a higher level of degradation in this sample. 500 

3.3. Modeling results 501 

3.3.1. Input data 502 

The composition of MKP-ref was simplified for modeling (Table 3). K-struvite was assumed to be the 503 

main hydration product. Its content was inferred from XRD and Rietveld analyses. Therefore, the 504 

volume fractions of residual MgO and fly ash were considered, although these components were 505 



26 

treated as inert. In addition, traces of hazenite (2x10
-11

 mmol/L), predicted to be thermodynamically 506 

stable, were also included in the initial matrix composition. The initial porosity of the paste was set at 507 

its experimental value of 15.5% (as determined by total porosity accessible to water) and assumed to 508 

be fully saturated. The pore solution, extracted using pressure from MKP-ref after 6 months of curing, 509 

presented a pH of about 8.0 (at 25 ºC) and mainly comprised potassium (1033.8 mmol/L), magnesium 510 

(1.1 mmol/L), phosphate (370 mmol/L), sodium (13.2 mmol/L) and borate (136.4 mmol/L) ions. Note 511 

that this solution was still oversaturated with respect to K-struvite (Saturation Index of 0.87).  512 

Table 8 – Main parameters defining the initial composition of the MKPC paste in the model. Concentrations are 513 
given in mmol/L of interstitial solution. 514 

MgKPO4·6H2O KH2PO4 B(OH)3 K2O Na2O 

20700 565 135 237 50 

*Na2O was added to adjust the initial pH at 8.0. Na2O and K2O are fictive species which fully dissolve, thus 515 
providing Na

+
, K

+
 and OH

-
 ions to the pore solution. 516 

 517 

3.3.2. Phase evolution in the leached cement paste 518 

Figure 10 displays the phase evolution, predicted by modeling, in the paste after 14 and 170 days of 519 

leaching. The effective diffusion coefficient (De) in the cement paste was adjusted at 1.37x10
-13

 m
2
/s to 520 

reproduce the experimental precipitation front of brucite in the sample leached for 14 d.  521 

Modeling showed that dissolution of K-struvite occurred, producing an increase in porosity and 522 

effective diffusion coefficient (Figure 10-b and d). This was accompanied by the precipitation of 523 

brucite and hydroxyapatite (HAP) near the exposed surface, along with traces of hazenite. Note that 524 

the precipitation of HAP was predicted to occur only close to the exposed surface, whereas 525 

experimentally it was observed deeper in the material and coexisted with brucite and K-struvite. The 526 

extent of K-struvite dissolution was predicted in both pastes leached for 14 d and 170 d. Nonetheless, 527 

the thickness of the zone where brucite precipitated was underestimated by the model in MKP-170d. 528 

HAP and brucite were also predicted to precipitate in the leaching solution. HAP precipitation in 529 

solution was in line with experimental results (cf. Figure 4). Nonetheless, brucite was not detected 530 

experimentally possibly due to the low concentrations. Moreover, the model predicted the gradual 531 
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increase in pH from 8 in the sound core to 13 at the leached surface. Besides, modeling tended to 532 

overestimate Ca concentrations and to underestimate P and B concentrations in solution.  533 

Several hypotheses could be postulated to explain the differences between the experimental and 534 

modeling results: (i) the paste composition was oversimplified in the model due to a lack of 535 

thermodynamic data of phosphate phases available in the literature. In this model, only the aqueous 536 

fraction of B was taken into account, whereas Lahalle et al., 2018 have shown that boron is also partly 537 

precipitated as a boro-phosphate phase. Nevertheless, the composition of this phase is still unknown, 538 

as well as its thermodynamical properties, and thus it could not be included in the model. 539 

Consequently, the model predicted a too fast depletion of B from the cement paste and underestimated 540 

its total concentration released in solution. (ii) The solubility of HAP was overestimated. Thus, 541 

precipitation of HAP occurred only very close to the surface. It should be noted that there is a rather 542 

wide range of thermodynamic data reported for synthetic HAP (Vieillard and Tardy, 1984), and thus, 543 

the extent of precipitation of HAP depends on the selected value. (iii) The model predicted the 544 

precipitation of traces of hazenite (Mg2NaK(PO4)2.14H2O) in the leached solid. Hazenite 545 

concentrations were however too low (ranging from 2x10
-11

 to 1x10
-4

 mmol/L of paste) to be detected 546 

experimentally. Hazenite has been reported as a degradation product of K-struvite at pH >7 by several 547 

authors (Lahalle et al., 2019; Xu et al., 2023), but is very difficult to evidence in cement pastes. Its 548 

crystal structure corresponds to a superstructure of K- and Na-struvite (Yang et al., 2014, 2011; Yang 549 

and Sun, 2004) and thus possesses many structural features similar to those of K-struvite. Lahalle et 550 

al., 2019 observed by SEM/EDS some sodium enrichment, and thus potentially the presence of 551 

hazenite, in cement pastes exposed to a synthetic PC pore solution. Xu et al., 2023 succeeded in 552 

evidencing by XRD the precipitation of small amounts of hazenite when synthetic K-struvite was 553 

exposed to an alkaline solution, but failed to detect this phase when a cement paste was used.  554 
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 555 

Figure 10 – Predicted evolution of the cement pastes: mineral phases and pH evolution, porosity, and effective 556 

diffusion coefficient (De) at (a), (b) 14 days, and (c), (d) at 170 days of leaching. Traces of hazenite precipitated 557 

all along the paste (ranging from 210
-11

 to 110
-4 mmol/L). Black dotted line indicates the paste-solution 558 

interface. 559 

4. Discussion 560 

The findings of this study highlight the complex degradation process of MKPC paste samples under 561 

aggressive alkaline conditions. A phase evolution was observed near the leached surface, leading to 562 

the dissolution of K-struvite. In these samples, no interface retreat was observed since novel phases 563 

precipitated, which differs from what was observed by Diaz Caselles et al., 2024 on MKPC paste 564 

samples leached by demineralized water. Under alkaline conditions, the formation of calcium-deficient 565 

hydroxyapatite (CDHA) resulted from the reaction between Ca
2+

 ions present in the leaching solution, 566 

and phosphate anions provided by the MKPC paste (initially dissolved in the pore solution or released 567 
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by the dissolution of phosphate minerals such as K-struvite, residual KH2PO4 and/or other amorphous 568 

phosphate phases evidenced in the pristine material). A layer formed at the solid/solution interface, 569 

and its thickness increased with the leaching time (12 µm at 14 days, and 300 µm at 170 days). 570 

Even though hydroxyapatite (HAP) is a mineral known for its low solubility (Elliot, 1994), its 571 

formation was not sufficient to ensure the long-term durability of the MKPC pastes. The superficial 572 

layer was rather porous (as evidenced by SEM/EDS in Figure 7) and did not seem to play any 573 

protective role, since degradation progressed significantly between 14 days and 170 days of leaching. 574 

More diffuse precipitation of poorly crystallized HAP was also evidenced by XRD under this surface 575 

layer, up to a depth of 4 mm in the sample leached for 170 days. SEM/EDS analyses suggested the 576 

precipitation of CDHA, since the Ca/P ratio was inferior to 1.67, the expected value for HAP, for a 577 

large number of point analyses. Nevertheless, the additional formation of amorphous calcium 578 

phosphate (ACP) cannot be excluded. ACP often occurs as a transient phase during the formation of 579 

non-stoichiometric hydroxyapatite in aqueous systems (Boskey and Posner, 1973; Chow, 1999; Elliot, 580 

1994; Zhang et al., 2011). When it is prepared by rapid precipitation in the pH range 8.9 – 11.7, its 581 

Ca/P molar ratio is close to 1.5 (Combes and Rey, 2010; Heughebaert and Montel, 1977). Chemical 582 

shifts ranging from 1.7 to 3.0 ppm have been reported for ACP analyzed by 
31

P MAS-NMR (Belton et 583 

al., 1988; Roufosse et al., 1984; Tropp et al., 1983). These values are close to those obtained for HAP, 584 

making the two calcium phosphates difficult to distinguish on the 
31

P spectra based on this sole 585 

parameter. It should be noted that no calcium phosphate phases were detected on MKPC samples 586 

leached under neutral conditions, as reported in Diaz Caselles et al., 2024. This can be attributed to the 587 

absence of Ca
2+

 ions in the demineralized water.  588 

Magnesium dissolved from the cement phases almost entirely reprecipitated in the cement matrix. 589 

Two main phases formed, brucite, and an hydrotalcite-like phase, which may be meixnerite 590 

(Mg6Al2(OH)18.4H2O) according to its diffraction pattern (cf. Figure 9). Precipitation of this 591 

magnesium aluminate hydrate implied that the glassy fraction of the fly ash partly dissolved, since it 592 

was the only source of aluminate in the system. Such reactivity of the fly ash was also indicated by the 593 

decrease in its Al/Si content, as highlighted by EDS analyses (Figure 8-e). It was enhanced by the pH 594 

increase of the pore solution occurring in the leached sample (Kumar et al., 2020; Wang et al., 2020). 595 
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Modeling showed indeed a pH gradient from 8 (initial pH of the pore solution) to 13, and experimental 596 

observations using a pH indicator confirmed that the pH exceeded 10 in the leached solid (cf. Figure 6 597 

and Figure 10). The mixing diagrams, built from the EDS point analyses in the degraded part of the 598 

cement paste, also suggested the precipitation of magnesium silicate phases, with Mg/Si atomic ratios 599 

ranging from 0.7 to 1.4, and possibly containing aluminate (Figure 8). These phases were not detected 600 

by XRD, which means that they were amorphous or poorly crystalline. Previous studies have also 601 

reported the presence of M-S-H upon hydration of MKP cement (Xu et al., 2021, 2020). M-S-H have 602 

an ill-defined layered structure similar to that of hydrated precursors of 2:1 and 1:1 phyllosilicates 603 

(Bernard et al., 2019a; Nied et al., 2016; Roosz et al., 2015). Their stoichiometry may vary, with a 604 

Mg/Si molar ratio typically comprised between 0.7 and 1.5 (Nied et al., 2016). At Mg/Si  1.3, M-S-H 605 

coexist with brucite. They can also incorporate aluminum in their structure, in both tetrahedral and 606 

octahedral sites (Bernard et al., 2020). Some studies have reported that M-S-H are stable at pH values 607 

ranging from 9 to 11 (Nied et al., 2016) or from 8 to 14 (Bernard et al., 2019b). Therefore, it would be 608 

interesting to estimate the zone of occurrence of M-S-H in the leached samples. The poor crystallinity 609 

of M-(A)-S-H makes their characterization by XRD a difficult task (Roosz et al., 2015). It was 610 

attempted to highlight their presence by 
29

Si MAS NMR. However, the collected spectra (not 611 

presented here) were complex due to signals overlapping and did not enable to confirm or infirm their 612 

formation. It is worth noting that Diaz Caselles et al., 2024 found that leaching MKPC samples (with 613 

fly ash as a filler) under neutral conditions did not activate the fly ash, and consequently, no novel 614 

phases containing Al or Si were observed after leaching. 615 

The phase evolution induced by leaching of MKPC pastes under alkaline condition influenced the 616 

mechanical properties of the cement paste. The superficial layer, mainly consisting of HAP was rather 617 

porous and brittle. The subsequent layer, containing brucite, was also abraded rather easily whereas, at 618 

higher depth, the paste appeared much more resistant. These qualitative observations are consistent 619 

with the calculations carried out with the reactive transport model, which show that, going from the 620 

sound core to the leached surface, porosity starts to increase when brucite precipitates (Figure 10). 621 

This suggests that brucite may be regarded as a good indicator of MKPC paste alteration from a 622 

mechanical point of view: its presence would indicate a degraded zone with low mechanical strength. 623 
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The findings in this investigation may suggest approaches to enhance the durability of MKPC 624 

materials, consistent with Diaz Caselles et al., 2024:  625 

- Increasing the Mg/P molar ratio of the cement. This would result in less depletion of KH2PO4 626 

and fewer available P ions for precipitation as calcium phosphates.  627 

- Utilizing a filler other than fly ash. This would enable modification of the paste microstructure 628 

and, consequently, its transport properties. A change in filler could ensure a lower diffusion 629 

coefficient and reduced porosity. 630 

 631 

5. Conclusion 632 

This study aimed to (i) investigate the leaching behavior of MKPC paste samples (with fly ash a filler) 633 

under alkaline condition, and (ii) gain insights into their degradation mechanisms. To this end, semi-634 

dynamic leaching tests were conducted on MKPC paste monoliths using an alkaline solution (pH 635 

13.2±0.1), which simulated a simplified pore solution of a conventional concrete that may be 636 

encountered close to the MKPC-based material. The leaching solution was renewed over time and the 637 

leachates were analyzed. The mineralogy and microstructure of the leached cement pastes were also 638 

characterized at the end of the leaching tests. The main conclusions drawn from this work are as 639 

follows: 640 

1. Leaching by the alkaline solution modified the phase assemblage in the cement paste near the 641 

exposed surface. K-struvite tended to dissolve while Ca-deficient hydroxyapatite (CDHA), brucite 642 

and an hydrotalcite-like phase (possibly meixnerite Mg6Al2(OH)18.4H2O) precipitated. The 643 

additional formation of other phases such as M-(A)-S-H, amorphous calcium phosphate (ACP) 644 

and hazenite was possible, but still needs to be confirmed.  645 

2. The leached solids did not exhibit any interface retreat. However, the exposed surfaces of the 646 

leached solids were highly brittle, and material was easily removed by scratching.  647 

3. A layer of CDHA rapidly formed on the exposed surfaces and its thickness increased with the 648 

leaching duration. However, it was not sufficient to clog the porosity and protect the samples from 649 

further degradation, as the alterations fronts were found to be greater and more detrimental in the 650 
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170-day leached solid than in the 14-day leached solid. After 170 days of leaching, the altered 651 

layer had a thickness of about 4.5 mm. 652 

4. The glassy fraction of the fly ash used as a filler in the paste formulation was shown to partly react 653 

due to the pH increase occurring close to the leached surface. 654 

5. A reactive transport model was used to simulate the leaching experiments. Despite the simplified 655 

composition of the paste used for the calculations, the main phase evolutions (dissolution of K-656 

struvite, and precipitation of both brucite and hydroxyapatite) were well predicted by the model.  657 

6. To improve modeling, future work should consider the determination of solubility products of 658 

boro-phosphate phases lacking in the literature to use a more realistic paste composition. The 659 

glassy fraction of fly ash should be considered as reactive to enable the formation of phases 660 

containing aluminates and/or silicates. Finally, it would be necessary to measure experimentally 661 

the diffusion coefficient De in pristine and altered MKPC pastes to avoid adjusting this parameter 662 

in the model. 663 
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