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Abstract

Transition Metal Dichalcogenides (TMD) are layered materials obtained by stack-
ing two-dimensional sheets weakly bonded by van der Waals interactions. In bulk
TMD, band dispersions are observed in the direction normal to the sheet plane (z-
direction) due to the hybridization of out-of-plane orbitals but no k,-dispersion is ex-

pected at the single-layer limit. Using angle-resolved photoemission spectroscopy, we
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precisely address the two-dimensional to three-dimensional crossover of the electronic
band structure of epitaxial WSes thin films. Increasing number of discrete electronic
states appears in given k,-ranges while increasing the number of layers. The continu-
ous bulk dispersion is nearly retrieved for 6-sheet films. These results are reproduced
by calculations going from a relatively simple tight-binding model to a sophisticated
KKR-Green’s function calculation. This two-dimensional system is hence used as a

benchmark to compare different theoretical approaches.

2 research on two-dimensional (2D) materials is on-

Ever since the discovery of graphene®
going a tremendous effort. Along with this trend, transition metal dichalcogenides (TMD)
are extremely promising for possible technological applications. Their general formula is
MX,, where M is a transition element and X is a chalcogene. Those two elements form a
MXs basic layer, where M atoms are sandwiched between two covalently-bonded planes of
chalcogenes. The three-dimensional (3D)-solid is obtained by stacking these X-M-X sheets,
only weakly bonded by van der Waals interactions?®, conferring to TMD a very pronounced
2D-character. Nowadays, research pushes towards increasingly elaborated structures taking
advantage of the 2D nature of these materials: twisted TMD layers?, hybrid TMD structures
(e.g., MoSey/WSey, WS, /WSe,)5 " or alloyed TMD systems®. In the ideal case, these struc-
tures are studied by the means of Angle-Resolved PhotoEmission Spectroscopy (ARPES), a
technique which allows for direct measurement of the band structure. Its surface sensitivity
makes it particularly well-suited to probe 2D-compounds. For bulk TMD-crystals, despite
the expected strong 2D-nature of these materials, a significant band dispersion can be ob-
served perpendicular to the MXs-sheets? ''. As a matter of fact, both the M-d,» and the
X-p, orbitals (the z-axis being perpendicular to the MXs-sheets) point out from the MXs-
planes and can hybridize to give rise to this perpendicular dispersion. It can be successfully
modeled either using Density Functional Theory (DFT)!Y or a tight-binding approach!!.
Nevertheless, DF'T-band structure calculations are often made assuming the 2D character of

TMD and obtain results on a mesh with only one k. point. For instance, from calculations



presented in reference 12, one could hastily conclude that, at low thicknesses, each new layer
in the stacking generates an additional band at I'. Figure 1 shows dispersions measured
on a 2-layer WSe,; sample in directions parallel to I' — K for various photon energies, i.e.
various position along the I' — A direction. We do observe the expected two bands at 31 and
51 eV-photon energies, but not at 21 and 42 eV. That means that even for ultimately thin
samples, k.-effects can be expected, which is more surprising. Previous work on single and bi-
layer MoS, already hinted at those conclusions without proposing a complete explanation!3.
These primary observations urge towards a better understanding of the k.-dependency even

for thin samples.
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Figure 1: ARPES on 2-layer WSe; giving the band-dispersion in directions parallel to I' — K
at various photon energies (21, 31, 42 and 51 €V, from left to right). Depending on the
photon energy, one or two bands are visible at I' between -2 eV binding energy and the
Fermi level. Spectra have been symmetrized with respect to I'.

We propose here to study the transition from the 2D-electronic structure of an ultimately
thin TMD to a 3D-bulk crystal. We focused on WSe,, whose electronic structure has already
been extensively scrutinized!®'2. The perpendicular dispersion of the band structure is
measured by ARPES for sample thicknesses of 2, 3 and N (=6-7) layers. The 2- and N-
layer samples were grown by molecular beam epitaxy (MBE) on graphene/SiC (Gr-SiC).
To complete the experiment, a 3-layer sample of WSey; was grown on Mica and then wet-

14,15 More details about the samples are given in the

transferred onto a Gr-SiC substrate
Supporting Information.

The ARPES measurements were performed at room temperature on the CASSIOPEE



beamline of the SOLEIL synchrotron radiation facility. The samples were first aligned with
the I'-K direction of WSe; reciprocal lattice along the slit of the analyzer. We call kj
the component of the wave vector parallel to this direction. A (kj, Ep) image can then
be measured at once thanks to the 2D-detector of the electron analyzer. Here, Ep is the
electron binding energy and is measured with respect to the Fermi level Fr. k., was changed
by scanning the photon energy from 20 to 90 eV (and 1 eV-step), which amounts to span a k-
range from roughly 2.5 to 5 A=, Details on the experimental geometry, on the measurement
strategy and on the determination of Er are given in the Supporting Information.

Figure 2 shows a series of ARPES-images recorded on the N-layer sample showing the
dispersion along k) for chosen photons energies between 20 and 90 eV. It clearly evidences
large variations of the band structure along T' — A (see Figure 3(a)). The vertical black line

is at k”:O.
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Figure 2: Series of ARPES-images recorded on the N-layer (N=6-7) WSe,/Gr-SiC sample
showing the dispersion along k) for chosen photon energies between 20 and 90 eV. The
vertical black line is at k=0.




To have a clear view of the k,-dispersion along I'— A, we plot this cut at k=0 as a function
of the perpendicular component of the wave vector on Figure 3 for the different samples (same
data as a function of the photon energy are available in the Supporting Information). Figures
3(b-d) show the raw data for 2, 3 and N-layers samples. For the 2-layer sample, the two
bands which are the closest to the Fermi level clearly have a discontinuous k,-dispersion. It
consists in line segments corresponding to k.-values where these bands appear at k=0 in
the I' — K dispersion. Hence, the top band is visible only for k, between 3.1 and 3.5 At
(photon energies between 23 and 40 eV); it then disappears to show up again between 4 and
4.6 A=1 (50 and 70 V). It has a low intensity from 4.5 to 5 A=! (70 to 80 €V) and becomes
bright again from 5 A1 onwards (85 to 90 eV). It therefore appears and disappears when
varying the photon energy, confirming the first observations made on Figure 1. Near, e.g.,
k. =3 or 3.7 A~' (20 eV and 43 V) applying the rule 1 layer = one band at I, the sample
is indistinguishable from a monolayer system with only one visible band at I'. Let us note
that this is the case around 21 eV, the photon energy produced by He-lamps. The same
phenomenon is observable on the 3-layer sample with instead three bands appearing and
disappearing. We note that the binding energies are slightly shifted in the 3-layer sample
with respect to the 2-layer sample. This derives from the different thicknesses of the Gr-SiC

substrate which induce differentiated charge transfers®S.

The reader can get more details
in the Supporting Information. Nevertheless, the bright segments are shorter in photon
energy and more numerous for each band. It starts to draw the clear band oscillations
that we clearly see in the N-layer case, where the observed dispersion compares well with

10,11 The same observations can be made on the

previously measured data on bulk-WSe,
second derivative images (Figure 3(e-g)).

At these very small thicknesses, the electronic states considered here can certainly be
seen as 2D-electronic systems, confined within the few atomic layers forming the WSe,-
layer. They can then be described as quantum well states whose behaviour in ARPES has

L 17

been extensively described. The pioneering work of Louie et al.** was the first to evidence



a ke
- Q
3 n
o ©T 0
| L
w é [a
o
2 <
— T 0 0
[ 0]
. ol ] f g g
| . T =
= — e -1 — e -1 22 =y ©
W 3 | e AL e AT el L d i’ g 2
| —
VI > B o N s T R - ‘I:EIT Ll w w | 90
) ! ! ! - R ey ey n Ao
3 35 4 4.5 5 3 35 4 4.5 5 3 35 4 4.5 5
0 0 T T T O T T T
i j k c
s )
2 - -1 - P— -1 R — -1} o §
w o, 5 Ll S— 5 € E
. L N . - e | hn
3 35 4 4.5 5 3 35 4 4.5 5 3 35 4 4.5 5 3 35 4 4.5 5
k (A7 Kk (A7 k (A7 k (A7)

Figure 3: (a) First Brillouin zone of the WSe, reciprocal space. (b-g) Experimental band
intensity variations at I' along the I' — A direction of the reciprocal space for 2 (left), 3
(middle) and N (right) layers of WSe,. Panels (b-d) show the raw data and panels (e-g)
their second derivative. Panels (i-k) show the corresponding calculations done in the KKR-
Green’s function formalism (see text for details) with an additional calculation for 1-layer
WSe, (h). The hv to k, conversion was done using Vi = 13 eV for all spectra (See Supporting
Information).

intensity variations of the Cu(111) Schockley surface state when varying the photon energy,
with maxima for k,-final states corresponding to the L-point of the 3D Brillouin zone. In-
tensity resonances of surface states using photon energies matching vertical transitions at
high symmetry points of the 3D Brillouin zones was later confirmed by, e.g., studies on the
A1(001)*® or Cu-vicinal surfaces'®. This is precisely what we observe here, although with
some complications coming from the WSes crystallographic structure. Taking a c-parameter
of 12.96 A2, one obtains a I' — A distance of 0.2424 A='. At low thicknesses (2 and 3-layer
samples), the maxima observed in our data (around 3.15, 4.12 and 5.1 A=) correspond to the
positions of the Ag, Ag and Ajo-points of the reciprocal space. These maxima are observable
on all the samples. The periodicity appears therefore as doubled in the reciprocal space,
as compared to what is expected. This has been explained by Finteis et al.?, following the
works of Pescia et al.?'. WSe, has a hexagonal structure whose primitive cell contains two

WSe,-layers (2H-WSes). It belongs to the D, -space group which is nonsymmorphic, i.e., it



includes a screw axis which is located in the center of the unit cell along the c-axis. Group
theory implies selection rules for photoemission from the Bloch states on the I' — A line of
the Brillouin zone that are restricted to the subgroups of A; and A, symmetry, respectively,
which together with the even parity required for coupling to a free-electron final state, results
to allowed optical transition from a given initial state every other Brillouin zone?.

Our results look very much alike what was obtained on graphene by Ohta et al.?2. On
a single layer sample, they showed that the m-orbital (forming the famous Dirac cone at the
K-point of the reciprocal space) is confined in the crystal plane and show no k,-dispersion.
As the number of graphene layers increases, the number of m-orbital increases because of
interlayer interactions and more and more discrete states appear, gradually converging to-

22 This is clearly the model system to which our data on

wards the final 3D-dispersion
WSe; should be compared. An apparent doubling of the reciprocal space periodicity is also
observed, since graphite structure also belongs to a nonsymmorphic space group?'. The in-
terpretation of these results was nicely revisited by Strocov in 201822, In this work, ARPES
is first interpreted in a Fourier-transform formalism and quantum confined 2D-states are
introduced as standing waves multiplied by an envelope function quickly decreasing away
from the surface. This lucid model not only confirms that intensity maxima should appear in
ARPES at high symmetry points along k., but also predicts that these maxima spread over a
k.-range inversely proportional to the z-spatial extension of the 2D-state??. In other words,
the "dots" observed at fixed binding energies should gradually shorten as the z-delocalization
increases. This is what is observed on graphene?? as well as in our results. Finally, let us note
that this intensity behaviour is also well-reproduced by tight-binding calculations performed
on a one-dimensional atomic chain of increasing length?*. In the following, we’ll show that
different theoretical models can account for this behaviour, including fine details.

To understand better its physics, we propose to study the system at different levels
of approximation using first a tight-binding initial state and free electron (FE) final state

(TB-FE model). We then increase the complexity by describing the photoemission process



within the one-step model of photoemission® as implemented in the SPRKKR package?®
using a free electron final state (1-step-FE model). The last step is the calculation using the
one-step model and a time-reversed LEED (TrLEED) final state (1-step-TrLEED model).
This last result is presented in Figure 3(h-k) for free-standing 1, 2, 3 and an infinite number
of WSe, layers. They are in excellent agreement with the measured data, reproducing the
discontinuous patterns and converging to a bulk-like dispersion.

The tight-binding model®” is inspired from the derivation made in references 11 and 28.
We aim at a minimal model valid at I" along the k. direction. For more complete derivations,
the reader can refer to references 28-32. More details about our tight-binding model and
the calculation of the photoemission current can be found in the Supporting Information.
Figure 4 shows the results of the three types of calculation on the trilayer system. In Figure
4(a), we see that the simple tight-binding model already captures the essential characteristics
of the system with discrete energy states appearing in k.-ranges in a staggered fashion. It
underestimates the total amplitude of the dispersion (difference between the lowest level and
highest energy level) of 0.2 eV (See Supporting Information for a quantitative comparison of
these energy differences at I' and K'). The intensities are only indicative and the model does
not resolve the complex symmetry effects due to the screw-axis®. For this reason, we only
show the contribution of the phase corresponding to the dominant photoemission intensity
in experiments (¢ = 27/c, ¢/2 being the interlayer distance, see Supporting Information).
Figure 4(b) shows the results for the 1-step-FE model. They are strikingly similar to those
of the TB-FE model. They nevertheless show a better agreement with experimental data:
the values of the energy levels are more precisely calculated (with discrepancies smaller
than 20 meV) and the photoemitted intensity displays additional modulation along k,. The
symmetry effects due to the crystal space group are now consistent with the experimental
data. The pattern matches especially well with the measurements in the 2.5 to 4 At k.-
range. Finally, Figure 4(c) shows the outcome of the 1-step-TrLEED model. In essence, the

modulation of intensity is a step closer to experimental data. The k.-patterning matches



extremely well the experiment in the 3.5 to 5.5 A~ range. On the other hand, we notice
a discrepancy with an excess intensity in the 4.5 A~! and onwards range for the top band
at -1 eV. Comparing ARPES dispersions in Figure 4(d,e), we see that the 1-step-FE model
grossly overestimates the spectral weight of lower energy bands comparatively to those at
the top of the valence bands. In the 1-step-TrLEED, the distribution of the spectral weight
is improved: the top of the valence bands generally has a higher intensity than the lower

lying bands in the experimental data (see Figure 4(f)).
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Figure 4: k,-dispersions for the 3-layer system (a) from tight-binding initial state and free
electron final state model (TB-FE), (b) from Bloch spectral function initial state and free
electron final state (1-step-FE), (c¢) from Bloch spectral function initial state and time-
reversed LEED final state (1-step-TrLEED). (c) is normalised to the background intensity.
3-layer sample ARPES dispersion at I' for hv = 60 (d) calculated in the 1-step-FE model,
(e) from the 1-step-TrLEED model and (f) as measured by ARPES. No normalization of
intensities have been applied for (d-f).

To conclude, the ARPES study of MBE-deposited WSe, films with variable thickness
gives an overview of the evolution of the electronic structure of this TMD during its tran-
sition from 2D to 3D. The behaviour observed at thicknesses as low as 2 or 3-layer WSes,
with discrete states appearing at constant binding energies over finite k.-ranges, are coherent
with the predicted signature of 2D-states, confined in the plane of the atomically-thin crystal.

Their evolution with an increasing number of layers shows a larger and larger delocalisation



as interlayer electronic hoppings become possible. A 6-7 layer film already shows an elec-
tronic structure comparable to what was measured on bulk crystals. Phenomenological?® or
simplified?* models, as well as what is usually observed in 2D surface states account well
for our observations, highly similar to what was previously measured on graphene layers??.
Here, the results were completely modeled by various methods with increasing complexity,
as a bench test for these models: a simple tight-binding model accounts for most of the
experimental observations but does not capture the effects of the crystal symmetry on the
photoemission signal. An ab initio calculation in the KKR-Green’s function formalism us-
ing a free electron final state is more accurate but fails to reproduce the observed relative
intensities of the different bands. A similar calculation using a TrLEED final state improves
a lot this aspect. These last two calculations are performed on systems with the real geom-
etry, going from 2D to 3D. The electronic properties of TMD, e.g., the nature (indirect or
direct) of their band gap, strongly vary with thickness, both in "classical" TMD?3334 or in

more sophisticated but close compounds®. It is therefore of prime interest to know how the

electronic structure evolves, as described by our results.

Associated content

Additional experimental details, materials, and methods
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