
HAL Id: hal-04751674
https://hal.science/hal-04751674v1

Submitted on 24 Oct 2024

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Temperature Dependence of Betavoltaic Cell
Performance of Diamond pn Junction Diode

Takehiro Shimaoka, Hitoshi Umezawa, Gwenole Jacopin, Satoshi Koizumi,
Takeshi Fujiwara, Julien Pernot

To cite this version:
Takehiro Shimaoka, Hitoshi Umezawa, Gwenole Jacopin, Satoshi Koizumi, Takeshi Fujiwara, et al..
Temperature Dependence of Betavoltaic Cell Performance of Diamond pn Junction Diode. IEEE
Electron Device Letters, 2024, 45 (1), pp.96-99. �10.1109/LED.2023.3333803�. �hal-04751674�

https://hal.science/hal-04751674v1
https://hal.archives-ouvertes.fr


First Author et al.: Title 9 

  

Abstract— Temperature dependence of the energy 
conversion efficiency of diamond pn junction betavoltaic 
cells was evaluated. We fabricated pseudo vertical diamond 
pn junction diode and characterized its energy conversion 
efficiency under electron beam irradiation from 5-300 K. 
The diamond pn junction diode exhibits energy conversion 
efficiencies of 18-24% at 150-300 K, which is more than 
twice as high as those of silicon PiN diode. On the other 
hand, below 100 K, the energy conversion efficiency of the 
diode significantly drops due to the increase of series 
resistance of diamond. Above 150K, the diamond pn 
junction diode presents smaller temperature dependency 
on energy conversion efficiency than that of silicon diode, 
which would make diamond pn junction betavoltaic cells, a 
promising device for energy harvesting in remote sensing 
devices over a wide temperature range except in the 
cryogenic region. 

 
Index Terms—ultrawide bandgap, energy conversion, 

nuclear battery, betavoltaic cell, remote sensing 

I. Introduction 

etavoltaic cells convert beta-particles emitted from 

radioactive isotopes into energy. They work by a principle 

similar to that of solar cells. Its advantage is longevity. The 

lifetime of the battery depends on the half-life of the beta 

emitting isotopes. Therefore, they can operate for several 

decades to more than one hundred years[1], [2]. The 

disadvantage of the betavoltaic cells is low power output 

density compared to that of solar cells, ranging from a few to 

several hundred nW/cm2. Therefore, they can be used where 

sunlight does not reach and battery replacement becomes a 

major cost, for example, outer planets, the deep sea, and 

implantable devices. 

  One of the most important performance indicators of 

betavoltaic cells is the energy conversion efficiency. From a 

Shockley-Queisser (SQ) model for betavoltaics, it has been 

predicted that the conversion efficiency increases with 

increasing band gap[2], [3]. From this perspective, wide 
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bandgap materials are promising for betavoltaic batteries, and 

the development of nuclear batteries (betavoltaics, 

alphavoltaics,  X-ray and Gammavoltaics) using SiC, GaN, and 

InGaP pn diodes, and diamond Schottky barrier diodes have 

been reported[4]–[10]. We have previously demonstrated 

extremely high energy conversion efficiencies for diamond pn  

diode at room temperature under electron-beam irradiation[11]. 

In this study, we investigated the temperature dependence on 

betavoltaic performance of diamond pn junction diode from 

room temperature to cryogenic temperatures. 

II. EXPERIMENTAL  

A. Sample preparation 

We fabricated a pseudo vertical diamond pn junction diode. 

Figure 1 shows the schematic of the diode. We used HPHT Ib 

(111) single-crystal diamond as the substrate. The p+, p, n-, 

and n+ layers were epitaxially grown on the substrate by 

microwave plasma CVD. The thickness, and impurity 

concentration of each layer was evaluated by secondary ion 

mass spectrometry (SIMS). The thickness of the p+, p, n-, and 

n+ layer was >1.5μm, 0.1μm, 3.5μm, and 0.1μm, respectively. 

Impurity concentration of each layer was [B]:2×1019 

atoms/cm3, [B]:1×1017 atoms/cm3, [P]: 5×1016 atoms/cm3, and. 

[P]:1×1020 atoms/cm3. Subsequently, a mesa structure with a 

diameter of Ø240μm was formed by induction coupling 

plasma etching. After forming the mesa structure, Ti/Mo/Au 

ohmic electrodes were formed on the n+ and p+ layers by EB 

deposition. 

B. Characterizations 

Current-voltage (I-V) characteristics of the pseudo-vertical 

diamond pn diode under electron irradiation were evaluated 

using a Source Measure Unit (Keithley2611). For electron-

beam irradiation, a scanning electron microscopy (SEM, FEI  

Inspect F50) system was used. The voltage range was set from 

-2 V to +6 V and the voltage step was 10 mV. The above 

measurements were repeated between 300 K and 5 K. For 

comparison, similar measurements were performed with a Si-

PiN diode (S3590-09, Hamamatsu photonics K.K.). Active area  
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of the Si-PiN diode is 10×10mm2.  

Figure 2 shows the depth profiles of the electron beam energy 

deposit estimated using the Monte Carlo simulation software 

CASINO[12]. Here, we set an electron beam acceleration 

voltage Vacc. = 17.4 kV, assuming a Ni-63 electron source 

(average electron energy of 17.4 keV). The penetration depth of 

the electron beam is 2 μm for diamond, and 3 μm for silicon. In 

diamond pseudo vertical structure, most of the energy is 

deposited in the n--layer. The electron beam reflectance r was 

3% for diamond and 14% for silicon. The irradiation dose of the 

electron beam was adjusted to match the short-circuit current 

density expected when Ni-63 beta source was used[3], [13]. The 

average electron flux in the diode and the deposited energy were 

estimated from Faraday cup current (Isc) and acceleration 

voltage(Vacc.). The value was set to 1.1×1011 electrons/cm-2s-1 

for diamond diode and 6.9 ×109 electrons/cm-2s-1 for silicon PiN 

diode. Note that, the irradiated electron flux of the diamond 

diode was an order of magnitude higher than that of silicon PiN 

diode, even with the smallest beam aperture of the SEM due to 

the small diameter of diamond pn junction diode.  

From the obtained P-V and I-V curves, the short-circuit 

current (Isc), open-circuit voltage (Voc), and maximum output 

power (Pmp) were obtained. Then fill factor (FF), charge 

collection efficiency (Q) and energy conversion efficiency (η) 

were calculated using the following equations.  

(1)
mp

oc sc

P
FF

V I
=  

/ (2)sc EHPQ I I=  

.(1 ) (3)acc FC
EHP

V I
I r


= −  

(1 ) (4)ocV FF
r Q


= −  

,where ϵ  is the electron–hole pair creation energy. We 

substituted 13 eV for diamond and 3.6 eV for silicon[14], [15]. 

IEHP is the current in the diode induced by electron beam 

irradiation. 

 

 

III. RESULTS AND DISCUSSIONS 

Figure 3(a) and (b) show the P-V and I-V characteristics of 

diamond pn junction diodes at room temperature to 5 K. The 

Voc and Pmp increased when temperature decreased. At 150 K, 

the output power was 1.4 times greater than that at 300 K. 

Below 100 K, the Isc started to decrease, and at 5 K it was less 

than one-tenth of that at room temperature.  Figure 4(a) and (b) 

shows the I-V and P-V characteristics of silicon PiN diodes. 

Data points at 200 K and 5 K were missing due to poor contact 

of the probe. The maximum output power also increased as the 

temperature decreased and it became by a factor of 8 from room 

temperature to 50 K.  

 

 
Figure 5 (a)-(e) shows the temperature dependencies of η, Q, 

FF, Vop, and series resistance Rs of diamond and Si-PiN diodes. 

For Si-PiN diode, η, FF, and Voc were monotonically increased 

with decreasing sample temperature. For diamond, η reached a 

 
Fig. 1.  Schematic of the pseudo vertical diamond pn junction diode 

 
Fig. 2.  Depth profile of the electron beam energy deposit 
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Fig. 3.  (a) P-V and (b) I-V characteristics of diamond pn junction 
diodes at 5 K to 300 K. 

0 1 2 3 4 5
0

10

20

30

40

0 1 2 3 4 5
-15

-10

-5

0

5

 5K
 25K
 50K
 100K
 150K
 200K
 250K
 300K

P
o
w

er
 (
nW

)

250K

200K

150K

300K

50K

25K

5K

100K

C
ur

re
nt

 (
nA

)

Voltage (V)

(a)

(b)

 
Fig. 4. (a) P-V and (b) I-V characteristics of Si-PiN diode from 50 K 
to 300 K. 
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maximum at 250 K and decreased at the lower temperatures. 

This may be due to the reduction in forward leakage current 

caused by the lowering of the barrier height of pn junction due 

to epitaxial defects, and the improvement in FF.  Between 150-

300 K, the change of FF strongly contributes to the trend of η. 

Since diamond has >4V of large Voc, the contribution of the FF 

improvement due to the increase in Voc caused by the decrease 

of sample temperature was comparatively small compared to 

silicon., Although the CCE remained unchanged at zero bias 

voltage, the gradient near the open circuit voltage of I-V curve 

decreased, which degraded the FF. This could be due to a 

decrease in minority carrier diffusion length of diamond with 

decreasing temperature. Below 100K, a significant decrease in 

CCE was observed, and it was nearly zero at 5K. The series 

resistance of the diode calculated from the gradient of the 

forward characteristics exceeded 10MΩ, which may be limiting 

the current. Although a decrease in CCE due to exciton 

formation has been reported at cryogenic temperatures, the 

electric field formed at the pn junction is >10 kV/cm, which is 

sufficient to dissociate a portion of excitons[16]. Thus, exciton 

formation cannot describe drastically CCE drops below 50K. 

By reducing the series resistance of the diode fabricating a 

vertical structure, optimizing doping concentration for 

resistivity and minority carrier diffusion length, it may be 

possible to mitigate the decrease in energy conversion 

efficiency even at cryogenic temperatures. 

 
Comparing the temperature dependence of η between 

diamond and silicon, from 300-150 K, the η of the diamond pn 

diode changed by a factor of 1.4. If the leakage component of 

the diode is suppressed, the variation can be even smaller. In 

silicon PiN diode, there was a change by a factor of 3.6. Below 

100 K, the difference in energy conversion efficiency between 

diamond and silicon became smaller. Since the temperature 

dependence of diamond is small, betavoltaic cells using 

ultrawide bandgap materials are expected to maintain high 

energy conversion efficiency over a wide temperature range, 

especially in the high temperature region. In addition to the 

above features, in environments where irradiation damage to 

semiconductors from high-energy Gamma-rays, neutrons, and 

heavy charged particles is a problem, there is a possibility that 

power generation can continue for a longer period using 

diamond devices, which have higher radiation tolerance 

compared to silicon devices[17]. 

In this study, we have focused on characterization on energy 

conversion efficiency of the diamond pn diode, however, the 

power output is proportional to the effective area and volume 

of the device for practical use. In diamond diodes, as the device 

size increases, leakage current of the diodes tend to increase due 

to defects caused by epitaxial growth, substrates, and other 

device processing.[9], [18] We will progress the classification 

of device killer defects and the demonstration of large-area 

diamond pn junction diodes as the future work. 

IV. CONCLUSION 

We evaluated the temperature dependence of the betavoltaic 

performance of the diamond pn diode. From 150 K to 300 K, 

diamond exhibits more than twice of high energy conversion 

efficiency than that of silicon. Below 100 K, the energy 

conversion efficiency decreased drastically due to the drops in 

short circuit current. Above 150 K, diamond presents lower 

temperature dependence of energy conversion efficiency (1.4 

times) than that of silicon (3.6 times). Diamond pn junction 

diode is promising as a power conversion device with high 

energy conversion efficiency.  
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