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Meknes, 50000, Morocco.

Abstract

This study proposes a promising candidate for organic solar cells through the
creation of a novel nano-hybrid system composed of caffeine molecules encap-
sulated within a semiconducting single-walled carbon nanotube known as NT14
(14,0). The stability and optoelectronic properties of this hybrid system, desig-
nated as CA@NT14, were thoroughly investigated. We determined the optimal
diameter for the NT14 nanotube using molecular mechanics, Density Functional
Theory, spectral moment’s method, and bond polarizability model, finding it
to be approximately 1.18 nm. The encapsulation’s impact on the Raman-active
modes, specifically the radial breathing mode and tangential mode, was analyzed
through Raman spectra calculations, revealing structural stability and charge
transfer from CA to NT14. Notably, the NT14’s Fermi level position increased
upon encapsulation, indicating charge transfer and a type-II band alignment.
The study further examined the bandgap characteristics of the hybrid system,
finding that the encapsulation of CA within semiconducting NT14 nanotubes
minimally impacts the nanotube’s bandgap, thus retaining its excellent visible
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light absorption properties. Conversely, encapsulating CA within metallic nan-
otubes significantly reduces their bandgap, limiting their light absorption range.
The nonresonant Raman responses of NT14 pre- and post-encapsulation corrob-
orated the charge transfer between CA and NT14. Future research will focus
on computing the electronic transport characteristics, transmission spectra, I-V
characteristics, and yield of CA@NT14 using DFT and Non-Equilibrium Green’s
Function ( formalism. An experimental study will be conducted to validate these
theoretical findings. These results indicate the potential of CA@NT14 hybrids
as effective active layers in organic solar cells, highlighting their significance in
advancing optoelectronic applications.

Keywords: SWNT, Caffein, organic solar

1 Introduction

Perovskite solar cells are very promising photovoltaic sector [1, 2]. But they suffer
from a major handicap ”like Organic solar cells (OSCs)”, of rapidly degrading under
the effect of humidity,poor charge transport [3–6] heat, ultraviolet and long term sta-
bility [7–9]. An effect counteracted by the addition of caffeine during manufacture,
the researchers from the University of California have just discovered by chance [10].
A few drops of coffee in your solar cell? It’s the brainchild of Rui Wang and his col-
leagues at the University of California (UCLA) to improve the efficiency and durability
of hybrid organic/inorganic perovskite solar cells, where it all started with a machine
joke. coffee by asking the question: if caffeine boosts our energy, why couldn’t it do
the same for perovskite?[10] Indeed, during the manufacture of the cell, the addition
of caffeine molecules made it possible to eliminate structural defects of the crystal
and to facilitate the transfer of charge inside the cell, increasing its yield from 17%
at 20.25% [11–14]. Above all, the cell proves to be stable over time, which prevents
degradation at high temperature. Whereas in normal times, the cells lose 60 % of
their efficiency after 175 hours at a temperature of 85°C, those enriched with caffeine
prove to be thermally stable for more than 1300 hours of exposure. The cells doped
with caffeine thus have an extended lifespan and a higher efficiency. While caffeine
seems to significantly improve the performance of cells that use perovskite to absorb
sunlight[10], will it be useful for other types of solar cells, especially those that are
the subject of this manuscript where the SWNTs Will be used to absorb light. Can
the encapsulation of caffeine molecules in SWNTs make it possible to develop a sys-
tem that takes advantage of both the physical properties of SWNTs and those of
caffeine molecules, in the sense that the stability presented by caffeine, combined with
the wall-protective advantage of carbon nanotubes seems to play a crucial role in the
development of photovoltaic technologies in terms of high efficiency and long-term
stability[15–20]. In this context, we are thinking about the encapsulation of this type
of molecule inside the SWNTs as well as the hybrid nT@SWNTS (n=2,4,6). For the
empty SWNT(11.0)(NT11) shows a band gap Eg around 1.03 ev and Eg of 0.78 after
encapsulation of two molecules of thiophene [21–24].The nT@NT11 exhibits a drop in
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Eg , which gets more pronounced as the molecular chain lenght increases ,they also
calculated the absorption coefficient of thiophene molecules encased in carbon nan-
otubes and discovred that NT11 has a significant absorption behavior in these hybrids
not just in the UV-visible region ,but also in the near-infrared spectrum. In comparai-
son with other structures, these hybrids featured notable properties [21, 25, 26]. They
also anticipated a photovoltaic performance after calculating the power conversion
The effectiveness of these hybrid systems was examined, and it was found that the
yield improved by approximately 4.98%. Initially, when two thiophene molecules were
enclosed within carbon nanotubes, the yield was 1.3%. However, when six thiophene
molecules were introduced into single-walled carbon nanotubes, the yield increased to
6.8% [21]. This study focuses on the encapsulation of a chemical compound known
as caffeine (CA), specifically 1,3,7-trimethylxanthine. In this study, we successfully
encapsulated caffeine within the hollow space of SWNTs, resulting in CA@SWNT.
This novel hybrid system shows great potential as a photoactive material in organic
solar cells (OSCs). By employing this technique, we can effectively combine the desir-
able physical properties of both systems without causing any mechanical or chemical
harm. It is anticipated that this approach will contribute to achieving high efficiency
and stability in OSCs in the future, from this perspective [27, 28]. In a recent study
conducted by Rui Wang and his team, they incorporated caffeine, which is the active
component found in coffee, into the active materials of inorganic perovskite solar cells
to enhance their performance and thermal stability. The inclusion of caffeine resulted
in a significant improvement in thermal stability, increasing the duration from 300
hours without caffeine to 1300 hours with caffeine at a temperature of 85°C under a
nitrogen atmosphere. Additionally, the solar cells achieved a champion stabilized effi-
ciency of approximately 19.8%. As a result of these advancements, a remarkable power
conversion efficiency (PCE) of up to 25.25% was accomplished [10]. We focused on
one chaine caffeine molecules encapsulated in a single wall carbone nanotube (14,0)
(NT14) to exploit these filled nanohybrid systems’ beneficial qualities as active layer
materials for OSCs.

The paper is organized as follows: In Section 2, a computational approach employed
in the study is described. Section 3 is divided into two parts. The first part focuses
on the computation of optoelectronic properties of individual caffeine (CA) molecules.
The second part investigates the Raman spectra calculations for both isolated caf-
feine molecules and caffeine encapsulated within carbon nanotubes (CA@NT14), along
with the empty NT14. Additionally, the article provides calculations of the optoelec-
tronic characteristics of the pristine NT14, CA@NT14, and CA2@NT14 nano-hybrid
systems. Finally, the paper concludes by presenting a summary of the key research
findings.

2 Methods and model

The polarizability tensor and the dynamic matrix (DM) of a molecular system allow
respectively the determination of the intensities and the frequency positions of the
characteristics Raman, and the knowledge of these two quantities is essential for the
theoretical evaluation Raman spectra. However, the calculation of these two quantities
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cannot be done using ab initio methods, because the large number of atoms which
then requires a huge calculation time.
The process begins with calculating the dynamic matrix of the CA molecule using
Density Functional Theory (DFT). In a subsequent step, the dynamic matrix of the
NT14 is determined using the force constant model known as the 4-neighbor model
(4NNFC), as introduced by Saito et al. [29–33]. The third step involves computing
the matrix dynamics of the coupling by employing the Lennard-Jones potential. This
potential enables an accurate description of Van der Waals interactions, as depicted
in Figure 1. Thus, to build the dynamic matrix of CA@SNT14 hybrids, the adopted
solution was to go through molecular dynamics, where the main difficulty is to have
a field of force correctly set. However, the non-existence of such a force field which
processes the hybrid system as a whole, forced us to adopt a three-step methodology
drawing based on Density functional theory (DFT) and molecular dynamics, DFT
and the local density approximation, as implemented in the SIESTA package, are used
to compute the DM of the CA molecules [34–39]. A real space integration grid that
corresponds to a 360 Ry plane wave cutoff was employed in conjunction with a double-
singly polarized basis set with an energy shift of 50 meV for this purpose. The force
constant model developed by Dresselhaus et al[29] package [34, 40] is used to calculate
the dynamic matrix of NT14.

Fig. 1: Construction of the total dynamic matrix of the hybrid system from the
dynamic matrices of these subsystems

In this study, our objective was to determine the optimal diameter of nanotubes for
encapsulating caffeine (CA) molecules. The primary mode of interaction between the
encapsulated molecules and nanotubes is through van der Waals (vdW) interactions.
The Lennard-Jones potential(LJ), as described by Rahmani et al. [41], serves as the
most suitable model to characterize these interactions. Hence, we conducted energy
minimization calculations on hybrid single-walled carbon nanotubes (SWNTs) con-
sidering various diameters and chiralities, utilizing the Lennard-Jones potential. The
structure of the carbon nanotube is obtained by the self-winding of graphene, forming
a hollow cylinder characterized by a pair of integers (n, m) that determine its struc-
tural properties. On the other hand, the geometry optimization of the CA molecule
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was performed using the SIESTA method with the LDA exchange-correlation func-
tional. In our calculations, we considered two models of CA molecules and CA@NT14
hybrids, as illustrated in Figure 3. First, we presented the geometry of an isolated CA
molecule in two positions: a top view and a side view, as shown in Figure 3-a. Follow-
ing this, we presented two distinct configurations of the hybrid system Figure 3-b. In
the CA@NT14 hybrid, the CA molecule is placed vertically relative to the nanotube’s
axis. In the CA2@NT14 hybrid, the CA molecule is positioned horizontally relative to
the axis of the nanotube.

To optimize the structural geometry of the encapsulated systems, particularly the
diameter of the SWNT for different angles of the CA molecule inside the tube, we
employed a practical representation of the intermolecular van der Waals (vdW) inter-
actions known as the Lennard-Jones (LJ) potential. After conducting calculations at
different angles of the CA molecule inside the SWNT, it was observed that the results
remained consistent. Therefore, two distinct configurations, namely the vertical and
horizontal orientations, were selected to assess the physical properties of the hybrid sys-
tems. The findings indicate that the CA molecule confined within the NT14 nanotube
exhibits an optimal diameter of approximately 1.18 nm. This diameter corresponds to
the most stable structure of the encapsulated system (see Figure 2).

Fig. 2: Lennard Jones potential as a function of the tube diameter for CA@SWNT
hybrid systems, and an illustration of the Caffeine (CA) encapsulation in different
angle inside SWNTs.
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The indices i and j represent the two atoms between which the interaction is
calculated while the parameters, ε and σ, respectively represent the depth of the
potential well and the van der Waals radius . These parameters are given in Table 1

Table 1: Lennard-Jones parameters for hydrogen, carbon, nitrogen and oxygen atom

Atom εi (meV) σi (nm)
H 0.86 0.178
C 5.16 0.33
N 6.88 0.312
O 8.6 0.285

Then, we must determine the derivatives of the polarizability tensor (responsible
for the intensity Raman lines) with respect to atomic displacements. We have there-
fore used the model of bond polarizability to calculate the line intensity of Raman
scattering spectra in a non-resonant process ,i.e. assuming that the excitation energy
is very small with respect to the energies of the electronic transitions of the mate-
rial studied. This model was successfully applied for the calculation of the intensity of
non-resonant Raman scattering spectra of a wide variety of systems [41–43].

Fig. 3: Schematic representation of the encapsulation of caffeine (CA) molecules inside
NT14 ,the empty NT14 and characteristic distances after minimization of energy:(a)
CA. (b) CA@NT14 , CA2@NT14 and NT14. The highlighted distances values are
provided in nanometer (nm)
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3 Results and discussion

3.1 Structural and physical properties of isolated CA

3.1.1 Structural properties

We analyze the stability and structural features of the pure CA molecule, and we
anticipate the most stable forms for this molecule. Finally, we report on the polariza-
tion calculation, which is defined as the contribution of the closest linkages. The values
of the polarizability parameters of bonds used in this study for the CA molecule (see
figure1 for labels atoms) are given in Table 2. The frequencies of the active modes in
Raman are deduced from the position of the peaks in the Raman spectra (the width
of the lines Lorentzian of each peak is fixed at 1.7 cm−1).

Table 2: Values of bond polarizability parameters for the CA molecule and the carbon
nanotube

ᾱ (Å2) β̄ (Å2 ) γ̄ (Å3)
CA
N1-C2 194,0 165 1.65
C2-N3 686.07 85.62 24.51
N3-C4 -175.06 107.75 5.72
C4-C5 194.04 282.34 0.95
C5-C6 1681.60 113.52 3.57
C6-N1 0 0 0
C5-N7 0 0 0
N7-C8 0 0 0
C8-N9 0 0 0
N1-C10 0 0 0
C2-O11 0 0 0
N3-C12 0 0 0
C6-O13 0 0 0
N7-C14 0 0 0
C8-H1 0 0 0

parameters: ᾱ = 2α
′

p +α
′

l,β̄ = α
′

l −α
′

p and γ̄ =
(αl+αp)

r or any other form of bond.

3.1.2 Electronic and optical behavior of CAs

To ensure a reliable interpretation of our computed physical properties in the hybrid
systems, it is crucial to have a comprehensive understanding of the characteristic
behavior of caffeine molecules. With the objective of gaining insights, our calculations
primarily focused on the electrical and optical aspects, including band structure, den-
sity of states, and optical absorption spectra. The goal was to explore the potential use
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Table 3: HOMO (eV), LUMO (eV), Fermi energy (FE) (eV), and Bandgap energy
(eV) of the pristine CA molecule.

HOMO(eV) LUMO(eV)
FE(eV) EG(eV)

B3LYPB -5.15 -0.12 -5.10 5.03
HSE06 -4.97 -0.34 -4.97 4.63
GGA -4.30 -0.80 -4.30 3.50

of caffeine in organic solar cells (OSCs) to enhance their performance and thermal sta-
bility. In Table 3, we present electronic parameters such as HOMO (highest occupied
molecular orbital), LUMO (lowest unoccupied molecular orbital), FE, and HOMO-
LUMO gaps obtained for the pristine caffeine molecule using various exchange(XC)
functionals (GGA, B3LYP, and HSE06). Notably, the FE of the caffeine molecule expe-
riences an upshift when transitioning between different XC functionals. Specifically,
When transitioning from the GGA functional to the B3LYP functional, a noticeable
downward shift in the position of the FE is observed. This shift corresponds to FE
of 4.30 eV, 4.97 eV, and -5.10 eV for the GGA, HSE06, and B3LYP functionals,
respectively. The downward shift of the FE in the caffeine (CA) molecule when uti-
lizing the B3LYP functional, in comparison to other xc functionals, indicates stronger
electron-electron interactions or increased electron correlation effects. These effects can
significantly impact the electronic properties and behavior of the CA molecule within
an organic solar cell (OSC). They have the potential to influence reactivity, charge
transfer processes, and energy levels, ultimately affecting the overall performance and
characteristics of the OSC.

The transition from the B3LYP functional to the GGA functional resulted in a
reduction of the HOMO-LUMO gap (Eg) for the caffeine (CA) molecule. When using
the B3LYP functional, the Eg was approximately 5.03 eV. However, when switching
from the HSE06 functional to the GGA functional, a more significant decrease in
the HOMO-LUMO gap was observed. This suggests that the GGA functional may
not fully account for electron correlation effects or exchange interactions within the
system. On the other hand, the HSE06 and B3LYP functionals, being hybrid func-
tionals that combine exact exchange and density functionals, provide a more accurate
description of electronic correlations and interactions.This is evident in Figure 4-(a),
which displays the electron density of states predicted by each functional for the CA
molecule.

4-(b) illustrates the electron density distributions of the caffeine molecule, focusing
on the total density, the highest occupied molecular orbital (HOMO), and the lowest
unoccupied molecular orbital (LUMO). The total density plot at the top shows where
electrons are most likely to be found in the molecule, with a color gradient indicating
areas of higher (red) and lower (blue) electron density. The HOMO image highlights
the regions where the molecule’s highest energy electrons are located, typically involv-
ing electron-rich areas such as lone pairs on nitrogen atoms or π bonds in aromatic
rings. The LUMO image, on the other hand, reveals where the molecule can accept
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Fig. 4: Optolectronic properties of CA molecule: (a)Electronic density of states (DOS).
(b) The obtained total density and HOMO-LUMO of CA .(c)Absorption spectra of
CA molecule for all XC functionals (GGA,B3LYP,HSE06) . (d) reflectance spectrum
of CA molecule for all XC functionals (GGA,B3LYP,HSE06)

electrons, often indicating potential sites for electrophilic attack, such as antibonding
orbitals in π systems or on electronegative atoms like oxygen. Analyzing these plots
provides insights into the chemical reactivity and stability of caffeine, with the energy
gap between HOMO and LUMO (the HOMO-LUMO gap) being particularly crucial.
A smaller gap suggests higher reactivity, as electrons can easily transition from HOMO
to LUMO. Based on the findings by Laxman Pandey et al. [44], the increased orbital
overlap between the highest occupied molecular orbital (HOMO) and lowest unoccu-
pied molecular orbital (LUMO) in the caffeine (CA) molecule system contributes to
an enhanced absorption coefficient. This effect is more clearly evident in the absorp-
tion spectra of the CA molecules. Figure 4-(c) displays the UV-visible absorption
spectra of the caffeine molecule, which were calculated based on the electronic struc-
ture obtained using the GGA functional. When transitioning between different states
of the xc functional, the bandgaps of the CA molecule decrease, leading to signifi-
cant optical absorption in the UV light region. Compared to other xc functionals, the
GGA functional results in a shift of the optical absorption towards longer wavelengths.
This functional facilitates interband transitions, broadening the absorption range and
increasing the relative absorption intensity of the CA molecule.
Despite significant absorption of both UV and visible light by the caffeine (CA)
molecule, it is anticipated that not all energy will be fully absorbed, resulting in
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some rays being reflected. Figure 4-(d) illustrates the overall reflectance of the CA
molecule across different states of the xc functional. The molecule exhibits a nar-
rowband reflectance within the range of 200-400 nm. In the UV region, there is a
fluctuation in reflectance, with the GGA functional showing a minimum value of 3.1
percent. Overall, the reflectance spectra for the three states of the xc functionals
exhibit similar behavior. The reflectance intensities of the B3LYP and HSE06 func-
tionals are slightly higher than those of the GGA functional, as depicted in Figure
4-(d), indicating the stability of the CA molecule under UV radiation.

3.2 Stability of CA confined into NT14

3.2.1 Raman spectra of CA@NT14 hybrid system

To ensure a proper interpretation of the expected hybrid Raman spectra in the hybrid
systems, a comprehensive and precise vibrational assignment of the experimental
Raman fingerprints of caffeine (CA) molecules is necessary. This serves as a reference
for comparison. Figure 5-(a) presents the predicted Raman spectra of the CA molecule
up to 1760 cm−1. However, there is no discussion regarding the frequency range (2900-
3100 cm−1) associated with the CH stretching vibration. Raman spectroscopy is a
powerful technique for analyzing the structural, vibrational, and electrical proper-
ties of single-walled carbon nanotubes (SWNTs). SWNT Raman spectra exhibit two
prominent characteristics. The first characteristic is referred to as the radial breath-
ing mode (RBM), which involves the in-phase motion of carbon atoms in the radial
direction. The RBM mode, positioned below 400 cm−1 (refer to Figure 5-(c)), can be
utilized to determine the diameter distribution of nanotubes. The second characteristic
is known as the G-band, located above 1500 cm−1. Figure 5-(b) displays the com-
puted ZZ-polarized Raman spectra of the CA@NT14 hybrid and empty NT14. Prior to
comparison, the intensities of all spectra are adjusted for each NT14 and CA@NT14.
Consequently, the Raman spectrum of the CA@NT14 hybrid initially appears to be
a combination of the Raman spectra of the CA molecule and NT14. However, a more
detailed analysis reveals that the low-frequency Raman lines in the CA@NT14 hybrid
exhibit higher sensitivity to nanoconfinement. Specifically, the Raman spectrum of
the hybrid CA@NT14 demonstrates a significantly weak intensity for the line at 67
cm−1, which corresponds to the oscillating vibration of the CH3 groups in free CA
molecule(s) (refer to Figure 5-(a)). This indicates that the interaction with the nan-
otube imposes constraints on the methyl groups. The location of the radial breathing
mode (RBM) frequency in the filled nanotube (see Figure 5-(c)), which is at 178 cm−1,
remains the same as in the empty NT14. This RBM response is expected when the
diameter of the nanotube provides suitable stabilization energy for the encapsulation
of CA molecules.
Regarding to the empty NT14’s high-frequency area where tangential modes (TM) are
seen (figure5-(d)), The computed G-band is dominated by a single peak that has been
identified as A1g (ZZ) TM and is located at 1589 cm−1. The chirality dependency of
this mode, where the G+ peak is prominent for zigzag tubes and the G− peak is dom-
inant for armchair tubes, the appearance of two peaks (G+ and G−) when the chiral
angle Θ increases from 0 (armchair tubes) to 30 (zigzag tubes) was already covered
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Fig. 5: Raman spectra calculations: (a)isolated CAmolecule(s).(b) CA@NT14 haybrid
system and pure NT14. (c) RBM range.(d) TM region

in detail in [45]. The peak location of the G-band is impacted by the encapsulation of
CA molecule(s) (figure5-(d)). It demonstrates a considerable frequency upshift of the
G+ peak (LO mode) of 3 cm−1 with respect to the empty NT14. As a result, there
is a charge transfer between the CA molecules and the nanotube’s host. which the
current estimate did not anticipate

The encapsulation of CA molecule(s) significantly affects the peak position of the
G-band (see Figure 5-(d)). Specifically, there is a significant upshift of 3 cm−1 in the
frequency of the G+ peak (LO mode) compared to the empty NT14.

This unexpected shift in the G-band peak location indicates the occurrence of
charge transfer between the CA molecules and the host nanotube, which was not
initially anticipated in the current estimation

3.2.2 Optoelectronic properties of CA@NT14

The observed shift in the G-band mode provides evidence for the presence of charge
transfer (CT) in the encapsulated devices of CA@NT14s. The encapsulation effect
can lead to two primary types of alterations in the electronic properties of SWNTs:
CT from molecules to SWNTs, resulting in a decrease in the SWNT FE, or CT
from SWNTs to encapsulated compounds, leading to an increase in the SWNT’s
FE. The electronic properties, including LUMO, HOMO, gap, and FE, were calcu-
lated and reported for pure NT14, CA@NT14, and CA2@NT14 hybrids, as shown
in Table 4. The FE of the empty NT14 and its shift after encapsulation are also
presented. The data reveal that the FE of NT14 increases upon encapsulation with
different configurations of the CA molecule, indicating a charge transfer (CT) from
CA to NT14. The corresponding FE shifts are 0.06 eV and 0.11 eV for CA@NT14
and CA2@NT14, respectively. The HOMO-LUMO gaps (Eg) also demonstrate that
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encapsulation reduces the difference between the HOMO and LUMO levels. The NT14
tube exhibits a Eg value of 0.73 eV. When the CA molecule inside the nanotube
transitions from its front configuration to a horizontal shape, the Eg for the hybrid
nano-systems significantly decreases compared to that of the NT14 alone. This can be
clearly observed in the calculated electron densities of states of NT14 and the hybrid
systems, as depicted in Figure 6-(a), with the FE set to zero.

Figure6-(a) illustrates how the total density of states (TDOS) of CA@NT14 and
CA2@NT14 exhibit considerable differences from the original NT14 , which would
causes NT14’s conductance to very upon encapsulation . We discovered that bandgaps
close to (Ef ) get smaller and new local energy levels (molecular states of CA)
arise,this implies that the encapsulation effect increased the conductivity of NT14.
This progress is in line with the CT results which can be obviously seen from the
electron density distributions of molecular orbitals wave-functions figure6-(b) shows a
demonstration of the pure NT14 and the two hybrid systems in HOMO and LUMO.
Both the pure NT14 and the enclosed hybrid systems exhibit delocalized HOMO

Fig. 6: Electronic behavior of the pristine NT14 tube and CA@NT14:a)Total elec-
tronic density of states.b)The calculated difference in electronic densities of the pure
NT14, CA@NT14, and CA2@NT14 . c) schematic form of the Stepwise photoinduced
electron transfer (PET) between CA and NT14 .

wave functions. Which CA molecules are the donor portion and the NT14 is the
acceptor part, we notice that a extended delocalization of the HOMO was seen in the
pure NT14 and when we switched from CA2@NT14 (the horizontal configuration of
CA) to CA@NT14 (the front configuration of CA) hybrids. On the other side, their
LUMO wave functions, are more concentrated at the pure NT14, suggesting that
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Table 4: Energy gaps ,HOMO ,LUMO and FE of isolated NT14 ,CA@NT14 and
CA2@NT14 hybrid nano-systems.

HOMO LUMO FE EG

NT14 -3.4394 -2.7136 -3.3637 0.7259
CA@NT14 -3.3499 -2.6603 -3.2952 0.6896
CA2@NT14 -3.3042 -2.6196 -3.2506 0.6847

The

Lennard-Jones potential(LJ), as described by Rahmani et al. [41], serves as the most
suitable model to characterize these interactions. Hence, w

there occurred a CT from CA to NT14. As a result, the hybrid encapsulated systems
contain type II heterojunctions (see figure6-(c);

The effective separation of the photogenerated charge carriers in bulk heterojunc-
tion OSCs is strongly impacted by such a type II band alignment. When exposed to
light, the electrons from CA molecules may be directly excited to NT14, creating a
functional charge separation between the two subsystems that is essential for boosting
PCE of OSCs. Moreover, Laxman Pandet and al[44] found that the greater orbital
overlap between HOMO and LUMO of CA@NT14 and CA2@NT14 hybrid systems
contributes to the increased absorption effect. this effect could be clearly seen in the
absorption curve of the hybrid systems. As shown in figure7-(a), the electronic struc-
ture derived with the GGA contaThank you very much for your recommendation.
Please find the answers belowining vdWs interaction is used to determine the UV-
visible absorption spectra of the empty NT14 and CA encapsulated systems. These
hybrids exhibit considerable optical absorption not just in the UV-visible light area
but also in the near-infrared spectral regions because to the NT14’s short bandgap.
Also, due to their smaller bandgaps than those of pristine NT14, the optical absorp-
tion curves of the hybrid systems shift toward the longer wavelength (figure7-(a)).
More bound electrons participate in the interband transitions due to the configura-
tions of CA contained in the NT14 bandgap.

We subsequently computed the dielectric functions of the pure NT14 tube and
the CA encapsulated systems (CA@NT14 and CA2@NT14) (see figure7-(b)) using
the electron energy levels and associated wave functions from the electronic structure
simulations. As a function of photon energy, the imaginary and real components of
the dielectric function were computed. The real part of the dielectric function suggests
the electronic polarizability of the pure NT14 tube and the CA encapsulated systems
which have the same characteristics in all energy regions with a maximum of peaks
intensity of about 12 in the Infrared area. The fact that the pure NT14 and the
CA encapsulated systems all show high peaks in the imaginary part of the dielectric
function at photon energies of around 0.65 eV in the infrared region which suggests that
the CA encapsulated systems can be employed as photonic sensors in this spectrum.
Applications in electro-optical devices particularly in OSCs, are possible because to
the semiconducting carbon nanotube’s peculiar optical characteristics when filled with
CA molecules (Table4).
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Fig. 7: (a)Absorption coefficient of the pure NT14 tube, CA@NT14 and CA2@NT14
hybrid nano-systems,(b)imaginary and real dielectric functions for the pure NT14
tube, CA@NT14 and CA2@NT14 hybrid systems

4 Conclusion

Semiconducting single-walled carbon nanotubes incorporating photoactive molecules
are highly desirable due to their exceptional optoelectronic properties, particularly
for applications in organic solar cells. In this study, we employed three computational
methods to investigate the encapsulation of caffeine molecules within the NT14 SWNT
cavity, focusing on both their structural and optoelectronic characteristics. Molecu-
lar mechanics and Density Functional Theory were utilized to model the dynamics
of SWNTs and CA molecules, respectively. The interaction between these subsys-
tems in CA-NT14 systems was modeled using a simple Lennard-Jones potential to
account for van der Waals interactions. Our findings identified a stable diameter range
of approximately 1.18 nm for energetically favorable configurations of CA@SWNTs.
Our investigation revealed minimal impact on the bandgap of semiconducting SWNTs
upon encapsulation of caffeine molecules, indicating that the hybrid structure main-
tains its ability to efficiently absorb visible light. Conversely, encapsulation within
metallic SWNTs resulted in a noticeable reduction in the bandgap, limiting the absorp-
tion range due to altered optical properties arising from caffeine’s interaction with the
metallic SWNT’s electronic structure. Furthermore, nonresonant Raman spectroscopy
of semiconducting NT14, both before and after encapsulation, demonstrated evidence
of charge transfer within CA@NT14 systems. Analysis of Raman modes indicated
significant interactions between caffeine and NT14, influencing the electronic struc-
ture and optical properties of the hybrid material. DFT calculations provided insights
into the elevated Fermi level in CA@NT14, confirming charge transfer from CA to
NT14 and suggesting a type-II band alignment. Looking ahead, our future research
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will focus on elucidating electronic transport characteristics, transmission spectra, I-
V characteristics, and overall device yield of CA@NT14 hybrid systems using DFT
calculations coupled with the Non-Equilibrium Green’s Function (NEGF) formalism.
These theoretical findings pave the way for experimental validation, which will further
substantiate the efficacy and applicability of our computational predictions in practi-
cal applications, particularly in the development of advanced organic solar cells and
other optoelectronic devices.
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Sánchez-Portal, D.: The siesta method for ab initio order-n materials simulation.
Journal of Physics: Condensed Matter 14(11), 2745 (2002)

[36] Dresselhaus, G., Dresselhaus, M.S., Saito, R.: Physical Properties of Carbon
Nanotubes. World scientific, ??? (1998)

[37] Guha, S., Menendez, J., Page, J., Adams, G.: Empirical bond polarizability model
for fullerenes. Physical Review B 53(19), 13106 (1996)

[38] Boutahir, M., Rahmani, A., Chadli, H., Rahmani, A.: Electronic and vibrational
properties of dimer of single-wall carbon nanotubes. In: Renewable and Sus-
tainable Energy Conference (IRSEC), 2015 3rd International, pp. 1–5 (2015).
IEEE

[39] Boutahir, M., Rahmani, A., Chadli, H., Rahmani, A.: Mechanical coupled vibra-
tions in an individual double-walled carbon nanotube. The European Physical
Journal Applied Physics 74(2), 24605 (2016)

19



[40] Jamal, C., Mourad, B., Brahim, F., Abdelhai, R., Hassane, C., Abdelali, R.:
Vibrational study of bithiophene encapsulated in single wall carbon nanotube
using the infrared calculations. In: 2020 1st International Conference on Inno-
vative Research in Applied Science, Engineering and Technology (IRASET), pp.
1–6 (2020). IEEE

[41] Rahmani, A., Benoit, M., Benoit, C.: Signature of small rings in the raman spectra
of normal and compressed amorphous silica: A combined classical and ab initio
study. Physical Review B 68(18), 184202 (2003)

[42] Rahmani, A., Sauvajol, J.-L., Rols, S., Benoit, C.: Nonresonant raman spectrum
in infinite and finite single-wall carbon nanotubes. Physical Review B 66(12),
125404 (2002)

[43] Umari, P., Pasquarello, A., Dal Corso, A.: Raman scattering intensities in α-
quartz: A first-principles investigation. Physical Review B 63(9), 094305 (2001)

[44] Pandey, L., Risko, C., Norton, J.E., Bredas, J.-L.: Donor–acceptor copolymers
of relevance for organic photovoltaics: a theoretical investigation of the impact
of chemical structure modifications on the electronic and optical properties.
Macromolecules 45(16), 6405–6414 (2012)

[45] Kalbac, M., Kavan, L., Dunsch, L., Dresselhaus, M.: Development of the tangen-
tial mode in the raman spectra of swcnt bundles during electrochemical charging.
Nano letters 8(4), 1257–1264 (2008)

20


	Introduction
	Methods and model
	Results and discussion
	Structural and physical properties of isolated CA
	Structural properties
	Electronic and optical behavior of CAs

	Stability of CA confined into NT14
	Raman spectra of CA@NT14 hybrid system 
	Optoelectronic properties of CA@NT14


	Conclusion
	ACKNOWLEDGMENT

