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Résumé. — L’analyse de la forme et de 'intensité de spectres de diffusion de neutrons aux petits
angles d’'une membrane ionomére perfluorosulfonée en équilibre avec différents taux d’humidité
nous permet de proposer un modéle pour la distribution des « micelles » hydratées au sein de la
matrice perfluorée. Le modéle décrit une structure localement ordonnée de ces micelles avec
quatre premiers voisins localisés & une distance bien définie dans un gaz complétement
désordonné de micelles. L’ajustement des spectres expérimentaux a partir de la fonction de
distribution radiale, déduite de cette structure localement tétraédrique, nécessite seulement deux
paramétres ajustables. Nous démontrons que la remontée aux petits angles et le pic ionomeére
sont liés a I’existence des domaines ioniques. Nous montrons qu’il n’est pas nécessaire d’invoquer
I’existence de fluctuations aux grandes distances ou des défauts a grande échelle pour interpréter
le domaine des petites valeurs de g. Notre modé¢le permet I’obtention d’un bon ajustement entre
spectres expérimentaux et courbes théoriques pour des valeurs de g (¢ = 4 7 sin 8 /A) comprises
entre 0,02 et 0,26 A-! et des fractions volumiques en eau de 6 a 26 %.

Abstract. — The analysis of the shape and intensity of small angle neutron scattering (SANS)
curves obtained on a perfluorinated ionomer membrane with different water contents suggests a
model for the distribution of the hydrated « micelles » in the perfluorinated matrix. The model
describes a locally ordered structure for these micelles with four first neighbours located at a well
defined distance embedded in a completely disordered gas of micelles. Only two adjustable
parameters are necessary to fit the experimental scattering curves over the whole ¢ range, based
on the radial distribution function associated with this locally « diamond-like » (tetrahedral)
structure. It is demonstrated that both the zero angle upturn and the ionomer peak are linked with
the ionic domain existence. It is shown that there is no need for long range fluctuations or large
scale defects to interpret the zero angle domain. Our model is in reasonably good agreement with
all the experimental results for g (7 = 4 7 sin § /A) ranging from 0.02 to 0.26 A-! and for water
contents from 6 to 26 % (volume fraction).

(*) URA 507.
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1. Introduction.

During the past twenty years ionomers, and especially the perfluorinated ionomer mem-
branes, have been extensively studied [1,2]. If the aggregation of charges in clusters is
nowadays well accepted [3], the size and the distribution of the clusters inside the polymer
matrix is still a subject of controversy [4]. The small angle scattering curves generally exhibit
the so-called « ionomer peak » and a strong upturn at very small angle which will be called
below the «central peak ». Despite the ability of some models to produce a zero angle
upturn [5, 6], the overall agreement in the fits has never been obtained [5]. So this upturn has
been interpreted as arising totally or partially from physical grounds totally different from
those adopted for the ionomer peak such as uncertainties in the measurement, impurities,
voids, excess salt precipitates or long-range fluctuations of ion concentration [7]. Therefore
most authors have preferred to ignore the upturn and to reproduce only the ionomer peak,
often by using numerous parameters [5], so that the agreement is not really very convincing.
Recent anomalous small-angle X ray scattering experiments showed that the zero angle
upturn and the ionomer peak are strongly correlated [7]. In this paper we propose a structural
model which produces. Both the central and the ionomer peak for the first time with correct
intensities and widths. Furthermore, the same radial distribution function can describe the
complete set of experimental curves over a wide range of water contents. We have been
driven [6] to recognize that, for energetic reasons, the structure which allows the smallest
extension for the segments of polymers linking two adjacent micelles should have a low
compacity (loose structure). The structure which allows the smallest distance D between the
micelles, for a given concentration of charges, is diamond-like. Of course such a highly
ordered structure cannot extend over long distances in these materials which are more likely
« amorphous ». The description to which we are led is a locally ordered shell for the first four
neighbours embedded in a disordered gas-like state for the more remote micelles.

2. Experimental.

2.1 MATERIAL. — Nafion-117, a perfluorinated ionomer membrane, is commercially
available from Dupont de Nemours Company. The membrane is derived from copolymers of
tetrafluoroethylene and a perfluorovinyl ether terminating in a sulfonic acid group :

—(CF,—CF,),—CF,—CF—
|
O—CF,— CF—O—CF—CF,—SO;5 H*
|
CF,

The equivalent weight of this polymer (EW = 1 100 g/eq) defines an average value of n
(n = 6.56) and the volume associated with one sulfonic group is ¥ = 913 A3. The density is
assumed to be 2 g/cm’.

The membrane was immersed in 2 N aqueous HCI for 24 h, in order to ensure a fully acidic
form, then washed several times with bidistilled water.

2.2 EXPERIMENTAL SET UP. — The cell especially devised for neutron experiments has been
described elsewhere [8]. The membrane is fixed between two brass compartments hollowed
by quartz windows transparent to neutrons. The two compartments can be equilibrated to the
same pressure with a by-pass. The cell is connected to a secondary vacuum pump
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(10~ * torr) and to a water thermostated evaporating system. The quantity of polymer in the
neutron beam is the same for all the experiments, independent of the degree of swelling.

2.3 WATER SORPTION DETERMINATION. — The water sorption f (weight of sorbed
water/weight of « dry » membrane) has been determined from the sorption isotherm at 20 °C
performed on a sample previously dried under a dynamical secondary vacuum. The water
activities P /P correspond to the ratio of the partial vapor pressure (P) of water at the
temperature of the evaporating system and of the saturated vapor pressure (P¢) at the sample
temperature. Under these conditions, 2 % w/w of non-desorbable water still remains in the
membrane. The total water volume fraction @ is defined as:

vwater ( 1 )

= .
vpolymer + Vyater

The water and polymer densities are assumed to be constant (pue = 1 g/cm® and
P polymer = 2 g/ cm3).
The residual water is taken into account for the calculation of @:

2(1.02 f +0.02)

¢ = 1+2(1.021+0.02)° @
The number of water molecules per sulfonic group, », can also be determined :
= 1100. (1.02f+0.02)‘ 3)

18

The values of f, @ and v are given in table I for each P/P used in these experiments.

Table 1. — Various parameters for the Nafion 117 H* membrane equilibrated with different
water vapor pressures : f is the water sorption, D is the water volume fraction, v is the number of
water molecules per SO; group, I is the incoherent intensity, I1(0) is the intensity at
q = 0, D is the distance between micelles, R is their radius, ny, np and ng (v,) are the numbers of
charges per micelle calculated respectively from 1(0), D and R. The values in brackets are
obtained using a = 1.095 instead of 1.122.

P/Pc 0.07 0.24] 044 | 058 0.72| 0.82| 085] 090 | 092 0.95 | 1
[ % 1.35 290 | 455 | 580 | 725| 845 | 895 | 990 | 103 | 11.1| 149
@ 0.063 [0.090 [0.117 [0.137 | 0.158 | 0.175 | 0.182 | 0.195 | 0.200 | 0.210 | 0.256
v 2.03 302 | 404 | 482 | 572 | 646 | 653 | 736 | 761 8.11]1046
I 0.013 | 0.017 |0.023 |0.027 | 0.032 | 0.035 | 0.36 | 0.039 | 0.040 | 0.042 | 0.055
10) , 0.105 |0.195]0.294 |0.413 | 0.577 | 0.730 | 0.831 | 0.963 | 1.123 | 1.310 | 2.09
D (24.11)  |27.17 |27.93 |28.99 | 30.44 | 30.25 | 31.34 | 31.97 | 32.19 | 33.28 | 34.44
R (14.25) |13.89 [13.20 |13.55 | 14.17 | 14.65 | 14.85 | 15.06 | 15.19 | 15.87 | 17.27
n, (37.0) 41.6 | 32.1 | 323 | 324 | 334 | 366 | 350 | 384 | 402 | 382
np 16.7) 27.0] 284 | 308 | 350 | 33.6 | 372 | 388 | 39.3 | 43.0 | 43.7
ng(0) |(194.2) 124 | 795 | 72.1 | 69.4| 680 | 700 | 647 | 64.3 | 689 | 68.7
ng(175)| (50.2) 423|325 | 326 | 344 | 357 | 369 | 360 | 363 | 400 | 456
o 153 90 | 77.1 | 750 | 721 | 80.2 | 745 | 73.5 | 73.7 | 73.6.| 85.7
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2.4 NEUTRON EXPERIMENTS. — The small-angle neutron experiments have been performed
at the Laboratoire Léon Brillouin (L.L.B., Saclay, France) on the PACE spectrometer. The
wavelength A and the sample detector distance D have been fixed at A = 6.4A and
D = 1.2 m, respectively giving a ¢ range from ¢ = 0.02 to 0.26 A~ (g=4m sin 0/)).

In order to obtain a scattering function 7/(gq) comparable for all the samples, several steps
have to be performed. The normalization of the detectors and absolute intensities are
obtained through the incoherent scattering of a 1 mm thick test film of pure water. Then the
correction for the finite transmission ( = 90-95 %) has been performed and the scattering of
the empty cell subtracted.

The SANS spectra shown in figure 1 corresponding to each P / P have been obtained after

sorption equilibrium. It is assumed that thermodynamical equilibrium is reached when no
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Fig. 1. — SANS spectra of Nafion 117 H equilibrated with different water pressures.
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change is observed between successive spectra recorded every 15 min. This usually occurs
after around 60 min.

3. Analysis of the results.

3.1 THE SCATTERED INTENSITY I(q). — For a system of N identical scattering objects
(micelles) distributed in space, 7(g) can be expressed as follows [9] :
1(g) = N|F(q)|*S(q) - C)]

In equation (4), q is the scattering vector, |F(q)|? the structure factor, is the scattered
intensity of an isolated object and S(gq) is an interference term related to the distribution of
the different objects in space, assuming that the diffracting objects are isotropic, or at least
with no correlation in their orientations :

® sin gr

S(q)=1+,i,j
0

(P(r)—1)4 =ridr. ©)

V is the average volume offered to each object in the sample, P (r) is the radial distribution
function and is related to the conditional probability of finding one particle in a volume
dv; and another one in the volume dv, at a distance r from the first one. This probability is
written as [9] :

dv, d
plZdvlde"_“_ (r). (6)

When r becomes infinite, the correlation is negligible and P (r) = 1. This limiting value has
been subtracted in (5). This mathematical trick induces a peak in S(g) with a width inverse of
the overall size of the sample usually unobservable. P(r) measures the correlation of the
distribution of the micelles ; it is related to the distribution of a cloud of points in space and
therefore must obey some rules, since it is highly improbable to find an actual distribution of
points corresponding to an arbitrary function P (r). One condition is that S(g) from (5) has to
be positive for each g value; if it is not, it only means that the trial function
P(r) has no physical meaning and cannot be materialized.

Assuming one micelle at the origin, (P (r) — 1) is related to the algebraic excess of the
micelle density at distance r. When (P (r) — 1) < 0 the particle at the origin exerts a repulsion
on the other micelles (and vice versa) at a distance r

For ¢ = 0, (5) can be written :

S(0) =1+ Az )

where Az is the algebraic total number of micelles attracted around the one at the origin.
Numerous models only consider a hard-core repulsion between the micelles. Then
P (r) is equal to zero when r < rc and equal to 1 for r > rc were r¢ is the size of the hard-core
hole. In these models Az is negative and, if it is larger than one, it gives a negative
S(0).

The two functions F(q) and S(q) involved in (4) cannot be obtained separately from an
experimental curve I(q) recorded within a limited g range. A model is therefore needed in
order to deduce theoretical scattering curves and to compare them with the experimental
data. It is important to have the scattering curves over a g range as large as possible and to
change and monitor at least one of the parameters defining the sample. In the present
experiments the water content was changed from 6 to 26 % (volume fraction).
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3.2 THE MODEL. — From previous considerations [6, 10], our model can be detailed as
follows.

© 32.1 The structure factor |F(q)|% — The micelles are described as homogeneous spheres of
radius R, filled with water, embedded in the perfluorinated matrix. The structure factor for
one sphere is then :

inx 2

IF(q)|2=k(3(s1nx 3xcosx)) with  x = gR ®)
x

k is a multiplicative constant depending upon the number of charges and the contrast.

For one micelle in the perfluorinated matrix, one has:
k =n*(v +1/2) vy(p; — ) ®)

where n is the number of acidic functions per micelle, »is the number of water molecules per
anion (the 1/2 factor takes into account the proton associated with each SOj3 anion),
v, is the volume of one water molecule (v, = 30 A%), p, and p, are respectively the coherent
scattering length densities of water (—0.00559 x 10-'2cm A~3) and of the ionomer
(0.04201 x 10~ 2 cm A-3) [11].

The form factor for ¢ = 0 and N micelles is specially interesting. Its value is :

N.|F)|>?=N.n2 (v +1/2)*. (p,— p,)*. v3. (10)

As Nn, the total number of charges in the sample, is known and v is calculated from the
weight of absorbed water, the structure factor depends only on »n. Furthermore it should not
depend on deviations from a homogeneous sphere resulting from protuberances due to
percolation or to a « hairy » interface with the polymer. However, for ¢ # 0, |F(g)|? given in
(8) should be modified when such deviations occur, and at least the « apparent » radius of the
sphere could be different from that of a homogeneous sphere filled with the same amount of
bulk water.

3.2.2 The radial distribution function P (r). — This is the crucial point in the model. From
physical considerations the micelles should be relatively well ordered, at least on a short
range. A local structure similar to that of diamond has already been proposed [6, 10] ; around
one micelle, there are z = 4 other micelles tetrahedrally located at a distance D. This a priori
choice is justified by the strong interconnection of the micelles by the polymeric segments. To
get the least extended segments, it is necessary to select the least compact crystallographic -
structure, which leads to the smallest D for a given density : in three dimensions, it is realized
by the diamond structure.

The overall amorphicity of the polymeric matrix indeed prevents this crystallographic order
to extend to infinity. A completely disordered distribution of micelles should be observed at
distances larger than aD from the origin micelle with @ = 1. All these considerations are
taken into account in the P (r) function shown in figure 2. If v is the average volume offered to
each micelle in the sample, the number z’' of micelles in the volume 4 w(aD)/3
corresponding to the « hole » between 0 and aD in the P(r) function is given by :

3
2 =4y (@D) an
3 v
withv = n i v 3 where V is the average volume offered to one charge in the dry polymer, @

is the water volume fraction and » is the number of charges per micelle.



N 12 DISTRIBUTION OF THE MICELLES IN IONOMER MEMBRANES 1347

P(r) | 2

[

0 D oD r

Fig. 2. — Radial distribution function proposed in the model.

With the above P(r), one gets

2 sin gD g 3(siny —ycosy)

S(g)=1+ 2D >

with y = agD (12)

and therefore :

I(q) =

1(0) ( 3(singR — qRcos R) )2 (1 singD _, 3(sin agD — agD cos agD ) )
+z -z >
5(0) (gR)’ gD (agD)

(13)
with S(0) =1+2z—2z'".

It must be emphasized that the values which will be further adopted for «, z and
z' will be kept unchanged in the mathematical function (13) for all the samples, and the only
adjustable parameters for each of them will be D and R describing the different water
contents.

3.3 ADJUSTMENT OF THE PARAMETERS. — We summarize the successive steps for the
adjustment of the parameters :

As the curves I(q) versus q° are nearly linear for all the samples when g?<4 x 1073
(Fig. 3), we obtain an accurate determination by extrapolation of 7(0) that will be introduced
in the theoretical 7(g) function (13).

The a priori choice of a diamond-like structure led us to take z=z' =4 and
a = 1.137 from simple crystallographic considerations (volume of a sphere containing
4 atoms). This choice is a posteriori justified by further final refinements giving very close
values.

For each set of parameters (z, z', @ ), the « minuit program » [11] for function minimization
has been used to get refined values for R and D for each water content. The experimentally
determined maximum of the ionomer peak has been overweighted in order to constrain the
fitting curve to preserve the position and the intensity of the peak. Variations of D and R
values induce changes in the fits, the ionomer peak position being mainly sensitive to D and
its intensity to R.
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Fig. 3. — Determination of 7(0) by extrapolation of I(g) at ¢ =0 from the LnI(g) versus

q° plot.

In fact the minimum observed between the central and the ionomer peak strongly depends
on « (Fig.4). The best overall agreement reproducing the width of the peak allows an
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accurate determination of a for each water content (Tab. II). a is rather constant with
P /P and a mean value has been chosen, thus reducing the number of adjustable parameters.

No change in the fitted curve is observed with variations of z’, so that a different method is
used to determine z’, as we shall see further. The « value which has been determined will not
be affected by this final refinement.

A
14
I
.
0.5
0 T l; I Ol2 T -
0 > ‘o

Fig. 4. — Best fits obtained for P /P = 0.85, z = 4, z' = 445 with a = 1.122 (—), @ = 1.160 (-)
and a = 1.085 (-.-).

Table II. — Values of a giving the best fits.

P/Pc|0.07 {024 (044 | 058 | 0.72 | 0.82 | 0.85 | 090 | 092 | 095 | 1.00

a |[1.095]1.110 |1.115| 1.118 | 1.122 | 1.122| 1.122 | 1.122| 1.122 | 1.125| 1.128

3.4 DETERMINATION OF THE NUMBER OF CHARGES PER MICELLE. — Absolute scattered
intensities besides the shape of the curves allow the determination of the number of charges
per micelle by three different and independent methods.

3.4.1 From the coherent and incoherent intensities of the peak at q = 0. The incoherent
scattering is isotropic and independent of g. The total incoherent cross section per charge of
hydrated material is given by :

o =T799Q2v +1)+322 (14)

where the incoherent cross section of H is 79.9 barns and the calculated incoherent cross
section of polymer associated with one charge is 32.2 barns.

The water contents are always sufficiently high to neglect the incoherent scattering due to
the unprotonated matrix and one can write :

Ine=Nn - ~Nn(6358(2v +1)). (15)

The incoherent scattering of a 1 mm thick water film has been measured and used to
determine the incoherent scattering I;,. of the water layer equivalent to the overall water
content. [, values are given in table L.
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The coherent scattering intensity at ¢ = 0 obtained from (4) and (9) is:
1(0) = Nn(v + 1/2)*v5(p2 — p1)* S(0) (16)

with S(0) =1+2z-2".

Numerical values for 7(0) have been obtained from extrapolation of linear log I (q) versus
q* (Fig. 2) and are given in table L.

Values for n are then obtained from the ratio of 7(0) to I;,:

1(0)

no = 6.616 Toc(v +12)Q0+2-2')"

amn

3.4.2 From the intermicellar distance D. — From equation (11) the average volume associated
with one micelle in the hydrated polymer is given by :

S 0 S PV o (18)
3 z
and
p=_"V_
1-@

where V is the volume associated with one charge in the dry polymer and @ the water volume
fraction. Hence we obtain

np = 221 D31 — @) = 6.480 x 1073 (1 — &) L D3. (19)
Vz z
3.4.3. From the micellar radius R. — The micelles whose volume is 4 7 /3 R® contain

nv water molecules (vy = 30 A?3) which allows us to get n:

3 3
nR=‘§‘w£-_~0.1396%. 0)

VUO

This is a crude determination since the volume of the anions has been neglected.
vV, has to be replaced in (20) by vvy + v, where v, is the volume of the anion and probably of
a part of the perfluorinated side chain. Furthermore if the micelle is not a perfect
homogeneous sphere, for example if it has some protuberances towards the neighbours or if
its interface is not ideally abrupt, there is a discrepancy between the parameter
R determined in the model and the R which could correspond to the volume of water.

For all the above mentioned reasons, it is difficult to reliably extract » from R and we
conclude that n, and np are the most significant.

With the trial set of parameters z =z' =4, a =1.122, a series of values for n,,
np and ng as a function of the degree of hydration is determined (Tab. III). Due to the quite
different origins of their determination, such an agreement is a support for the model.

A closer agreement between n, and np can be reached by adjustment of z’' but to the
prejudice of the agreement with ng. It is clear from (17) and (19) that an increase of
z' leads to an increase of n, and a decrease of np. Now a mean value z' = 4.39 can be
determined ; however ng becomes too high compared to n, and np, especially for small
v values (Tab. I).

The best fits with this final set of parameters (z = 4, a = 1.122, z' = 4.39) are given in
figure 5. The quality of the adjustment is excellent for almost all the water contents. The
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Table IIl. — Values of n,, np and ny determined with z = z' = 4, a = 1.122.

v 3.02 | 4.04 4.82 5.72 6.46 6.53 7.36 7.61 8.11 | 10.46

o | 21.6 18.6 19.0 19.2 19.8 21.7 20.8 22.9 24.0 229
ol 39.5 | 41.7 45.2 51.6 49.8 55.0 57.0 52.3 63.5 64.9
hr| 101.3 | 62.3 56.7 53.8 54.2 55.2 50.7 51.3 55.1 55.7

02 o (A"

Fig. 5. — Best fits between theoretical (;) and experimental (O0) curves with z = 4, z' = 4.39 and
a =1.122.

small discrepancies for the higher water contents are due to the fact that the value of
a is kept constant in the model.

Now the weakest point lies in the ng values which are too large in comparison with the
np and n, values. Even a dry micelle (the cluster) should have a finite R, since the ionic species
have a finite volume and contrast. Tentatively, we attribute a finite volume v, to the ionic
element and with v, = 175 A3, we get corrected values for ny also listed in table I. Although
such a value for v, seems to be rather large, it is not incompatible with the existence of the
complex side chains which, in the case of nafion, carry the ionic charges. ny, np and the
corrected ny are represented in figure 6.

4. Discussion.

First it should be stressed that the distribution function P (r) is shaped by z, a« and
z' which are kept constant for all the series of water contents. So during the hydration process
the distribution of micelles is scaled by only two adjustable parameters, D and R.

We emphasize that, for the first time, both the central and the ionomer peak have been
reproduced with correct widths and intensities. It has not been necessary to involve voids,
cracks or fluctuations of a range much longer than D or aD. In fact the central peak is
immediately a consequence of a S(0) larger than what is assumed in hard-core repulsion
models. The perturbation relative to a uniform average density, due to the micelle at the
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Fig. 6. — Numbers of charges per micelle : ny(0), n,(M) and ngx(v, = 175 A) (@) versus the water
volume fraction.

origin, is limited to a sphere of radius aD. In its immediate vicinity the micelle attracts
neighbouring micelles, and this attraction is not completely cancelled by the hard-core
repulsion described by the hole of radius a D. This overall attraction 1 + z — z' of about 0.61
micelle is sufficient to produce the central peak. According to the preceding considerations
this overall attraction can be physically understood in terms of the linking segments of
polymer between adjacent micelles.

An image of the local ordering for the micelles within the sample can be deduced from our
model, however the values of the parameters must not be too literally accepted. First, the
choice of z = 4 is what is expected, having in mind a diamond structure. However to check the
validity of this hypothesis, we tried different z values ranging from 2 to 8, following the same
method as for z = 4. An example of best fits is given in figure 7 for P/Pc = 0.85 with
z equal to 2, 4, 6 and 8. It is clear that fitting is not possible with z =2 and
z = 8 and that, if z values from 3 to 6 leads to acceptable curves, the best fit is obtained with
z = 4. So the conclusion of a loose structure for the packing cannot be avoided since the value
z = 4 resulting from physical considerations appears to be confirmed by the mathematical
analysis. We have also tried modified P(R) profiles, with a less abrupt step at
aD, a width for the peak at D and with a small secondary peak at a distance
D'. None of these attempts gave any significant improvement justifying an increase in the
number of parameters.

Furthermore the numerical relation between the average volume ¥ occupied by one
micelle in the sample as a function of D, '

3n3
V=‘§‘W“ZD — gD} Q1)

gives B = 1.3480 which is closer to the diamond structure than to any other one (Tab. IV).
A comment about « is necessary. If the distance a D where the disorder starts is smaller
than the distance of the second neighbours in the diamond structure, the volume occupied by
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Fig. 7. — Best fits obtained for P/P;=0.85, z' =z+045 with z=2 a =1.005 (- -),
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Table IV. — Values of B for the most common crystallographic structures.
Structure Diamond Simple cubic Body centred Face centred
cubic cubic
B 1.5396 1 0.7698 0.7011

four atoms in this structure is a sphere of radius 1.137 D with a numerical coefficient very
close to a.

Another interesting comment lies in the ratio 2 R/D. For the smallest » it equals 0.87 and it
increases regularly with », becoming slightly greater than 1 for the most hydrated sample.
This result, namely that 2 R is close to D, is in fact now rather well accepted and means that
the micelles have a strong tendancy for percolation at a rather small value of ». In a previous
paper [10] the percolation effect, which is imposed by the minimization of the polymer-
micelle interface, was studied by one of us for micelles filled with bulk water. It is interesting
to obtain an idea of the specific surface o occupied by each charge on the surface of the
micelle. For the case of spherical micelles, if one considers that the external radius is
R and the number of charges is np, which is a reliable determination, one gets :

4 7 R?
np

. (22)

The values of o are reported in tablel. They are remarkably gathered around
73 A? in a rather good agreement with what has been proposed previously (58 A2). The
discrepancy for the less hydrated samples is probably not significant since there are less than 4
molecules of water per charge and the concept itself of a micelle may be unrealistic. The too
large value of o for P/P- =1 (@ = 0.25) can be interpreted as a sign for percolation. The
true o for « connected spheres » can be calculated from figure 2 of reference [10] and is about
0.86 times that deduced for an isolated sphere. This reduction gives o = 73.7 A? instead of
o =85.7A2 in good agreement with the rest of the series.

Furthermore, a constant o during the hydration process seems to be accompanied by an
increase of n(np). This conclusion is in agreement with previous studies [10].
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5. Conclusion.

The neutron scattering intensity curves have been obtained for a large range of
g values and for an extended set of hydrated samples. The results have been interpreted with
a model for the distribution function of the micelles in space. An invariant form has been
attributed to this function characterized by the same structural coefficients for the entire set. It
describes a situation with a rather strong local order, where a small overall attraction prevails.
The number of first neighbours is found to be four which is in agreement with general physical
considerations. The distribution function explains the existence of a central peak at
g = 0, without having to postulate long-range fluctuations.

The adjustable parameters, the radius of the micelles and the distance to the first
neighbours have been obtained for each sample and allow us to determine the number of
charges per micelle by 3 independent ways. This number is found to increase slightly with the
hydration process from 20 to 45 in order to keep constant the specific surface occupied by
each charge over the interface with the polymer (=73 A2).
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