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The Ni-P deposi ts  belong t o  t h e  amorphous a l l o y s  

which have been inves t iga ted  f o r  t h e  longest  time 

and although they have been t h e  subject  of several  
PI 

s t u d i e s  i n  t h e  l a s t  decade, we s t i l l  don ' t  possess $ I 

general ly  accepted, uniform p ic ture  about t h e i r  phys- 

i c a l  p roper t i es .  Contradictions can be found i n  t h e  

l i t e r a t u r e  a s  regards both t h e  calor imetr ic  measure- 

ments and t h e  descr ip t ion  of t h e  c r y s t a l l i n e  s t r u c t u r e  

of  phases occuring a f t e r  c r y s t a l l i z a t i o n  [2-81. The 

discrepancy i n  t h e  r e s u l t s  on amorphous Ni-P deposi ts  

have been a t t r i b u t e d  by many authors t o  concentration 

inhomogeneities present i n  t h e  amorphous samples and 

it was pointed out i n  some cases t h a t  t h e  degree and 

d i s t r i b u t i o n  of inhomogeneities depends on t h e  way of 

preparat ion.  The aim of t h e  present study was, with 

t h e  he lp  of d i f f e r e n t  experimental methods, a compa- 

r i s o n  of t h e  p roper t i es  of amorphous Ni-P a l loys  pre- 

pared by d i f f e r e n t  techniques. 

Sample preparat ion.  The samples used i n  t h e  pre- 

sent  work were obtained by chemical reduction from 

two d i f f e r e n t  so lu t ions  and by electrodeposi t ion.  

Measurements were a l so  done on rap id ly  quenched sam- 

p l e s  of  two d i f f e r e n t  compositions, t h e  de ta i led  re-  

s u l t s  of t h e i r  study, however, w i l l  be published 

elsewhere. The conditions f o r  e l e c t r o l y t i c  deposi t ion 

a r e  described i n  d e t a i l s  i n  Ref. [9]. 

The chemically reduced samples were obtained 

from ac id ic  baths and t h e  chemical reduction was 

achieved bjr sodium hypophosphite. The descr ip t ion  of 

t h e  general ly  accepted s teps  of t h e  reduct ion process 

can be found i n  t h e  l i t e r a t u r e  [lo]. The two solu- 

t i o n s  used f o r  chemical reduction d i f f e r e d  only i n  

type of t h e  n icke l  s a l t  dissolved:  bath C contained 

15-30 mg/cm3 N i ~ 1 ~ . 6 ~ ~ 0  and bath S contained 15-25 

mg/cm3 NiS04-7H20. The r e s t  of t h e  ingredients  was 

t h e  same i n  both cases : 10-20 mg/cm3 NaH2P02.H20, 

50 mg/cm3 CH3COONa.3H20, 0.005 mg/cm3 s t a b i l i z e r .  The 

pH value was 4-5 and t h e  bath temperature was kept 

constant a t  91°c. The same subs t ra te  mate r ia l ,  sub- 

s t r a t e  degreasing technique, a s  well a s  method of 

ac t iva t ion  of subs t ra te  surface by SnC12 and PdC12 

so lu t ion ,  t h e  same surface - t o  - volume r a t i o  and 

mixing r a t e  were appl ied i n  every cases .  

Exeprimental methods. The amorphous s t a t e  and 

t h e  amorphous-to-crystalline transformation of t h e  

Ni-P l a y e r s  prepared by d i f f e r e n t  techniques were in- 

ves t iga ted  by transmission e lec t ron  microscopy (TEM) 

by a JEOL 100-CX el-ectron microscope, by nuclear  

magnetic resonance (NMR) using a home-built cont i-  

nuous wave spectrometer, by measurements of e lec-  

t r o n i c  t ranspor t  p roper t i es  ( e l e c t r i c a l  r e s i s t i v i t y  

by t h e  four-point DC method, and thermopower by t h e  

d i f f e r e n t i a l  method [I 11 ) ,  and by d i f f e r e n t i a l  scan- 

ning calorimetry (DSC)  using a Perkin-Elmer ca lor i -  

meter. 

The s t r u c t u r e  of t h e  amorphous s t a t e  i n  both 

chemically and e l e c t r o l y t i c a l l y  deposited samples 

can be character ized by a se lec ted  a rea  electron-  

d i f f r a c t i o n  pa t te rn  which, i n  accordance with t h e  

l i t e r a t u r e  d a t a ,  shows a d i f fuse  r i n g  a t  t h e  posi- 

t i o n  of t h e  strongest l i n e  11 1 of N i  (2.03 8 )  a s  

shown i n  Fig.  lb. In t h e  case of e lectrodeposi ted 

and some of t h e  S-type chemically reduced samples, 

however, another d i f f u s e  r i n g  occurs a t  a pos i t ion  

corresponding t o  3.3 8. It i s  worth t o  note t h a t  

t h i s  r i n g  can correspond t o  a second neighbour d i s -  

tance (higher harmonics) a s  well but i n  any case,  

it i s  remarkable t h a t  i t s  pos i t ion  coincides with 

t h e  f i r s t  occuring l i n e  220 of  t h e  Ni5P2 compound 

( see  Fig. lc ) .  A d e t a i l e d  3 1 ~  NMR study on these  

amorphous Ni-P a l loys  i s  reported elsewhere [ 9 ] .  

Here we discuss  only t h e  r e l a t i o n  between t h e  Knight 

s h i f t  K and t h e  parameter k l  charac te r iz ing  t h e  

width of t h e  Knight s h i f t  d i s t r i b u t i o n .  Assuming 

t h a t  t h e  bas ic  contr ibut ion t o  K i s  t h e  contact 

s h i f t  Ks = x < ( Y ~ ( O ) ~ ~ > ~ ~  where xp i s  t h e  Paul i  
3 p 

s u s c e p t i b i l i t y ,  Ys(0) i s  t h e  wave funct ion of t h e  s 

e lec t rons  a t  t h e  nucleus s i t e ,  and FS denotes an 
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Fig. 1. Amorphous state of Ni-P alloys as 'shown by 
TEM: (a) electron micrograph; (b) selected area 
diffraction pattern; (c) internal diffuse dif- 
fraction ring appearing in some samples. 

average over the Fermi surface, the k l  vs K plot of 

Fig. 2 displays the dependence of the electronic den- 

sity fluctuation at the Fermi level on the average 

electronic density at the Fermi level. A fluctuation 

in the electronic density can be considered as a 

consequence of the diversity of phosphorous sites. 

It can clearly be seen from Fig. 2 that the samples 

prepared by chemical reduction from bath C exhibit a 

much higher degree of inhomogeneity than the samples 

prepared by other methods which show a common beha- 

viour in the sense that they have the same degree of 

inhomogeneity for a given average electronic density. 

The amorphous-to-crystalline transformation as 

shown by the DSC thermograms and resistivity vs. tem- 

perature plots seems to be considerably more com- 

plicated in the case of C-type chemically reduced 

samples (see Fig. 3) than in S-type samples (see 

later Fig. 6). It was found by DSC on C-type samples 

ground to half thickness that the solution side and 

the substrate side exhibited markedly different 

crystaliization processes. This difference can be 

assumed to be a consequence of inhomogeneities al- 

ready being present in the amorphous state. A common 

characteristic of the C-type samples is the onset of 

the crystallization process at unusually low tempera- 

tures (at 200~~). According to the TEM diffraction 

studies this first crystallization process is always 

accompanied by the occurence of Ni precipitates (see 

Fig. 4). The decrease in the resistivity shown in 

Fig. 3 is also an indication of the presence of Ni- 

grains shunting the sampie. Another common peculia- 

rity of the C-type samples is thatdespite the fact 

that a very complicated, multistage process can be 

observed during "in-situ" crystallization the final 

phases in every samples were Ni P(tetragonal) + 
3 

+ lii(random) as it is indicated by the diffraction 

patterns of Fig. 5. 

On the contrary, the S-type chemically reduced 

samples show a much more systematic behaviour. Ac- 

cording to the DSC thermograms and the resistivity 

L J 

0, I 0,2 0,3 
Fi . 2. Parameter kl describing the strength of the 
fizld dependence of 3 ' ~  NMR linewidth vs. Knight 
shift in amorphous Ni-P alloys prepared by chemical 
reduction from bath C ( m ) ,  chemical reduction from 
bath S (0  ) , electrodeposition (x) , rapid quenchin 
(P). The point labelled was taken from Ref. k2f 
(chemical reduction without specification of bath). 

vs. temperature plots displayed on Fig. 6 one can 
conclude a three-stage crystallization process. In 

these amorphous alloys the strength of the first 

step decreases with increasing phosphorous content 

and the situation is reversed for the third step. 

After the first stage TEM did not reveal the appea- 

rance of any crystalline phases in spite of the fact 

that according to the DSC measurements an exothermic 
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Fig. 3. DSC thermogram (A) and resistivity vs. tem- 
perature plot ( B )  of an amorphous Ni-P alloy (1 1.5 
at .%P) obtained by chemical reduction from bath C 



F i g .  4. I n  a l l o y s  chemical ly  depos i t ed  from ba th  C 
t h e  s t r u c t u r e  Ni+ amorphous can be observed by TEM 
a f t e r  t h e  f i r s t  c r y s t a l l i z a t i o n  process .  

r e a c t i o n  wi th  r a t h e r  h igh  hea t  evo lu t ion  took p l a c e  

and t h a t  t h e  sample became magnetic and remained 

magnetic even a f t e r  e t c h i n g .  No d e t a i l e d  magnetic 

measurements have been performed up t o  now. The 

f i r s t  s t a g e  of  c r y s t a l l i z a t i o n  can be considered a s  

t h e  development o f  Ni-rich bu t  s t i l l  amorphous r e -  

g ions  a t  l e a s t  a s  seen by TEM and t h e  r e l a t i v e l y  

smal l  decrease  i n  r e s i s t i v i t y  i s  due t o  a  weak 

shun t ing  e f f e c t .  Fig.  7 shows TEM d i f f r a c t i o n  p a t -  

t e r n s  a f t e r  t h e  second c r y s t a l l i z a t i o n  s t e p  and de- 

monstra tes  t h e  presence o f  N i  P +Ni and N i  P +Ni 
7 3 5 2 

phases .  We t h i n k  t h a t  t h e  d i f f r a c t i o n  p a t t e r n  of  t h e  

l a t e l y  mentioned phase ( N i  P ) agrees  wi th  t h a t  of 5 2 
t h e  hexagonal m i  P phase identified a s  a  new phase 

x Y 
by o t h e r  i n v e s t i g a t o r s  [13]. According t o  t h e i r  ob- 

s e r v a t i o n s  it t r ans fo rms  i n t o  the  t e t r a g o n a l  N i  P 
3 

phase.  The d i f f r a c t i o n  p a t t e r n s  of F i g .  8 suppor t  

t h a t  a l s o  i n  our  case  t h i s  same r e a c t i o n  t a k e s  p l a c e  

i n  t h e  t h i r d  c r y s t a l l i z a t i o n  p rocess .  It should be 

mentioned f u r t h e r  t h a t  a f t e r  c r y s t a l l i z a t i o n  on ly  

N i  P +Xi could  be i d e n t i f i e d  as f i n a l  phases i n  sam- 
7 3 

p l e s  i n  which t h e  t h i r d  c r y s t a l l i z a t i o n  s t ep .was  

absen t  ( t h i s  was found bes ides  t h e  S-type chemically 

reduced samples with low P-content i n  bo th  e l e c t o -  

depos i t ed  and r a p i d l y  quenched samples,  t o o ) .  

The e f f e c t  o f  phosphorous concen t ra t ion  was 

found t o  be sys t ema t i c  ( excep t  t h e  C-type chemical ly  

depos i t ed  a l l o y s )  a s  r e g a r d s  both  t h e  amorphous-to- 

c r y s t a l l i n e  t r ans fo rma t ion  ( s e e  F i g .  6 )  and t h e  

Flg.  5. I n  samples chemical ly  depos i t ed  from b a t h  C 
t h e  f i n a l  phases a f t e r  c r y s t a l l i z a t i o n  a r e  N i  P 
( t e t r a g o n a l )  and N i  (random) a s  shown by TEM. 3 

Fig.  6 .  DSC thermograms ( a )  and r e s i s t i v i t y  v s .  tem- 
p e r a t u r e  p l o t s  ( b )  of amorphous Ni-P a l l o y s  cherni- 
c a l l y  depos i t ed  from b a t h  S. 

amorphous s t a t e  a s  it i s  dep ic t ed  by F ig .  9 summa- 

r i z i n g  t h e  main r e s u l t s  and inc lud ing  l i t e r a t u r e  

d a t a .  Our room temperature  r e s u l t s  on t h e  e l c t r i c a l  

r e s i s t i v i t y ,  t h e  temperature  c o e f f i c i e n t  of  r e s i s t i -  

v i t y ,  and t h e  thermopower a r e  i n  agreement wi th  t h e  

measurements of Cote e t  a l .  [ I& ,  15') al though t h e  

s p e c i f i c  r e s i s t i v i t y  which can be  measured on ly  wi th  

g r e a t  u n c e r t a i n t y  seems t o  be s y s t e m a t i c a l l y  h igher  

by 10 t o  30 % i n  our case .  A d e t a i l e d  s tudy  of  t h e s e  

r e s u l t s  t o g e t h e r  wi th  t h e  temperature  dependences 

and t h e  i n t e r p r e t a t i o n s  based on t h e  extended Ziman 

theory  w i l l  be d i scussed  e lsewhere .  The t ransforma-  
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-- 
Fig. 7. In amorphous Ni-P alloys chemically depositea 
from bath S the following structures can be detected 
after the second crystallization step: (a) Ni P +Ni; 
(b) IJiSP2+IJi. 

7 3 

Fig. 8. The same as in Fig. 7 but after the third 
crystallization step: (a) Bi P +Ni; (b) Ni3P+Ni. 7 3 

I :  
I5 20 25 

Fig. 9. Physical properties of amorphous Ni-P alloys 
prepared by different methods: (a) temperature co- 
efficient of resistivity (light symbols) and thermo- 
power (solid symbols), both at 0 cO; (b) heat re- 
leased during amorphous-to-crystalline transforma- 
tion (light symbols) and transforination temperature 
(solid symbols). The solid lines represent data on 
electrodeposited alloys taken from Ref. [lhl and the 
symbol from Ref. [15] . Present results : chemical 
reduction from bath S ( a  and U ) , rapid quenchingh,d. 
tion heat values agree well with the literature da- 

ta @,14] whereas the transformation temperatures 

only to a less extent, in our samples they showed 

almost no change in the composition range studied. 

Conclusions. Ni-P amorphous layers chemically 

deposited from chloride bath are very inhomogeneous 

and this maskes any composition dependence. These 

alloys exhibit a complicated, multistage crystalli- 

zation process, and the both sides of the layers 

are inequivalent. The thermal stability of the sub- 

strate side is very weak, the precipitation of Ni 

phases starts below 2 0 0 ~ ~ .  The crystallized sample 

consisted in every case from Ni P and Ni phases. 
3 

Chemical reduction from sulphuric bath results in 

more homogeneous Ni-P layers which exhibit a three- 

stage crystallization process. After the first step 

no microcrystallites can be detected by TEM diffrac- 

tion in spite of the fact that an exothermic reaction 

with high heat evolution takes place during this step 

and that the sample becomes magnetic. In the second 

state Ni7P5, Ni and sometimes Ni P phases develop 5 2 
in the sample. After the third process Ni P can be 

3 
detected. 

Acknowledgements. The authors are indebted to 

T.Kem&ny, L.Gr&n&sy and I.Szab6 for their help in 

the measurements and to A.Lovas and E-Tdth-K&d&r for 

the rapidly quenched and electrodeposited samples, 

respectively. 

REFERENCES 

1 Brenner,A., Couch,D.E. and Williams,E.K., 
J.Res.NBS. 44, (1950) 109 

2 Bagley,B.G. and Turnbull,D., J.Appl.Phys. 3, 
(1968) 5681 

3 Grewal,M.S., Sastri,S.A. and Alexander,H., 
Thermochimica Acta lk, (1976) 25 

k Randin,J.P., Maire,P.A., Saurer,E. and 
Hinterman,H.E., J.Electrochem.Soc. '114, (1967) 
442 

5 Flechon,J., Kuhnast,F.A., Machizaud,F., Augin, 
B. and Peferense,A., J.Therma1 Analysis 9, 
(1978) 241 

6 Schlesinger,M. and Marton,J.P., J.Phys.Chem. 
Solids 20, (1968) 188 

7 Clements,W.G. and Cantor,B., to be published 
8 Graham,A.H., Lindsay,R.W. and Read,H.J., 

J.El.chem.Soc. (1965) 401 
9 Bakonyi,I., Kov&cs,I., Varga,L., Bagi,T., 

Lovas,A., T6th-KBdbr, E. and Tompa,K., in Proc. 
Conf. on Metallic Glasses: Science and Techno- 
logy (June 30-July 4, 1980, Budapest, ~ungary) 
to be published 

10 Gavrilow,G. , Chemische (stromlose) Vernickelung , 
p.129., Eugen Laure Verlag, 1974, Saulgau Wurtt. 

1 1  Nagy,E. and Mth,J., J.Phys.Chem.Solids 24, 
(1963) 1043 

12 Bennett ,L.H., Schone ,H.E. , and Gustaf son,P., 
~ h y s - ~ e v . ~ .  8, (1978) 2027 

13 Vafaei-Makhsos,E., Thomas,E.L. and Toth,L.E., 
Met .Trans. 9A, (1978) 1449 

14 Cote,P.J., Ph.D.Thesis, 1976, Rensselaer Poly- 
technic Institute, New York 

15 Cote,P.J. and Meisel,L.V., Phys.Rev.B. 20, 
( 1979) 3030 


