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CHARGED GRAIN-BOUNDARIES IN n-Ge BICRYSTALS 

X . J .  Wu*, V .  ~ z k i e l k o +  and P .  Haasen 

Ins ti t u t  ftir f4eta Z Zpkysik, Universi t i i t  G8t tingen and Sonderforschungsbereich, 
126 C d t  tingen/CZausLkal, F.R. C.  

~6sumg.- Nous avons fait crortre des bicristaux de germanium 
avec deux types de joint de flexion h faible gnergie, Z 9 et 
1 11 (d'aprss la classification du modsle CSL). Les courant- 
voltage caractgristiques des joints de grains ont 6t6 mgsur6s 
dans un domaine de temperature entre 77K et 420K. Nous trouvons 
des barrisres de potentiel seulement pour des joints du type 
Z 1 1  dans le germanium du type n, ce qui confirme des pr6dic- 
tions sur la structure atomique de ces joints [I]. 
Les rgsultats experimentaux permettent la conclusion que la 
charge Qlectronique des joints 1 1 1  est capturite par un dgfaut 
du r6seau avec un niveau d'energie d'environ 0,2 eV au dessus 
du sommet de la bande de valence. 

Abstract.- Germanium bicrystals with two types of low-energy 
symmetric tilt boundaries, Z 9 and Z 1 1  (CSL model classifi- 
cation) were grown. Current-voltage characteristics of grain- 
boundaries were measured in the temperature range 77 K-420 K. 
Potential barriers were found only at Z 1 1  boundaries in n Ge 
which confirms the theoretical predictions of the atomic 
structure of these boundaries [I]. From the experimental data 
the conclusion is drawn that the electronic charge of t 11 
boundaries is captured at the lattice defect with the energy 
level of about 0.2 eV above the top of the valence band. 

The analysis of the atomic structure of grain-boundaries in the diamond 
lattice given by Moller [I] predicts low energy "special" boundaries 
to have various concentrations of broken bonds. Namely, for the <011> 
symmetric tilt boundaries classified in the coincidence site lattice, 
model as 1 11 (rotation axis <110>, rotation angle 0 = 12g0) the 
concentration of broken should bg as high as - l o q 5  while for 
E 9 (rotation axis <110>, O = 39 ) a perfect bond saturation occurs. 
In semiconducting materials this difference should lead to drastically 
different electric properties of grain boundaries. 

A verification of this prediction is the aim of present paper. To mini- 
mize the effect of decoration of the grain boundaries by impurities 
(mostly oxygen) germanium was chosen as a model material. Because of 
its relatively small energy gap and the high potential barriers 
developing at charged boundaries attention is given to the barrier 
screening. 

Experiment.- Bicrystals with the common rotation axis <110> and two 
types of symmetric tilt boundaries Z 9 and Z 11 were grown using a 
two seed Crochalski method. The relative grain orientations in the bi- 
crystals were more accurate than 2O. Both p- and n-type bicrystals 
doped during growth were investigated. Bulk,rectangular samples 
(3.5 x 3.5 x 25 ma), with the long axis perpendicular to the grain'- 
boundary were cut out. The carrier concentration was measured by Hall 
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effect in every sample. Samples with various carrier concentrations 
in the range loT4- 5.1017 ~ m - ~  were investigated. 

Current contacts and small potential probes were prepared on both 
sides of the grain-boundary using a Ga-A1 amalgam. With a DC current 
flowing along the sample, perpendicularly to the grain boundary, the 
voltage drop bqtween the potential probes was measured. During 
measurements the sample was in an helium atmosphere with stabilized 
temperature. Various surface treatments and sample cross-sections were 
tried to exclude an effect of a surface conductivity on the experimen- 
tal results. 
Results and discussion.- When an electric current J flows through the 
sample, the potential barrier at a charged grain boundary results in 
an additional voltage drop over grain boundary which is calculated 
from the sample geometry and the voltage measured between the potential 
probes. Potential barriers were detected only at 1 1 1  boundaries in 
n-type samples. The effect of 1 11 boundary in p-type and of t 9 
boundary in both p- and n-type germanium on the sample conductance, 
if any, was below the detection limit (q@ - kT) . 
The J-V characteristics (V is the voltage drop over the grain-boundary) 
for all charged t 1 1  boundaries show three regions: a) an ohmic one 
(for V < 2 kT), b) region of current saturation, and c) a region of 
soft breakdown (Fig. 1). As a rule some small asymmetry appears for 
opposite biases. The J-V curve can generally be described by 

3 = Js (V) [ 1 -exp (-q 1 VI /kT) 1 (1 

Fig 1. - Typical J-V 
characteristics of charged 
grain boundaries and a 
scheme of the sample 
geometry. 
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The saturation current Js(V) is in the two first regions weakly depen- 
dent on the voltage and slightly increases with sample doping. The 
voltage at which a pronounced breakdown appears decreases with in- 
creasing sample doping. 

A zero-bias conductance of the grain-boundary can be defined as Go 
Go = q J (O)/kT. G is proportional to exp (-E /kT) in the temperature 
range fgom about 900 K up to intrinsic temper%zre with an activation 
energy EACT M 0.65 eV for all charged boundaries (Fig. 2). Below 
200K the dependence of G on temperature is found to be weaker 
and no activation energy c8n be ascribed to it. 

The obtained valueofE deviates clearlyfromEq/2which is 
expected for a currentACTdetermined by generation of minority carriers. 
The current of majority carriers over the potential barrier in high 
mobility semiconductors is adequately described by the thermionic 
emission theory (TET) [ 2 ] .  For the .current of carriers reaching the 
top of the potential barrier 4 ,  TET gives: 



where A* is the effective Richardson constant and < is the energy 
difference between the Fermi level and the bottom of the condution 
band. Assuming that only a negligibly small portion of this current is 
trapped at the grain-boundary one obtains for the zero-bias conductance 

G~ = A* T exp [ - (q9,+<) /kT 1 

I I 

Fig. 2.- Dependence of the zero- 
bias conductivity Go of charged 
1 1 1  grain boundaries in samples 
with various doping levels 
(NB 41-4.7-1017 ~rn-~, 
NC 11-1015cm-3, 
NA 31-2.5.101'~-3, 
NA 21-2-1014cm-3, 
NA 22-2.2.1014cm-3, the sample 
annealed and quenched). 

From the activation energy E only the temperature independent 
part of $o can be calculated?C%herfore, to estimate @o completely the 
theoretical value of the effective Richardson constant 
A* = 142 A K-= (with an isotropically averaged conductivity 
effective mass of electrons) is used. From the experimental data both 
I$ and Eo, the Fermi level position at the grain-boundary relative 
tg the valence band (see Fig. 3 1 ,  are calculated for every temperature. 

Fig. 3.- Dependence of the 
concentration of electrons 
trapped in grain-boundary 
states on the Fermi level 
position Eo. (The band 
scheme explains the de- 
fined quantities). 

It is worth pointing out that the screening of the barrier charge can 
not be calculated using the depletion approximation since Eo < 5, in 
the measured temperature range even for the sample with the highest 
doping (5.10'7cm-3). To relate the height of the potential barrier to 
the electronic charge trapped in grain-boundary states minority carrier 
screening of the potential (inversion) must be taken into account as 
it was done in [ 3 1 .  In the rigid band approximation the planar charge 
of the electrons inducing the barrier @ at the grain-boundary is given 
by 
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where ND is the donor concentration, E E ~  is the dielectric permitivity 
of the crystal, B = q/kT. 

Using this formula nT is calculated for every temperature for the 
experimental values of @, and plotted in Fig. 3 as a function of Eo 
for two samples with widely different doping levels. If the energy 
distribution of grain-boundary states, g(E) differs from zero for 
E = Eo then in the step-like approximation for the Fermi function 
a nT/a Eo = g(Eo). From Fig. 3 it is clear that in fact a n~/a Eo 5 0, 
i.e. g(Eo) = 0 in the whole range of experimentally obtained Eo. 
Moreover, the grain boundary states controlling the barrier charge 
must be located at energies above Eo max. 

Assuming that g(E) # 0 only for energies satisfying the condition 
(E - Eo) > 2 kT, the Boltzmann approximation can be used and an 
effective density of states NT with a single energy level, ET, can be 
introduced. 

In terms of this single level the areal concentration of electrons 
trapped at the grain boundary is 

nT = N exp [ -  (E - E ~ - E ~ )  /kTl T 9 
which multiplied by exp (-Eo/kT) gives 

nT exp (-Eo/kT) = NT exp f -  (Eg-~T) / k ~ f  

The left side of this equation is calculated from the experimental data 
for two samples with dopings differing by more than 3 orders of 
magnitude and given in Fig. 4 as a function of the inversebmperature. 
Experimental pointscan be fitted at higher temperature (smaller Eo, 
where the Boltzmann approximation is better fulfilled) by a straight 
line giving E -ET w 0.17 eV and NT 5.1013 ~ m - ~ .  On the other hand 
at higher tem3eratures predominant barrier screening by minority 
carriers is expected anq eq. (4) can be roughly approximated by 

Recalling that Eo = - q$o - 5 (see Fig. 3 )  one can generally solve 
eqs. (5) and (6) forEq@o, which substituted into the TET expression 
(3) gives for Go: 

Fig. 4.- Dependence of the left 
side of eq. ( 7 )  on the inverse 
temperature. 



2 1 where EACT = - E +-- E .E and E are the values of ET and E 
3 To 3 go To 90 9 

extrapolated to zero temperature. Eq. (7) gives a doping independent 
Go (the experimentally observed weak dependence can be explained by 
carrier scattering in the space-charge region) and Go proportional to 
N G ~ / ~ .  Assuming that the grain-boundary trap level is bound to the 
valence band Eg-ET = 0.20 eV is obtained from the experimental value 
Of EACT- 
Conclusions.- The analysis of the high temperature zero bias conducti- 
vity of charged 1 1 1  boundaries gives the general conditions for a 
single activation energy in the dependence of Go on temperature. These 
are the existence of a high concentration of almost empty states at 
the grain boundary (which makes the Boltzmann statistics applicable) 
and a strong screening of the barrier charge by minority carriers. 
Similar features are observed in Go(T) and measured with DLTS as a 
trap energy ET = 0.45 eV for small angle grain boundaries in Ge 141. 
This suggests that in both cases there is a common structural defect 
with a single trap level about 0.2 eV above the valence band. The fact 
that no barrier is detected with 1 9 boundaries confirms Moller's 
prediction and shows that the defect should be an intrinsic one. No 
barriers are observed in pGe at 1 1 1  boundaries. This points towards 
an acceptor character of the defect. 

The "apparent pinning" of the Fermi level in charged boundaries at 
Eo fi: 0.1 eV is due to simultaneous effect of a high trap density and a 
strong inversion layer at the boundary. The effect of at the inversion 
layer must be carefully considered in the analysis of both 
stationary (dc J-V characteristics) and nonstationary (ac conductivity, 
capacitance) phenomena at charged boundaries in Ge. 
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