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Resume - Les polymbres conducteurs come (CH), sont trbs intsressants come 
matdriaux d'dlectrodes dans des cellules dlectrochimiques. Nous avons combin6 
de telles dlectrodes avec des dlectrolytes solides pour fabriquer des piles 
"tout solide". Les premiers prototypes utilisant une anode d'argent et un 
dlectrolyte solide 3 conduction Ag+ fonctionnent de fa~on satisfaisante de- 
puis deux ans. Les performances ont dtd testdes sur de nombreuses cellules 
pour dtudier les pr6pri6tds dlectriques ainsi que les parambtres thermodyna- 
miques. Un grand nombre de cycles charge-ddcharge ont St6 enregistrds 2 di- 
verses valeurs de courant maintenu constant. Ceci a permis de dGterminer les 
propridtds essentielles : tension, courant, densitd de courant, fiabilitd, 
rendement faradique, rendement dnergdtique, etc. Les performances ont dtd 
6galement dtudides en fonction de la tempdrature, permettant d'obtenir l'en- 
thalpie et l'entropie de la rdaction dlectrochimique. La cindtique de la dd- 
charge a dtG soigneusement mesurQe et comparQe aux donndes de diffusion r6- 
cemment obtenues dans notre laboratoire 3 l'aide d'isotopes radioactifs. Ceci 
a donnd une explication claire du mdcanisme de transport atomique dans le po- 
lymsre. 

Abstract - The conducting polymers like (CH)x are very interesting materials 
for electrodes in electrochemical cells. We have combined such electrodes with 
solid electrolytes to build "all solid-state" batteries. The first prototypes 
using a silver anode and a silver conducting electrolyte have been working sa- 
tisfactorily since two years. The performances have been tested with many bat- 
teries to study the electrical properties as well as the thermodynamical para- 
meters. A number of cycles of charge-discharge have been recorded at various 
values of the current kept constant. This has allowed to determine the essen- 
tial properties : voltage, current, current density, reliability,Faradaic and 
energetic efficiency ... The performances have also been investigated as a 
function of temperature, allowing to derive the enthalpy and the entropy of 
the electrochemical reaction. The kinetics of the discharge has been thorough- 
fully measured and compared to the mass transport data recently obtained in 
our laboratory by using radiotracers. This has given a clear explanation of 
the mechanism of mass transport inside the polymer. 

I - INTRODUCTION. 

Soon after it was discovered by SHIRAKAWA et al. [I] in the U.S.A. that a polymer, 
namely (CH)x - initially highly insulating like most plastics- can acquire a sur- 
prisingly high electronic conductivity by a simple process, applications were found 
first in U.S.A. [2], France [3] and Japan [4].  As a matter of fact, polyacetylene 
doped by suitable donor or acceptor impurities exhibits the two essential properties 
of a good electrode : 

- h i g h  e l e c t r i c a l  c o n d u c t i v i t y  ( u p  t o  l o 3  Q-'. cm- l )  w i t h o u t  g r a p h i t e  a d d i t i v e  ; 
- h i g h  c a p a c i t y  o f  s t o r i n g  t h e  i m p u r i t i e s  ( u p  t o  30 % i n  m o l e  f r a c t i o n )  which  c a n  b e  

e a s i l y  r e s t i t u t e d  and become t h e  a c t i v e  m a t e r i a l  i n  a n  e l e c t r o c h e m i c a l  r e a c t i o n .  

Whereas MAC DIARMID's polyacetylene battery [5] utilizes a liquid electrolyte (espe- 
cially LiC(101, in propylene carbonate) our own cells are entirely solid, which means 
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that the electrolyte also is a solid. Among the relatively large number of combina- 
tions electrode/electrolyte our oldest battery works on the following principle : 

Ag / RbAghIg / (CHIy)x 

the design of which is schematically shown on Fig. 1 : 

F i g . l  - Solid-state Ag/12 polyacetylene battery. 

I1 - THERMODYNAMICS. 

In order to investigate separately the influence of the different components, the 
following cells have been studied : 

This last cell differs from the first one, only by the absence of any initial Ag I. 
However a thin film of AgI spontaneously covers the silver anode because of the che- 
mical attraction and grows as electrical power is supplied from the battery. Then, 
the next cells have been considered : 

The electromotive force E (or open circuit voltage) has been registered versus time 
(Fig. 2) with a high impedance voltmeter at a number of temperatures ranging from 
-30 OC to +30 OC (at the atmospheric pressure). The linear dependence E=f(T) on 
figure 2 refers to the composition y=0.07. The e.m.f. increases with increasing y 
according to a logarithmic law without more than one obvious plateau. ~ h o u ~ ~  this 
behavior doest not support the assumption of intercalation with successive and well 
defined stages [ 6 ] .  

The same values are obtained with the two electrolytes AgI and RbAg4 I5 as it must 
be, which encourages the use of the superconducting ionic RbAgs I5 for a smaller in- 
ternal resistance and therefore higher current density. From our results and the che- 
mical constants of AgI (standard enthalpy of formation = - 14.9lKcal.m0le-~and stan- 
dard entropy = 3.14 ~al.mole-~.K-') we may estimate the entropy and enthalpy of the 
reaction : 



AS = - 0.8 c a l  .mole-'. K - ~  and AH - - 1 Kcal .mole-'. This surpr i s ing ly  small AH shows a 
weak in te rac t ion  between iodine and thepolymer chain. 

Fig .  2 - Temperature dependence o f  t h e  Elec t romot ive  f o r c e  
o f  t h e  Ag/12 b a t t e r y  wi th  (CHI,. , , )x.  

I11 - KINETICS. 

a .  Absorption and deso rp t ion .  

An e s s e n t i a l  q u a l i t y  f o r  an electrode i s  i t s  capabi l i ty  t o  s t o r e  a  l a rge  amount 
of a c t i v e  mater ial .  This condition i s  well f u l f i l l e d  f o r  polyacetylene which i s  ab le  
t o  s t o r e  a s  much a s  30 % i n  mole f r a c t i o n  [7] of acceptor impuri t ies  (e.g. iodine) a s  
well a s  donor impuri t ies  (e.g. sodium). However, i t  i s  a l s o  e s s e n t i a l  t h a t  the  ac t ive  
mater ial  can rapidly be exchanged a t  the electrode i n t e r f a c e  i n  order  t o  prevent a  s i -  
gnif i c a n t  concentration overvoltage. We have measured [8] t h e  r a t e  of absorption and 
the  r a t e  of desorption of t h e  a c t i v e  mater ial  of t h e  cathode polyacetylene/iodine. 
This i s  based on the measurement a s  a  funct ion of time o f t h e  rad ioac t iv i tyof  thepoly- 
acetylene cathode immersed i n  a  so lu t ion  of l abe l led  iodine i n  pentane (Fig. 3 ) .  In  

Fig.  3 - Absorption and deso rp t ion  o f  i o d i n e  i n  and o u t  from a po lyace ty l ene  f i l m  
immersed i n  a  pentane s o l u t i o n  o f  r a d i o a c t i v e  i o d i n e .  
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addition, to get a better understanding of the diffusion mechanisms at the microsco- 
pic level, the distribution of radioactive iodine has been measured after a givendif- 
fusion time [9]. For that purpose, the sample is sliced into parallel sections of one 
micron thickness with a microtome. A number of distribution profiles have been obtai- 
ned for several concentrations in the temperature range -60 +20 OC. The penetration 
mechanism has been elucidated and the diffusion coefficients determined : and 
10-l7 for the inter- and intra-fibril diffusion coefficients and for the overall 
process [lo]. In addition, the kinetics of reaction (I) was also obtained in the same 
experiment. Reaction (I) is only slightly thermally activated with the activation en- 
thalpy AH1=2 Kcal.mole-'. 

b. K i n e t i c s  o f  c u r r e n t  d i scha rge .  

Consider a cell initially charged at the mole fraction y. When it is short-circui- 
ted, the whole stored electricity is delivered in a few minutes only (Fig. 4).Because 

Fig.  4 - S h o r t - c i r c u i t  d i s cha rge  o f  
a  b a t t e r y  con ta in ing  10  mg o f  CHx 
with 7 %  mole f r a c t i o n  o f  i o d i n e .  

F ig .  5 - S h o r t - c i r c u i t  c u r r e n t  o f  a  b a t t e r y  con ta in ing  10mg o f  ( C H ) x  and t h e  
r e s p e c t i v e  mole f r a c t i o n s  y  o f  i o d i n e  : A :0.014, V:0.03, : 0.047, 
: 0.067, a s  a  func t ion  o f  t-'I2. 



of the high ionic conductivity of the solid electrolyte, the rate of discharge of the 
present battery is expected to be controled by the motion of the iodine from the ca- 
thode to the cathode/electrolyte interface. In such a case, the time dependence on 
the current density i should obey the equation : 

where F is the Faraday, C the concentration of polyacetylene (in mole of CH per unit 
volume), t the time and D the diffusion coefficient. The experimental results like 
those of Fig. 4 for a given y are plotted as a function of t-112 on Fig. 5. The sim- 
ple theoretical equation (11) is well satisfied : one observes a linear dependence 
of i-VS-t-112. Furthermore, the same data are represented as (~i/~t-*~)-vs-~ on Fig.6. 

Fig. 6 - Influence of the  i n i t i a l  
iodine content y on the 
time dependence o f  the 
s h o r t - c i r c u i t  cur ren t .  

One observes a new straight line passing through the origin also in accordance with 
equation (11). From the slope of this line, one derives the value D =  1.5x lo-' cm2. 
sec-I in good agreement with the tracer data [8,10]. One can therefore conclude that 
the rate at which electricity is supplied from our Ag/12 battery is controled by the 
diffusion of iodine. However, the present results do not eliminate the possibility 
that some part of the iodine also diffuses through the RbAgk I5 electrolyte, accor- 
ding to a diffusion process which would be characterized by a smaller diffusion coef- 
ficient. Such a diffusion, even small, would have the baneful effect of self-dischar- 
ging the cell. Up to now, it has not been possible to keep the stored energy over a 
few months. The different causes of self-discharge, including diffusion of iodine mo- 
lecules through the electrolyte, are being investigated. 

I11 - PERFORMANCES. 

The Ag/12 polyacetylene solid state battery shows the following characteristics : 

- o p e r a t i o n a l  a t  room t e m p e r a t u r e ,  
- w a t e r p r o o f ,  
- s h o c k - r e s i s t a n  t ,  
- e x t e n d e d  l a s t i n g ,  p r o b a b l y  o v e r  t e n  y e a r s  i n  i t s  d i s c h a r g e d  s t a t e ,  
- many p o s s i b l e  r e c h a r g e s ,  
- c u r r e n t  d e n s i t y  u p  t o  50  m~.cm-', 
- v o l t a g e  o f  0.65 V .  O u r  s tandard  sets combine t h r e e  e l e m e n t s  to g e t  a v o l t a g e  o f  2V, 
- i n t e r n a l  r e s i s t a n c e  : 10 $2, 
- e n e r g y  d e n s i t y  : 10 Wh-kg-1, 
- b e s t  f i e l d  o f  a p p l i c a t i o n s  : s u p p l y  o f  e l e c t r o n i c  d e v i c e s  o r  l i q u i d  c r y s t a l  d i s -  

p l a y s  u t i l i z i n g  electric c u r r e n t s  i n  t h e  r a n g e  1-100 w, 
- b e s t  q u a l i t y  : can  be prepared  i n  t h e  d i s c h a r g e d  s t a t e  and t h e n  s t o r e d  f o r  many 

y e a r s  w i t h  n o  damage. 
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I V  - CONCLUSIONS. 

In this short description of our Ag/I1 polyacetylene battery, we have been faced to 
both fundamental and applied aspects. 

The applied aspects concern the feasibility of a solid-state battery using polyace- 
tylene, which possesses the interesting properties briefly summarized in section 111. 
In addition, the Ag11~ battery work has also been very useful to the comprehension 
of the polyacetylene cathode, the same that we are now also successfully using in 
our Na/I2 polyacetylene battery. 

The fundamental part concerns the results that we have obtained when trying to un- 
derstand the working mechanisms of the battery. Those results fall into two catego- 
ries : 

- thermodynamical propert ies  : e n t h a l p y  and  e n t r o p y  o f  a s s o c i a t i o n  p o l y a c e t y l e n e -  
i o d i n e .  T h e  p r e s e n t  s t u d y  h a s  shown t h a t  t h e r e  i s  a  c h e m i c a l  r e a c t i o n  p o l y a c e t y -  
lene + i o d i n e  c h a r a c t e r i z e d  b y  a  v e r y  s m a l l  e n e r g y  o f  a t t r a c t i o n .  T h i s  s t u d y  i s  
t o  be combined w i t h  t h e  s t r u c t u r a l  i n v e s t i g a t i o n s  : X-ray [I 11 , N.M.R. [12], 
E.P.R. [13], I.R. [14], Raman [15], etc.. . ; 

- kinet ical  propert ies  : We h a v e  a l s o  measured  the k i n e t i c a l  p a r a m e t e r s  o f  the r e a c -  
t i o n  of a s s o c i a t i o n .  A n o t h e r  k i n e t i c a l  a s p e c t  e s s e n t i a l  f o r  t h e  o p e r a t i v e  c o n d i -  
t i o n s  o f  t h e  b a t t e r y  c o n c e r n s  the m o t i o n  o f  i o d i n e  t h r o u g h  p o l y a c e t y l e n e .  T h e  p r e -  
sent s t u d y  h a s  shown t h e  n a t u r e  o f  t h e  mechanisms  and t h e  d i f f u s i o n  c o n s t a n t s ,  b y  
u s i n g  t h e  r a d i o t r a c e r  t e c h n i q u e s  and t h e  e l e c t r o c h e m i c a l  m e t h o d s .  
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