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ADIABATIC SHEAR BAND VELOCITIES 

G.L. Moss and D.S. Pritchard 

Ballistic Research Laboratory, Aberdeen Proving Ground, MD. 21005-5066,U.S.A. 

Resume - On ddcrit une nouvelle m6thode d'etude de la vitesse de propagation 
des bandes de cisaillement adiabatique sous pression hydrodynamique. L'inter- 
pretation des vitesses de propagation depend de l'evaluation des champs de 
contrainte et de ddformation de la zone dans laquelle se produit cette propa- 
gation. O n  a utilise le code C-HEMP pour obtenir lthistoire des chargements 
et on a conpar6 les resultats avec les observations de bandes de cisaillement 
adiabatique. O n  propose une relation quantitative entre la vitesse de la bande 
de cisaillement adiabatique et la pression. I1 semble que la pression a une 
influence marquee sur le comportement d'une bande de cisaillement adiabatique. 

Abstract - A new method of investigating adiabatic shear band velocit ies 
under hydrodynamic pressure i s  described. Interpretation of propagation 
ra tes  depends on an appreciation of the s t ress  and s t ra in  f ie lds  into which 
propagation occurs. The C-HEMP computer code has been used to characterize 
load his tor ies ,  and resul ts  are described for  comparison with the adiabatic 
shear bands observed. A quantitative dependence of adiabatic shear band 
velocity on pressure i s  suggested, and the indication i s  that  pressure alone 
can be a significant influence on adiabatic shear band behavior. 

I - INTRODUCTION 

While adiabatic plast ic shear cannot occur during low-rate deformations, i t  has been 
known for  some time that  i t  i s  an important p las t ic  phenomenon encountered in high- 
r a t e  machining, upset forging, explosively bursting shel ls ,  and rod-plate impacts. 
Furthermore, i t  has become apparent tha t ,  i f  the conditions are r ight,  there i s  
l i t t l e  res t r ic t ion ,  i f  any, on which type of materials will undergo adiabatic plas- 
t i c  shear. A t  l ea s t ,  i t  i s  known to  have occurred in face-centered-cubic, body- 
centered-cubic, and hexagonal-close-packed metals; p las t ics ;  and ceramics. A t  t h i s  
time, in teres t  centers on modeling the process and characterizing materials in such 
a way that  predictions of deformation are possible when adiabatic shear i s  involved. 

Modeling of the adiabatic shear process can be categorized as progressing along two 
dis t inc t ly  different,  although supplementary, l ines.  In one approach, the consider- 
ation i s  of a single band. The emphasis i s  on the appropriate consti tutive rela-  
tions and the re la t ive  rates of p las t ic  work and heat conduction. Details modeled, 
or predicted, are the in i t ia t ion  conditions, temperatures at tained,  and s t r a in  dis- 
tr ibutions.  The shear band i s  usually implied to  extend completely across the 
deforming material. 

In contrast ,  the model due t o  Curran e t  a l .  deals with a shear band array that  i s  
superimposed on the p las t ic  f ie ld  when the c r i t i ca l  condition fo r  adiabatic shearing 
i s  attained / l / .  With continued loading, adiabatic shear bands continue to  nucleate, 
and those that  already exis t  grow. A special feature of the analysis i s  that  mater- 
ia l  damage from the shear band array i s  predicted. The growth referred to  here i s  
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the extension of the region of adiabatic shear in the shearing plane, as opposed to  
changes in the width of an adiabatic shear band (ASB). To avoid confusion with 
changes in the band width, the r a t e  of extension in the plane of shear will be 
referred t o  as the ASB velocity, VS,. 

In many practical si tuations in which adiabatic shear i s  encountered, the p las t ic  
flow occurs while there i s  extreme pressure in addition to  the stresses responsible 
fo r  the shear. I t  i s  the purpose here t o  describe an investigation of VS, and the 
way i t  depends on pressure. 

Using rod-plate impact t e s t s ,  Wingrove and Rogers clearly showed how the length of 
adiabatic shear bands increase as a function of the extent of punching and, thereby, 
revealed that  the bands do grow with time / 2 , 3 / .  Later, indirect  measurements of 
VS, were reported by Curran e t  a l .  who developed a navel trial-and-error method of 

determining th i s  velocity from information gleaned from expanding cylinder t e s t s  / l / .  
The bands they observed in 4340 s tee l  ( R C  Hardness 40) were c i rcular ,  and the veloc- 
i t y  depended on the band radius, R ,  and the effective p las t ic  s t ra in  r a t e ,  F, 
according to  the relat ion 

:P v,, = n = C R  . , 
with an upper l imi t  given by the sound speed and the imposed plastic s t ra in  which 
must be equal to  or  greater than the s t ra in  from adiabatic shearing. In the cylinder 
t e s t ,  the material i s  precompressed with an explosive load, but the pressure changes 
dras t ica l ly  with time with the resul t  tha t  no specific pressure can be associated 
with the velocit ies determined. 

There are apparently torsion-tube t e s t s  under development tha t  will allow a normal 
s t ress  to  be applied along the tube axis as the tube i s  twisted t o  cause adiabatic 
shearing. Thi S i s  an especial ly a t t rac t ive  t e s t  configuration because the loading 
can be moderately well characterized. However, the normal s t ress  may be limited t o  
the flow s t ress  of the sample. 

In the following, a new technique i s  described fo r  the determination of adiabatic 
shear band velocit ies a t  extremely high pressures. 

I 1  - APPROACH 

The approach i s  based on rod and plate impacts with a special configuration that  
allows a shear band t o  propagate into precompressed material. For reference, V 
was determined with no intentional pressure superimposed on the shear. This wa?,' 

accomplished with simple rod impacts as 
shown in Fig. 1. The load duration was con- 
t ro l led  with the length of the rod, and a 

SHEAR UNDER 
EDGE OF 

4 V1 symmetrically placed anvil located behind 
PUNCH 

PUNCH the sample insured there was no reloading of 
the shear band. Clearly the material under 
the punch i s  compressed on impact, but the 
region of shearing i s  a t  the edge of the 
punch, and i t  i s  not pressurized except as 
the pressure f i e ld  under the punch spreads 

A N V I  L out la tera l ly .  Part of the study i s  to  
determine the pressure history in the shear- 
ing region since t h i s  i s  a general feature 
of rod-plate impacts. In any event, the 

Fig. 1 - Configuration used to  pressure t e s t s  involve uniform pressuriza- 
determine reference adiabatic shear tions i n  addition to  any edge ef fec ts  from 
band velocit ies.  punching. 



The configuration used to create 
STRESS WAVE adiabatic shear under pressure is 
ATTENUATOR shown in Fig. 2. The impactor created 
AND TRAP a stress wave in the sample and leaves 

it compressed behind the wave front. 
*I M PACT0 R 

vii 
The length of the impactor is chosen 

SHEAR 
to insure the pressure is maintained 

-SAMPLE 
during shearing except as altered by 
the loading that causes the shear. 
The shearing action is caused by the 

-ANVIL A-B material pair of the anvil. When 
( A - B  PAIR) the stress wave in the sample reaches 

the anvil, it is partly reflected from 
the interface between the sample and 
material B of the anvil. The result 

Fig. 2 - Impact geometry used to create is a particle-velocity discontinuity, 
adiabatic shear bands under pressure. Au above the A-B interface of the P' 

anvil. This discontinuity in particle 
velocity propagates vertically into the sample 
as shown in Fig. 2. Whether or not adiabatic 
shear occurs depends on the magnitude of Au 

P 
and the load duration. The stresses in the 

REFLECTED bloT A \\l MATERIAL A FOR sample impact and velocity, Au P depend Vi, as on shown the materials in Fig. 3 and /4 / .  the 

The impact stress normal to the impact inter- 
face is given by the impulse momentum relation 

o X = P U U  
UP O S P  

( 2 )  

where us is the shock wave velocity, and the 

Fig. 3 - Graphical Yndication of particle velocity, U , is half the impact 
P the difference velocity, Vi. The hydrodynamic pressure, p, created in a material A shock 

compressed to ox when it is backed attained is 

with an anvil of dissimilar P = a -(2/3)oy, materials A and B. X (3) 

where U,, is the yield stress 141. After the stress wave in the sample reaches the 

sample-anvil A-B interface, ox and u can be determined graphically as shown in 
P 

Fig. 3 for the reflected wave according to the reflection conditions 

There is no reflection from the sample-anvil A-A interface which is why the particle- 
velocity discontinuity, Au ;--occurs. 

p )  
Impact velocities and anvi1,haterials were selected to allow meaningful comparisons 
of the extent of shearing from test to test. For the purpose of these comparisons, 
AU was held constant in a series of tests including impacts with zero preimposed 
P 

pressure. Suitable conditions for a particle-velocity discontinuity of 0.11 mmlvs 
in steel samples are listed in Table I. 
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TABLE I 

SHEAR TEST VARIABLES 

(Steel Sample, A u p . =  0.11 mm/vs) 

IMPACT VELOCITY IMPACT STRESS, ox ANVIL 
mm/v S G Pa MATERIALS 

0.22 0.00 Not Applicable 
0.27 5.28 Steel -PMMA 
0.34 6.80 Steel -Mg 
0.52 10.80 Steel-2024 A1 
0.67 14.20 2024 A1 -Teflon 

The load duration was controlled w i t h  the unloading from the f ree  surfaces of the 
anvil materials. The lengths of these pieces were selected t o  insure the shear-load 
duration was the same as in the comparable rod-impact "zero-pressure" t e s t .  This 
allows a l l  resul ts  to  be compared di rec t ly  as the ef fec ts  of pressure are investi-  
gated. The length of the steel  anvil was 2.54 cm i n  every t e s t ,  while the length of 
the other anvil material was selected according t o  the relat ion 

where the superscripts identify materials, tllo and as, are the load duration and 

adiabatic shear band length, respectively, fo r  the "zero-pressure" t e s t ,  oxl i s  the 

impact s t r e s s ,  and aX2 i s  the s t r e s s  in the sample above the anvil material B a f t e r  

the i n i t i a l  shock wave i s  reflected from the sample-anvil (A-B) interface. 

"Zero-pressure" t e s t s  have been conducted w i t h  three s tee ls .  One was a low-alloy 
Ni-Cr-MO stee l  with a hardness of RC 49 ( C  0.30, Mn 0.9, P 0.009, S 0.013, Si 0.34, 
Cu  0.03, N i  0.97, Cr 0.58, M O  0.50, A1 0.025 w t .  %). The other s tee ls  were low- 
alloy Ni-Cr s t ee l s ,  one w i t h  a hardness of RC 34.2 ( C  0.22, Mn 0.26, P 0.001, 
S 0.015, Si 0.19, Ni 3.2, Cr 1.1, MO 0.2 w t .  %) and the other with a hardness o f  
RC 23.5 ( C  0.27, Mn 0.27, P 0.001, S 0.008 Si 0.15, Ni 3.47, Cu 0.05, Cr 1.37, 
M O  0.17 w t .  %). The i n i t i a l  pressure-shear t e s t s  have been conducted on the RC 23.5 
Ni-Cr a1 loy. 

I11 - RESULTS 

The degree of punching was strongly dependent on the sample hardness, and i n  some 
cases, the deformation was insufficient  to  create adiabatic shearing. In every 
t e s t ,  an impression was l e f t  i n  the sample surface w i t h  a measurable step,  d ,  a t  the 
location of the particle-velocity discontinuity. 

I l lus t ra t ions  of the adiabatic shear bands formed in the "zero-pressure" and the 
pressure-shear t e s t s  are shown in Fig. 4. In Table 11, a l i s t  i s  given of the 
impact conditions, the depth of the surface impressions, and the resultant  lengths 
of the adiabatic shear bands formed. In the "zero-pressure" t e s t ,  the impactor-air 
pair plays the same role in creating AU as the anvil pair  in the pressure-shear 

P 
t e s t .  This i s  why s tee l -a i r  i s  described as the anvil pair fo r  the "zero-pressure" 
t e s t s  l i s ted  i n  Table 11. 



Fig.  4 - Adiabat ic  shear bands formed (A) i n  a "zero-pressure" 
t e s t  and (B) a t  a hydros ta t i c  pressure o f  5.28 GPa, X107. 

TABLE I 1  

TEST CONDITIONS AND RESULTS 

SAMPLE 
(S tee l )  

HARDNESS 
RC 

ANVIL IMPACT 
VELOCITY 
mm/us 

APPROXIMATE 
PRESTRESS 
U,, GPa 

IMPRESSION 
DEPTH, d 

LENGTH 
ADIABATIC 

SHEAR BAND 
mm 

ADIABATIC 
SHEAR BAND 
VELOCITY 

mm/ TJ s 

s t e e l - a i r  0.120 
I, 0.229 
I 1  0.234 
,I 0.233 
I, 0.109 
,I 0.217 

0.0 
0.0 
1.50 
1.72 Tota l  
0.0 
1.33 
0.0 
0.20 

Load durat ions were determined by accounting f o r  the c r i t i c a l  s t r a i n  t o  s t a r t  adia- 
b a t i c  shear as w e l l  as the  s p e c i f i c  d e t a i l  t h a t  ended it. Adiabat ic  shear band 
v e l o c i t i e s  were determined w i t h  these t ime increments and the  adiabat ic  shear band 
lengths observed on sample cross sect ions. These are l i s t e d  i n  Table 11. 

I V  - INTERPRETATION OF RESULTS 

Steels w i t h  d i f f e r e n t  hardnesses were i n i t i a l l y  tes ted  t o  e s t a b l i s h  what impact 
v e l o c i t i e s  would be necessary i n  pressure-shear tes ts .  Results o f  these t e s t s  
i n d i c a t e  t h a t  VsR increases w i t h  hardness. Th is  t r e n d  i s  presumably because f low 

s t ress  and, therefore,  d i s l o c a t i o n  v e l o c i t y  increases w i t h  hardness. The presump- 
t i o n  i s  t h a t  VSB depends on d i s l o c a t i o n  v e l o c i t y .  

The main p o i n t  o f  importance i s  t h a t  VSB appears t o  have been g rea te r  f o r  the pres- 

sur ized s t e e l  than f o r  the  "zero-pressure" tes t .  Th is  r e s u l t  should be accepted 
w i t h  some cau t ion  because the  leng th  o f  the  ASB observed i n  the  pressure-shear t e s t  
was shor t ,  and VSB depended on a small  t ime increment. Nevertheless, i t  i s  an 

i n t e r e s t i n g  r e s u l t  when i t  i s  considered how pressure might in f luence  VSB. 
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I t  i s  generally acknowledged that  adiabatic shear i s  simply localized plas t ic  flow 
with p las t ic  heating f a s t e r  than conductive cooling. Complex materials may undergo 
concomitant phase changes, but t h i s  i s  not a necessary condition /5,6/. Perhaps an 
appreciation of VsR i s  t o  be gained by re la t ing  i t  t o  the dislocation motion under- -- 
lying the p las t ic  flow. A t  low s t r e s s  levels dislocation motion i s  intermittent ,  
b u t  a t  the c r i t i ca l  condition fo r  adiabatic shear, the flow s t ress  i s  approximately 
a maximum. Furthermore, adiabatic shear band widths are enormous compared with the 
distance between dislocations in highly deformed material. I t  i s  proposed, there- 
fore ,  that  a t  the leading edge of an adiabatic shear band, there are always mobile 
dislocations even though many may be pinned and immobile. Also, fo r  some materials 
the s t ra in  a t  which adiabatic shear begins i s  high, and substantial l a t t i c e  rota- 
tion must occur before adiabatic shear begins. In t h i s  event, there are always 
s l i p  planes approximately aligned with the adiabatic shear band and with the s l i p  
direction in the direction of maximum shear. For these conditions VSB approxi- 

mately equals the dislocation velocity. A proportionality constant, CO, would 

account for whatever crystallographic misal ignments s t i l l  exis t  when adiabatic 
shearing begins. If the dislocation velocity i s  given by the Johnson-Gilman equa- 
t ion ,  then 

where V, i s  the maximum dislocation velocity, and 7, i s  a parameter /7/. Recently, 
Jung proposed that  the flow s t ress  for  dislocation motion i s  pressure dependent and 
given by 

where G i s  the shear modulus, yo is the compressibility, and the subscript "o" 

refers to  1 atm /B/. Spitzig and Richmond noted that  fo r  s tee ls  th i s  i s  equivalent 
to the general experimental resul t  that  

T = ~ ~ ( 1  + 3 a P ) ,  (8 

where a is a pressure coefficient  tha t  i s  constant and equal to  19.2 ~ P a - l  for  a l l  
ferrous materials /g/. The pressure dependence of the adiabatic shear band veloc- 
i t y  follows as 

vSB = C,V= exp [-r,/T0(1 + 3 a P )  . l (9) 

According to  Eq. 9, VSB should increase with pressure and be appreciably influenced 
by high pressure. 

The impact configuration introduced here as a means of investigating the pressure 
dependence of adiabatic shear was intended to  be simple to  f a c i l i t a t e  interpreta-  
tion. Nevertheless, there are  complexities that  must be addressed. For example, 
the la tera l  spreading of the pressure f i e ld  under the edge of the punch deserves 
consideration. This ef fec t  has been investigated by simulating actual conditions 
with computations of the s t ress  h is tor ies  with the C-HEMP computer code. An i l l u s -  
t ra t ion  of the resul ts  i s  presented in Fig. 5. The spreading of the pressure f i e ld  
under the edge of the punch i s  evident from the isobars shown, but i t  i s  also c lear  
that  the t e s t s  were essential ly as intended w i t h  minor adjustments required to  
account for  the actual pressure f i e lds  into which the adiabatic shear bands propa- 
gated. 



Fig. 5 - Pressure contours 3 .01~s  a f t e r  an impact a t  0.20 km/s 

V - CONCLUSIONS 

A. The plate-impact spli t-anvil  technique described f o r  the creation of adia- 
batic shear in compressed material can be effectively used to  determine adiabatic 
shear band velocit ies as a function of pressure. 

B.  Adiabatic shear band velocity increases w i t h  sample hardness f o r  the class 
of s t ee l s  investigated. 

C .  Adiabatic shear band velocity, V S B ,  increased significantly with pressure. 

I t  i s  suggested that  VSB i s  proportional t o  dislocation velocity and, therefore, 

depends exponentially om ( l  + 3 a P)-'. 
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