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THE PHYSICAL PROPERTIES OF CADMIUM TELLURIDE (*)

A. J. STRAUSS

Lincoln Laboratory, Massachusetts Institute of Technology
Lexington, Massachusetts 02173, U. S. A.

Résumé. 2014 Cet article passe en revue les propriétés structurales, thermiques, mécaniques, optiques
et électriques du tellurure de cadmium. Celles-ci sont par ailleurs comparées aux propriétés phy-
siques des autres composés IIB-VIA.

Abstract. 2014 This paper reviews the structural, thermal, mechanical, optical, and electrical
properties of CdTe and compares them with the physical properties of the other IIB-VIA com-
pounds.

Section L 2 : Physical properties and growt property relationships.

1. Introduction. - To introduce the papers that
follow concerning specific properties and applications
of CdTe, this paper gives a comprehensive survey of the
whole range of physical properties of this material. A
number of these properties will be compared with
those of the other IIB-VIA compounds ; although
care has been taken to insure that the information

presented for the other compounds is accurate, it

should be noted that this information has been drawn

primarily from published compilations of data, whereas
for CdTe a systematic attempt was made to select
the most reliable values from the current literature.
Most of the figures included are reproductions of figu-
res from published papers. These have been chosen
mainly because of their suitability as illustrations for a
review article, and their selection does not imply any
judgment concerning the overall merit of the papers in
which they appear relative to other papers on the same
subjects.

2. Structural properties. - Figure 1 shows a por-
tion of the periodic table that includes the elements of
Groups IIB and VIA. Both Cd and Te are located in
the fourth row of the table, with atomic numbers of
48 and 52, respectively, so that CdTe belongs to the
same isoelectronic series as Sn, InSb, and AgI. Since
both HgSe and HgTe are semimetals, CdTe’s average
atomic number of 50 is the highest for any IIB-VIA
semiconducting compound.
Table 1 lists the stable crystal structures at atmosphe-

ric pressure and the ionicities on the Phillips scale [1 ]
of the 12 binary compounds formed by combining Zn,
Cd, and Hg with 0, S, Se, and Te. (For convenience,
throughout the rest of the paper these will be referred
to as the II-VI compounds, rather than the IIB-VIA

(*) This work was sponsored by the Department of the Air
Force.

FIG. 1. - Portion of the periodic table including the elements of
Groups IIB and VIA.

compounds. The compounds of the Group IIA elements
are not considered here.) Like ZnSe, ZnTe, HgSe and
HgTe, as well as HgS above 377,OC and ZnS up to
about 1020 OC, bulk CdTe has the cubic zincblende
structure, the binary analog of the diamond structure.
In this structure each atom is tetrahedrally coordi-
nated with four nearest neighbors of the other element.
The hexagonal wurtzite structure of ZnO, CdS, CdSe,
and of ZnS above its transition temperature, also
exhibits tetrahedral coordination, which is characte-
ristic of compounds with sufficiently covalent binding.
The Phillips ionicity of CdTe is 0.717, the highest for
any of the II-VI compounds with either zincblende or
wurtzite structure at room temperature. Thus all the
compounds of this type have ionicities less than 0.785,
the value selected by Phillips as the threshold ionicity
above which binary compounds are sufliciently ionic
to have the octahedrally coordinated rocksalt struc-
ture. The only II-VI compound with rocksalt struc-

ture is CdO, whose ionicity is just 0.785.
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TABLE 1

Some physical properties of the IIB- VIA compounds

(a) Z = zincblende, W = wurtzite, R = rocksalt, C = cinnabar, 0 = orthorhombic.
(b) Ref. [1 (c) See Physics and Chemistry of ll VI Compounds, AVEN, M. and PRENER, J. S., Eds. (North-Holland, Amsterdam)

1967.

Figure 2 reproduces a photograph, published by
Hilsum and Rosé-Innés [2], of a model of the zinc-
blende structure in which the atoms of one element
are represented by black spheres and those of the
other element by white spheres. The vertical direction
in the photograph is parallel to a  111 &#x3E; axis. The
model illustrates the tetrahedral configuration of near-
est neighbors around each atom. It also shows that
there are two types of { 1111 planes that alternate
with each other, one consisting entirely of atoms of one
element and the other consisting entirely of atoms of
the other element, while thé {110} planes contain
equal numbers of the two kinds of atoms. As shown by

the model, in which the uppermost layer consists of
black spheres and the lowest layer of white spheres, the
surfaces of a (111)-oriented sample are formed by
planes of the two opposite types, so that one surface
of a CdTe sample with this orientation consists of Cd
atoms and the other of Te atoms. By convention, sur-
faces consisting of Group II atoms are designated as A
surfaces and those consisting of Group VI atoms as B
surfaces. The two types of surfaces have quite different
chemical properties, as illustrated by figure 3, which

FIG. 2. - A model of the zincblende structure (Hilsum and
Rose-Innes, Ref. [2]).

FIG. 3. - Etch pits on the {111} surface of CdTe. Left : A
surface ; right : B surface (Inoue et al., Ref. [3]).
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shows the etch pits that Inoue, Teramoto, and Takaya-
nagi [3] obtained by etching CdTe ( 1 1 1 ) surfaces with
a solution containing nitric acid, silver nitrate, and
potassium dichromate. The pits on both surfaces are
triangular, with sides in  110 &#x3E; directions, but those
on the A surface (shown on the left) are pyramidal or
conical, while those on the B surface (shown on the
right) are flat-bottomed.
Although the stable form of CdTe is the zincblende

phase, which is always obtained for bulk samples at
atmospheric pressure, thin films containing various
proportions of the wurtzite phase can be prepared by
vacuum deposition. Shalimova et al. [4] and Spinu-
lescu-Carnaru [5] have reported that films with pure
wurtzite structure are obtained by deposition on
heated substrates when CdTe and metallic Cd are

coevaporated in an Ar atmosphere of 10-2 torr.
When bulk CdTe is subjected to high pressure, the

zincblende form is transformed to the rocksalt struc-
ture at a transition pressure of 35 kbar [6, 7]. The
variation in electrical resistance with pressure, as

reported by Yu and Gielisse [7], is shown in figure 4.

FIG. 4. - Electrical resistance of CdTe vs increasing and

decreasing pressure (Yu and Gielisse, Ref. [7]).

With increasing pressure (upper curve) the resistance at
first decreases gradually, then drops abruptly by about
6 orders of magnitude at the transition point. There
is marked hysteresis when the pressure is reduced

(lower curve), but the rocksalt phase is not retained
at atmospheric pressure. The decrease in volume

accompanying the zincblende-to-rocksalt transfor-
mation is reported by Mariano and Warekois [8] and
by Cline and Stephens [6] to be between 15 and 20 %.
Both CdS and CdSe also transform to conducting
rocksalt phases at high pressures, while HgSe, and
HgTe are transformed to the cinnabar structure.

Samara and Drickamer [9] report transitions of ZnS,
ZnSe, and ZnTe to conducting phases of unknown
structure at pressures exceeding 100 kbar.
The lattice constants of the II-VI phases stable at

room temperature and atmospheric pressure are listed
in table I, together with the percentage differences in
lattice constant between CdTe and the compounds
with zincblende and wurtzite structures. The most

probable value for the lattice constant of CdTe is
6.481 Á. Although Medvedev et al. [10] have reported
a systematic dependence of lattice constant on carrier
concentration for single-crystal samples, with values
as high as 6.484 Á measured for high-resistivity speci-
mens, no such variation was observed in similar expe-
riments by Vaipolin and Rud’ [11], who obtained
values of 6.481 8 + 0.003 Á. Cadmium telluride has
the largest lattice constant of any II-VI compound.
Because the différence between the constants for
CdTe and HgTe is only 0.3 %, high-quality epitaxial
layers of Hg1-x CdxTe solid solutions covering the
entire alloy composition range can be grown on
CdTe substrates [12].
The structural properties of CdTe at 300 K are

summarized in table II. Crystals can be cleaved quite

TABLE II

Structural properties of CdTe at 300 K

readily on the { 110 } planes. The value listed for the
shortest Cd-Te distance, 2.806 À, was calculated on the
assumption that CdTe has the ideal zincblende struc-
ture. From a structure-factor analysis of the measured
intensities of x-ray diffraction lines, Vaipolin [13] has
concluded that the Cd atoms are displaced along the
 111 &#x3E; directions from their ideal positions, so

that each Cd atom is at a distance of 2.775 À from
three of the neighboring Te atoms and 2.908 À from
the fourth.

3. Thermal and mechanical properties. - The linear
thermal expansion coefficient of CdTe, a --_ (1/1)
(dl/dT), is (4.9 ± 0.1) 10-6 K-1 at room temperature
and increases with increasing temperature [14, 15].
Williams, Tomlinson, and Hampshire [14] report
that at 420 OC a = 5.67 x 10- 6 K-1 and the lattice
constant is 6.495 5 A, compared with 6.480 9 A at
room temperature. Below room temperature a
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decreases, becoming negative at 62 ± 2 K, as shown
in figure 5. The circles represent the data of Greenough
and Palmer [16] for a single crystal measured along a
 100 &#x3E; axis, the crosses and triangles those of other

FiG. 5. - Linear thermal expansion coefficient of CdTe vs

temperature (Greenough and Palmer, Ref. [16]).

authors for polycrystalline samples. The strong ano-
maly found by Greenough and Palmer, which peaks
at 79 K, was not confirmed in subsequent single-
crystal measurements by Smith and White [15]. The
fact that the anomaly occurs very close to liquid nitro-
gen temperature seems somewhat suspicious.
As the temperature is decreased below 60 K,

a initially becomes more and more negative. As
shown in figure 6, where the data of Smith and White

FIG. 6. - Linear thermal expansion coefficient of CdTe vs

temperature (Smith and White, Ref. [15]).

[15] are represented by the circles and triangles and
those of other authors by the crosses and x’s, a reaches
a maximum negative value of about - 3.0 x 10-’
K-1 at 27 K. It then decreases in magnitude but
remains negative down to absolute zero. Negative
expansion coefficients are also exhibited by other

zincblende-structure compounds at low temperatures,
but CdTe represents an extreme case, as shown by the
results of Smith and White [15] for Ge, GaAs, ZnS,
ZnSe, and CdTe given in figure 7. In this figure the

Fie. 7. - Grüneisen parameter vs reduced temperature for

crystals with diamond or zincblende structure (Smith and

White, Ref. [15]).

Grüneisen parameter y is plotted against the reduced
temperature relative to the Debye temperature. This
parameter is proportional to a times the product of
the molar volume and bulk modulus divided by the
specific heat, and it therefore has the same sign as a.

Figure 8 shows the thermal conductivity x measured
by Slack [17] between 3 and 300 K for single-crystal

FIG. 8. - Thermal conductivity of Fe-doped CdTe vs tempe-
rature (Slack, Ref. [17]).

samples of CdTe containing various amounts of Fe.
For these samples the electronic contribution to x is
insignificant compared to the lattice phonon contribu-
tion. The strong, structured decrease in x with increas-
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ing Fe concentration is attributed by Slack to resonant
phonon scattering resulting from the absorption of
phonons to produce electronic transitions among the
5 low-lying d-shell levels of the isolated Fe2+ ions.
Since even his purest sample contained enough Fe to
cause appreciable scattering, Slack estimated the curve
labelled pure on the basis of the K-vs-T curves for the
other II-VI compounds, all of which exhibit a charac-
teristic maximum at low temperature. Sood, Singh,
and Verma [17A] obtained a theoretical curve that is in
reasonable agreement with the pure curve (although
their curve was fitted to Holland’s earlier experimental
data [17B], since it was published prior to Slack’s

paper) by summing the separate contributions to the
conductivity that they calculated for the transverse and
longitudinal acoustic phonons.
The thermal conductivity at 300 K for CdTe,

0.075 W cm-1 K-1, is the lowest for any of the tetra-
hedrally coordinated II-VI compounds except HgSe
and HgTe. The values for these and several other mate-
rials are shown in figure 9, which is a plot given by

FIG. 9. - Thermal conductivity vs scaling parameter for crystals
with tetrahedrally coordinated structures (Slack, Ref. [17]).

Slack [17] of K at 300 K as a function of the scaling
parameter Mc503, where M is the average atomic mass,
c5 is the cube root of the average volume per atom,
and 0 is the Debye temperature at absolute zero. All
the points fall close to a straight line except those for
HgSe and HgTe, which have conductivities only about
25 % as high as expected.
The thermal and mechanical properties of CdTe at

300 K are summarized in table III. The heat capacity

TABLE III

Thermal and mechanical properties of CdTe at 300 K

value, 5.9 cal g-atom - 1 K - 1, was read of the curve of
Cp vs T published by Rusakov, Vekilov, and Kadyshe-
vich [18]. The range of values given for each of the
elastic constants includes the results given by McSki-
min and Thomas [19], Vekilov and Rusakov [20] and
Greenough and Palmer [16].
The variation of these constants with temperature

was determined both by Vekilov and Rusakov and by
Greenough and Palmer. Their results for 77 K are in
good agreement with each other but not with the ear-
lier data of Berlincourt, Jaffe, and Shiozawa [21] at
this temperature. The range of microhardness values
listed in table III was observed by Swaminathan,
Selim, and Krôger [22] in measurements made in the
dark on In-doped samples that had been annealed at
various temperatures and Cd pressures. They found
that the dark values increased with increasing carrier
concentration, while the microhardness could be
either increased or decreased by illumination, depend-
ing upon the annealing conditions. Changes in the
mechanical properties of CdTe with carrier concentra-
tion and illumination have also been observed by
Carlsson and Ahlquist [23] who found that the yield
stress in compression increased with increasing carrier
concentration for both n- and p-type samples and that
the yield stress and crack propagation were both increas-
ed by illumination. They attributed the latter effects
to a light-induced decrease in mobile dislocation

density.
Values of the Debye temperature 0, for CdTe have

been obtained from several types of experimental
data. Analyses of x-ray diffraction intensity data for
96 to 300 K by Walford and Schceifel [24] and for
281 to 608 K by Zubik and Valvoda [25] show that
over these intervals the x-ray Debye temperature is

close to 140 K, essentially independent of temperature.
Birch [26] has determined the temperature dependence
of 0, between 1.8 and 25 K from heat capacity data
over this range. He obtained a limiting value of
160 ± 2 K for 6D at absolute zero, in very good agree-
ment with the values of 161 + 4 and 162.7 K found
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by Vekilov and Rusakov [20] and by Greenough and
Palmer [16], respectively, by extrapolating elastic
constant data to absolute zero. The Debye temperatures
of the tetrahedrally coordinated II-VI compounds
are compared in figure 10, which is a plot given by

FiG. 10. - Debye temperature vs scaling parameter for tetra-
hedrally coordinated II-VI compounds (Slack, Ref. [17]).

Slack [17] of 6D at absolute zero as a function of the
scaling parameter {M£53)1/2, where M and £5 have the
same significance as above. The only compounds with
Debye temperatures lower than that of CdTe are

HgSe and HgTe.
All the thermal and mechanical properties of a

material depend ultimately on its normal modes of
vibration, as represented by the phonon dispersion
relation. A determination of this relation for CdTe
at 300 K has been made by Rowe et al. [27] by means
of neutron inelastic scattering measurements. Their
results are shown in figure 1l, which gives the phonon
frequencies as a function of the reduced wave vector,
03B6 = aq/2 1r, for the [100], [111], and [110] directions of

FIG. 11. - Phonon dispersion relation for CdTe (Rowe et al.,
Ref. [27]).

propagation. The letters r, X and L refer to the sym-
metry points at the center of the Brillouin zone, the
(100) zone boundary, and the (111) zone boundary,
respectively. The symbols in the figure represent the
experimental values for the longitudinal optical,
transverse optical, longitudinal acoustic, and trans-
verse acoustic phonons, while the solid lines represent
the calculated results obtained by fitting a 14-para-
meter shell model to the experimental data for the
elastic constants, static and high-frequency dielectric
constants, and piezoelectric constant of CdTe, as

well as the phonon frequencies. Plumelle and Vande-
vyver [28] have recently used an 11-parameter rigid-ion
model to fit the elastic constant and phonon fre-
quency data. Table IV lists the phonon frequencies

TABLE IV

Symmetry-point phonon frequencies (THz)
in CdTe at 300 K (Q)

(a) Ref. [27].

measured by Rowe et al. [27] at r, X and L. They note
that the values for the longitudinal and transverse
optic modes of 5.08 and 4.20 THz, respectively, are in
good agreement with the values of 5.03 and 4.22 THz
obtained by Perkowitz and Thorland [29] from far-
infrared reflectivity data for n-type CdTe.

4. Optical properties. - We will now turn our

attention to the interaction of CdTe with electro-

magnetic radiation, first considering y-rays and then
optical photons. Figure 12, which reproduces a plot
given by Serreze et al. [30] shows the y-ray absorption
coefficients calculated for CdTe, Ge, and Si over the

photon energy range from 20 to 2 000 keV. For Si up to
about 30 keV and for CdTe and Ge up to about

100 keV, the total absorption is essentially equal to the
absorption due to the photoelectric effect (curves
labelled PE), which is highest for CdTe because it has
the highest atomic number of the three materials - an
average of 50, compared with 32 for Ge and 14 for Si.
With increasing energy, as the cross section for the
photoelectric effect decreases, absorption due to

Compton scattering becomes increasingly important
and eventually dominant. Gamma rays that initially
undergo Compton scattering may then generate carriers
by the photoelectric effect. Siffert et al. [31] have
reported that in one series of experiments this multiple
process contributed about half the counts forming the
full-energy photoelectric peak.



173

FiG. 12. - Gamma-ray absorption coefficients vs photon
energy for CdTe, Ge, and Si (Serreze et al., Ref. [30]).

Figure 13 shows the temperature dependence
reported by Alberigi Quaranta et al. [32] for the energy
loss associated with the production of one electron-hole
pair in CdTe by ionizing radiation. The data were

FiG. 13. - Energy loss associated with production of electron-
hole pairs in CdTe as a function of temperature (Alberigi Qua-

ranta et al., Ref. [32]).

obtained by measurements on semi-insulating samples
in which 5.477 MeV alpha particles from 24’Am were
used to generate the carrier pairs. It is assumed that the
same energy per pair is required for generation by
y-rays. The value measured at 300 K was 4.43 eV, in
very good agreement with the value of 4.46 eV obtained
by Cornet et al. [33] in measurements on surface-
barrier detectors fabricated from low-resistivity (10-
200 S2 . cm) n-type CdTe. The agreement at 77 K is not
as good, with values of 4.58 and 4.75 eV obtained by
Alberigi Quaranta et al. [32] and Cornet et al. [33],
respectively.

The interactions of optical photons with a semi-
conductor, unlike those of high-energy ionizing radia-
tion, are determined by the details of the semiconduc-
tor’s electronic and mechanical properties. We may
distinguish three regimes of photon energy with dif-
ferent characteristic optical absorption mechanisms.
For photon energies greater than the semiconductor
energy gap Eg there are very strong absorptions due to
excitation of electrons from the valence bands or

atomic core levels to the conduction bands and, for
sufficiently high energies, due to photoemission from
the valence bands or core levels to vacuum. For photon
energies less than E. but greater than about twice the
longitudinal optical phonon energy the absorption is
relatively weak, resulting primarily from interactions
with free carriers, electronic levels within the bandgap,
localized vibrational modes due to impurities, or defects
such as precipitates. Finally, for sufficiently low photon
energies the absorption again increases due to photon-
phonon interactions.
The absorption is so intense at above-bandgap ener-

gies, with absorption coefficients generally exceeding
104 cm-1, that transmission measurements are imprac-
ticable. Therefore reflectance techniques are used to
elucidate the details of the valence and conduction
band structures. Figure 14 shows the energy band

FIG. 14. - Calculated energy band structure of CdTe (Chadi
et al., Ref. [34]).

structure of CdTe calculated by Chadi et al. [34] who
used the empirical pseudopotential method to fit their
reflectance data as well as other experimental results.
As in other II-VI semiconductors with the zincblende
or wurtzite structure, the lowest conduction band edge
and highest valence band edge are both at r, so that the
energy gap is direct. The bandgap is 1.606 eV at liquid
helium temperatures, and the spin-orbit splitting
between the valence bands at r is 0.91 eV. The second-
lowest conduction band edge is located at the L-point,
1.35 eV above the lowest.
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The degree of agreement between the calculated
band structure and experimental data is illustrated by
figure 15, which compares the reflectance calculated
from the band structure with the experimental values

FIG. 15. - Experimental and theoretical curves for reflectance
of CdTe vs photon energy (Freeouf, Ref. [35]).

measured at 300 K by Freeouf [35], who used a

tungsten source at energies below 4.5 eV and synchro-
tron radiation at higher energies. The theoretical curve
closely reproduces the structure in the experimental
curve, but its absolute magnitude is considerably lower.
The energy gaps of the II-VI compounds at liquid

helium temperatures, together with the spin-orbit
splittings of the valence bands at l’, are summarized
in table I. The energy gap of CdTe is the lowest for any
of the compounds except HgSe and HgTe, which are
semimetals with zero or possibly negative energy gaps.
For a direct-gap semiconductor, the optical absorp-

tion coefficient decreases abruptly when the photon
energy is reduced below Eg. Figure 16 shows the absorp-
tion edge data obtained by Marple [36] at several

temperatures for single-crystal samples that were first
measured after being mechanically polished, then

chemically polished and remeasured. These results
show that mechanical damage significantly increases
thé lower absorption coefficients and leads to marked
curvature of the absorption edge. This effect probably

FIG. 16. - Optical absorption edge of CdTe vs temperature
(Marple, Ref. [36]).

explains why early workers interpreted their data as
evidence for an indirect energy gap in CdTe.

Figure 16 also shows that Eg for CdTe shifts to lower
values with increasing temperature, the temperature
dependence exhibited by most semiconductors. This
shift is shown more clearly by Marple’s complete data
between 2 and 177 K, as given in figure 17. Because of
the complexities of the absorption process, which
involves phonon absorption and exciton formation,
these data cannot be used for an accurate determination
of the temperature dependence of Eg. Up to about
150 K, however, this dependence can be determined
from reflectance and piezoreflectance spectra, which
exhibit sharp structure that makes it possible to eva-
luate the exciton energy and therefore Eg. The reflec-
tance data of Thomas [37] and of Marple [38] show
that as the temperature is increased from liquid helium
temperature Eg decreases very slowly up to about 20 K,
then begins to decrease more rapidly, and between
80 and 150 K decreases linearly at the rate of
- 3.5 x 10-4 eV K-1. Extrapolation to 300 K gives
Eg = 1 520 eV, in rather good agreement wit the value
of 1.529 eV obtained by Camassel et al. [39] by extra-

FIG. 17. - Optical absorption edge of CdTe vs temperature (Marple, Ref. [36]).
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polating their piezoreflectance results for the interval
between 77 and 145 K. According to Loferski’s theore-
tical calculations [40], an energy gap of 1.52 eV is very
close to the value that can potentially yield the maxi-
mum possible efficiency for the conversion of solar
radiation to electric power by means of semiconductor
photovoltaic solar cells.

Electroreflectance techniques have been used by
Babonas, Bendoryus and Shileika [41] ] and by Melz
and Ortenburger [42] to determine the effect of hydro-
static pressure on the energy gap and spin-orbit
splitting at r for CdTe. Their results are in good
agreement. For the pressure coefficient of Eg at room
temperature they obtained 7.9 x 10-’ and
8.3 x 10-6 eV/bar, respectively, and for the pressure
coefficient of the spin-orbit splitting they obtained
0.8 x 10 - 6 eV/bar at 300 K and 0.7 x 10 - 6 eV/bar
at 77 K, respectively.
For photon energies between the absorption edge

and the onset of lattice phonon absorption - cor-
responding to wavelengths between about 0.9 and
30 gm - the optical absorption of CdTe results pri-
marily from the interaction between photons and
various types of defects, if free carriers are regarded as
electronic defects. Figure 18 shows the data of Strauss

FIG. 18. - Free-carrier absorption of n-type CdTe at 300 K
(Strauss and Iseler, Ref. [43]).

and Iseler [43] for the free-carrier absorption as a
function of wavelength A measured at 300 K for single-
crystal n-type samples with electron concentrations
between 3.6 x 1016 and 1.8 x 1018 cm- 3. For a given
concentration, the absorption coefficient exhibits the
Am dependence characteristic of intraband free-carrier
absorption, with values of m ranging from 2.7 to 3.4
rather than the classical Drude square-law dependence.
The absorption cross section at 10.6 03BCm, the wave-

length of the C02 laser, is 1.0 x 10-16 cm’ for the
lowest concentration sample and increases to

3.5 x 10-16 cm2 for the highest concentration sample.
REVUE DE PHYSIQUE APPLIQUÉE. - T. 12, No 2, FÉVRIER 1977

Jensen [44] has obtained a very good theoretical fit,
without using any adjustable parameters, to the data
for concentrations of 1.4 x 1017 cm-3 and below.
According to her calculations, in this concentration

range polar optical mode scattering is the predominant
scattering mechanism, while ionized impurity scattering
makes a very small contribution.
The optical absorption of p-type CdTe samples at

photon energies less than Eg has been measured by
Vul et al. [45] and by Capek et al. [46]. Figure 19 shows

FIG. 19. - Optical absorption of p-type CdTe vs wavelength
(Capek et al., Ref. [46]).

the results of Capek et al. for a nominally undoped
sample grown in the presence of excess Te, which had a
hole concentration of 3.2 x 1016 cm-3 at 300 K that
decreased by several orders of magnitude on cooling
to 80 K. The absorption peak at about 0.2 eV, which
is not strongly temperature dependent, is attributed
to transitions from the valence band to an acceptor
level, while the temperature-dependent absorption at
lower energies is attributed to interband free-carrier
transitions from the light-hole valence to the heavy-hole
valence band. At room temperature the absorp-
tion cross section at 10.6 gm (0.12 eV) is about
3 x 10-16 cm2, and similar values were found for other
samples by both Capek et al. [46] and Vul et al. [45].
In P-doped samples the former authors observed

absorption peaks at 0.07 and 1.07 eV that they attri-
buted to transitions to the P acceptor level from the

doubly-degenerate and split-off valence bands, res-

pectively.
For sufficiently small photon energies, optical

absorption due to interactions with the lattice phonons
becomes significant. The onset of lattice absorption in
CdTe is shown by figure 20. This figure gives the data of
Deutsch [47] for the absorption coefficients of CdTe,
ZnSe, and GaAs as a function of the reduced frequency,
defined as the ratio of photon frequency (J) to the longi-
tudinal optical phonon frequency 03C910, which is

168 cm-1 for CdTe. According to the CdTe data, as
represented by the solid curve, the absorption coeffi-
cient is 0.01 cm-1 at about 21 pm.
The point shown in figure 20 at 6 x 10- 4 cm-l

13
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FiG. 20. - Lattice absorption of CdTe vs reduced photon
frequency (Deutsch, Ref. [47]).

represents the lowest absorption coefficient at 10.6 pm
that had been observed for CdTe at the time Deutsch
submitted his paper. To the best of my knowledge, the
lowest reported value is 2.5 x 10-4 cm-1. It is obvious
that extrapolation of the linear portion of the CdTe
curve would yield an absorption coefficient at 10.6 um
many orders of magnitude below 10- 5 cm-1, indicating
that lattice absorption is not the mechanism that is

currently setting the lower limit on the transmission of
CdTe at this wavelength. It also appears that free-
carrier absorption is not the limiting mechanism, since
several groups have reported the preparation of semi-
insulating CdTe with hole concentrations of less than
1010 CM-3@ which would give absorption coefficients
well below 10- 5 cm-1 if the measured free-carrier
cross sections were maintained. Instead, it seems

probable that microstructural defects such as precipi-
tates, dislocations, and stacking faults are responsible
for the absorption at 10.6 um. In a study utilizing
transmission electron microscopy. Magee, Peng, and
Bean [48] have shown a correlation between the concen-
tration of such defects and the absorption coefficient
for coefficients down to 10"4 cm-1.

The absorption data for CdTe plotted in figure 20
extend only to about 330 cm-1, corresponding to
30 03BCm. As the photon energy is decreased still further,
the absorption becomes structured and much more
intense. Figure 21 shows the transmittance data

FIG. 21. - Lattice absorption of CdTe vs photon frequency
(Stafsudd et al., Ref. [49]).

obtained by Stafsudd, Haak, and Radisavljevic [49]
for a sample 0.45 mm thick over the frequency range
from 30 to 350 cm-1, corresponding to wavelengths
from about 28 to 330 03BCm. The upper curve was
measured at 290 K, the lower at 83 K. The strongest
absorption occurs at the fundamental of the transverse
optical mode, 141 cm-1, while the other peaks are two-
phonon combination bands. Table V lists the 6 strong-
est peaks and the phonon assignments given by
Danielewicz and Coleman [50].

TABLE V

Strongest lattice absorptions in CdTe (Q)

(a) Ref. [50].

Figure 22 shows the data of Manabe, Mitsuishi,
and Yoshinaga [51] for the reflectivity of CdTe and
several other II-VI compounds between 20 and 100 pm.
The characteristic restrahlen band associated with the
transverse optical phonon has its peak at about 67 gm
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FiG. 22. - Far-infrared reflectivity of IIA-VIB compounds
(Manabe et al., Ref. [51 ]).

for CdTe at 300 K, the longest wavelength for any of
the compounds investigated. Numerous authors have
analyzed reflectivity data for CdTe in terms of a
classical oscillator model to obtain values for the static
and high-frequency dielectric constants. These con-

stants are listed in table VI, together with some other

TABLE VI

Some optical properties of CdTe at 300 K

(a) See Ref. [50].
(b) Calculated from no.
(c) KIEFER, J. E. and YARiv, A., Appl. Phys. Lett.15 (1969) 26.
(a) See Refs. [29] and [50].
(e) WEIL, R. and SUN, M. J., Proc. Int. Sym. on Cadmium

Telluride, Strasbourg, 1971.

optical properties of CdTe, while table VII gives
values of the electrooptic coefficient r41 and the
nonlinear susceptibility. Since the electrooptic
coefficient of CdTe at 10.6 pm is about 4 times
that of GaAs, while its refractive index is about 20 %
lower, the figure of merit for electrooptic modulation,
nô r4l, is about twice as high for CdTe as for GaAs.

TABLE VII

Electrooptic coefficient and
nonlinear susceptibility of CdTe

(a) Calculated from measured values of n3 0 r41 and no.
(b) KIEFER, E., NUSSMEIER, T. A. and GOODWIN, F. E., IEEE

J. Quantum Electron. QE-8 (1972) 173.
(C) AKITT, D. P., JOHNSON, C. J. and COLEMAN, P. D., IEEE

J. Quantum Electron. QE-6 (1970) 496.

(a) PATEL, C. K. N., Phys. Rev. Lett. 16 (1966) 613.
(e) SHERMAN, G. H. and COLEMAN, P. D., J. Appl. Phys. 44

(1973) 238.

5. Electrical properties. - We shall now turn our
attention to the electrical properties of CdTe, the last
general class of physical properties that will be reviewed
in this paper. Like the optical properties, they are
ultimately limited by the electronic band structure,
which determines the intrinsic carrier concentration,
and by the lattice vibration modes, which set upper
limits on the electron and hole mobilities. However,
the electrical properties are influenced to a much

greater extent by impurities, native defects, and the
interactions between them.

A semiconductor’s intrinsic carrier concentration ni
is determined by three band-structure parameters :
the energy gap Eg and the density-of-states effective
masses mllmo and mp /mo for electrons and holes,
respectively. We have used the standard theoretical
expression to calculate values of ni for temperatures
between 300 and 1 200 K by adopting the following
values for these parameters :

m:/mo = 0.1, and m:/mo = 0.8. The expression for Eg
is based on the exciton reflectance data mentioned

previously, the electron effective mass approximates the
value of 0.0963 obtained by Mears and Stradling [52]
from cyclotron resonance data, and the hole effective
mass is the heavy-hole mass value that Kranzer [53]
found to give the best fit between his theoretical

mobility calculations and the experimental data. This
choice of parameters leads to the following equation
for the intrinsic carrier concentration :
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According to this expression, n; is only 6.9 x 105 cm-3
at 300 K and only 1.5 x 1014 cm-3 even at 700 K. It is
clear that intrinsic carriers do not make an important
contribution to conduction at room temperature in any
CdTe samples so far prepared, since the lowest room-
temperature carrier concentration of which 1 am aware
is 8.3 x 10’ cm- 3, as reported by Alekseenko et al. [54]
for a p-type sample. Furthermore, because ni is so low,
mixed conduction due to both electrons and holes does
not occur at room temperature. Thus even in the sample
just mentioned the electron concentration is so low
that less than 0,1 % of the current is carried by elec-
trons, in spite of the fact that they are about 10 times
as mobile as holes.
The preceding discussion shows that the current

carriers responsible for conduction in CdTe at room
temperature and below must be generated by the ioniza-
tion of impurities, native defects, or complexes between
them. Returning to figure 1, the portion of the periodic
table shown previously, we see most of the impurity
elements that have been identified as electrically active
in CdTe. Their observed activity as acceptors or donors
can be explained by assuming that elements in the
columns adjacent to Cd in the table substitute for Cd
atoms in the lattice and those adjacent to Te substitute
for Te, then applying the usual rule that a substitutional
impurity is a donor or acceptor depending on whether
it has more or less valence electrons than the atom it

replaces. Since elements in adjacent columns differ by
one valence electron, all the impurities considered here
should be singly ionized acceptors or donors. (Since
the electrical properties of these elements were reviewed
at the 1971 Symposium [55], 1 shall refer explicitly
only to investigations reported since then
Thus the Group V elements P, As, and Sb are

acceptors, presumably substituting for Te. Gu et al. [56]
have reported the growth from the melt of P-doped
crystals with room-temperature hole concentrations of
5 x 1016 to 6 x 1017 cm- 3 and mobilities of 24 to
39 cm2 V-1 s -1. They measured ionization energies
between 0.036 and 0.060 eV, compared with an earlier
value of about 0.05 eV obtained for samples with hole
concentrations a little above 1016 cm-3. The acceptor
behavior of As is demonstrated by its ability to convert
n-type samples to p-type by ion implantation, but no
measurements of its ionization energy have been

reported. Hôschl and Kubalkova [57] state that highly
conducting p-type CdTe can be prepared by Sb doping
but give no details.
The Group IB elements Cu, Ag, and Au are also

acceptors, presumably substituting for Cd, with
ionization energies reported in the range from 0.3
to 0.4 eV. Popova and Polivka [58] have described the
preparation of samples with room-temperature hole
concentrations as high as 1 x 1018 cm-3 and conduc-
tivities as high as 9003A9-1cm-1, the highest so far
reported for p-type CdTe, by means of Cu diffusion.
They do not give ionization energies, and there appear
to be inconsistencies among their tabulated values for

conductivity, carrier concentration, and mobility. On
the basis of Rutherford backscattering experiments
Akutagawa et al. [59] report that, depending on
annealing conditions, between 50 and 85 % of the Au
present in CdTe is substituted on Cd sites, with the
rest present either interstitially or in the form of

precipitates.
The Group IA elements Na and Li, which are not

shown in figure 1, are also acceptors that presumably
substitute for Cd. Like P they are shallow acceptors,
with reported ionization energies of 0.028 and 0.034 eV,
respectively, for samples with room-temperature hole
concentrations close to 1017 cm-3.
The two types of donor impurities that have been

identified in CdTe are both shown on figure 1 : the

Group III elements Al, Ga, and In, which presumably
substitute for Cd, and the Group VII halogens Cl, Br
and I, which presumably substitute for Te. The highest
room-temperature carrier concentration that can be
obtained by doping with Ga is about 4 x 1017 while
concentrations of about 2 x 1011 cm- 3 can be
obtained with the other elements. It has not been

possible to determine ionization energies of these

impurities because carrier freeze-out with decreasing
temperature has not been observed for samples to which
a dopant has been added in a sufficient quantity to be
identified as the dominant donor. The absence of
freeze-out results because the ionization energy of an

impurity in a semiconductor decreases as its concen-
tration increases, and shallow donor levels eventually
merge with the conduction band at sufficiently high
concentrations. This effect is shown by figure 23, which

24
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FIG. 23. - Donor ionization energy vs ionized donor concentra-
tion for CdS (upper line) and CdTe (lower line) (Woodbury and

Aven, Ref. [60]).

is a plot given by Woodbury and Aven [60] for the
donor ionization energy Ed in CdSe (upper line) and
CdTe (lower line) as a function of the ionized donor
concentration Nd+. The points for CdTe were obtained
by analysis of the Hall coefficient vs temperature data
of Agrinskaya et al. [61 ] (crosses) for one nominally Al-
doped and three nominally undoped samples and the
data of Segall et al. [62] (x’s) for nominally undoped
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samples. The points are fit very well by a straight
line whose intercept on the abscissa indicates that

the ionization energy vanishes when Nd, reaches

5 x 1016 cm - 3. The limiting ionization energy given
by the intercept on the ordinate is 14.3 meV, the value
for the donor ionization energy in high-purity samples
obtained from the optical absorption data of Cohn,
Larsen, and Lax [63]. This agrees with the value of
14.1 meV calculated for hydrogenic donors in CdTe,
showing that the donors in high-purity CdTe are hydro-
genic. It is therefore generally assumed that the

Group III and Group VII donors in CdTe are also
hydrogenic. On the basis of high-pressure and photo-
conductivity measurements it has been suggested by
Iseler et al. [64] that Ga, In, CI, and Br introduce non-
hydrogenic levels associated with a higher conduction
band, but it would be an understatement to say that
this suggestion of so-called non-l’ donors has not been
widely accepted.
The purest samples of lightly compensated CdTe so

far reported have been obtained by Triboulet and Mar-
faing [65] from single crystals grown by the vertical
zone melting of ingots synthesized by the Bridgman
method. The best of these samples have room-

temperature carrier concentrations between 1 and
5 x 1013 cm- 3 and resistivities of 100 to 400 03A9.cm.
Their low-temperature carrier mobilities, which will
be described later, are the highest reported. It has been
estimated that the total concentration of electrically
active centers in these crystals is about 1014 cm-3.

Since we have mentioned that both hole and electron
concentrations exceeding 101 7 cm- 3 can be obtained by
doping CdTe with shallow acceptors and donors,
respectively, it is appropriate to point out that CdTe
is unique among the semiconducting II-VI compounds
in its ability to exhibit both p-type and n-type bulk
conductivity at relatively high levels. The conductivity
types of the II-VI compounds are summarized in table I.
The only one other than CdTe that can exhibit both
conductivity types in bulk samples is the semimetal

HgTe, and because of the high ratio of electron to hole
mobility and the high intrinsic carrier concentration,
even at liquid helium temperature, hole concentrations
of the order of 1019 cm - 3 are required in order for
more current to be carried by holes than by electrons.
For ZnSe, as indicated by placing the letter « p » in
parentheses, there is fairly good evidence that thin
p-type layers can be produced by diffusion of In follow-
ed by annealing in Zn vapor [66] and it has also been
reported [67] that p-type material can be formed by Li
doping or implantation.
The inability of the II-VI semiconductors other than

CdTe to exhibit both p- and n-type conductivity is due
to the formation of electrically active native point
defects that are associated with deviations from the
stoichiometric composition. In a II-VI compound, an
excess of the metallic element can be incorporated most
simply by means of metal interstitials or non-metal
vacancies, while an excess of non-metal can be incorpo-

rated by means of non-metal interstitials or metal
vacancies. The defects associated with excess metal are

generally donors and those associated with excess non-
metal are generally acceptors, although there is per-
suasive evidence for neutral interstitials in a number of
the compounds. In those compounds that exhibit only
n-type conductivity any impurities that would nor-

mally be acceptors are rendered ineffective by the
presence of native donors. In addition, donor impuri-
ties are fully effective only at the metal-saturated

boundary of the compound’s homogeneity region ; as
the composition is made less metal-rich, as can be
accomplished by equilibrating the material with metal
vapor at pressures lower than the saturation pressure,
the donors are compensated to an increasing extent by
native acceptor defects. This process, known as self-
compensation, continues until the carrier concentration
becomes very low and the resistivity correspondingly
high. The analogous phenomena, in reverse, take place
for the compounds that exhibit only p-type
conductivity.
Although CdTe can exhibit both p- and n-type

conductivity, like the other II-VI compounds its elec-
trical properties are strongly affected by native defects,
and in particular a very high degree of self-compensa-
tion is observed for samples that contain excess donor
impurities. Before discussing such samples, however,
we shall consider the properties of samples that contain
few if any excess donor impurities. These properties are
illustrated by figure 24, which shows the carrier concen-

FIG. 24. - Carrier concentration of CdTe vs Cd pressure for
samples measured in situ or after quenching to room temperature

(Selim et al., Ref. [68]).

tration data reported by Selim, Swaminathan, and
Krôger [68] for samples nominally doped with
5 x 1016 cm-3 of Cl that were annealed at 700, 800,
and 900 OC under different pressures of Cd vapor. The

straight lines labelled high temperature are isotherms
obtained by in situ measurements made at each

annealing temperature. The samples are all n-type,
with electron concentrations that are proportional to
p1/3Cd. This pressure dependence shows that the carriers
are produced by the ionization of doubly-ionized
native donors, but the data do not establish whether
these donors are Cd interstitials or Te vacancies. After
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the samples were cooled to room temperature, those
annealed at sufficiently high pressures remained n-type,
while those annealed at lower pressures were found to
be p-type. Selim et al. [68] attribute the holes in the
p-type samples to native defects, while Smith [69] has
explained similar data in terms of acceptor impurities.
In any case, because of the steepness of the concen-
tration-vs-pressure curves near the transition from n-
to p-type, it would not be feasible to control the anneal-
ing pressure well enough to obtain very low carrier
concentrations.
Such low concentrations can be obtained quite

readily, however, by utilizing self-compensation in

donor-doped samples. The earliest reported example
of this effect in CdTe is shown by figure 25, which

FIG. 25. - Carrier concentration of In-doped CdTe vs Cd

pressure for samples measured after quenching to room tempe-
rature (de Nobel, Ref. [70]).

gives the data published by de Nobel [70] in 1959 for
the carrier concentration measured at room tempera-
ture for samples doped with 1.3 x 1017 cm- 3 In that
had been annealed at various Cd pressures at 700, 800,
and 900,DC. In each case, when the annealing pressure
was reduced below a certain value the carrier concen-
tration dropped abruptly to values too low for de Nobel
to measure (represented by points marked « i »),
yielding resistivities of 106 to 10’ 03A9.cm, and remaining
this low no matter how much the Cd pressure was
reduced. Similar results have been obtained for samples
with donor impuritv concentrations as high as

1018 cm-3.
Self-compensation has been extensively employed

to obtain CdTe samples with carrier concentrations low
enough to give the high electrical resistivity needed for
y-ray detectors and the high optical transmission
needed for electrooptic modulators and infrared
windows. Gentile et al. [71] ] have described a tech-

nique for preparing highly transparent samples by
annealing material doped with about 2 x 1017 cm-3
In over a temperature range down to 700 OC at Te,
pressures somewhat lower than the saturation pressure.
Several other groups have used growth from Te-rich
solutions, which yields crystals that are initially Te-

saturated at the growth temperature, to establish the
deviation from stoichiometry needed for self-compen-
sation. Hôschl et al. [72] grew Cl-doped crystals by
a technique similar to the Bridgman method, while
Wald and Bell [73] and Triboulet et al. [74] both used
the traveling heater method, the former with Cl-doped
starting material and the latter with starting material
that had been purified by vertical zone melting. Alek-
seenko et al. [54] also used the traveling heater method
but doped the crystals with Cl after growth. As men-
tioned above, they report a carrier concentration of
8 x 10’ cm-3, which gave a resistivity of 3 x 1011 D. cm.
All the Cl-doped semi-insulating crystals grown from
Te-rich solutions are p-type.
Numerous localized electronic levels lying within the

energy gap of CdTe, many of which undoubtedly
involve native defects, have been detected by applying
various characterization techniques to high-resistivity
CdTe. Since the native defects and the mechanism of

self-compensation will be reviewed later in the Sympo-
sium by Professor Krôger and Dr. Marfaing, it will not
be necessary for this paper to discuss the details of the
identification of the localized levels and their influence
on the electrical properties of CdTe. It is appropriate,
however, to point out the essential role played by deep
levels in obtaining semi-insulating properties in any
semiconductor. As shown schematically in figure 26,

FIG. 26. - Deep-acceptor model for production of semi-

insulating, donor-doped semiconductor (Thompson, Ref. [75]).

which is actually taken from a paper by Thompson [75] ]
that discusses the preparation of semi-insulating GaAs,
for a material that contains an excess of shallow donors
over shallow acceptors the deep levels must be accep-
tors. When the concentration of deep acceptors
becomes high enough to exceed the difference between
the shallow donor and acceptor concentrations, the
Fermi level will fall abruptly from the vicinity of the
shallow donor level to the vicinity of the deep acceptor
level, where it remains pinned to yield semi-insulating
materials over a wide range of deep acceptor concen-
trations.
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The energies of some of the prominent levels that
have been reported to exist within the energy gap of
CdTe are shown in figure 27, which reproduces a dia-
gram given by Siffert et al. [76]. The level shown

Fixe. 27. - Some localized levels within the energy gap of CdTe

(Siffert et al., Ref. [76]).

at 0.65-0.75 eV corresponds to the activation energy
observed by various workers in resistivity vs tempe-
rature measurements on high-resistivity samples.
It will be interesting to learn whether the identifica-
tions proposed by Siffert et al. for the defects res-

ponsible for these levels will be generally accepted.
To complete this discussion of the electrical pro-

perties of CdTe, we shall now consider the Hall and
drift mobilities of electrons and holes. Figure 28 shows
the curves of Hall mobility vs temperature reported by
Triboulet and Marfaing [65] for n-type samples cut at
four locations from the head (curve 1) to the tail

FIG. 28. - Hall mobility vs temperature for electrons in CdTe
(Triboulet and Marfaing, Ref. [65]).

(curve 4) of ingots they prepared by vertical zone
refining. The impurity content increases systematically
from head to tail, as shown by the reduction in mobility
at low temperatures due to ionized impurity scattering.
The mobility measured for the purest sample at 32 K
is 1.46 x 10’ cm’ V-1 S-l, the highest reported for
CdTe. The data for this sample are in good agreement
with the theoretical calculations of Segall, Lorenz,
and Halsted [62] represented by the dashed curve, and
in even better agreement with the later calculation of
Rode [77]. Both theoretical treatments show that polar
optical mode scattering is the principal lattice scattering
mechanism over the temperature range shown. The

mobility measured for sample 1 at 300 K was
950 cm’ V-’ s-1, while other samples that had
somewhat lower mobilities at low temperature had
mobilities up to 1 100 cm2 V-1 s-1 at 300 K.

Figure 29 reproduces a figure given by Triboulet
et al. [74] for the Hall mobility of holes in CdTe as a

FIG. 29. - Hall mobility vs temperature for holes in CdTe
(Triboulet et al., Ref. [74]).

function of temperature. The lower curve is the empiri-
cal curve that Yamada [78] fitted to his experimental
data for as-grown, nominally undoped p-type samples
with room-temperature carrier concentrations of about
5 x 1014 Cm-3. The mobility is about 80 cm2 V-1 S-1
at 300 K. The curve has the functional dependenee
expected for optical mode scattering according to the
treatment of Low and Pines [79]. The points shown
represent the data of Triboulet et al. [74] for semi-
insulating p-type samples with room-temperature
carrier concentrations of about 1010 cm - 3 that were
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grown by the traveling heater method from ingots
purified by vertical zone melting. The data are in
excellent agreement with Yamada’s results. The upper
curve represents the theoretical calculations of Kran-
zer [53]. According to these calculations polar optical
mode scattering is the dominant scattering mechanism
at room temperature, while this mechanism and
acoustic deformation potential scattering are equally
important at about 100 K. Piezoelectric and optical
deformation potential scattering do not significantly
affect the mobility over the temperature range shown.
The time-of-flight technique has been used by the

Modena group to measure the drift velocities of elec-
trons and holes in semi-insulating CdTe. The smoothed
data of Canali et al. [80] for electrons are shown in
figure 30, where the drift velocity in samples with

FiG. 30. - Drift velocity vs electric field for electrons in semi-
insulating CdTe (Canali et al., Ref. [80]).

resistivities of 108 to 109 03A9.cm is plotted vs electric
field for temperatures between 77 and 370 K. With
increasing field the velocity initially increases, reaches
a maximum, and then decreases due to the transfer of
electrons from the conduction band minimum at l’ to

higher minima. At fields below the velocity maximum
the drift mobility at room temperature is in good
agreement with the Hall mobility due to lattice scatter-

ing that is measured for low-resistivity samples.
Figure 31 shows the data of Ottaviani et al. [81] for

the drift mobility of holes in semi-insulating samples as

FIG. 31. - Drift mobility vs electric field for holes in semi-

insulating CdTe (Ottaviani et al., Ref. [81]).

a function of temperature and electric field. At room
temperature the mobility is in fair agreement with
the Hall mobility of holes measured on low-resistivity
samples, and it does not depend strongly on applied
field. With decreasing temperature the drift mobility at
fixed field decreases as trapping becomes more impor-
tant, and it therefore becomes more dependent on field,
because the effect of trapping is reduced by the Poole-
Frenkel mechanism. The curves shown were calculated
from the theory for this mechanism by assuming a trap
concentration of 5 x 1016 cm - 3 and a trap activation
energy of 140 meV.
The performance of y-ray detectors depends critically

on the products of mobility and trapping time for
electrons and holes. 1 shall conclude this paper with

figure 32, which shows the curves given by Siffert
et al. [76] for the pi products over the years from 1966
through 1974. Alekseenko et al. [54] have reported
values for both electrons and holes - 2.6 x 10-3
and 4 x 10-4 cm’ V-1- that are significantly higher
than the best shown. It will be of interest to learn
whether this advance is matched or exceeded by the
results to be reported at this Symposium.

FIG. 32. - Mobility-lifetime products for electrons and holes in CdTe
reported from 1966 through 1974 (Siffert et al., Ref. [76]).
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