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Preamble: Natural and Artificial Photosynthesis 
 
 

 
Natural Photosynthesis. About 2.5 billion years ago, a solar-to-fuel conversion system was 
developed by the first living organisms, which was capable of extracting electrons from water 
using sunlight, in order to power their vital functions. This revolutionary evolution, known as 
the photosynthetic apparatus, has changed the face of Earth in many aspects.  
This nano-scale power plant is composed of several enzymatic units, which all have a precise 
function to be performed in a concerted way. Light-capturing units absorb photons to 
generate charge-separated states, which are carried-over on the two opposite sides of a lipidic 
membrane, where they perform chemical reactions. Two of such photosystems work in series 
to convert photons into chemical bonds, thus storing solar energy in a small molecule, 
adenosine triphosphate (ATP). This molecule is then used where required to power various 
biochemical processes. This whole process, known as photosynthesis, is a solar-to-chemical 
conversion system that is self-sustained – the complex photosynthetic machinery can be 
repaired – and is completely renewable, since it uses sunlight, water and carbon dioxide.  
 

In higher plants with an annual life cycle, the energy converted during these chemical 
processes is stored as sugars or fatty acids in organs such as rhizomes, tubers or seeds. These 
energy-storing units are filled up during the warm and sun-abundant parts of the year and 
emptied the next year when a new growth period arrives that requires an intense energy 
surge. Incidentally, these energy-loaded organs are used as energy source by the animal reign. 
Respiration-based animals have developed a process that converts the chemical energy stored 
in the chemical bonds of sugars into other chemicals that can fulfill their various energy needs: 
controlling their temperature, moving around and maintaining vital functions. This process, 
known as respiration, is complementary to photosynthesis since the products of one process 
are the reactants of the other one. The combination of photosynthesis and respiration 
therefore constitutes a fantastic solar-to-power conversion system, as exemplified on scheme 1. 

�
Scheme 1. Simplified representation of the natural photosynthetic and respiration processes. 



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 

�

� �

Artificial Photosynthesis. Artificial photosynthesis aims at using sunlight to make chemical 
bonds and produce energy-storing molecules. It emerged, originally, from the idea that 
mimicking the activity of natural photosynthetic and respiratory enzymes could lead to 
conversion processes producing molecules of energetic interest such as dihydrogen or, even 
better, hydrocarbons, which could be later consumed to recover the stored energy. Although 
nature uses ATP as its main energy carrier, dihydrogen has been identified as a much more 
convenient and industrially viable energy carrier.1 Much work has been devoted to 
synthesizing mimics of the active sites of enzymes such as hydrogenases2 or Photosystem II.3 It 
turned out, however, that the most faithful mimics were either unable to reproduce the 
function of their natural counterparts or required drastic conditions to do so. These difficulties 
in making a structural mimic functional highlighted the challenge to reproduce the precise 
molecular architecture of metalloenzymes, not only in the first and second coordination 
spheres of their active sites, but also in their substrate/product delivery channels or their 
protection and repair mechanisms. Such features are clearly not reproducible with a purely 
biomimetic approach, as they would imply recreating complete enzymes. Artificial 
photosynthesis therefore tries to replace each part from a natural enzymatic process with 
known and mastered synthetic components.  
 
The current challenges of artificial photosynthesis are multiple, but they all pertain to the 
conversion of solar energy into chemical bonds. Different strategies – modular or integrated – 
are currently being pursued to convert sunlight into fuels, and they all share in common the 
need for efficient catalysts. Light capture and conversion can still be optimized, but a lot of 
research has already been done in the past fifty years, as exemplified by the commercial 
availability and wide use of solar panels. Fuel-producing electrocatalysis, such as water-
splitting has also shown to be technologically ready, but requires the use of noble metals, 
which scarcity and price make the wide-spread use of this technology unlikely. The 
development of electrocatalysts, based on earth abundant elements, that can convert small 
molecules such as water, carbon dioxide or dinitrogen into energy-rich chemicals therefore 
appears as a critical technological bottleneck.4 Discovering such catalysts have been the focus 
of many research groups worldwide, starting in the 70’s and efforts are still going on to 
understand both fundamental and applied aspects of their preparation, functioning and failure 
behavior. As tempting as it is, inspiration from Nature has not been very successful so far in 
the field of artificial photosynthesis, at least from a structural and elemental point of view. On 
the other side, concepts such as charge compensation,5 second-sphere interactions6 or multi-
photon absorption7 have been successfully applied to artificial reactions. The last bits of 
knowledge that are still being sought after in the reactions carried out by Photosystem II, 
hydrogenases or nitrogenases should certainly be helpful in our endeavor to design efficient 
and sustainable energy-converting catalysts. 
 
The task to replace the machinery involved in the photosynthesis and respiration processes is 
immense. It consists, in fact, in finding an evolutionary shortcut that will allow human 
societies to develop systems as efficient and sustainable as those occurring in plants, which 
took them millions of years to develop. Unfortunately, we can’t wait for millions of years. This 
is where deterministic approaches, which have been used successfully by mankind to develop 
its societies and technology, can help. We can hope that logic thinking and careful design will 
allow finding technological solutions that will mimic the functions of the natural 
photosynthetic and respiratory processes, within decades rather than billions of years.  
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Outline of the manuscript. We have been involved in the last ten years in several aspects 
of research on natural and artificial photosynthesis. More specifically, we have been interested 
in the study of natural and artificial water oxidizing catalytic system. These studies have been 
performed at different institutions in France and in the United States under the supervision 
and in collaboration with many other researchers of the field. Rather then presenting this 
work in a chronological order, we will describe it following our two main research lines, while 
the last chapter will be dedicated to our future projects: 
 
Chapter 1 : X-ray spectroscopic studies of Photosystem II and related synthetic models. 
 
In this chapter, we will present our contributions to understand the structure of the active site 
of Photosystem II and its water-oxidation mechanism. We will describe our work on the 
characterization of molecular mechanistic models for the water oxidation reaction that occur 
during natural photosynthesis. We will also show how X-ray techniques on these models and 
on Photosystem II help understanding the mechanism by which water is oxidized in Nature. 
 
Chapter 2 :  Operando studies of electrocatalytic systems using X-ray spectroscopies. 
 
This chapter will describe the development of X-ray spectroelectrochemical techniques that 
were developed and used to study oxygen- and hydrogen-evolving electrocatalytic systems. 
Several catalysts based on transition metal oxides or sulfides will be described, which structure 
were determined using in situ and/or operando X-ray spectroscopies. 
 
Chapter 3 : Time-resolved X-ray spectroscopic and microfluidic tools for the study of the 

CO2 reduction reaction. 
 
In this chapter we will present our futures projects, which are centered on the electrocatalytic 
reduction of CO2 into valuable chemicals or fuels. One side of it is the further development of 
in situ X-ray spectroscopic techniques with time-resolution capabilities. An other side consists 
in developing microfluidic systems that can reduce CO2 following multi-step, sequential 
reactions. 

 
In a concluding paragraph, we will discuss the progresses made in the last decade and the 
challenges that lie ahead of the field of artificial photosynthesis. 
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Chapter 1 : X-ray spectroscopic studies of Photosystem II 
and related synthetic models 

 
 
In this chapter, we will first present Photosystem II (PS II) and the current knowledge on the 

structure of the oxygen evolving complex (OEC), we will present the structural studies of this 

enzyme that occurred in the last ten years and in which we have been partly involved, 

together with the study of synthetic manganese complexes using X-ray spectroscopy. We will 

finally discuss the possible mechanism for the water oxidation reaction in PS II. 

 
1.1 The mechanism of water oxidation in Photosystem II 

 
Photosystem II is a 10 kDa transmembrane protein composed of several subunits, which 

collects photons from sunlight and converts them into charges in order to oxidize water on the 

lumenal side and reduce quinones on the stromal side of the thylakoids membrane. Figure 1-

1A schematically describes the structure of PS II, its main cofactors and the sequence of 

events that lead to the eventual oxidation of two water molecules and the reduction of two 

plastoquinones. The catalytic cycle corresponding to this photochemical conversion, 

represented in figure 1-1B and named « Kok cycle » after one of its discoverers,
1
 is divided 

into 5 states, known as the S-states. Each state is generated after a photon is absorbed by PS 

II, inducing electron and/or proton transfer processes and subsequent structural and 

electronic changes. The absorption of four photons by the P680 pair of chlorophylls 

eventually transfers four electrons from two water molecules on the lumenal side to two 

plastoquinones on the stromal side. These plastoquinones later transfer their electrons through 

the thylakoid membrane back to the donor side of Photosystem I, which re-energizes them 

with another photon absorption to further reduce NADH into NADPH. Concomitantly, a 

proton gradient is generated across the membrane thanks to water oxidation and to a proton-

pumping mechanism associated with the plastoquinone re-oxidation. This proton gradient is 

later used to drive the ADP to ATP synthesis by ATP synthase. 

A 

 

B 

 
 
F igure 1-1. Schematic description of Photosystem II from Rutherford and Boussac61 (A) and Kok 
cycle as represented by Cox et al.10 (B) 

�
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Perhaps the most iconic cofactor of PS II is the active site that is responsible for the water 
oxidation reaction, known as the Oxygen Evolving Center (OEC). Because it is the locus of 
the oxygen-oxygen bond formation and because of the potential it holds in inspiring synthetic 
chemists for the design of artificial photosynthetic systems, the structure and catalytic 
mechanism of this Mn4O6Ca cluster has been extensively studied.2,3 
Tremendous progresses have been made in our understanding of this active site in the last 
decades. The first low resolution (3.8-3.7 Å) crystallographic structures of PS II obtained in 
20014 and 20035 were improved to atomic resolution (3.5 Å) in 2004 and a cubane-like 
structure was proposed,6 with a fourth, so-called “dangling”, manganese site protruding from 
it. Although X-ray photoreduction remained an issue and molecular details were subject to 
caution, this structure inspired many mechanistic proposals for the water oxidation reaction. 
A slightly different, open-cubane structure was proposed in 2006 by Yano et al. from 
polarized EXAFS experiments,7 which has been later confirmed by high resolution (1.95 Å), 
radiation damage-free data from XFEL experiments.8,9 After long debates, the oxidation 
states of the manganese ions have now been established for the S0 to S3 states.10 Structural 
data are now available with high resolution, for all of the S-states (except for S4) and for 
intermediate states between the S3 and S4 states.11 Although theoretical calculations12,13 and 
X-ray spectroscopic data14 suggest the involvement of an oxygen radical species during the O-
O bond formation step, EPR data10 argue for an all MnIV structure in the S3 state. 
The mechanism for water oxidation at the OEC have generally been proposed to occur 
through one of the two following types of mechanisms,15 which are depicted on scheme 1-1:  
 
i) A nucleophilic attack from a hydroxide ligand 

bound to a manganese or calcium ion onto a 
highly electrophilic oxygen belonging to an 
MnIV or MnV-oxo species. This mechanism 
was long favored because several synthetic 
MnIV-O or MnV-O species were isolated and 
characterized, which exogenous oxo ligand 
showed electrophilic character. The 
possibility to transfer this oxygen atom to 
oxophilic species such as phosphines or thiols 
suggested a similar reaction with another 
nucleophilic oxygen species.  
 

ii) The coupling of two manganese-bound 
oxygen species with radical character. The 
involvement of oxygen radical species was 
proposed by the Berkeley group in light of their XAS data, which suggested an oxidation 
that was not centered on the manganese ions from the S2 to S3 transition.14 Later 
calculations also favored this type of mechanism,12 although MnIV-oxyl species have never 
been isolated and described in the literature as far as we are aware of. 

�
Scheme 1-1. “Nucleophillic attack” and 
“radical coupling” simplified mechanisms 
proposed for the O-O bond formation at 
the OEC. 
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Discriminating these two types of mechanism required a comparison of spectroscopic data 
measured on both photosystem II in the most advanced S-states and on model compounds 
having structural similarities with the OEC. Such models were scarce or non-existent 10 years 
ago, but thanks to hard synthetic work, new species were isolated that proved essential in this 
comparative work. The next two parts will present spectroscopic data on both PS II and 
synthetic Mn compounds, in the collection of which we have participated over the past 10 
years. These data, along with those measured and analyzed by many other groups worldwide 
bring their contribution to a better understanding of the OEC and its water oxidation 
mechanism. The present state of knowledge and current hypotheses will be described in the 
last part of this chapter. 
 
 
1.2 Structural and spectroscopic studies of Photosystem II using an 

X-ray Free Electron Laser 
 
 

1.2.1 General considerations about serial crystallography experiments at XFELs 
 
Tremendous progresses have been made in the last decade in the description of the 3D 
arrangement of the OEC, using X-ray diffraction and spectroscopic experiments at 
synchrotron and free-electron laser sources as well as other spectroscopic techniques such as 
EPR16 and computational chemistry.12 From the very original XRD structure of PS II from 
Zouni et al. in 2001,4 the resolution has kept improving to current values close to or below 2.0 
Å.9,17,18 Although X-ray induced radiation damages have been an issue in the early days of 
both synchrotron and XFEL based structures,19 radiation damage-free data have now been 
collected using the so-called « collect-before-destroy » approach. This technique was proposed 
by Neutze and Hajdu20 and popularized by Chapman and others21 in conjunction with the 
advent of XFELs. It allows determining the three-dimensional structure of an ordered 
biological object (e.g. a protein crystal or a virus capsid) at room temperature and with time-
resolution. The principle of this technique consists in exposing a crystallized sample of very 
small size (in the microns range) to an X-ray pulse so intense (1012 photons / pulse) that 
diffraction and/or spectroscopic data can be collected in a single shot. The pulse used is so 
short-lived (tens of fs) that the data can be collected before the sample is irreversibly destroyed. 
The « collect-before-destroy » approach is schematically described on Figure 1-2, although 
many variations of it have been reported.  
Since 2011, the group led by Vittal Yachandra and Junko Yano at the Lawrence Berkeley 
National Laboratory have set up an international consortium to determine the three 
dimensional and electronic structure of the OEC in its different S-states and the associated 
catalytic cycle for the oxidation of water. This consortium involves collaborators from many 
countries and institutions, each one taking care of a specific part of the project: PS II 
purification and crystallization (A. Zouni, Humbold Universität Berlin and J. Kern, LBNL), 
model compounds synthesis (A. Borovik, UC Irvine and T. Agapie, Caltech), sample injection 
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(M. Bogan, SLAC, S. Gul and F. Fuller, LBNL), spectrometer development (U. Bergmann 
and R. Alonso-Mori, SLAC and P. Wernet, Helmholtz Zentrum Berlin), sample illumination 
setup (J. Messinger, Uppsala Universitet) crystallographic data refinement methods (P. Adams 
and N. Sauter, LBNL) and theoretical calculations (P. Wernet, Helmholtz Zentrum Berlin). 
As a post-doc in the group of V. Yachandra and J. Yano at LBNL, we had the chance to be 
involved in this project, preparing model compounds, developing sample injection methods 
and collecting data. The next two sections describe the experiments that were carried out 
while we were participating in the consortium but also, for the sake of clarity, a few results 
that were obtained after our stay and without our contribution. 

�
�

1.2.2. Hard X-ray diffraction and spectroscopic experiments on PS II at the LCLS. 
 
Much progress have been achieved since the first experiments run by the Berkeley group 
about 8 years ago; we will describe them in chronological order.  
The first experiments goal was to simultaneously collect XRD and X-ray emission data on PS 
II microcrystals in the different S-states of the Kok cycle. The sample injection system 
described on figure 1-2 and used for the first PS II experiments at LCLS uses a specific 
electrospray technique, which allows the consumption of very low amounts of samples (flow 
rate of 0.5-2 µl/min).22 An illumination setup affixed at the end of the injection capillary was 
designed to illuminate PS II microcrystals and advance them along the Kok cycle just before 

�
�
Figure 1-2. Schematic description of a collect-before-destroy XFEL experiment as presented in 

Sierra et al.22 CSPAD stands for Cornell-Stanford Pixel Array Detector. The Von Hamos X-ray 
emission spectrometer, not repreented on this figure, is located on the side of the interaction point, 
perpendicular to the incident beam. 
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being shot by an LCLS X-ray pulse. An XRD detector located downstream of the interaction 
point and a Von Hamos-type X-ray emission spectrometer23 placed at 90° to the incident 
beam would collect diffraction and emission data for each crystal shot, respectively. Data were 
first collected on thermolysin, a model protein which data were later used to calibrate the 
crystallographic refinement procedure developed by Nick Sauter and his team.24 These data 
were also used to demonstrate the validity of the electrospun microfluidic jet,22 which was 
specifically designed for a much lower sample consumption than the “gas driven virtual 
nozzle” (GDVN) technology (µL vs. mL). X-ray emission data were measured on synthetic 
manganese compounds, which were essential in demonstrating, for the first time, the potential 
application of this technique to XFEL measurements.25 Finally, the first X-ray diffraction data 
were collected from PS II.26 Their low resolution did not improve our understanding of the 
structure or behavior of PS II at the time, but it showed that microcrystals of PS II could 
survive the harsh conditions of this experimental setup and thus demonstrated the feasibility of 
the experiment. The following experiments were more successful each time, although 
injection of PS II into vacuum chambers remained a challenge until it was replaced by other 
methods (vide infra).27 The next achievement of the consortium was the simultaneous 
measurement of XRD and XES data on PS II microcrystals.28 In this experiment, both XRD 
and XES data were collected at room temperature on microcrystals of PS II in the dark (S1) 
and single flash (S2) states. The XES data collected simultaneously to XRD show that the 
microcrystals were intact and did not suffer from any radiation-induced damage (see figure 1-
3A), which was also true for solutions of PS II (see figure 1-3B). 
 

 
Another achievement was the measurement of XES spectra on PS II solutions in the S3, S0 
and S3 + 250ms states.29 Figure 1-3B shows the time-resolved XES spectra of PS II after two, 
three or three flashes + 250ms. The reduction of the manganese centers after three flashes 

�
 
F igure 1-3. Mn Kβ1,3 XES spectra measured at room temperature at the LCLS on : a solution (0.8 
mM in Mn) and crystals of PS II (A), a PS II solution and a MnCl2 solution (500mM), compared to 
synchrotron measurements on an intact PS II solution measured at 8K and a damaged PS II 
solution measured at room temperature (B) and on S3 enriched (2 flashes), S0 enriched (3 flashes) 
and S3Yz

ox enriched (3 flashes + 250 ms) PS II solutions (C). CXI stands for “Coherent X-ray 
Imaging” beamline.  
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and the formation of the S0 state can be clearly seen as a shift of the peak towards higher 
energies. On the contrary, the absence of any shift 250 ms after the third flash indicates that 
the evolution of O2 occurs after this point.  
Although we did not participate in these experiments, it is worth mentioning that 
improvements in the crystals quality and in the sample injection method27 led to the collection 
of XRD data at 2.25 Å resolution for the S1, S3 and ammonia-bound S3 states.9 Another study 
by Suga et al. was also published shortly after, which presented crystallographic data of the S1 
and S3 states of PS II, proposing the formation of an O-O bond already in the S3 state.18 As  
this manuscript was being prepared, the crystallographic structures of all meta-stable S-states 
(S0, S1, S2 and S3), as well as different points in time between the S2 and S3 states, were 
published by the Berkeley group.11  

 
 

1.2.3. Soft X-ray spectroscopic experiments on PS II at the LCLS.   
 
In parallel to the collection of these structural pieces 
of information, a series of experiment was carried 
out using the Soft X-Ray (SXR) beamline of the 
LCLS, in order to measure Mn L-edge spectra of 
PS II at room temperature. All previous attempts to 
measure L-edge spectra of PS II (and other 
metalloenzymes) led to its complete reduction due 
to X-ray damage and the spectra obtained were 
characteristic of manganese(II) species. The advent 
of XFELs and the development of the “collect-
before-destroy” approach described above made it 
possible to design experiments for the collection of 
Mn L-edge spectra of PS II. These experiments 
were led by the Berkeley group, in strong 
collaboration with the group of Philippe Wernet at 
the Helmholtz Zentrum in Berlin. His team 
developed optical zone plates, which allows 
distinguishing the Mn Lα (637.4 eV) and the O Kα 
(524.9 eV) fluorescence signals of PS II.  
These experiments proved being as challenging as 
the crystallographic ones and the first series only led 
to proof of principle results, showing that L-edge spectra of Mn(II)Cl2 concentrated solutions 
could be measured using this setup and the LCLS beam without perturbing its spectroscopic 
signature.30 Further experiments focused on more sophisticated, polynuclear manganese 
model compounds as well as PS II solutions.31 After several beamtimes and intense efforts, 
undamaged Mn L2,3- and L3-edge spectra were measured on MnIIMnIII2Ca, MnIII3Ca and 
MnIV3Ca model compounds, as well as on PS II in the S1 and S3 states, which are shown on 

 
F igure 1-4. Mn L-edge spectra of 
inorganic model complexes and of PS II 
in the S1 and S3-enriched state. All 
spectra were measured at room 
temperature in solutions. 
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figure 1-4. Although the improvement of the signal quality for PS II requires technological 
improvements of the spectrometer and detector, the current configuration of the experiment is 
appropriate for the study of model compounds in the 5-20 mM range. These experiments on 
PS II and model compounds in the soft X-ray range are being continued in order to improve 
the data quality. 
 
 
1.3 X-ray spectroscopy of highly-valent manganese complexes, 

models of the OEC 
 
 
The study of the OEC’s structure has long been backed by the study of synthetic manganese 
complexes, with geometric and/or electronic structures somehow reproducing that of the 
OEC. Comparing the spectroscopic signatures of these models to those of the natural system 
was very helpful in determining it’s geometric and electronic arrangement. This was 
particularly true when no XRD structure was available for PS II and many geometrical 
structures were still considered. Now that the structure of the OEC is known in the early S1 
and possibly S2 states, the comparison with synthetic systems remains useful, but considering 
the higher S-states, where the O-O bond is formed. The challenge is therefore even higher, 
since the potential intermediates are likely to be less stable and thus not comparable to any 
known or synthetically accessible model compound. Efforts are nevertheless directed in many 
groups worldwide towards the synthesis and study of mononuclear and polynuclear complexes 
that can model the OEC, either structurally or mechanistically. While polynuclear complexes 
provide signatures for specific Mn-O-Mn or Mn-O-Ca interactions that can be compared to 
the natural system, highly-valent mononuclear complexes give clues on the spectroscopic 
signatures that one could expect from highly reactive, transient intermediates in the OEC’s 
catalytic cycle. 
The following two paragraphs describe X-ray spectroscopic studies we have performed on 
mononuclear and polynuclear manganese complexes that model the OEC, either 
mechanistically or structurally. These studies were realized through collaborations with other 
groups whose main expertise is the preparation of such delicate synthetic complexes. 
 
 

1.3.1. Mononuclear systems 
 

1.3.1.1 Case of a series of octahedral MnIII/IV complexes with an exogenous 
hydroxo, chlorido or methoxo ligand. 

 
We have been involved in the synthesis and study of mononuclear manganese complexes 
since our PhD work,32 which was dedicated to the preparation and study of mononuclear 
manganese complexes for the activation of water. This work was partly continued after our 
graduation, notably by Dr. Sanae El Gachtouli,33–35 a post-doctoral fellow at the Institut de 
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Chimie Moléculaire et des Matériaux d’Orsay, and we therefore took the opportunity to 
perform X-ray absorption experiments on some of these complexes. We particularly focused 
our attention on a series of mononuclear manganese complexes in an octahedral coordination 
sphere, bearing a single exogenous ligand (OH-, CH3O- or Cl-), and isolated in the +III and 
+IV oxidation states. Figure 1-5 shows the tBuLH ligand used for this study, together with the 
ORTEP diagrams of the tBuLMnIII-OH and tBuLMnIII-Cl complexes.  
The tBuLH ligand, represented on figure 1-5A is monoanionic and pentadentate, which leaves 
a single free coordination position, and features tertbutyl groups on the para and ortho 
position of the phenolic ring in order to avoid dimerization between two mononuclear units. 
The hydroxo, chloro and methoxo derivatives of these complexes were synthesized by 
reaction of the ligand with one equivalent of Mn(II) perchlorate, in the presence of dioxygen 
(non-inert atmosphere) and yielded the Mn(III) derivatives. The structures of the hydroxo and 
chloro compounds (see figure 1-5B and 1-5C, respectively) present similar features, with an 
identical arrangement of the tBuL- ligand and a compressed Jahn-Teller axis along the N1-Mn-
X axis (X=OH, Cl). Interestingly the Jahn-Teller distortion was clearly observed in the 
EXAFS Fourier transform signal of the Mn(III) complexes, while it totally disappeared for the 
Mn(IV) complexes (data not shown). 
 

Figure 1-5. Semi-developed structure of the tBuLH ligand (A), ORTEP diagrams of the [tBuLMnOH]+ 
(B) and [tBuLMnCl]+ (C) complexes. Ellipsoids are drawn with a 50% presence probability. 
 
The Mn(III) complexes were then dissolved in acetonitrile and oxidized electrochemically by 
one electron to generated the corresponding Mn(IV) complexes. Aliquots of the Mn(III) and 
Mn(IV) solutions were frozen for XAS experiments. X-ray absorption spectra were recorded 
at the manganese K-edge at the 7-3 beamline of the Stanford Synchrotron Radiation 
Lightsource (SSRL) at the Stanford Linear Accelerator Center (SLAC). Samples were kept 
frozen in a liquid helium cryostat during the measurements and radiation-induced damages 
were carefully checked. 
Figure 1-6 A, B and C shows the manganese K-edge absorption spectra for the Mn(III) and 
Mn(IV) series. As expected, the main edge energy position is shifted towards higher values for 
the Mn(IV) complexes with respect to their Mn(III) counterparts. The pre-edge region, shown 
in the insets of figure 1-6 A, B, C show low-intensity double features, which correspond to the 
d-block t2g and eg orbitals in high spin Mn(III) and Mn(IV). Figure 1-6 D and E compares the 

�
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three species for the +III and +IV oxidation states respectively. It is worth noting that the 
Mn(IV)hydroxo complex has an edge position that is higher than the two other complexes, 
suggesting that the charge is mostly present on the metallic center rather than on the 
hydroxide ligand. A double-peak can also be observed for this species in the pre-edge region, 
whereas the two other only features a single one. Comparing the spectral signatures of these 
complexes helps understanding their electronic structures and provides blueprint elements in 
understanding more complex systems such as photosystem II. An in depth understanding of 
their electronic structures would require, however, the use of advanced theoretical tools.  

 
 

1.3.1.2 Case of a series of pentacoordinated, trigonal bispyramidal MnII/III/IV/V 
complexes with aquo, hydroxo or oxo ligands. 

 
During our post-doctoral stay at LBNL, we had the opportunity to collaborate with the group 
of Pr. Andrew Borovik, at the University of California in Irvine, who is an expert in the 
preparation of biomimetic, highly-valent manganese and iron complexes.36 In particular, he 
has developed a family of tripodal ligands, which allows the coordination of a metal in a 
trigonal pyramid geometry, leaving a free coordination position for an exogenous ligand. 
Using this scaffold, his group has prepared several manganese or iron hydroxo and oxo 

�
�
Figure 1-6. Manganese K-edge XAS spectra for the following series of complexes: (A) 

tBuLMn(III)OH (red plain) and tBuLMn(IV)OH (red dashed), (B) tBuLMn(III)OMe (green) and 

tBuLMn(IV)OMe (green dashed), (C) tBuLMn(III)Cl (blue) and tBuLMn(IV)Cl (blue dashed), tBuLMn(III)OH, 

tBuLMn(III)OMe and tBuLMn(III)Cl (D) and tBuLMn(IV)OH, tBuLMn(IV)OMe and tBuLMn(IV)Cl. 
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compounds in high oxidation states, which mimic intermediate states of manganese or iron 
containing enzymes.37 Although these compounds are very delicate and need to be 
manipulated with the highest precautions, their relative stability is made possible thanks to the 
interaction of second sphere interactions between pendant groups affixed to the ligand 
scaffold and the exogenous oxygen ligands (hydroxo or oxo).38 Considering intermediate 
species along the water oxidation reaction at the OEC of PS II, manganese(IV/V)-oxo 
intermediates have often been postulated, the electrophilicity of their oxo ligand being key to 
the formation of an O-O bond. Examples of such MnV-O (with an Mn-O triple bond) in a 
square pyramidal geometry have been described,39,40 but they did not show the reactivity nor 
spectroscopy expected for a highly reactive electrophilic species.41 On the contrary, 
manganese-oxo complexes in a trigonal bypiramidal geometry were postulated to present a 
different spin configuration, hence reactivity. The energy diagrams of such high and low spin 
configurations of Mn(V)-oxo complexes in octahedral and trigonal bipyramidal geometries are 
shown on scheme 1, together with the chemical structure of a Mn(III) complex coordinated by 
the H3buea3- ligand developed and used by the Borovik group. 

 
In 2006, The Borovik group reported a Mn(IV)-O complex in a trigonal bipyramidal 
geometry which presented reactivity and spectroscopic features that were compatible with 
what is observed or expected in PS II.42 In this context, collecting extensive spectroscopic 
information on this type of complexes presented a very high interest for comparison with 
spectroscopic data on PS II. A whole family of Mnn+-OHx (n=2, 3, 4, 5 and x=0, 1) 
complexes, represented on scheme 1 (C), with various oxidation and protonation states were 
prepared by the Borovik group and spectroscopically characterized, using XAS and XES in 
our case, but also using EPR spectroscopy.43,44 In particular, the very first Mn(V)-O complex 
in a low spin configuration was prepared and extensively studied using multiple spectroscopic 
techniques.45 
 
 

 
Scheme 1-2. (A) Simplified energy diagrams of high and low spin configurations of Mn(V)-oxo 
complexes in octahedral and trigonal bipyramidal geometries, (B) chemical structure of the 
[H3bueaMn(III)-O]2- complex and (C) series of complexes we have studied spectroscopically and 
their electron/proton transfer relationships. 
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Figure 1-7A-B presents the manganese K-edge XANES data collected on the series of the 
[H3bueaMn-X] (X=O, OH) complexes at cryogenic temperatures. As observed previously in 
another mononuclear manganese complex in an octahedral environment featuring a single 
exogenous water molecule,46 an edge energy shift is observed on going from lower to higher 
oxidation states, the shift being more pronounced for lower (i.e. from Mn(II) to Mn(III)) than 
for higher (i.e. from Mn(IV) to Mn(V)) oxidation states. In the hydroxo series, the pre-edge 
features are notably weak in intensity, which is known and expected for single metal-oxygen 
bonds. In the oxo series, the pre-edge intensity of the Mn(V)-O complex is more intense than 
that of the Mn(IV) or Mn(III) counterparts, but still much less than for a low spin, square 
pyramidal Mn(V)≡O complex, in which the pre-edge features accounts for about 50% of the 
main edge jump.47 This high pre-edge intensity in this low spin, square pyramidal complex 
was used as a marker to rule out the presence of such a species in the water oxidation 
mechanism at the OEC up to the S3 state.41 The decreased pre-edge intensity observed in the 
[H3bueaMnVO] complex reshuffles the cards and rehabilitates the possible presence of a 
transient MnV-O species along the water oxidation at the OEC, but in a geometry containing 
a C3 rather than a C4 symmetry axis, and with a high spin configuration.  
The high spin configuration of the [H3bueaMnVO] complex was demonstrated using, among 
other techniques, manganese K-edge X-ray emission spectroscopy, which spectra are 
displayed on figure 1-7 (C). This technique measures the energy of photons emitted from the 
recombination of a higher orbital electron into the core hole generated from the absorption of 
an X-ray photon. When the electron originates from the 3p orbitals, the emission peak is 

�
 
F igure 1-7. Manganese K-edge XAS spectra of the H3bueaMn-OH (A) and H3bueaMn-O (B) 
series, manganese K-edge Kβ1,3 X-ray emission spectra for the [H3bueaMnVO] (red) and 
[DMBMnVO] complexes (C) and simplified scheme describing the core-hole excited state 
configuration for high and low spin Mn(V)-oxo complexes (D). 
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called Kβ1,3 (also known as Kβ main line) and is sensitive to the spin state of the sample due to 
interactions between the p and d orbitals in the final state after the core hole is filled.48 In the 
case of a Mn(V) species, which has a d2 electronic configuration, the outcome is simple: there 
are either one single (LS) or two final states (HS) depending on the spin configuration of the d-
block. A single state (LS) therefore gives rise to a single peak, while two final states (HS) give 
rise to two peaks, a high intensity one for constructive interaction between the p and d 
orbitals, and a low intensity one for destructive interactions. This situation has been observed 
in the case of two Fe(III)-oxo complexes in low and high spin configurations.49 The XES 
measurement performed on the [H3bueaMnVO] and [DMBMnVO] complexes show this 
exact spectroscopic signature, i.e. a singlet for the low spin [DMBMnVO] complex and a 
doublet for the [H3bueaMnVO] complex, thus assessing its high spin configuration. The 
comparison between the series of model compounds prepared by the Borovik group, which 
we have studied using X-ray spectroscopies, and the OEC has been specifically discussed by 
us44 and others50 in 2015. 
 

1.3.2. Polynuclear systems 
 
Polynuclear manganese complexes have long been very valuable synthetic models when trying 
to understand the structure of the OEC of PS II.51 The advent of advanced X-ray 
spectroscopic techniques such as XES make it worthwhile revisiting the spectroscopic 
signature of some of these structural biomimetic complexes. We have collaborated with the 
group of Pr. Vincent Pecoraro from the University of Michigan, who has been synthesizing 
numerous manganese biomimetic complexes for many years. In order to demonstrate the 
potential of the valence-to-core X-ray emission spectroscopy and use it as a tool to identify 
intermediate species in the OEC, we focused our attention on a series of complexes, originally 
synthesized in 1994 by Dr. Baldwin,52 and which features a dinuclear MnIV2 core, held 
together by oxo and/or hydroxo bridges. 
 

�
 
Scheme 1-3. Semi-developed chemical structure of the salpen ligand and general structure of the 
[(salpen)2MnIV

2O2Hx] (x=0,1,2) complexes (A). Simplified representation of the complexes 
considered in this study (B). 
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Scheme 1-3 shows the chemical structure of the organic ligand used in this study, as well as 
the series of complexes that were measured spectroscopically. Remarkably, the series consists 
of three complexes that only differ by the sequential protonation of each of the bridging 
oxygen atoms. The complexes that has been protonated twice (starting from the di-µ-oxo 
complex) can adopt two forms, one with a di-µ-hydroxo bridge and one with a µ-oxo, µ-aquo 
bridge. Although the di-µ-hydroxo seems more likely in terms of chemical stability, the 

original study by Baldwin et al.52 could not provide a definite evidence to distinguish between 

these two species. 
X-ray absorption53 and emission54 

(both Kβ1,3 and Kβ2,5) at the 
manganese K-edge were collected on 
these three samples at beamlines 7-3 
(XAS) and 6-2 (XES) at SSRL. The 
XAS data collected on this series of 
complexes is presented on figure 1-8. 
The first feature to observe on the 
Mn K-edge XAS data of the series, 
presented on figure 1-8 is the quasi-
absence of any shift in the main edge 
position. This confirms the +IV/+IV 
oxidation state of the dimer and also 
indicates that single and double 
protonation of the bridge does not 
impact significantly the Mn K-edge 
position of these complexes. Looking 
at the pre-edge region (inset of figure 

1-8) it can be seen, however, that the peaks position and relative intensities change with the 
degree of protonation. This is expected, since hydroxo and oxo ligands should not have the 
same orbital overlaps with manganese, thus modifying the d-block arrangement and the p-d 
orbitals mixing. DFT calculations were performed using the high spin and broken symmetry 
wavefunctions to simulate the pre-edge regions of these spectra (data not shown). Without 
discussing in details the parameters and results of these calculations, which are beyond the 
scope of this manuscript and can be consulted elsewhere, it can be easily noted that both 
procedures lead to a single conclusion: the µ-oxo, µ-aquo dimeric species postulated for the 
doubly protonated species does not match at all any of the experimental data, thus completely 
discarding it. 
 
X-ray emission spectroscopy, as described in part 3.1 of this chapter, probes the electronic 
structure of the filled orbitals of a given element. Several recombination processes can occur 

to fill the excited core-hole in a first row transition metal: 2p � 1s (Kα transition), 3p � 1s 

(Kβ1,3) and 3d � 1s (Kβ2,5), with a decreasing occurrence probability as the energy difference 
between the core hole and the level providing the recombining electron increases. The 3d to 

�
 
F igure 1-8. Manganese K-edge XAS spectra of 
MnIV

2O2 (blue), MnIV
2O2H (black) and MnIV

2O2H2 (red) 
species (A), with the pre-edge region in inset.  
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1s recombination process, also known as valence-to-core, is of particular interest in our case, 

since it probes the d-block orbitals and as such, also holds information on the ligands bound to 

the excited metal center. This transition indeed features a satellite transition, called Kβ” or  
crossover peak, which originates from the recombination of an electron from a 2p orbital from 

the ligand into the core hole of the metal. Figure 1-9A schematically describes this process. 

Series of manganese model compounds have been studied by other groups using this 

spectroscopy in order to identify the main features observed as a function of the metal 

oxidation state, the nature of the ligand or its binding mode.55,56 Such data on oxo-bridged 

manganese complexes in different protonation states are very valuable blueprints for later 

comparison with data collected on the OEC. We therefore measured the Kβ1,3 (main line) and 

Kβ2,5 (valence-to-core) data on the MnIV
2O2Hx (x=0,1,2) series, which are shown on Figure 1-

9B. As expected, the main line transition does not present any significant shift in energy for 

the MnIV
2O2 and MnIV

2O2H compounds. A slight shift towards higher energies is observed 

for the MnIV
2O2H2 sample, which corresponds to a formal reduction, and is explained by a 

slight increase of the electronic density on the manganese ion induced by the protonation of 

the two bridges. The crossover peak in the valence-to-core spectra show an evolution that 

follows the protonation state of the di-µ-oxo bridges: a peak with a high intensity is observed 

at 6520.5 eV for the non-protonated species, while another low intensity, single peak is 

observed at lower energy (6517.5 eV) for the doubly protonated species. These observations 

follow the trend expected from the literature,48 i.e. higher intensity peaks at higher energies 

for stronger, shorter bonds. Interestingly, the intermediate, singly protonated species presents 

two distinguishable peaks that correspond to the positions of the purely non-protonated or 

doubly protonated species.  

DFT calculations were again performed in order to correlate the spectral features observed 

with a detailed electronic structure. The results are shown on figure 1-9C and show that the 

crossover peaks contain contributions from the oxo, hydroxo and aquo bridging ligands, but 

also from the oxygen and nitrogen atoms from the salpn ligand. The contributions from the 

salpn ligand are shown to be negligible, which is expected since their orbitals are too involved 

in the salpn organic framework to have a significant contribution into the metal’s orbitals. 

Similarly, the contribution of an aquo bridging ligand is calculated to be negligible, again 

because of the involvement of the oxygen’s orbitals in the O-H bonds. On the contrary, the 

orbitals of the oxo and hydroxo ligands in the bridge are the main contributors to the 

crossover peak for compounds 1 (MnIV
2O2), 2 (MnIV

2OOH), and 3a (MnIV
2OH2). The energy 

positions found for these contributions match very well with the measured data and confirm 

the original attribution of these peaks. This combination of experimental and theoretical data 

showcases the power of valence-to-core X-ray emission spectroscopy in distinguishing the 

presence of a single proton on a bridging oxygen atom. It therefore appears like an essential 

technique for the study of metal-containing enzymes57,58,   molecular catalysts56,59 or other 

materials where the role of light elements is critical.60 
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1.4 Implications for the water oxidation mechanism in the OEC 
 
 
Several milestones have been reached within the last ten years in our understanding of the 
OEC and major breakthroughs are currently being reached. It was shown that PS II can be 
studied at room temperature in its different S-states, without any radiation-induced damages, 
using time-resolved XRD and XES. The community is now just starting to benefit from the 
work that was required to adapt PS II preparations to XFEL experiments and to optimize the 
experimental conditions in terms of sample injection, laser illumination, signal detection and 
data analysis. The recent paper from Kern et al.11 is a foretaste of how powerful the whole 
technique can be. We should indeed soon be the spectators of molecular movies shot with an 
X-ray camera featuring the OEC of PS II as main character, with photons and electrons 
circulating in concert as the Kok cycle advances.  

�
 
F igure 1-9. Schematic diagram of the X-ray absorption and emission processes (A), X-ray emission 
Kb1,3 (B) and Kb2,5 (C) spectra recorded on the MnIV

2O2 (blue), MnIV
2O2H (black) and MnIV

2O2H2 (red) 
species and DFT calculations performed with the Orca software on these compounds (D). 
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We can, however, already extract significant mechanistic insight from the structural and 
spectroscopic data collected on PS II when compared to those collected on synthetic model 
compounds. The presence of a genuine manganyl, i.e. MnV≡Ο was originally considered as a 
possible water oxidation intermediate in light of the electrophilic reactivity of such synthetic 
species, but was then ruled out (at least up to the S3 state) on the basis of X-ray absorption 
measurements.41 The synthesis and characterization of a Mn(V)-oxo complex in a trigonal 
bispyramidal geometry with a high spin electronic configuration opens up new mechanistic 
hypotheses. The pre-edge feature and the rather long Mn-O bond (1.68 Å as determined by 
EXAFS and DFT44) found for this complex are consistent with the XAS data collected on PS 
II up to the S3 state. Moreover, it has been shown by combined EPR measurements and DFT 
calculations that the oxido ligand in this complex have a slight amount of radical character. 
Although a Mn(IV)-oxyl compound (with a full charge on the oxygen ligand) would be quite 
different (with a longer Mn-O bond), the presence of radical character in the oxido ligand 
suggests a possible reaction pattern that would be different from a classical 2 electrons 
nucleophilic-electrophilic attack. The reactivity of this compound has been tested with 
compounds of the same family, e.g. the Mn(III)-OH relative, and showed that single electron 
transfer (to yield a Mn(IV)-O and a Mn(IV)-OH species) is preferred over a hydroxide-oxo O-
O bond formation. These reactivity considerations should, however, not be taken as 
conclusive as far as the OEC is concerned, since the oxido/hydroxo environment in these 
complexes is very peculiar, with three hydrogen bonds and bulky groups maintaining it in a 
protected pocket. Such configuration is obviously not directly comparable to two manganese 
ions apart from each other by only 3.5-4.0 Å and held together by inorganic interactions in 
the OEC and by an organic scaffold around it. The potential role of calcium should also be 
emphasized here, which can act both as a water relay and as the provider of a weak 
interaction with an unstable Mn-oxo intermediate. The recent XRD structure of the OEC in 
the S3 state11 confirms its essential role in bringing a new water molecule in the active site, 
either as direct substrate before the O-O bond formation or as the next replacement oxygen 
after the O-O bond is formed. 
In the first part of this chapter, we briefly described two mechanisms for the O-O bond 
formation that were commonly referred to in the last decade, i.e. the “nucleophilic attack” 
and “radical coupling” mechanisms. In light of the knowledge gathered in the past decade by 
the whole community working on the OEC and on synthetic model compounds, it appears 
that these two models can somehow be combined into a unique one. In this model, the 
oxygens of a terminal and of a bridging Mn-oxo units have a radical character and their 
geometric and electronic structures are asymmetric. The driving force for the O-O bond 
formation is yet to be discovered and probably lies in the quick ejection of a proton, very far 
away from the newly formed peroxo species. 
 
We should stress here the importance of the synthesis and characterization of inorganic model 
compounds, which have been essential throughout in exploring the potential intermediates 
that can be proposed along the water oxidation mechanism in the OEC. Notwithstanding the 
importance of these comparisons, the conclusive evidences on the intermediates present in the 



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 

� ��

OEC will be provided by the experimental data collected on PS II with time and energy 
resolution. Although X-ray spectroscopies have proved powerful in describing the geometry 
and spin state of synthetic manganese complexes or even the protonation state of oxygen 
ligands, its application to establish the geometric and electronic structure of the OEC along 
the Kok cycle will require tremendous efforts, not only in terms of data collection (signal-to-
noise improvement) but also in their interpretation (theoretical calculations). 
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Chapter 2 : Operando studies of electrocatalytic systems 
using X-ray spectroscopies 

 

 

 

2.1 Experimental considerations 
 

 

In situ or operando X-ray experiments have been performed for several decades, with the 

intent of studying interface phenomena such as those found in heterogeneous catalysis,1 fuel 

cells,2 or batteries.3 Concerning the coupling of X-ray techniques with electrochemical 

systems, the main challenge lied so far in the design of the cell and its components. Recent 

experiments have taken advantage of the commercial availability of very thin (tens of 

nanometer) silicon nitride membranes. These membranes are almost transparent to X-rays 

while having very good mechanical and chemical resistance. They can, moreover, be coated 

with thin films of conductive materials that are suited to the experiment in terms of chemical 

compatibility, reactivity, or X-ray absorption. Certain materials can even play both the role of 

a separating membrane and of an electrode, such as glassy carbon films, boron-doped 

diamond or thin metallic foils. The balance between conductivity, mechanical and chemical 

resistance and thickness is not always easy to match, and it gets more difficult as the photon 

energy decreases. From the data collection point of view, the vast majority of experiments 

consist in applying a constant potential between the reference and working electrodes for a 

time long enough to record XAS spectra with a sufficient signal to noise (S/N) ratio. Figure 2-

1 shows a typical example of an electrochemical cell that has been used by our group and 

others for in situ/operando characterization of electrochemical materials with hard X-ray 

techniques. To avoid the effects of bubbles that form during the OER and HER reactions as 

well as to avoid interference of X-rays with electrolyte layers, we used a setup in which the 

back side of the X-ray transparent window faces the incident X-rays and the conductive, front 

side of the window with the catalyst 

faces the electrolyte. The window 

consists of Si3N4 or glassy carbon, 

with conductive layers, such as ITO 

(Indium-doped Tin Oxide), FTO 

(Fluorine-doped Tin Oxide), or Au 

being used as the working electrode 

(WE). The counter electrode (CE) is 

isolated from the main compartment 

and the reference electrode (RE) is 

placed close to the WE. In the 

experimental configuration shown in 

figure 2-1, X-rays can penetrate into 

both the catalysts and the electrolyte. 

All of the electrocatalysts presented in 

the next section are, however, porous 

materials that consist of electrolyte-

permeable structures. Therefore, 

spectroscopic changes under applied 

 
 
F igure 2-1. Schematic representation of an in 
situ/operando X-ray spectroelectrochemical cell. CE, 
RE and WE stand for counter, reference and working 
electrodes, respectively. SR stands for synchrotron 
radiation. 
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potentials are noticeable, without requiring more surface-sensitive methods. This was 
demonstrated, for example, by the study of a manganese oxide catalyst with two different 
thicknesses (100 and 200 nm). While the electrocatalytic current scaled linearly with the 
thickness of the material, the spectroscopic signature remained identical. This indicated that 
the entire thickness of the material was active, and not only the topmost layer.4 Similarly, 
Klingan et al. showed that the bulk region of CoOx-based catalysts is active for oxygen 
evolution owing to the formation of a highly accessible CoIIIO(OH) layered structure, in 
which water and electrolyte can efficiently diffuse and intercalate between the different 
layers.5 
 
The work presented in the next sections has been performed for the main part during our 
post-doctoral stay in the group of Drs. Junko Yano and Vittal Yachandra at the Physical 
Bioscience Division of the Lawrence Berkeley National Laboratory, but also as a scientist at 
SOLEIL. The X-ray based experiments were performed at the Stanford Synchrotron 
Radiation Laboratory (SSRL), at the Advanced Light Source (ALS) or at SOLEIL. This 
chapter is divided somewhat arbitrarily in two parts describing the oxygen evolving and 
hydrogen evolving systems we have studied using in situ and/or operando X-ray techniques, 
and a third one discussing the perspectives of such experiments.  
 
 
2.2 Oxygen-evolving systems 
 
 
During the last decade, while most of the artificial photosynthesis field was focused on 
mimicking as accurately as possible the active sites of the Oxygen Evolving Center or 
Hydrogenases, Dr. M. Kanan and Prof. D. G. Nocera published an article that described the 
electrocatalytic oxidation of water into dioxygen by a cobalt oxide catalyst under benign 
conditions (pH 7 phosphate buffer).6 Despite the simplicity of the materials and concepts used, 
this study had a huge impact on the field. It showed that simple, non-noble transition metal 
oxides are OER-active and extremely robust towards oxidation (which is a truism), while 
being very simple and cheap to prepare. Over a few years, most of the field had abandoned 
molecular water oxidation (except for ruthenium and iridium-based chemistry) and switched 
to transition metal oxides. In this part, we will describe our contribution to understand such 
oxide-based systems using in situ and operando X-ray spectroscopies. 
 

2.2.1 The case of an OER-active nickel borate thin film 
 
In the continuation of a collaboration with the group of Prof. D. G. Nocera at the 
Massachussets Institute of Technology (now at Harvard University) that focused on the study 
of an OER-active cobalt-based oxide,7 we performed similar studies8 on a related nickel-based 
system described by the same group.9 This system consists in a thin film (ca. 7 nm), 
electrodeposited from an Ni(NO3)2 aqueous borate buffer at pH 9.2. An interesting feature of 
these films as compared to their cobalt counterparts is the existence of an activation process 
that turns the material into its most active form. The OER activity of the film indeed shows a 
first phase, which is not so efficient, and a second phase which occurs after about one hour, 
with higher efficiency. We have therefore used X-ray absorption spectroscopy at the nickel K-
edge to determine the structure of this material just after it is deposited, after its activation and 
under catalytic conditions. Figure 2-2A shows the consecutive cyclic voltamograms recorded 
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on a NiNO3 solution in borate buffer at pH = 9.2. The 
anodic wave at Ep=0.78 V vs. SCE corresponds to the 
oxidation of the deposited Ni(OH)2 film into NiOOH. 
The increase in intensity observed as a function of scan 
number is due to the increased amount of material 
deposited on the electrode after each anodic scan. 
These voltamograms can be divided into three regions 
and XANES spectra at the Ni K-edge were recorded 
for each of them: under resting, pre-catalytic and 
catalytic states (green, purple and red regions, 
respectively, on figure 2-2 A). The spectra recorded are 
shown on figure 2-2 B, together with Ni(OH)2 and 
NiOOH reference oxides. From their rising edge 
positions, it can be clearly seen that the resting state of 
the electrodeposited nickel film (which will be named 
NiBi from now on) is comparable to Ni(II) hydroxide, 
while the pre-catalytic and catalytic states are more 
oxidized, as is the NiOOH reference spectrum. It 
should be noted that NiOOH has β and γ phases, 
which are both lamellar. The β phase only has Ni(III) 
ions, while the γ one has both Ni(III) and Ni(IV) ions, 
with an average oxidation state of ca. +3.6. This overall 
higher oxidation state is correlated to the insertion of 
cations between the nickel oxide sheets. In the case of 
the NiBi film, the pre-catalytic state, which is obtained 
by applying a constant potential just beyond the Ni(II) 
to Ni(III) oxidation wave at Ep=0.8 V vs. SCE, shows a 
clear shift in its rising edge position (ca. 2 eV). This 
indicates the formation of the β phase of NiOOH, 
which is confirmed by EXAFS measurements and 
fittings (data not shown here). The catalytic form of the 
NiBi film is obtained by applying a constant potential 
equal or superior to 1.0 V vs. SCE, which corresponds 
to OER conditions. In this case, the rising edge position 
is shifted to even higher values (ca. + 1.3 eV with 
respect to the pre-catalytic form) and is also confirmed 
by the shortening of a fraction of the Ni-O bonds (from 
2.10 to 1.90 Å) as determined by EXAFS 
measurements (data not shown here). EXAFS 
measurements could only be measured on the catalytic 
state, the pre-catalytic one being slowly converted into 
the catalytic form since the potential required to 
generate it is at the foot of the catalytic process. The analysis of these data showed that i) the 
lamellar structure of γ NiOOH is the active species during OER and ii) the smallest ordered 
domain size is ca. 2 nm (40 atoms). It also showed to our disguise that the energy resolution 
provided by most hard X-ray beamlines is not sufficient to observe the slight energy shift 
expected for the presence of transient Ni(IV) catalytic species.  

 
 
F igure 2-2. Consecutive cyclic 
voltamograms recorded during the 
electrodeposition of an NiBi film 
from an NiNO3/KBi solution (A), 
XANES spectra at the Ni K-edge of 
the NiBi film under different in 
situ/operando conditions and of 
reference compounds (B) and 
schematic representation of the 

γ NiOOH phase as a 2 nm disk (top) 
or a stack of two sheets (bottom) (C). 
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2.2.2 The case of a bifunctional ORR/OER-active manganese oxide thin film 
 
Following the approach developed by Nocera and Kanan on the use of transition metal oxides 
produced with low cost and simple techniques, Pr. Thomas Jaramillo and Yelena Gorlin 
published an article in 2010 about the preparation of an amorphous manganese oxide film 
that was active both for the water oxidation and dioxygen reduction reactions.10 This 
material, prepared by annealing of a manganese oxide thin film deposited from an aqueous 
solution of a manganese salt, was described as amorphous and lacked detailed structural 

information. We therefore applied in situ/operando XAS to this material in order to better 
describe it and understand its behavior under catalytic conditions.4 Figure 2-3 shows the 
XANES spectra recorded on the MnOx material ‘as prepared’, under ORR (0.7 V vs. RHE) 
and under OER conditions (1.8 V vs. RHE). It appears clearly from these curves that the 
valence of manganese but also the structure of the starting material is modified under ORR or 
OER conditions. Analyzing these spectra in more details by comparing them with reference 
compounds and correlating them with EXAFS fittings, we described the material as a layered 
birnessite phase under OER conditions, which converts into Mn3O4 under ORR conditions. 
This conversion is not topotactic and should therefore not be favored, but the small size of the 
domains involved in the conversion (no diffraction was observed and the largest domain size 
was estimated by EXAFS fittings to be ca. 2 nm) may explain this rapid conversion. 
 
This material was further optimized by the group of Jaramillo, by the inclusion of nickel in the 
oxide matrix. Nickel and manganese oxides being known as good catalysts for OER and 
ORR, respectively, they surmised that a combination of both metals could combine their 
respective properties. This is indeed what happened in the NiMnOx material that they 
prepared, which has enhanced ORR and OER properties as compared to regular NiOx and 
MnOx, respectively. This material was in turn studied by us, using X-ray absorption and 
emission spectroscopies.11 In particular, we used the dispersive X-ray emission spectrometer 
developed by R. Alonso-Mori and U. Bergmann12 (mentioned in the previous chapter) in a 
modified configuration (using 12 Si440 crystals to collect the manganese Kβ fluorescence and 
4 Si551 crystals to collect the nickel Kβ fluorescence, see figure 2-4A) to probe both the nickel 
and manganese elements at the same time. Thanks to this spectrometer configuration, we 

 
 
Figure 2-3. XANES spectra of the MnOx material ‘as prepared’ (green), under ORR 
(red) and OER (blue) conditions (A), and cyclic voltamogramms of 100 and 200 nm 
thick film, showing the linearity of the electrochemical response as a function of 
thickness (B). 
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measured the energy of the Kβ fluorescence line from both the manganese and nickel ions as 
a function of applied potential. Using integrated absolute difference (IAD) analysis (see figure 
2-4B), we could show that, when the electrochemical potential is increased, the mean 
oxidation state of manganese first increases from Mn(III) to Mn(IV) while the oxidation state 
of nickel starts to increase (from Ni(II) to Ni(III)) only when the oxidation state of manganese 
reaches a plateau. This behavior points to different roles for the two ions, manganese acting 
more like a reservoir for oxidizing equivalents, while nickel would be the actual active site. 
This study was, as far as we know, the first example of a dispersive spectrometer used to 
monitor the oxidation state of two different elements at the same time. Although 
electrochemical potentials were applied for rather long periods of time in this particular 
experiment (30 to 120 minutes), the setup used shows great promise for application in time-
resolved electrochemistry. 

The examples described in this paragraph show that operando XAS is critical in determining 
the structure of oxide-based OER electrocatalysts under functioning conditions. We are 
currently pursuing similar work on oxides that are photocatalytically active for the OER13 as 
well as on other classes of materials such as nickel borides. The study of these materials by 
operando XAS and operando TEM has been funded by an ANR grant in collaboration with 
the groups of Dr. David Portehault (CNRS/Sorbonne Université) and Pr. Ovidiu Ersen 
(University of Strasbourg). 

 
 

2.3 Hydrogen-evolving systems 
 
 
2.3.1 Transition metal sulfides 

 
Transition metal sulfides have been studied for several decades for their catalytic properties, in 
particular for hydrodesulfurization reactions,14,15 which are used to remove the sulfur 
compounds responsible for the poisoning of catalysts at the exhausts of vehicles. This class of 
compounds were shown to be active for the hydrogen evolving reaction, with a particularly 
high efficiency for molybdenum sulfides.14,16 Starting from the years 2010 and the seminal 
work of Jaramillo and Chorkendorf,17 a wide variety of molybdenum sulfide-based 

 
 
F igure 2-4. Dispersive X-ray emission spectrometer in Von Hamos 
geometry showing the two sets of crystals and the two detectors to 
collect both the Mn and Ni Kβ emission lines (A). Integrated Absolute 
Difference measured on the Kβ emission lines for both the manganese 
and nickel ions as a function of applied potential (B). 
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compounds were prepared and studied for their HER activity.18,19 In collaboration with 
research groups developing HER-active molybdenum sulfide catalysts, we have used X-ray 
spectroscopy to determine their structure, both under ex situ and operando conditions.  
The first system we studied was developed by the group of Pr. A. Paul Alivisatos at the 
University of California in Berkeley. It consisted in MoSx-coated CdS nanorods with a CdSe 
seed, which were able to perform light-induced HER in water and in the presence of a 
sacrificial electron donor.20 The MoSx layer deposited on the outer shell of the particles was 
obtained by calcination of a molecular precursor and the structure of the final product was 
hardly identifiable save for X-ray absorption spectroscopy. We therefore measured the Mo K-
edge EXAFS spectra and performed the corresponding fits. By comparing our data and 
analysis to previous work on the structure of crystalline and amorphous MoSx materials,21–23 
we showed that the molecular structure of the initial material is not retained after the 
nanorods decoration, and that the active material is a layer of amorphous MoS3. 
 
The second system we studied was developed in the team of Pr. Xile Hu at the Ecole 
Polytechnique Fédérale de Lausanne (EPFL).24 Inspiring from the simple electrochemical 
deposition method proposed by Kanan and Nocera for OER-active metal oxides, the Hu 
group applied this method to the deposition of MoSx materials from an aqueous solution of 
(NH4)2MoS4. The structure of this material was, however, difficult to unambiguously 
determine using electrochemical or ex situ surface techniques such as XPS. We therefore 
applied X-ray absorption spectroscopy at the molybdenum K and L-edges and at the sulfur 
K-edge on this material, under in situ and operando conditions.25 Interestingly, the Mo K-
edge data did not provide much electronic information, since the XANES spectroscopic 
features do not present any trend with a clear relationship to the molybdenum oxidation state, 
which is due to the non-innocent nature of the sulfur ligands. The EXAFS data were, 
however, very informative and allowed us determining the presence or absence of bridging 
disulfide units under acidic conditions and under HER operation. Sulfur K-edge and Mo L2,3-
edges were collected at the 4.3 beamline of SSRL, with a custom-designed electrochemical 
cell accommodating a helium blanket on the incoming and outgoing X-ray beam path, so as 
to maximize the count rate. Surprisingly, the data obtained under operando conditions (figure 
2-5) show that, as the cathodic potential is increased, the molybdenum centers are reduced, 
while the sulfur ones are oxidized. This behavior was explained by the fact that these 
measurement describe the state formed just prior to the rate-limiting step, which we described 
as a molybdenum(III) ion with a terminal disulfide unit bound to it. The mechanism we 
proposed based on these data is shown on figure 2-5E and is very similar to what has been 
proposed so far for crystalline MoS2.17 It is, however, the first demonstration that amorphous 
MoSx materials perform the HER following a mechanism that is ligand-based and involves 
terminal disulfide units, with a low-valency Mo ion. It is worth mentioning that, after this 
study was published, a few research groups proposed that other mechanisms, involving highly-
valent molybdenum ions such as Mo(V) were occurring in MoS4 HER-active thin film 
deposited on gold,26 or in MoS2 amorphous nanoparticles.27 Although such a proposal seems 
reasonable in the case of MoS4 thin films on gold (were terminal sulfides are the actual locus 
of catalysis), it is much more questionable in the case of MoS2 nanoparticles, especially given 
that the proposed mechanism involves hydride species with molybdenum in a high oxidation 
state. We are currently working on operando measurements applied to several MoSx materials 
in order to disentangle these mechanistic issues and propose a final mechanism for HER-
active molybdenum sulfide electrocatalysts. 
 



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 
 

 31

We are expanding this work on transition metal sulfides through collaborations with the teams 
of Dr. Marion Giraud at the Université Paris-Diderot (working on iron and cobalt sulfides) 
and of Dr. Sophie Carenco at the CNRS/Sorbonne Université (working on molybdenum 
oxysulfides). 
 

2.3.2 Case of a metallic nanocatalyst obtained from a molecular precursor 
 
As mentioned in our general introduction, Artificial Photosynthesis has its roots in the 
biomimetic synthetic chemistry that tried to reproduce enzyme’s actives sites in order to 
perform natural reactions such as the water oxidation reaction of Photosynthesis or the 
reduction/oxidation of protons/hydrogen performed by hydrogenases. Although the 
compounds that reproduced enzyme’s active sites most faithfully were not the most active 
ones, the molecular coordination chemistry developed inspired other architectures for the 
OER or HER. OER-active systems were rapidly abandoned when it appeared clearly that the 
organic ligands binding the transition metals were not robust enough given the harsh 
oxidizing conditions required to form an O-O bond. On the contrary, HER-active molecular 
systems have been thriving for a good decade until now. One system that was extensively 
studied was based on glyoxime ligands coordinating a cobalt ion, the so-called cobaloxime 
family. This molecule was first synthesized by Espenson in the 70’s28 and later revisited by 
many groups worldwide.29 In 2012, Fournier et al. showed that the HER activity attributed to 

 
 
Figure 2-5. Sulfur K-edge (A, B) and Mo L3-edge (C, D) absorption spectra of the MoSx material as 
prepared, under pre-catalytic and catalytic conditions and of reference compounds. The right 
panels (B, D) show the progressive evolution of the edge position as a function of applied potential. 
The scheme on the right shows the proposed structure of the MoSx material under as prepared, 
pre-catalytic and catalytic conditions. The Cat-H species in grey is only putative. 
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cobaloximes was actually coming from nanoparticles deposited on the electrode upon addition 
of acid and the application of an electrochemical potential.30 The nature of these 
nanoparticles was not clearly established and we therefore collaborated with the team of Dr. 
Elodie Anxolabéhère-Mallart and Pr. Marc Robert at the Laboratoire d’Electrochimie 
Moléculaire at the Université Paris Diderot to apply in situ and operando X-ray spectroscopy 
to determine what material was responsible for the actual catalysis.  
 

 
Figure 2-6A shows the cyclic voltamograms recorded on the [Co(dpg)3(BF)2]+ (where dpg 
stands for diphenylglyoxime) complex in acetonitrile in the absence and the presence of 
perchloric acid. It was demonstrated elsewhere30 that the voltamograms under acidic 
conditions describe the electrochemical reduction of the glyoxime ligands and the de-
coordination of the cobalt ion. The formation of nanoparticles upon constant potential 
electrolysis at -0.35 V vs. RHE in the presence of perchloric acid was evidenced by SEM 
images of the electrodes surface after electrolysis (see figure 2-6B), which showed ill-defined 
half-sphere of ca. 100 nm in diameter. The electrodeposition process was followed by cobalt 
K-edge XANES and EXAFS spectra were recorded when the deposition process was 

 
 
F igure 2-6. Cyclic voltamograms of the [Co(dpg)3(BF)2]+ complex in acetonitrile in the absence 
(red) and presence (blue) of acid, together with its molecular structure (A). Electron micrograph of 
the nanoparticles formed after applying a constant potential at -0.35 V vs. RHE on a 1 mM solution 
of [Co(dpg)3(BF)2]+ in acetonitrile (B). Co K-edge EXAFS Fourier transforms and k-space (insert) of 
the amorphous Co nanoparticles deposited (cyan) of fcc-Co (magenta) and of hcp-Co (black) (C). 
Co K-edge XANES spectra of the as deposited amorphous Co NPs (cyan), and in aqueous KPi 
buffer poised at -0.3 (plain red), -0.5, -0.7 and -0.9 V vs. RHE. 
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complete. These data show that the nanoparticles formed are amorphous, since neither the 
XANES nor the EXAFS data match those of the hcp or fcc allotropes of cobalt (see figure 2-
6C). Based on EXAFS fits, we could determine that the smallest ordered domains in the large 
particles were about 2 nm in size. These particles, once set into an aqueous buffer, are 
converted for a large fraction (ca. 50%) to cobalt (II). Applying a negative potential to reach 
HER conditions leads to a conversion of this oxidized fraction back to a metallic species (see 
figure 2-6D). Interestingly, the initial XANES spectra of the purely metallic species formed 
after deposition in acetonitrile could never be recovered, even at highly cathodic potentials. 
The remaining oxidized cobalt species was identified by XANES linear combination fittings 
and EXAFS fittings as cobalt(II) phosphate. It is interesting to note that, even at very highly 
cathodic potentials, an oxidized form of cobalt remains present at the surface of these 
nanoparticles.  
 
As a general comment, we would like to point out that in situ/operando XAS is an ideal tool to 
demonstrate the intactness of molecular catalysts that are used for energy-related 
electrocatalysis, which is a major concern in many of these systems.31–33 
 
 
2.4 An outlook on the use of X-ray spectroscopies for 

electrocatalysis research 
 
 
Photon in/photon out X-ray spectroscopies are invaluable techniques for the study of catalysts 
under working conditions. The high penetration depth of hard X-rays allows complex 
experimental setups, and the palette of spectroscopies available nowadays provides a wealth of 
information on low-order systems. There are, however, limitations to the technique in the 
current state of beamlines and data acquisition methods, which could hopefully be overcome 
in the near future.  
 
Up to now and as far as we are aware of, operando X-ray spectroscopies applied to 
electrocatalysis have been used to determine the nature of a catalyst under functioning 
conditions in the steady state. The vast majority of the systems studied are based on materials 
deposited as films on a working electrode (sometimes it is the electrode itself). These 
electrochemical systems are highly heterogeneous, because of their porosity, the size of the 
domains or particles and the presence of a solid-liquid interface. Heterogeneities also exist 
throughout the film during operation, due to the electrochemical potential, access to substrate 
or electrical conductivity. Several species are therefore present at the same time in such 
systems, even in the resting state. In the case of the OER, the O-O bond formation in 
transition metal oxides have been shown to occur at a few, high oxidation state sites, while the 
others remain in a “spectator”, low oxidation state.34 This is also true for the HER and 
certainly for the CRR, although it is less documented as of now.  
Distinguishing the different species present in such a material in space and time is a challenge 
that will probably require decades to solve. Indeed, the timescales required to record an XAS 
or XES spectrum on most current beamlines (on the order of minutes at best), does not allow 
observing any transient intermediate. Moreover, due to their penetration depth, X-ray 
techniques probe a volume rather than a surface (with the exception of X-ray photoemission 
spectroscopy, XPS). In most cases, the information collected therefore describes the “steady 
state” of a reaction, with a complex distribution of species in time and space. This situation 
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explains the current limitations in the use of X-ray spectroscopy to access detailed information 
on catalysts such as the electronic and local structure of transient species prior to bond 
formation.  
 
The solutions to these issues are multiple, but can be organized in three axes: 

i) the use of time-resolved spectroscopy, either at synchrotrons or free electron lasers 
(XFELs),  should allow accessing transient intermediates. The application of time-
resolved XAS to electrochemistry is, however, very challenging from an experimental 
point of view, especially in the case of XFELs. The use of Von Hamos X-ray emission 
spectrometer can be very helpful to perform time-resolved spectroscopy (no motor is 
required to move), although it does not provide as much structural information as 
XAS. The use of Quick-XAS beamlines is very appealing to reach sub-second 
timescales and we will present in the next chapter our first attempts to use them for 
energy-related electrochemistry applications. Time-resolved X-ray spectroscopy would 
nonetheless suffer from the mixture of species that are present at a given moment in an 
electrocatalytic film.  

ii) Surface techniques such as grazing incidence X-ray spectroscopy or XPS could be 
used to probe the active surface of a catalytic film. The application of these techniques 

to the operando study of electrocatalytic system represents a significant challenge, but 

Near-ambient pressure XPS has seen tremendous progresses in the last years and 
several studies of electrochemical systems using these techniques have been published 
recently.35 

iii) The study of model systems could be a valuable approach to disentangle the complex 
mixture of species in an electrocatalytic system. Molecular species or very thin layers of 
catalysts, which behavior would be easier to control and understand, could be studied 
as simplified systems to provide information on single sites or interfacial behavior. 
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Chapter 3 : Time-resolved X-ray spectroscopic and 
microfluidic tools for the study of  

CO2 reduction reactions 
�
�
�
3.1 Why it is worth working on CO2 reduction reactions 
 

 

This chapter will focus on our upcoming projects, some of them being already underway and 

others being only described on paper. After working for several years on the study of water 

splitting reactions (HER and OER), we figured that advances in the implementation of noble 

metal-free technologies may require more engineering than fundamental breakthrough. CO2 

reduction reactions (CRR), on the other hand, are still in their infancy. Because of the wide 

variety of products that they can form, the mechanism that they can follow and the catalysts 

that they can use, these reactions offer a fantastic and virtually unlimited playground for he 

who seeks understanding fundamental aspects of the structure and behavior of catalysts. The 

potential applications in industrial gas exhaust treatment, synthetic chemistry or energy-related 

catalysis
1,2

 make it a very attractive and important research topic. 

 

 

�
�

Figure 3-1. Simplified representation of the anthropogenic CO2 sources and of the C1 products 
formed by the direct reduction of CO2. Their global yearly productions are indicated (in red) as well 
as their uses in industrial applications. Potential sources of protons (water electrolysis) and 
renewable energies required for the reduction of CO2 are also depicted. 
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Figure 3-1 shows a simplified picture of CO2 emissions and potential use in industrial 
societies. Carbon dioxide is produced by many industrial processes such a cement factories, 
breweries, steam reforming plants (producing hydrogen and CO2 from methane) or 
agricultural waste fermenters (producing CH4 and CO2 from biomass), but also by land, sea 
and air transportation and by coal or fossil fuel-based power plants. Some of these CO2 
sources are diluted (about 20% in vehicle exhaust gas), while others are highly concentrated 
(cement factories, coal power plants). Although utilizing directly the diluted CO2 expelled by 
moving vehicles seems too complex, the valorization of concentrated and stationary CO2 
sources should be much more realizable on a technological point of view. The amounts of 
CO2 generated are very important (about 40 billion tons in 2010) and the simplest chemicals 
that can be produced by its reduction all find attractive applications in the industry. The left 
part of figure 3-1 shows the annual productions and a few application areas of the five C1 
products that can be obtained from the direct reduction of CO2. All of them account for 
several millions of tons per year, which should provide enough incentive to master their 
production from CO2.  
The electrochemical production of carbon monoxide and formic acid from CO2 has been 
described through many academic examples,3,4 but their implementation on industrial scales 
is just beginning.5 Formaldehyde, methanol and methane, on the other hand, have only been 
produced by CO2 reduction in a handful of cases at the laboratory scale. The five C1 
products that can be directly produced from CO2 reduction are already used as such in 
several industrial fields or directly as fuels. But most of them can also be used as synthetic 
building blocks for more complex chemical syntheses. Being able to reduce CO2 into these 
C1 compounds efficiently and with technological and economical feasibility would be a very 
important step in the reduction of CO2 emissions. But beyond that, understanding the 
fundamental chemical steps of catalysis that lead to these products should allow controlling 
their reactivity in such a way that C-C bonds could be formed to produce more complex, 
higher value chemicals. Overall, the production on large scales of a wide variety of chemicals 
using reductive chemistry based on CO2 rather than an oxidative chemistry based on fossil 
hydrocarbons would completely change the impact of industry and energy production on our 
societies. A lot of research is clearly required to improve the efficiency and scalability of CO2 
reduction reactions, both from fundamental and applied aspects. Electrochemical reactions, 
because of the necessity to store electrical energy under the form of chemical bonds, will 
certainly play an important role in this long-term, global endeavor.6 
 
In this context, we have engaged in two parallel projects related to CO2 reduction, which are 
described in this chapter. The first one deals with the development of time-resolved X-ray 
spectroelectrochemistry, which we will apply to CRR-active molecular catalysts. This project 
has been funded by the Charmmmat (2017, in collaboration with Dr. Zakaria Halime and Dr. 
Khaled Cheaib, Université Paris-Sud) and Michem (2018, in collaboration with Pr. Marc 
Robert, Dr. Elodie Anxolabéhère-Mallart, Université Paris Diderot) LABEX and the first 
experiments were already performed on the ROCK beamline at SOLEIL. The second project 
is aiming at the application of microfluidic systems to the electrochemical reduction of CO2 
and received its first funding in 2018 (young researcher ANR grant).  
 
�
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3.2 Time-resolved X-ray spectroelectrochemistry for the study of 
CO2 reduction reactions 
�
�
3.2.1 Molecular CO2 reduction reactions 
 

As mentioned in the introduction of this chapter, the electrochemical reduction of CO2 can 
be performed by many different types of catalysts, yielding many different products and 
following complex reaction routes. Pure metals at the right of the periodic table such as silver, 
gold or copper show good performances in converting CO2 into CO (Ag and Au) or more 
complex products (Cu). Molecular system have also shown interesting performances for the 
reduction of CO2 into CO, as shown by the pioneering work of Sauvage and Savéant on 
nickel cyclams7 and iron prophyrins8, respectively. More recently, iron9 and cobalt10 
macrocycles have received an increased attention, due to their synthetic tunability, their 
robustness and their high turnover rates and 
numbers for CRR. Despite detailed 
electrochemical analysis of their reaction 
mechanism for the CO2 to CO reduction,11 
spectroscopic information are still missing to 
describe intermediates along the catalytic cycle. In 
the particular case of porphyrins, the electronic 
structure of the most reduced species – whether 
the electrons are localized on the central metal or 
on the porphyrin backbone – is still a matter of 
debate.12 Intermediates such as Fe(I)CO2•− (the 
adduct formed by addition between the reduced 
Fe(0) species and CO2) or Fe(II)CO have been 
suggested but their precise local and electronic 
structures remain elusive and lack extensive 
spectroscopic signatures.13 Scheme 3-1 shows the 
molecular structure of a water-soluble iron 
porphyrin and the putative catalytic cycle 
associated to it for the CO2 to CO reduction. 
 
The establishment of the so-called Quick-XAS beamlines (beamline 10.3.2 at the ALS,14 
ROCK beamline in SOLEIL,15 SuperXAS in SLS16) that can record spectra in the ms 
timescale make this technique a very good choice to study electrocatalysts. Although the 
lifetime of actual reaction intermediates is even shorter, specific species can be accumulated 
when tuning the experimental conditions of an electrochemical experiment (i.e. scan speed, 
concentration, temperature). Experimental and methodological developments are, however, 
required to make it available to the largest number and to access valuable information on a 
wide variety of systems. Providing a time-resolved method to identify transient species during 
electrocatalysis would be very valuable for the field of molecular CO2 reduction, but also for 
electrocatalysis in general. 

 

�

�
 
Scheme 3-1. Possible mechanism for the 
electrocatalytic reduction of CO2 into CO 
by FeTTMAPP. The molecular structure of 
FeTTMAPP is represented at the center of 
the scheme. 
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3.2.2 Technical developments 
 
In order to collect time-resolved XAS data along 
a cyclic voltamogram, we have designed a 
spectroelectrochemical cell for X-ray 
spectroscopic transmission measurements. A 
schematic of it is represented on figure 3-2, 
where the X-ray beam path, the electrodes and 
the liquid circulation channels are depicted. The 
main issue lies in the balance between an 
appropriate path length (too small would 
prevent a good S/N ratio, while too long would 
yield a too small edge-jump) and a correct 
electrochemical behavior. The current 
configuration of the cell allows recording spectra 
of a solution while performing a cyclic 
voltamogram on it. A three-dimensional 
electrode was used, so that the whole solution 
was subject to a potential change and that the 
spectra collected correspond to the complete 
conversion of a species. 

 
3.2.3 Preliminary results 

 
In collaboration with the team of Dr. Zakaria Halime at the Université Paris-Sud, we collected 
time-resolved data at the ROCK beamline on a model system, Fe(III)Cl3, using a 2 mm path 
length and a carbon foam as working electrode. Figure 3-3A shows the cyclic voltamogram 
recorded within this cell, which shows a chemically irreversible but electrochemically 
reversible system, which is due to the difference of chloride ligands in the +II (2 Cl-) or +III (3 
Cl-) oxidation states. 
 
Figure 3-3B shows the Fe K-edge XANES spectra of pure FeCl2 and FeCl3 aqueous solutions 
(20 mM) together with a spectrum measured after a 20 min bulk electrolysis at -0.8 V vs. 
Ag/AgCl. This spectrum is nearly identical to the spectrum measured on a pure FeCl2 
solution and linear combination fittings using the solution spectra of FeCl2 and FeCl3 indicate 
a conversion of 90%. We then collected data along the course of a cyclic voltamogram, with a 
scanning speed of 20 mV/sec. XAS data were collected with a monochromator oscillation 
frequency of 2 Hz (only forward data were recorded) and spectra were averaged over 5 
seconds (10 spectra, 100mV). Figures 3-3C and D show the series of XAS spectra recorded 
along this voltamogram. It can be clearly seen that after 100 seconds (E = -1.0 V ± 50 mV) 
and 190 seconds (E = 0.0 V ± 50 mV), the spectra are almost identical to those of pure FeCl2 
and FeCl3 solutions, respectively. Linear combination fittings allowed quantifying the amount 
of conversion at different points of the voltamogram, which were plotted on figure 3-3E. The 
profiles observed show a 90% conversion at extreme potentials and are completely in line with 
what is expected theoretically.17  

�
 
F igure 3-2. Schematic representation of 
the transmission XAS spectroelectrochemical 
cell for time-resolved experiments. 



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 
�

� ��

�

 
 
F igure 3-3. Cyclic voltamogram recorded on a 20 mM aqueous Fe(III)Cl3 solution (20mV/s 
scanning speed) in the X-ray transmission electrochemical cell shown on figure 3-2 (A). Fe 
K-edge XANES spectra of Fe(III)Cl3 (black) and Fe(II)Cl2 (red) and of an Fe(III)Cl3 solution 
converted into Fe(II)Cl2 after bulk electrolysis at -0.8 V (gray) (B). Time-resolved Fe K-edge 
XANES spectra recorded during a cyclic voltamogram (averaged over 5 seconds) (C, D). 
The reduction and re-oxidation processes are shown on panel (C) and (D), respectively. The 
reference spectra of the Fe(III)Cl3 (black) and Fe(II)Cl2 (red) solution are shown for 
comparison. Fe(III)Cl3 (dotted red) and Fe(II)Cl2 (dotted black) concentrations (obtained 
from XANES linear combination fittings) and current profiles observed during a cyclic 
voltamogram (E) and EXAFS k-space signal from pure Fe(III)Cl3 (black plain), and Fe(II)Cl2 
(red plain) solutions and from time-resolved spectra (averaged over 5 seconds) after 100 
(dotted black) and 185 (dotted red) seconds after the start of the voltamogram (F).  
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EXAFS data were also collected along this voltamogram. Figure 3-3F shows the k3 weighted 
EXAFS of reference solutions of FeCl3 and FeCl2 and of the spectra recorded after 100 
seconds (E = -1.0 V ± 50 mV) and 190 seconds (E = 0.0 V ± 50 mV). Although the signal-to-
noise quality is only sufficient for a crude Fourrier Tranform analysis (not shown here), the 
changes observed along the voltamogram are clearly in line with the spectra of the pure 
species.  
All together, these results demonstrate the feasibility of time-resolved X-ray 
spectrolectrochemistry under cyclic voltametry conditions. The time resolution that we have 
attained is clearly not sufficient to identify intermediates, but we are actively working on the 
optimization of the setup and data collection methodology in order to access higher scanning 
speeds. Once achieved, these technical progresses will be applied to the study of CO2-
reducing transition metal macrocycles such as iron porphyrins.  
 
 
3.3 Microfluidic systems for the sequential reduction of CO2 
 
 

3.3.1 Microfluidics as a new discovery tool 
 
In a very simplified approximation, the current research on CRR follows two paths. One of 
them seeks to optimize the selectivity of catalysts that produce a variety of products (metallic 
copper is an iconic example of such catalyst), while the other path seeks to improve the 
performances (turnover numbers and frequency) of catalysts that reduce CO2 into low added-
value molecules, such as CO or CH4. Molecular transition metal macrocycles are good 
examples of the second path. A third path has emerged in recent years, which aim is to 
couple single CO2 reducing reactions within multicatalytic sequential processes.18,19 One 
advantage of this strategy is that it allows optimizing each single catalyst independently from 
one another. Complex reaction schemes can also be imagined, where the product of a 
reaction could be used for multiple 
following ones. Such reaction scheme is, 
however, difficult to test on many catalysts 
and reactions when using typical lab-scale 
reaction flasks. Microfluidics, on the other 
side, allows manipulating very small 
amounts of liquids and hence the 
parallelization of reactions using very small 
amounts of catalysts. Its application to 
energy-related topics is barely beginning,20 
but it holds promises as a catalyst 
screening tool. It has also been proposed 
as an interesting membraneless approach 
to avoid product mixing in electrocatalytic 
systems, thanks to laminar flow 
conditions.21  
 

�
 
Scheme 3-2. Conceptual representation of the 
sequential CO2 reduction into formaldehyde or 
more complex products in microfluidic reactors. 
The area highlighted in blue is the primary goal of 
the project, which will demonstrate the feasibility 
and interest of this approach. 



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 
�

� ��

In order to screen the potential of multicatalysis in short times and with small amounts of 

catalysts and reactants, we proposed a project where microfluidic reactors will be set in series, 

so as to perform two or more sequential reduction reactions starting from CO2. Our primary 

objective is the formation of formaldehyde from CO2 through CO, but other reaction 

schemes can clearly be imagined. Scheme 3-2 describes the concept of microfluidic sequential 

reactions, which can be complexified at will. The advantage of this approach is that it allows 

the implementation of tens of parallel systems, in which various reaction conditions (such as 

the pH, the nature of the buffer or its concentration) can be tested in parallel on the same 

series of catalysts. Conversely, a series of CO reducing catalysts can be tested in parallel in 

reactor n°2 using the same CO producing catalysts in reactor n°1, thus avoiding the unsafe 

use of large volumes of CO.  

Another advantage of microfluidic systems is the existence of laminar flow conditions, due to 

the high Reynolds values obtained in micron-sized channels. These conditions allow 

performing two electrochemical reactions in the same liquid, without requiring the use of a 

membrane. CO2 could thus be reduced at a cathode while H2O would be oxidized at an 

anode, without having any mixing issues between the products of each electrode. A face-to-

face configuration would allow the anolytes and catholytes to circulate from one microreactor 

to the next without any mixing (except for the diffusion at the liquid-liquid interface). This 

concept has already been applied to water splitting, where O2 and H2 are produced on the 

opposite sides of a microfluidic channel and separated using the laminar flow properties of 

the electrolyte.
21

 Figure 3-4 describes such a configuration and shows our first prototype using 

nickel and copper electrodes as anode and cathode, respectively. 

�
�
Figure 3-4. Schematic description of a face-to-face setup with two consecutive pairs of 
electrodes (A). The first pair performs the CO2 to CO reaction, while the second performs the CO 
to HCHO reaction. RE and WE stand for reference and working electrodes, respectively. First 
observation of a laminar flow in a nickel/copper microfluidic system produced in our labs (B). 
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In order to rapidly evaluate the efficiency of a catalyst, we will develop on-line detection 
systems for CO and formaldehyde. CO is known for binding to hemoglobin, which color 
changes as a function of CO concentration (detectable with a sharp peak at 414 nm).22 
Similarly, fluoral is a molecule that has been developed to detect trace amounts of 
formaldehyde.23 The reaction of fluoral (colorless, with a peak at 300 nm) with formaldehyde 
yields 3,5-diacetyl-1,4-dihydrolutidine (yellow, with a peak at 400 nm) quantitatively. Both CO 
and HCHO can thus be detected qualitatively and quantitatively using these colorimetric 
agents and a UV-visible detection system. We will thus develop microfluidic systems that will 
mix the outlet products of a microreactor with one of the colorimetric agents, allow for mixing 
time and reaction and circulate into a detection chamber set in a UV-visible spectrometer. 
Scheme 3-3 depicts a microfluidic setup with multiple parallel sequential reaction lines and 
with online detection tools for the production of CO or HCHO. These online systems are, 
however, only specific to certain products. Other analytical tools such as gas phase 
chromatography (GC) or high pressure liquid phase chromatography (HPLC) will therefore 
be used at the very end of each sequential reaction line. 

Although this project does not aim at improving the efficiency of each single reaction, the 
development of microfluidic systems combining sequential reactions with on-line analysis tools 
will provide a useful platform for the discovery of new catalysts or catalytic conditions. 
Indeed, the CO reduction reaction is hardly studied, in part because of the safety issues 
associated with the manipulation of CO. Having a system that allows producing CO in small 
and controlled amounts will provide a convenient platform to test new catalysts. The 
development of parallel microreactor arrays implemented with different catalysts could 
therefore be used for the accelerated testing of catalysts under identical conditions. 
In a similar way to the combinatorial approach used for the discovery of water-splitting 
catalysts,24 these systems could be used to explore a wide range of catalysts and catalytic 
conditions in a minimal amount of time. 
 

�
 
Scheme 3-3.  Simplified description of the parallelization possibilities 
offered by microfluidic microreactors. The orange and green areas indicate 
microreactors where reactions occur in parallel for the reduction of CO2 and 
CO, respectively. ‘Hb’ stands for Hemoglobin and ‘Fl’ for Fluoral. 
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Perspective : Reflexions on the future of  
Artificial Photosynthesis 

 
 
The early days of artificial water-splitting were driven by the progresses made in our 
understanding of the active sites of Photosystem II or hydrogenases. In that regard, the first 
crystallographic structures of these enzymes had a very high impact, which directed chemists 
in their synthetic strategies. Generally speaking, the field believed that biomimetic chemistry 
could faithfully reproduce the active sites of enzymes and have them function in the same way 
enzymes do. Complex molecular architectures were developed to generate photochemical 
charge separations and funnel them into catalytic processes. Soon enough, issues such as 
charge recombination, kinetic mismatch between single photon events and multi-electronic 
catalysis occurred, not to mention the instability of catalysts on the long term. In order to face 
the challenge of the availability of renewable energy, the field naturally reoriented itself 
towards more stability and compatibility with existing devices. 
 
We have shown in Chapter 1 that the study of natural photosynthesis is still going on, more 
exciting than ever. The molecular mechanistic models that have been produced and studied 
in search for biomimetic counterparts to the active site of the OEC have greatly improved our 
knowledge of the structure and reactivity of high-valent manganese complexes. The 
description of the water oxidation catalytic mechanism in PS II is probably reaching its climax 
and provides great inspiration for the design of artificial catalysts, suggesting that radical 
character on the oxygen is key, that the presence of calcium or a similar lewis-acid is beneficial 
and that a flexible structure to accommodate for bond length changes is critical.  
We mentioned in Chapter 2 that the field of artificial photosynthesis evolved towards the use 
of materials for artificial photosynthetic processes. Understanding the structure of these 
catalysts – which are amorphous in their large majority – under functioning conditions has 
been made possible by the use of in situ and/or operando X-ray spectroscopy. Although the 
technique only allows probing these materials in their steady state today, we can expect that in 
the near future, time-resolved and surface sensitive techniques should allow catching more 
fugacious species. 
Finally, we have presented in Chapter 3 our current projects on the development of time-
resolved X-ray absorption spectroelectrochemistry and its application to study the CO2 
reduction reaction by molecular macrocycles. We have also described our current 
development of microfluidic devices for the sequential reduction of CO2 into valuable 
products. These two aspects of our future work should benefit from each other and strengthen 
our understanding and control of the CO2 reduction reactions. 
 
Although artificial photosynthesis has its roots in natural photosynthesis and respiration, it 
spans nowadays through many different fields of chemistry, going from molecular biology to 
nanomaterials through photo- and electrocatalysis. The conceptual and practical advances 
gathered in both natural and artificial water-splitting in the last ten years has tremendously 
moved the field. Economical and political pressure is obviously part of the equation, not only 
by the amount of funding directed to scientific and technological research, but also by the 
ability of governments to promote clean and renewable technologies rather than fossil fuels or 
nuclear-based ones. The fundamental knowledge that scientist will be able to collect on the 
basic steps of the activation of small molecules such as water, dioxygen or carbon dioxide will 
nonetheless eventually impact the wide-spread use of environmentally friendly energy systems. 
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Annex I : List of abbreviations 
 
 

ADP: Adenosine diphosphate 
ATP: Adenosine triphosphate 
ANR: Agence nationale pour la recherche 
BUEA: tris[(N′ -tert -butylureaylato)-N -ethylene]aminato 
CE: Counter electrode 
CRR: CO2 reduction reactions 
DFT: Density functional theory 
DPG: Diphenyl glyoxime 
EPR: Electron paramagnetic resonance 
EXAFS: Extended X-ray absorption fine structure 
FCC: face centered cubic 
FTO: fluorine-doped tin oxide 
GDVN: Gas driven virtual nozzle 
HCP: hexagonal cubic packed 
HER: Hydrogen evolving reaction 
IAD: Integrated absolute difference 
ITO: Idinum-doped tin oxide 
NADH: Nicotinamide adenine dinucléotide 
NADPH: Nicotinamide adenine dinucleotide phosphate 
LUMO: Lowest unoccupied molecular orbital 
OEC: Oxygen evolving complex 
OER: Oxygen evolving reaction 
ORR: Oxygen reducing reaction 
ORTEP: Oak ridge thermal ellipsoid plot program 
PS II: Photosystem II 
RE: Reference electrode 
RHE: Reference hydrogen electrode 
SALPN: N,N′-bis(salicylidene)-1,2-propanediamine 
SCE: Saturated calomel electrode 
SEM: Scanning electron microscope 
SXR: Soft X-ray beamline 
TEM: Transmission electron microscope 
TEY: Total electron yield 
WE: Working electrode 
XANES: X-ray absorption near edge spectroscopy 
XAS: X-ray absorption spectroscopy 
XES: X-ray emission spectroscopy 
XFEL: X-ray free electron laser 
XPS: X-ray photoemission spectroscopy 
XRD: X-ray diffraction 
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B. Lassalle-Kaiser, A. Zitolo, E. Fonda, M. Robert, E. Anxolabéhère-Mallart. 
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24. 2016, May 31, Strasbourg, France: Annual meeting of the French Solar Fuels network. 
Spectroscopic opportunities for Solar Fuels research at the synchrotron SOLEIL. 
B. Lassalle-Kaiser, A; Zitolo, F. Wien. 
 

25. 2018, January 18, Saclay, France: ivMX (in vivo Macromolecular Crystallography), 
SOLEIL’s Users Meeting satellite workshop. 
Trace element incorporation into intracellular pools uncovers calcium-pathways in a 
coccolithophore. 
B. Lassalle-Kaiser, A. Gal, S. Sviben, R. Wirth, A. Schreiber, D. Faivre and André 
Scheffel. 
 

Poster communications 
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Métaloprotéines et Modèles. 
Synthèse et caractérisation de complexes de manganèse(II). Réactivité en oxydation. 
B. Lassalle-Kaiser, L. Sabater, C. Hureau, C. Philouze, F. Gonnet, G. Blain, G. 
Blondin, E. Anxolabéhère-Mallart. 
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B. Lassalle-Kaiser, R. Guillot and A. Aukauloo. 
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B. Lassalle-Kaiser, R. Guillot and A. Aukauloo. 
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Chemical models of the Fourth Manganese of the OEC.  
B. Lassalle-Kaiser, R. Guillot, C. Hureau, A. Aukauloo and E. Anxolabéhère-Mallart. 
 

5. 2007, January 27 – February 1st, Ventura, California: Gordon Research Conference 
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Electrochemical Access to an OxoManganese(IV) Complex ? 
B. Lassalle-Kaiser, R. Guillot, C. Hureau, A. Aukauloo and E. Anxolabéhère-Mallart. 
 

6. 2007, April 23-24, London, UK: Royal Society Discussion: Revealing how nature uses 
sunlight to split water.  
Electrochemical Access to an OxoManganese(IV) Complex.  
B. Lassalle-Kaiser, R. Guillot, C. Hureau, A. Aukauloo and E. Anxolabéhère-Mallart. 
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Mallart, J. Yano, and V. K. Yachandra. 
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X-ray spectroscopy as a tool to study water-splitting catalysts. 
B. Lassalle-Kaiser, J. Kern, S. Gul, R. Tran, J. Yano, and V. K. Yachandra. 
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X-ray spectroscopy as a tool to study water-splitting catalysts. 
B. Lassalle-Kaiser, J. Kern, S. Gul, R. Tran, J. Yano, and V. K. Yachandra. 
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X-ray spectroscopy as a tool to study water-splitting catalysts. 
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B. Lassalle-Kaiser, Y. Gorlin, J. Benck, H. Vrubel, D. Merki, S. Gul, T. Jaramillo, X. 
Hu, V. K. Yachandra and J. Yano. 
 

12. 2015, August 23-28, Karlsruhe, Germany: 16th XAFS conference. 
Opportunities for Energy research at LUCIA: Probing the solid-liquid interface in the 
tender X-ray range. 
B. Lassalle-Kaiser, P. Lagarde, D. Roy, N. Trcera, D. Vantelon. 
 

13. 2016, February 28-March 4, Lucca, Italy: Gordon Research Conference on Renewable 
Energy: Solar Fuels.  
Probing the role of sulfur in HER-active transition metal electrocatalysts. 
B. Lassalle-Kaiser and J. Imbao. 
 

14. 2016, September 5-7, Berlin, Germany: NanoGe Solar Fuels international conference.  
On the formation and structure of HER-active cobalt nanoelectrocatalysts using 
operando X-ray absorption spectroscopy.  
B. Lassalle-Kaiser, A. Zitolo, E. Fonda, M. Robert, E. Anxolabéhère-Mallart. 
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1.3.4 Peer-reviewing 
 
• Research articles: 

o Journal of the American Chemical Society 
o Nature Materials  
o Nature Energy  
o Journal of Physical Chemistry Letters 
o ACS Applied Energy Materials 
o Journal of Synchrotron Radiation  

 
• ANR international collaborative project (2018) 

 
• SSRL proposals reviewing (2017-present) 

 
 

1.4 Research funding and scientific activities 
 

1.4.1 Funded projects as principal investigator at SOLEIL. 
 
*: project coordinator 
 

• 2016 collaborative ANR grant “In situ electrochemistry applied to energy-related 
catalysis” (InSiChem).  
Ovidiu Ersen,* Université de Strasbourg, Clément Sanchez, Collège de France / 
Université Pierre & Marie Curie and B. Lassalle (PI for SOLEIL).  
Allocated funds: 511 945 € 

 
• 2017 collaborative ANR grant “ Time-resolved cryo-EM studies of translation 

initation” (TREMTI). 
 Yves Mechulam* and Thomas Simonson, Ecole Polytechnique, B. Lassalle (PI for 

SOLEIL).  
Allocated funds: 479 000 € 

  
• 2018 Charmmmat LABEX post-doctoral grant “Heterobimetallic bioinspired 

complexes for the reduction of CO2: synthesis, electrochemistry and spectroscopy” 
Zakaria Halime,* Université Paris-Sud and B. Lassalle (PI for SOLEIL). 
Allocated funds: 105 000 € 

 
• 2018 SOLEIL Michem LABEX doctoral fellowship “ Time-resolved X-ray 

spectroelectrochemistry for the detection of reaction intermediates in the reduction of 
CO2 by iron porphyrins”. (CO2-TRIP) 
Marc Robert, Université Paris Diderot and B. Lassalle.* 
Allocated funds: 120 000 € 

 
• 2018 Young investigator ANR grant “microfluidic devices for the sequential reduction 

of CO2 into light hydrocarbons” (MF-CO2) 
B. Lassalle.* 
Allocated funds: 237 600 € 
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1.4.2 Students training at SOLEIL 
 

• 3 Undergraduate engineers: 
- Jordan Priam, Sep. – July 2016 : Microfluidic trapping systems for serial 

crystallography. 
- Tiphaine Mateo, Sep. 2016 – present : Microfluidic systems for the sequential 

electrochemical reduction of CO2. 
- Baptiste Maurice, Sep. 2018 – present : Microfluidic systems for in vivo crystal 

detection using a second-harmonic generator microscope. 
 

• 2 Master students:  
- Jerrick Imbao, Feb. – July 2015 : Synthesis and spectroscopic characterization of 

MoxSy molecular clusters. 
- Madeleine Han, Feb. – July 2017 : Synthesis and characterization of nano-sized 

cobalt spinels for electrocatalytic water-splitting (InSiChem project). 
• 2 PhD students currently under supervision: 

- Madeleine Han, Sep. 2017 – present : Synthesis and characterization of nano-
sized cobalt spinels for elcectrocatalytic water-splitting (InSiChem project). 

- Daniela Mendoza, Oct. 2018 – present : Time-resolved X-ray spectroscopic studies 
of CO2-reducing iron porphyrin electrocatalysts. (CO2-TRIP project). 

 
• 2 Post-doc currently under supervision:  

- Dr. Khaled Cheaib, Feb. 2018 – present : Time-resolved X-ray spectroscopic 
studies of CO2-reducing iron porphyrin electrocatalysts. 

- Dr. YuanYuan Liao, Apr. 2018 – present : development of microfluidic mixers 
and sprayers for the preparation of biological time-resolved cryo-EM samples. 
(TREMTI project) 

 
1.4.3 Teaching activities 

 
• 2014 – present : Lecture on the current trends in artificial photosynthesis.  

SERP+ Erasmus Mundus international master program, Université Paris-Sud, Orsay.  
5 hours / year 
 
 

1.4.4 Organization of conferences and seminars 
 

• 2012 : Co-chair (with Dr. Maria-Eirini Pandelia) for the Gordon Research Seminar on 
Renewable Energy: Solar Fuels in Lucca, Italy. 

 
• 2012-2014 : Initiator and responsible of a student and post-doc monthly meting at 

SOLEIL. 
 
• 2019 : Organization of the French Solar Fuels network annual meeting in SOLEIL. 

 
 

 



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 
 

 XVII 

1.4.5 Collaborations 
 

• Since 2014 : Pr. Marc Robert and Dr. Elodie Anxolabéhère-Mallart 
Université Paris Diderot, Paris, France 
In situ/operando spectroscopy of energy-related electrocatalysts 
 Publication n° 36 and Michem LABEX CO2-TRIP project. 
 

• Since 2015 : Drs. Cédric Tard, Jennifer Peron, Marion Giraud  
Université Paris Diderot / CNRS, Paris, France. 
Transition metal chalcogenide nanoparticles for hydrogen evolution electrocatalysis. 

 
• Since 2016 : Drs. David Portehault, Sophie Carenco and Clément Sanchez. 

Université Pierre & Marie Curie / CNRS / Collège de France, Paris, France. 
Nanoparticles synthesis for energy research electrocatalysis. 

Publication n°37, manuscript in preparation and InSiChem ANR project. 
 

• Since 2014 : Pr. Xile Hu 
Ecole Polytechnique Fédérale de Lausanne, Lausanne, Switzerland. 
Electrodeposition of transition metal catalytic materials  
 Publication n°26, manuscript submitted. 
 
• Since 2017: Pr. James D. Blakemore 

University fo Kansas, Lawrence, USA 
Spectroscopy of organometallic complexes. 
 Publication n° 38 

 
• Since 2017: Dr. Gabriel Loget 

Université de Rennes / CNRS, Rennes, France 
In situ/operando spectroscopy of nickel-based photoelectrocatalysts. 
 Publication n° 41 

 
• Since 2017: Dr. Zakaria Halime 

Université Paris-Sud / CNRS 
Time-resolved spectroscopy of CO2-reducing macrocycles.  

Manuscript in preparation and Charmmmat LABEX project. 
 

• Since 2017: Dr. Yves Mechulam 
Ecole Polytechnique, Palaiseau, France 
Microfluidic systems for time-resolved cryo-EM sample preparation. 
 TREMTI ANR project 
 

• Since 2018 : Pr. Gary F. Moore 
Arizona State University, Tempe, USA 
Operando spectroscopy of HER-active macrocycles. 
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1.4.6 Administrative duties at SOLEIL 
 

• 2014-2016: Secretary for the Proposal Review Committee n°4 (chemistry and soft 
condensed matter) 

 
• 2014-2015: Member of the panel for the reorganization of SOLEIL 
 
• 2018: Member of the Safe and Sustainable Energy and Environment prospective 

panel for the Upgrade of SOLEIL 
 
• 2016-present: Point of contact at SOLEIL for the French Solar Fuels network. 
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Annex III: Selected articles 
 
 

Selected article no. 1             XX 
 
Experimental and Computational X-ray Emission Spectroscopy as a Direct Probe of 
Protonation States in Oxo-Bridged MnIV-Dimers Relevant to Redox-active Metalloproteins. 
B. Lassalle-Kaiser, T. T. Boron, III, V. Krewald, J. Kern, M. Beckwith, H. Schroeder, R. 
Alonso-Mori, D. Nordlund, T.-C. Weng, D. Sokaras, F. Neese, U. Bergmann, V. K. 
Yachandra, S. DeBeer*, V. L. Pecoraro*, J. Yano.* 
Inorganic Chemistry, 2013, 52, 22, 12915-12922      
 
This paper was the first demonstration that X-ray emission valence-to-core spectra, together 
with DFT calculations, allows distinguishing between oxo, hydroxo and aquo bridging ligands 
in a dinuclear manganese complex. This demonstration has significant implications for the use 
of X-ray emission valence-to-core spectroscopy for the study of metalloenzymes and transition 
metal complexes. 
 
 
 
Selected article no. 2                   XXIX 

 
Evidence from in situ X-ray Absorption Spectroscopy for the Involvement of Terminal 
Disulfide in the Reduction of Protons by an Amorphous Molybdenum Sulfide Electrocatalyst. 
B. Lassalle-Kaiser,* D. Merki, H. Vrubel, S. Gul, V. K. Yachandra, X. Hu* and J. Yano.* 
Journal of the American Chemical Society, 2015, 137, 1, 314-321.    
 
This paper has shown, using in situ and operando X-ray absorption spectroscopies, that 
amorphous molybdenum sulfide electrocatalysts reduce protons into hydrogen via terminal 
disulfide unit. The development and use of an in situ spectroelectrochemical cell in the tender 
X-ray range has proved instrumental in the measurement of molybdenum L and sulfur K-
edge data. 
 
 
 
Selected article no. 3                          XXXVII 
 
In Situ Observation of the Formation and Structure of Hydrogen-Evolving Amorphous Cobalt 
Electrocatalysts. 
B. Lassalle-Kaiser,* A. Zitolo, E. Fonda, M. Robert, E. Anxolabéhère-Mallart.* 
ACS Energy Letters, 2017, 2, 2545-2551.      
 
This article provides X-ray spectroscopic evidence for the decomposition of a molecular 
precursor into amorphous metallic cobalt, which is in turn active for the HER in aqueous 
conditions. We also showed that, even under highly reducing electrochemical potential, a 
layer of oxidized cobalt remains present at the solid-liquid interface. 
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Experimental and Computational X‑ray Emission Spectroscopy as a
Direct Probe of Protonation States in Oxo-Bridged MnIV Dimers
Relevant to Redox-Active Metalloproteins
Benedikt Lassalle-Kaiser,† Thaddeus T. Boron III,‡ Vera Krewald,§ Jan Kern,†,∥ Martha A. Beckwith,§,⊥

Mario U. Delgado-Jaime,§ Henning Schroeder,† Roberto Alonso-Mori,∥ Dennis Nordlund,∥

Tsu-Chien Weng,∥ Dimosthenis Sokaras,∥ Frank Neese,§ Uwe Bergmann,∥ Vittal K. Yachandra,†

Serena DeBeer,*,§,⊥ Vincent L. Pecoraro,*,‡ and Junko Yano*,†

†Physical Biosciences Division, Lawrence Berkeley National Laboratory, Berkeley, California 94720, United States
‡Department of Chemistry, University of Michigan, Ann Arbor, Michigan 48109, United States
§Max Planck Institute for Chemical Energy Conversion, Stiftstrasse 34-36, 45470 Mülheim an der Ruhr, Germany
∥SLAC National Accelerator Laboratory, Menlo Park, California 94025, United States
⊥Department of Chemistry and Chemical Biology, Cornell University, Ithaca, New York 14853, United States

*S Supporting Information

ABSTRACT: The protonation state of oxo bridges in nature is of profound
importance for a variety of enzymes, including the Mn4CaO5 cluster of photosystem
II and the Mn2O2 cluster in Mn catalase. A set of dinuclear bis-μ-oxo-bridged MnIV

complexes in different protonation states was studied by Kβ emission spectroscopy to
form the foundation for unraveling the protonation states in the native complex. The
valence-to-core regions (valence-to-core XES) of the spectra show significant changes
in intensity and peak position upon protonation. DFT calculations were performed to
simulate the valence-to-core XES spectra and to assign the spectral features to specific
transitions. The Kβ2,5 peaks arise primarily from the ligand 2p to Mn 1s transitions,
with a characteristic low energy shoulder appearing upon oxo-bridge protonation.
The satellite Kβ″ peak provides a more direct signature of the protonation state
change, since the transitions originating from the 2s orbitals of protonated and
unprotonated μ-oxo bridges dominate this spectral region. The energies of the Kβ″
features differ by ∼3 eV and thus are well resolved in the experimental spectra. Additionally, our work explores the chemical
resolution limits of the method, namely, whether a mixed (μ-O)(μ-OH2) motif can be distinguished from a symmetric (μ-OH)2
one. The results reported here highlight the sensitivity of Kβ valence-to-core XES to single protonation state changes of bridging
ligands, and form the basis for further studies of oxo-bridged polymetallic complexes and metalloenzyme active sites. In a
complementary paper, the results from X-ray absorption spectroscopy of the same MnIV dimer series are discussed.

■ INTRODUCTION
Protonation states of oxo-bridging and terminal ligands (O2−,
OH−, OH2) often control catalytic function in inorganic and
bioinorganic catalysts, by modulating the charge density
distribution between the metals and ligands, the pKa of
bound water/hydroxide, and the covalency between metals and
ligands. Examples of such systems include catalysts involved in
O2 association and dissociation reactions. In the hydrogen
peroxide disproportionation reaction, catalyzed by Mn catalase,
oxo bridges undergo protonation and deprotonation events that
are essential to their physiological function, and certain
protonation states are known to inhibit the catalytic reaction.1,2

In the water-oxidation reaction catalyzed by the Mn4CaO5
cluster in photosystem II, protonation state changes in the
bridging oxygen (μ-oxo or μ-hydroxo) and/or a terminal
substrate water as aqua or hydroxo have been proposed during
the four electron redox chemistry.3−5

More generally, protonation/deprotonation reactions of
metal centers in biology are now recognized as important
processes that moderate reaction chemistry. For example,
copper oxo/hydroxo/peroxo complexes play vital roles in
respiration, such as in hemocyanin,6 in biological metabolic
pathways such as catechol oxidase activity7 or activation of
aliphatic C−H bonds by dopamine β-monooxygenase, peptidyl-
glycine α-amidating enzyme, and particulate methane mono-
oxygenase.8 Another important reaction is the reduction of
ribonucleotides to the deoxy form in ribonucleotide reductase
catalyzed by the FeFe or FeMn cluster, in which the O2
activation by the FeMn cluster may be accompanied by the
protonation state changes at the bridging oxygen.9 It is also
known that FeFe clusters in soluble methane monooxygenase

Received: April 3, 2013
Published: October 25, 2013
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catalyze the hydroxylation of methane to methanol.10−14

Understanding these events requires techniques that are
sensitive enough to differentiate species that differ only by a
single proton.
Numerous small molecule mimics exist in the literature for

these biological systems.15 Model compounds assessing the
properties and reactivities of MnIV−OH and MnIVO as well
as FeIV−OH and FeIVO species have been reported by
several groups.16−21 Que and co-workers have examined Fe
complexes that are remarkable for their H-atom abstraction
capabilities.22,23 In some systems, it is possible to resolve the
protonation state of oxo-bridged species through single-crystal
X-ray crystallography6 where unusually long or short M−O and
M−OH bonds have been reported.14,24 However, the chemical
assignment of these unusual bond distances and associated
protonation states is not always straightforward and could be
further strengthened using a technique that has more direct
sensitivity to the protonation event.
Several techniques have the potential to detect a single

protonation event, while few of them can directly and
selectively probe the protons in the first coordination sphere
of a transition metal ion. Potential methods include vibrational
spectroscopy25 and ligand sensitive EPR techniques such as
ENDOR (electron nuclear double resonance), ESEEM
(electron spin echo envelope modulation), and HYSCORE
(hyperfine sublevel correlation).26,27 The advantage of X-ray-
based methods over EPR techniques is their element specificity
and that they are not restricted by the spin states of the
compounds.
In two complementary papers28 we explore the sensitivity of

both X-ray absorption (XAS) and X-ray emission spectroscopy
(XES) to changes in ligand protonation state. XAS can serve as
an indirect probe of the protonation state through changes in
local symmetry and metal−ligand bond distances at the
catalytic site.29 The assignment of protonation states by XAS
is further strengthened by close correlation to theory, as
explored in the preceding paper.28

XES is complementary to XAS and provides a direct probe of
the filled molecular orbitals. In a Kβ XES spectrum, the “main
line” features, Kβ1,3 and Kβ′, correspond to a transition from a
metal 3p orbital to a metal 1s hole (Figure 1). Due to a strong
contribution from 3p−3d exchange contribution, this region of
the spectrum is dominantly influenced by the number of
unpaired spins of the metal and hence its oxidation and/or spin
state. To higher energy is the valence-to-core region (or also
called Kβ2,5 and Kβ″ features, Figure 1). These features
correspond primarily to transitions from ligand 2p and 2s
orbitals, respectively, and as such contain direct information
about the ligand identities.30−36

In this work, the use of XES as a sensitive probe of single
protonation events at bridging oxygen atoms is explored. A set
of homologous dinuclear MnIV complexes that were initially
synthesized by Baldwin et al.,29 in which the protonation state
of the bridging oxygen atoms was changed systematically, is
used as a test set (see Figure 2, Chart 1). This series serves as a
model system to study the nature of protonation state changes
in oxo bridges. A combination of XES data and DFT
calculations provides a detailed understanding of the origin of
valence-to-core emission peaks, making XES an important tool
to resolve protonation states of bridging oxygen atoms in
biological catalysts. The technique also allows us to differentiate
between two possible structures for the doubly protonated
species, namely, a bis-μ-hydroxo vs a μ-oxo-μ-aqua bridged

Figure 1. Energy diagram representing the X-ray absorption and
emission preocesses at the K-edge of Mn. Blue arrow: absorption of a
photon, exciting a 1s-electron into the continuum, leaving a 1s-hole.
Green arrow: relaxation of ligand 2s/2p electron into the 1s-hole,
emitting a photon in the Kβ″ or Kβ2,5 energy range. Red arrow:
relaxation of a metal 3p electron into the 1s-hole, emitting a photon in
the Kβ′ or Kβ1,3 energy range.

Figure 2. Fully optimized structure of 1 and details of the protonated
cores of 2, 3a and 3b. Color code for the atoms as follows: Mn purple,
O red, N blue, C gray, H white.

Chart 1. Representation of the Dinuclear [LMnIVO]2Hx (x =
0−2) Compounds, Their Total Charges and the Selected
Core Bond Distances from DFT Geometry Optimization28a

aL stands for the salpn ligand.29 Comparison with EXAFS data29 and
bond angles are given in Chart S1 in the Supporting Information.

Inorganic Chemistry Article

dx.doi.org/10.1021/ic400821g | Inorg. Chem. 2013, 52, 12915−1292212916
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complex (Chart 1). Although a symmetric doubly protonated
bridging motif is chemically more reasonable, we wish to
explore the ability of valence-to-core XES and the accompany-
ing DFT calculations to distinguish between these isomers.
Such aquo units have been formulated recently as bridging
motifs for the Mn4CaO5 core of the oxygen evolving complex
(OEC).37

■ MATERIALS AND METHODS
XES Measurements. XES measurements were performed on

beamline 6-2 at SSRL, with an operating ring current of 300 mA. The
beamline monochromator, using two cryogenically cooled Si crystals in
(111) reflection, was used to set the incident photon energy to 10.4
keV. The X-ray beam was focused to 0.6 (V) × 0.5 (H) mm (fwhm)
by means of vertical and horizontal focusing mirrors. The X-ray flux at
10.4 keV was 3.0 × 1012 photons × s−1 × mm−2. Multiple spots were
used for collecting each XES spectrum, and the total amount of
photons deposited on each sample spot was 2.7 × 1012 photons, which
is below the threshold of radiation damage determined by XAS (ref
28). Samples were kept at a temperature of 10 K in a liquid helium
flow cryostat.
Emission spectra were recorded by means of a high-resolution

crystal-array spectrometer, using the 440 reflection of 14 spherically
bent Si(110) crystals (100 mm diameter, 1 m radius of curvature),
aligned on intersecting Rowland circles.30 An energy-resolving Si drift
detector (Vortex) was positioned at the focus of the 14 diffracting
elements. A helium-filled polyethylene bag was placed between the
cryostat and the spectrometer to minimize signal attenuation due to air
absorption.
The fluorescence signal from the sample was divided by the incident

flux (I0), as monitored by a helium-filled ionization chamber. Spectra
were calibrated using MnO as a reference. The first moments of the
Kβ1,3 and Kβ2,5 peaks of a MnO spectrum were calibrated to 6491.00
and 6534.25 eV, respectively.36 Data were collected at 10 K in a
continuous flow liquid helium cryostat (Oxford Instruments CF1208)
under helium exchange gas atmosphere.
Analysis of XES Spectra. The XES spectra were fit using the

program BlueprintXAS.38 For each compound, ∼100 fits of the Kβ
main line and valence to core regions were generated, and at least 90
reasonable fits were included for a statistically significant average
(results are reported in Table 1, see Figure S2 in the Supporting

Information for second derivatives). All of the emission spectra are
normalized to a total integrated area of 1000. Reported experimental
areas are based on the average of all good fits. Due to errors in
normalization, background subtraction and fitting, a 10% error in the
reported areas is estimated.35 To appropriately and quantitatively
compare the calculated XES spectra with the experimental data, the
valence-to-core regions were analyzed in a comparable fashion,
yielding intensity-weighted average energies (IWAE) and areas of fit
or calculated peaks. The direct comparability of these parameters was
established in ref 39. The reported experimental peak areas and IWAEs
are those of the best-fit averages.

Computation of XES Spectra. Valence-to-core X-ray emission
spectra were calculated with the one-electron DFT approach
implemented in the ORCA program package.40 The geometries for
these calculations were obtained from full relaxations of the crystal
structure for compound 1, with the correct number of protons added
in the appropriate positions. These calculations used the BP86
functional41,42 with the scalar-relativistically recontracted43 Karlsruhe
triple-ζ def2-TZVP(-f) basis set.44 More details on the geometry
optimization are given in ref 28. The method for calculating XES
spectra has been published and tested.35,36 The present paper follows
the latter publication in correcting the molecular orbitals for spin−
orbit coupling, with the spin−orbit mean-field approximation (SOMF)
for the SOC operator.44,45 The functional BP86 with def2-TZVP(-f)
and def2-TZV/J basis sets and the conductor like screening model
(COSMO46) for dichloromethane (ε = 9.08) was used here. The
resulting computed spectra were energy-shifted by 59.2 eV to higher
energy and broadened by 3.5 eV as discussed in ref 36. Additionally,
the intensity of the calculated spectra was divided by two, since
contributions from two donor sites are considered in the calculations,
but the experimental normalization procedures result in spectra
normalized to only one donor site. To understand the character of the
calculated spectral features, it is sufficient to analyze the donor orbital
character, since a one-electron picture was employed.

■ RESULTS AND DISCUSSION
When the [MnIV(salpn)(O)]2 dimer was originally reported, X-
ray crystal structures of the protonated species were not
available.29 The protonation states of the oxo bridges were
inferred from IR and UV−visible spectroscopy as well as XAS
techniques. Using the changes in Mn−ligand and Mn−Mn
distances, it was deduced that the protonation of the oxo
bridges proceeded from a bis-μ-oxo through a μ-oxo-μ-hydroxo
and finally to a bis-μ-hydroxo complex. To test the sensitivity of
valence-to-core XES to different types of oxo-bridge proto-
nation patterns, not only a bis-μ-hydroxo complex was
considered in the calculations but also a μ-oxo-μ-aquo species.
With the complementary approaches of XES and XAS data (in
the preceding paper28), combined with spectral calculations, it
is possible to identify the protonation states of the bridges
definitively as described below.

XES Spectra. The Kβ emission spectra consist of the Kβ′
and Kβ1,3 features, that together are called the main line, and
the significantly less intense valence-to-core region at higher
energy. The main line extends from 6472 to 6500 eV and is
shown in Figure 3. There is a small shift of the Kβ1,3 highest
energy fit component maximum to higher energy upon

Table 1. Experimental and Calculated Intensity Weighted
Average Energies (eV) and Areas for Total Valence-to-Core
Regionsa

experiment calculation

calculation area IWAE (eV) area IWAE (eV)

1 45.40 6529.2 19.13 6530.8
2 41.28 6528.5 19.76 6530.6
3a 43.94 6528.7 18.70 6531.0
3b 18.28 6530.7

aCalculated areas correspond to the sums of the oscillator strengths of
the predicted transitions and are multiplied with 1000, but otherwise
unscaled. Calculated IWAEs are shifted by 59.2 eV.

Figure 3. Main line of the X-ray emission spectra of compounds 1
(solid black), 2 (dotted red) and 3 (dashed blue).
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protonation of the bridging oxygen atoms, however the
magnitude is less than 0.25 eV and thus not sufficiently
significant to correspond to changes in the Mn oxidation states.
These small changes are consistent with the lack of XAS edge
energy changes.28 It was shown previously that the dominant
factor increasing the Kβ1,3 energy for Mn monomers is an
increased 3p−3d exchange interaction.36 Since the 3p−3d
exchange interaction can be linked to covalency, it is
worthwhile to consider the changes in covalency across the
series. At each protonation step, the covalency of the Mn−O
bonds in the core decreases: the bis-μ-O core is the most
covalent and the bis-μ-OH core the least covalent. The
decrease in covalency of the bridging motifs should increase the
3p−3d exchange interaction across the series, which may
explain the slightly larger splitting of the Kβ′ and Kβ1,3 features
upon protonation and hence the small shifts observed in the
Kβ1,3 features.
The valence-to-core XES region shows two characteristic

peaks, the Kβ″ at 6511−6522 eV and the Kβ2,5 at 6522−6540
eV (Figure 4a). Clear changes were observed for the three
compounds with different protonation states (1−3 in Chart 1):
both Kβ2,5 and Kβ″ features shift to lower energy upon
protonation, accompanied by a decrease in peak intensity. For
compounds 2 and 3, a shoulder at the lower-energy side of the
Kβ2,5 peak grows in (∼6530 eV). To emphasize the differences
between the spectra for the three models, Figure S1 in the
Supporting Information shows the difference spectra of 2 with
1 and 3 with 1.
The fits to the XES data are composed of a background,

which is the sum of the contributions from the Kβ main line
features (Kβ′ and Kβ1,3), and four to six features in the valence-
to-core region (see Figure 4b−d). The total areas and IWAEs
from the fits are given in Table 1.
Kβ″ Region. The Kβ″ peaks are due to transitions from

molecular orbitals of primarily ligand ns character. As ligand ns
orbitals minimally participate in bonding with the metal, these
features serve as excellent probes of ligand identity.30−36

Focusing on the spectral shape in the 6511−6522 eV spectral
range of Figure 4a, one can visually observe an intense and
relatively narrow signal for compound 1 at 6519 eV (solid
black), a less intense and broad signal for compound 2 between
6516 and 6519 eV (dotted red), and again a relatively narrow
signal with the lowest intensity of the series for compound 3 at
6516 eV (dashed blue). The fits in this spectral region
distinguish two peaks for compounds 1 and 2, while for
compound 3, only a single peak component is observed (see
Figure 4). For the bis-μ-O bridged complex 1, the feature at
higher energy has a smaller area than the one at lower energy.
In compound 2, there are two features at similar energies to
those for compound 1, but here the higher energy component
is less intense while the lower energy component is of
comparable intensity. In contrast, a single feature is observed
for complex 3, which has a lower intensity than the combined
intensities of the two components in 1 and is shifted toward
lower energies compared to the peaks with larger areas of
compounds 1 and 2.
For the three compounds, the ligands are either oxygen-

based (bridging oxo and hydroxo, salpn O) or nitrogen-based
(salpn N). The protonation of the oxo bridges has a larger
influence on the equatorial Mn−O/Nsalpn bond lengths than on
the axial metal−ligand distances: here, the change is 0.11 Å for
Osalpn and 0.10 Å for Nsalpn between 1 and 3a. The axial bond
lengths change much less (0.06 Å for Osalpn, 0.01 Å for Nsalpn

Figure 4. (a) Valence-to-core region of the X-ray emission spectra of
compounds 1 (solid black), 2 (dotted red), and 3 (dashed blue). (b−
d) Fits to the spectra of compounds 1−3. Second derivatives of the
background-subtracted normalized data are given as Figure S2 in the
Supporting Information.
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between 1 and 3a). Since the equatorial distance changes are
relatively large, one cannot necessarily expect the ligand
contributions to be constant, but for extensive ligand systems,
the contributions in the valence-to-core region are expected to
be relatively small.35,36 It can thus be expected that the fit
component at higher energies is due to transitions from Obridge
2s orbitals, whereas the one at lower energies is due to
transitions from OHbridge 2s and N/Osalpn 2s orbitals. We assign
the spectra with the help of DFT calculations (vide inf ra).
Kβ2,5 Region. Here, in the 6522−6540 eV energy range, the

main change upon protonation is a systematic decrease in
intensity of the main feature at ∼6535 eV and a concomitantly
increasing shoulder at its lower energy side, ∼6530 eV. In the
fits, the Kβ2,5 region consists of three to four components (see
Figure 4b−d). The intensity increase of the low energy
shoulder with each protonation event is due to the decrease in
the one or two components at highest energy and a shift of the
components displayed in light and dark blue to lower energy.
Thus, the whole Kβ2,5 region becomes broader with successive
protonation of the bridging oxo groups.
Upon protonation of the bridging oxygen atoms, the IWAE

of the total valence-to-core region increases slightly, from
6529.2 eV (1: bis-μ-O) to 6528.5 eV (2: (μ-O)(μ-OH)) and to
6528.7 eV (3: bis-μ-OH). The peak areas change more
significantly, from 45.40 (1: bis-μ-O) to 41.28 (2: (μ-O)(μ-
OH)) and to 43.94 (3: bis-μ-OH).
Calculated XES. The calculated valence-to-core XES

spectra for models 1, 2, 3a and 3b are shown in Figure 5,

and the IWAEs and peak positions are summarized in Table 1.
The general trends in both the Kβ″ (6511−6525 eV) and the
Kβ2,5 (6525−6540 eV) regions are well-reproduced. The Kβ″
feature in the calculated spectrum of compound 1 is located at
the highest energy compared to the other features in the series
(6520.4 eV, black in Figure 5) and is predicted to have an
asymmetric narrow peak in agreement with experiment. The
calculated spectrum of the doubly protonated species 3a shows
a similarly narrow but symmetric feature appearing at the
lowest energy of this series (∼6518.5 eV, blue in Figure 5),
reproducing the experimental trend. Most importantly, the
width of the Kβ″ peak of compound 2 is the broadest in this
region, which is in excellent agreement with the experimental
data. In fact, the broad calculated Kβ″ peak of compound 2
extends from the lower energy end of compound 3a to nearly

the higher energy end of compound 1. This is also predicted to
be the case for the spectrum of the putative complex 3b. To
higher energies, in the Kβ2,5 region between 6524 and 6540 eV,
the intensity of the main feature at ∼6535 eV decreases upon
protonation. Just as in the experimental spectra, the shoulder at
∼6530 eV increases in intensity between the unprotonated and
the protonated complexes.
Regarding the ability of XES to distinguish the symmetric

(3a, dihydroxo) vs the asymmetric (3b, oxo-aqua) doubly
protonated species, we note that the spectra of complexes 3a
and 3b differ in the intensity distribution of the Kβ″ region.
The spectrum of 3a reproduces a narrow, intense feature
shifted to lower energies compared to that of 1, whereas the
spectrum of 3b is broad and of low intensity. Thus, the
spectrum of 3a yields a better match with experiment than that
of 3b. This is also in line with the calculated energetic and
magnetic data for both structural proposals.28

The fact that the Kβ″ regions of 2 and 3 are clearly
distinguished by experiment and the demonstration that
models 2, 3a, and 3b are computationally distinct give
confidence in the ability of valence-to-core XES to differentiate
not only between complexes in different protonation states
(bis-μ-oxo, μ-oxo-μ-hydroxo, bis-μ-hydroxo) but also between
complexes of the same nuclearity with different bridging motifs
(bis-μ-hydroxo, μ-oxo-μ-aquo).

Assignments of the Kβ″ Region. Figure 6 shows the
origin of the Kβ″ and Kβ2,5 regions of the valence-to-core
spectra, determined on the basis of the calculated spectra. The
Kβ″ feature arises from electronic transitions from O and N 2s
into Mn 1s orbitals. The Osalpn 2s and Nsalpn 2s contributions
appear at the same energies in all spectra, and thus can serve as
reference points. For compound 1, the transitions appear in the
order Osalpn 2s, Nsalpn 2s, Obridge 2s from lower to higher energy,
where the Obridge 2s components are the most intense. The
Obridge 2s and Osalpn 2s transitions are separated by ∼3 eV
according to the calculations. Upon single protonation, yielding
2, no energetic shifts are observed for transitions from the
Obridge 2s orbitals with respect to their positions in the spectrum
of 1, whereas the transitions from the single-protonated
bridging oxygen atoms (OHbridge 2s) are shifted into the energy
region of the Osalpn 2s transitions. Inspection of the isosurfaces
representing the donor orbitals of these transitions reveals that
the orbitals have mixed Osalpn 2s/Obridge 2s character (see Figure
7). The broad feature of the Kβ″ peak in compound 2 can thus
be explained by the distinct energy separation of ∼3 eV
between the protonated and unprotonated oxo-bridge 2s
orbitals. In the doubly protonated compound 3a, the OHbridge
2s components appear at energies between the Osalpn 2s and
Nsalpn 2s ones, their close energy levels making the Kβ″ feature
appear as a single peak. For compound 3b, the H2Obridge 2s
components are found at energies lower than those of Osalpn 2s,
which increases the asymmetry of the Kβ″ feature and broadens
it relative to the peak of compound 3a. The Obridge 2s position
is the same as those observed in the compounds 1 and 2.
In short, the Kβ″ region of MnIV dimers with protonated or

unprotonated oxo bridges can be attributed to transitions from
Obridge 2s, Osalpn 2s and Nsalpn 2s orbitals. The energetic
positions of the Obridge 2s transitions shift by more than 3 eV
upon protonation, significantly broadening the spectra.
Regarding the relative intensities, the approximate order is
calculated to be Obridge 2s ≫ OHbridge 2s > Osalpn 2s > Nsalpn 2s
≫ H2Obridge 2s. The reason for the strong contribution of
transitions from Obridge 2s orbitals to the envelope intensity is

Figure 5. Calculated valence-to-core spectra of compounds 1 (solid
black), 2 (dotted red), 3a (dashed blue), and 3b (dashed-dotted
green). Calculated spectrum is shifted by 59.2 eV.
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attributed to the shorter Mn−Obridge than Mn−Osalpn distances.
Mn−Obridge distances of 1.81−1.82 Å were obtained from the
crystal structure in compound 1, whereas Mn−Osalpn and Mn−
Nsalpn distances in this complex are much longer (1.91−1.93 Å
and 2.00−2.06 Å, respectively). This trend is reproduced in the
DFT calculations, where Mn−Obridge distances of 1.82−1.83 Å
and longer Mn−Osalpn and Mn−Nsalpn distances (1.93−1.95 Å,
2.00−2.05 Å) were obtained for 1.28 Upon protonation of the
bridging oxygen atoms, the Mn−OHbridge distance is expected
to increase to ∼1.97 Å based on the DFT optimized geometry.
The elongation of the bridging oxygen atoms upon protonation
is consistent with the EXAFS results (for details, see the
Supporting Information and the preceding XAS paper28). The
Kβ″ components of these protonated oxo bridges have lower
intensities due to the lower overlap of the donor with the
acceptor orbitals, which is linked to the distance between donor
site and acceptor site. Based on the distance argument only, one

would then expect lower intensities for transitions originating
from OHbridge 2s orbitals than for those from Osalpn 2s orbitals
(Mn−O distances of 1.97 Å and 1.84−1.87 Å in 3a,
respectively). The slightly higher intensities found in the
calculations (Figure 6, 3a panel) can be explained with the
more localized O 2s character in ligands of smaller size,48

leading to more intense transitions from the OH bridge than
from the O atoms in the salpn ligand. For a bridging aquo
ligand, the Mn−H2Obridge distance will be further elongated
(∼2.2 Å) and the donor orbital less localized, and indeed these
transitions are computed to be the least intense (Figure 6, 3b
panel).

Assignments of the Kβ2,5 Region. The calculated Kβ2,5
main features of the three compounds exhibit no major energy
shifts, whereas the decrease in peak intensity upon protonation
is significant. In agreement with experiment, the area of the
total Kβ2,5 region shows little variation. In compound 1, the
shoulder at ∼6530 eV originates from transitions of LMCT
(ligand−metal charge transfer) character from the salpn ligand.
The increase in the shoulder intensity in compounds 2 and 3
stems from additional transitions out of hydroxo-bridge orbitals
of p-character, that fall into the same energy region. The most
intense peak is largely due to transitions from Mn−O/Nsalpn 2p
and Mn−Obridge 2p based molecular orbitals (see Figure 6).

Correlation of Experimental and Calculated Valence-
to-Core Regions. Although, from visual inspection only, the
agreement of calculation and experiment is good, it is
worthwhile to quantify the agreement by correlating the
experimental and calculated areas. The X-ray emission spectra
are compared to a previously published set of monomer data
that includes Mn(II) as well as Mn(III) and Mn(IV) data.36

Figure 8 shows the correlation, where the trendline based on all
data points is forced through 0 and follows y = 0.477x. The
adjusted R value of 0.992 indicates good agreement between
experiment and calculation. More details on the monomer data
and the error bars are given in the Supporting Information.
Based solely on this correlation, it is not possible to

discriminate between the bridging motifs of 3a and 3b.
However, the differences in the Kβ″ intensity distributions in

Figure 6. Assignments of the calculated XES valence-to-core region
based on the orbital character corresponding to the individual
transitions for compounds 1 (a), 2 (b), 3a (c) and 3b (d). The left
side shows the Kβ″ region, and the right side shows the Kβ2,5 region
with different intensity scales. Gray areas where transitions of different
donor orbital character appear; from left to right: H2Obridge 2s, Osalpn
2s, Nsalpn 2s, Obridge 2s in the left half; OH/OH2 2p and LMCT, Mn−
O/Nsalpn and Mn−Obridge in the right half. Transitions from orbitals
with OHbridge 2s character are found either in the Osalpn 2s region
(mixed with Osalpn 2s character) or separately in the Nsalpn 2s energy
region (darkest gray). Representative donor orbitals for each of the
spectral regions are shown in Figure 7.

Figure 7. Representative donor orbitals corresponding to each of the
assigned regions of the Kβ″ peak in Figure 6 (except “Nsalpn 2s”,
instead “OHbridge 2s” is shown in a separate panel); from top to
bottom: bis-μ-oxo (1), μ-oxo-μ-hydroxo (2), bis-μ-hydroxo (3a), μ-
oxo-μ-aquo (3b).
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the 6511−6522 eV spectral region clearly show that, for the
symmetric compounds 1 and 3, narrow signals at different
energies are observed whereas, for the asymmetric compound
2, a broad Kβ″ feature is observed. Thus, the envelopes help to
understand the differences between the calculated spectra of 3a
and 3b compared to the experimental one. For lower-resolution
data, it is however crucial to make use of the complementarity
of X-ray absorption and emission spectroscopy. As is presented
in ref 28, the pre-edge areas for compound 3b are clearly
outside the correlation range.

■ CONCLUSION
In this study, we have demonstrated that XES valence to core
spectra probe the ligand environment of metals with great
sensitivity, including single protonation events. In particular,
the Kβ″ satellite peaks can be used to discriminate among a set
of three MnIV dimers in which the protonation states of
bridging oxygen atoms are changed systematically. The limits of
structure discrimination were further explored by comparison
to calculated spectra for the two isomers [MnIV2(salpn)2(μ-
OH)2]

2+ and [MnIV2(salpn)2(μ-OH)(μ-OH2)]
2+. We find that

even such fine differences can be reliably evaluated by DFT
calculations, and given the size of these spectral changes they
should also be experimentally observable. The application of
these methods to metalloprotein active sites will certainly pose
greater challenges. However, the observation of single light
atoms from valence-to-core XES has already been demon-
strated for both nitrogenase and the OEC.32,33 The
determination of more subtle changes, such as single
protonation events within the OEC active site, may be
addressed by utilizing difference spectra to highlight the
changes between different S states. The Mn4CaO5 complex
has a ligation sphere that may be composed of oxygen-derived
ligands (including O2−, OH−, and/or H2O), carboxylate ligands
and histidine ligands. While all of these ligands will contribute
to the Kβ2,5 region of the spectrum, the most significant
intensity in the Kβ″ region will derive from OH− or O2−

ligands. As the present study shows, the changes between oxo
and hydroxo groups should result in clear spectral changes,

which may be highlighted by examining spectral differences.
The observation of such (de)protonation events at manganese-
bound oxo bridges should provide fundamental insights toward
understanding of the catalytic cycle of the OEC, as well as other
enzymes featuring dinuclear, high-valent manganese ions in
their active sites, such as manganese RnR or manganese
catalase.2,47

The assignments of the valence-to-core region show that the
transitions of largest intensity in the Kβ″ region are due to
transitions from the oxo-bridge 2s orbitals, which are
significantly more intense than transitions from salpn-N/O 2s
or hydroxo/aquo-bridge 2s orbitals. This is attributed to the
shorter Mn−O distance and more localized donor orbital
character in the unprotonated bridges, leading to larger overlap
of donor and acceptor orbitals and hence more intense
transitions. In the Kβ2,5 region, a shoulder in the lower energy
range is shown to be indicative of bridging hydroxo 2p
contributions which are only present in protonated species,
leading to increased intensity in this region across the series.
The data presented here demonstrate the exquisite chemical

sensitivity of valence-to-core XES, which is further strengthened
when combined with X-ray absorption spectroscopy.28

Together these two techniques provide powerful element-
specific tools to monitor changes in the ligand environment in
metalloproteins, possibly during catalysis, by neglecting the
overwhelming number of surrounding light atoms. A further
challenge will be to detect protonation state changes that occur
at terminal ligands in multinuclear complexes, and such studies
are underway.
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ABSTRACT: The reduction of protons into dihydrogen is important because of its
potential use in a wide range of energy applications. The preparation of efficient and
cheap catalysts for this reaction is one of the issues that need to be tackled to allow
the widespread use of hydrogen as an energy carrier. In this paper, we report the
study of an amorphous molybdenum sulfide (MoSx) proton reducing electrocatalyst
under functional conditions, using in situ X-ray absorption spectroscopy. We probed
the local and electronic structures of both the molybdenum and sulfur elements for
the as prepared material as well as the precatalytic and catalytic states. The as
prepared material is very similar to MoS3 and remains unmodified under functional
conditions (pH = 2 aqueous HNO3) in the precatalytic state (+0.3 V vs RHE). In its
catalytic state (−0.3 V vs RHE), the film is reduced to an amorphous form of MoS2
and shows spectroscopic features that indicate the presence of terminal disulfide
units. These units are formed concomitantly with the release of hydrogen, and we
suggest that the rate-limiting step of the HER is the reduction and protonation of
these disulfide units. These results show the implication of terminal disulfide chemical motifs into HER driven by transition-metal
sulfides and provide insight into their reaction mechanism.

1.0. INTRODUCTION
One of the most important challenges many societies are
currently facing is the supply of fuel for their increasing energy
needs.1,2 The extensive use of fossil fuels during the past
century is reaching its limits, mostly because of the deleterious
effects their combustion is causing to the environment. In this
context, the search for alternative energy sources is of critical
significance. Among various solutions, solar light is very
important, because of its accessibility in most parts of the
globe and the power it delivers on the surface of the earth. It is,
however, only available during a certain portion of the day and
in some places during certain times of the year. An optimal use
of this energy source therefore requires its efficient storage. A
very promising energy carrier that is able to fulfill this role is
hydrogen.3 A tremendous amount of work has been carried out
in the past decades to develop systems capable of sustainably
producing hydrogen from water electrolysis.4−8 A class of
compounds that meets both the technical and economical
requirements of large-scale hydrogen production is molybde-
num sulfides (MoSx).

9 These inorganic materials have been
extensively studied and used as natural gas hydrodesulfurization
(HDS) catalysts.10,11 More recently, they have been shown to
catalyze the hydrogen evolution reaction (HER) in their

molecular,12−14 nanoparticulate15−18 and amorphous13,19−21

forms. In particular, some of us have reported on the
preparation of electrodeposited amorphous MoSx thin films
that are catalytically active for the reduction of protons into
hydrogen in acidic water.19 These films have been extensively
studied by X-ray photoelectron spectroscopy (XPS) to
determine their electronic structure.22 Although very informa-
tive, this technique only probes the very first nanometers of a
surface and is very difficult to perform under functional
conditions. In the current paper, we investigate the structure of
an amorphous, HER-active MoSx film observed under catalytic
conditions using in situ X-ray spectroscopic techniques. An in
situ electrochemical cell was developed and applied in the
tender X-ray energy region (∼2−3 keV) to the study of an
MoSx HER catalyst under functional conditions. This method
allowed us to probe the local and electronic structure of the
molybdenum centers and sulfur ligands of the film under
precatalytic and catalytic conditions. By comparing the data
obtained on the catalytic film poised at constant potentials with
those of reference compounds (see Table 1), we propose a
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structural model for the catalyst film as prepared and under
functional conditions in its precatalytic and catalytic states. The
results provide evidence for the presence of terminal disulfide
units in the MoSx film and demonstrate their involvement in
the catalytic cycle. Although the role of disulfide units in the
reduction of protons into dihydrogen by MoSx materials has
often been suggested,16,23 it is, to the best of our knowledge,
the first time that this chemical motif is experimentally
observed during the HER. We also suggest on a spectroscopic
basis that the rate-limiting step of the reaction is the reductive
breaking of the S−S bond. These mechanistic insights will be
important in designing hydrogen-evolving catalysts with better
performances.

2.0. EXPERIMENTAL SECTION
2.1. Model Compounds. HNO3 (90%), MoS2 (99%),

MoS4(NH4)2 (>99.9%), and NaClO4 (>98%) were purchased from
Aldrich, and MoS3·2H2O was purchased from Alfa-Aesar.
[Mo3S4(H2O)9]Cl4 was synthesized according to a published
procedure.26 All compounds were used as received without further
purification. Deionized water was used for all experiments.
2.2. Electrodeposition of MoSx Electrocatalyst. Prior to

electrodeposition of the MoSx catalyst film, a 500 nm thick silicon
nitride (Si3N4, purchased from Silson Ltd.) membrane was sputter
coated with a 150 nm layer of indium-doped tin oxide (ITO) to
produce a suitable X-ray transparent conductive surface. The ITO
surface was connected from the front with copper tape to ensure
electrical contact. The deposition of MoSx was carried out in a
glovebox under nitrogen. The ITO electrode was immersed into a 2
mM solution of (NH4)2MoS4 in 0.1 M NaClO4 in water (8 mL).
Consecutive cyclic voltammograms (typically 25) were carried out
using an Ivium Stat potentiostat (Ivium Technologies) with a
saturated silver/silver chloride reference electrode (separated by a

porous Vycor tip) and a titanium wire counter electrode. The cyclic
voltammograms were performed between +0.7 and −0.4 V vs
reversible hydrogen electrode (RHE) and a scan rate of 0.05 V/s
was employed. The modified electrode was rinsed with distilled water.

2.3. X-ray Absorption Data Collection. X-ray absorption data
were collected at the Stanford Synchrotron Radiation Lightsource
(SSRL) on beamline 7-3 (Mo K-edge) and 4-3 (S K-edge and Mo L-
edge) at an electron energy of 3.0 GeV with an average current of 300
mA. At beamline 7-3, the radiation was monochromatized by a Si(220)
double-crystal monochromator. The intensity of the incident X-ray
was monitored by an Ar-filled ion chamber (I0) in front of the sample.
Solid samples were diluted in boron nitride (1% w/w) and placed in
an aluminum sample holder sealed with kapton tape. Data were
collected as fluorescence excitation spectra with a Ge 30 element
detector (Canberra). Energy was calibrated by the first peak maximum
of the first derivative of a molybdenum foil (20003.9 eV), placed
between two Ar-filled ionization chambers (I1 and I2) after the sample.
All data were collected at room temperature. At beamline 4-3, the
incoming X-rays were monochromatized by a Si(111) double-crystal
monochromator. The intensity of the incident X-rays was monitored
by a He-filled ion chamber (I0) in front of the sample. Solid sample
spectra were collected from a thin layer of the sample smeared on
sulfur-free tape. Data were collected as fluorescence excitation spectra
with a Vortex 4 element silicon drift detector (SII NanoTechnology).
Monochromator energy was calibrated to the first peak of thiosulfate
reference sample, which was assigned at 2470.8 eV. The sample
environment was kept under He gas atmosphere with an He-filled bag
to reduce air absorption of incoming X-rays and fluorescence signals.
The data were collected at room temperature. Additional data on
reference samples were also collected at the LUCIA Beam line at
SOLEIL, at an electron energy of 2.7 GeV and an average ring current
of 430 mA. The incoming photons were selected with a Si (111)
double crystal monochromator. Samples were compressed as pellets in
1:10 (w/w) mixture with cellulose and fixed on a copper sample
holder with conductive carbon tape. The S K-edge and Mo L-edges
were measured as fluorescence spectra with a grazing angle (<2°) for
the outgoing photons in order to avoid self-absorption phenomena.
Energy ranges for the first moment calculation are as follow: S K-edge:
2465−2475 eV; Mo L3-edge: 2520−2535 eV; Mo L2-edge: 2623−
2640 eV.

2.4. In Situ Electrochemical XAS Measurements. A glass
electrochemical cell consisting of two compartments separated by a
porous frit was employed for in situ spectroscopic experiments, as
previously reported.27,28 The working compartment has flat walls
(∼1.5 cm wide) with a single circular hole of 0.8 cm in diameter. An
MoSx-coated ITO/Si3N4 membrane as described above was in contact
with a slip of copper tape and fixed with epoxy glue to the exterior of
the wall of the cell, over the 0.8 cm hole, with the MoSx layer facing
inward. A nitric acid solution adjusted to pH 2 was placed in both
compartments. The solutions were not stirred during the experiment.
The cell was connected to a potentiostat by making electrical contact
to the copper tape slip that protruded from the side of the working
compartment. A Teflon cap fitted with a reference electrode (Ag/
AgCl) was used to cover the working compartment and to ensure a
fixed distance between working and reference electrodes for all
experiments. A platinum gauze was placed in the second compartment
separated by a frit from the first one and used as a counter electrode.
X-ray absorption spectra were recorded at different positions on the
electrode to check the materials for homogeneity. The same electrodes
were used to measure the Mo K-edge (BL 7-3) and L-edges (BL 4-3)
and the S K-edge (BL 4-3) spectra. For Mo K-edge measurements, the
spectra were recorded in air. For S K-edge and Mo L-edge
measurements, the electrochemical cell was placed in a He-filled bag
with a polypropylene membrane placed as close as possible to the
Si3N4 membrane to maximize the penetration of X-rays into and from
the MoSx film. Spectra were recorded on the dry electrodeposited
MoSx films at first and then in pH 2 nitric acid solution at 0.3, 0.1,
−0.1, and −0.3 V vs RHE. All references hereafter are given vs RHE.
The experiments were conducted at pH = 2 since the ITO layer
deposited on the Si3N4 membrane could not withstand lower pH

Table 1. Formal Oxidation States, Sulfur Chemical Units,
and Structure of the MoSx Reference Compounds Used in
This Study

aThe structures of [Mo3S4(OH2)9]
4+ and MoS2 have been determined

previously by XRD. bStructural and electronic information according
to the model of Hibble et al.24 cStructural and electronic information
according to the model of Weber et al.25 Only one structural model
out of four possible is shown here. For more structural models see ref
25.
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values. The open-circuit potential measured prior to applying a
potential was 0.8 V. At each potential, 10 scans were recorded for the
Mo K-edge and 4 scans for the S K-edge and Mo L-edge. After each
potential change, the system was allowed to equilibrate for 10 min
before recording a spectrum. No noticeable change was observed
between the first and last spectra recorded at a given potential. The
current density measured for the potentials of interest (see Figure S1)
was similar to those recorded on a regular ITO electrode under
identical conditions (room temperature, pH 2 in nitric acid). A
polarization curve of the film on a rotating disk carbon electrode at pH
= 2 is also shown in Figure S2.
2.5. XAS Data Reduction and Analysis. Data reduction of the

Mo K-edge extended X-ray absorption fine structure (EXAFS) spectra
was performed using EXAFSPAK (Drs. Graham George and Ingrid
Pickering, SSRL). Pre-edge and post-edge backgrounds were
subtracted from the XAS spectra, and the results were normalized
with respect to edge height. Background removal in k-space was
achieved through a five-domain cubic spline. Curve fitting was
performed with Artemis and IFEFFIT software using ab initio
calculated phases and amplitudes from the program FEFF 8.2.29,30 The
details of curve fitting are discussed in the SI. For the S K-edge spectra,
an E0 value of 2470.8 eV was used, and normalization was performed
over the range 2488.8−2510.8 eV. For the Mo L3-edge and L2-edge, E0
values of 2523.6 and 2627.0 eV were used, and normalization was
performed over the ranges 2545.3−2591.6 eV and 2648.7−2666.7 eV,
respectively.

3.0. RESULTS
We use the notation precatalytic and catalytic states for the
MoSx film poised at 0.3 and −0.3 V in a nitric acid solution at
pH = 2, respectively. These states were measured in situ, while
the as prepared film was measured ex situ.
3.1. MoSx Film Deposition. The deposition and character-

ization of MoSx films under various conditions were described
in a recent publication.19 The as prepared MoSx film studied in
this work corresponds to the MoS3-CV film before activation in
ref 19.
3.2. Mo K-edge XANES of MoSx Films and Reference

Compounds. The films deposited did not show any X-ray
diffraction (XRD) signal, which indicates that they are
amorphous. We therefore used X-ray absorption spectroscopy
to study the structure of these films. The Mo K-edge X-ray
absorption near edge spectroscopy (XANES) spectra were
recorded ex situ on the MoSx film as prepared and in situ in the
precatalytic and catalytic states (Figure 1A) using a custom-
made X-ray spectroelectrochemical cell described in the
Electrodeposition of MoSx Electrocatalyst Section. For
comparison, the XANES spectra of MoS3, MoS2, and
[Mo3S4(H2O)9]Cl4 are shown in Figure 1B. No clear trend
reflecting the formal oxidation state of Mo is observed in the
Mo rising edge energy of the reference compounds, which is
largely due to the charge delocalization between the
molybdenum ion and the sulfur ligands. For the MoSx film,
changes at the peak top are observed, while the rising edge
energy remains identical when changing the potential applied
to the film. None of these spectra present a good match with
those of the reference compounds, suggesting a mixed
composition for the MoSx film.
3.3. Mo K-edge EXAFS of MoSx Films and Reference

Compounds. The Mo K-edge EXAFS spectra were recorded
ex situ on the MoSx film (as prepared) and in situ in the
precatalytic and catalytic states (Figure 1C). For comparison,
the EXAFS spectra of the MoS3, MoS2, and [Mo3S4(H2O)9]Cl4
are shown in Figure 1D. The k-space spectra of these
compounds are also compared on Figure S3. The EXAFS

spectrum of as prepared film shows two peaks at R′ = 1.2 and
1.9 Å (R′ being the apparent distance and R the actual
distance), corresponding to Mo−O and Mo−S interactions,
respectively (vide inf ra). When poised at 0.3 V, the short-
distance peak (R′ = 1.2 Å) disappears, and the spectrum of the
precatalytic state shows similarities with that of MoS3, with a
high intensity peak at ca. R′ = 2.0 Å and a small intensity peak
at ca. R′ = 2.5 Å. Under catalytic conditions, the main peak
shifts to a lower apparent distance (R′ = 1.86 Å), suggesting a
shortening of the Mo−S bond. In addition, the small intensity
peak at R′ = 2.5 Å disappears, suggesting the breaking of the
Mo−Mo bond.
Prior to fitting the EXAFS spectra of MoSx films, the EXAFS

spectra of three model compounds were fit using structural data
derived from their crystal structures to extract the EXAFS
fitting parameters. The final fitting parameters are listed in
Table 2. In the case of MoS3, two distances are required to fit
the spectrum, one accounting for 6 Mo−S bonds at 2.42 Å and
another one for 1 Mo−Mo bond at 2.77 Å. Two competing
structural models have been proposed for MoS3 by Hibble et
al.24,31 and Weber et al.25 The Hibble structure for MoS3
consists of chains of molybdenum ions alternatively bridged by
three sulfides (μ-η2 S2−) or one sulfide and one disulfide (μ-
η2:η2 S2

2−) ligands (see Table 1).32 The formula for this
material is thus MoV(S2−)2(S2

2−)0.5. Several authors
33,34 have

shown that the EXAFS spectrum of MoS3 is indeed best fit with
a single Mo−Mo interaction because Mo ions only interact
with neighboring Mo through the short bridge containing a
disulfide unit but not through the long one containing sulfide
groups only. The Weber structure consists of a random
arrangement of four isostructural Mo3S9 clusters, which are
linked to each other by one or two μ-η2 sulfide bridge(s). Each
cluster contains three sulfide and three disulfide ligands, which
can be either bridging or terminal. The formulation for this
structure is thus MoIV(S2−)(S2

2−). The fitting parameters are in
agreement with the literature for both proposed structures, and
we cannot discriminate one from the other. In the Weber
structure, each molybdenum center is surrounded by 5, 6, or 7
sulfur ligands. This is compatible with the quite large Debye−
Waller factor (0.010) found for the Mo−S interaction in the
MoS3 EXAFS fit (see Table 2). The spectrum of MoS2 (which

Figure 1. (A) Mo K-edge XANES spectra of the MoSx film as
prepared and in the precatalytic and catalytic states. (B) Mo K-edge
XANES spectra of Mo3S4, MoS2 and MoS3. (C) Mo K-edge Fourier
transform EXAFS (k3-weighted) of the MoSx film as prepared and in
the precatalytic and catalytic states. (D) Mo K-edge Fourier transform
EXAFS (k3-weighted) of Mo3S4, MoS2, and MoS3.
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is microcrystalline) shows two well-separated peaks at ca. R′ =
1.95 and R′ = 2.80 Å that can be fit with Mo−S and Mo−Mo
interactions at 2.41 and 3.17 Å with N values of 6 for each
interaction. These values are in very good agreement with the
XRD distances reported for MoS2 (2.40 and 3.15 Å).35 The
spectrum of [Mo3S4 (OH2)9]

4+ shows two peaks at ca. R′ =
1.80 and R′ = 2.40 Å. The low R′ peak was fit with Mo−O and
Mo−S interactions at 2.13 and 2.23 Å, respectively, with N
values of 3 for both interactions. The higher R′ peak is due to a
single Mo−Mo vector at R = 2.72 Å with an N value of 2.
These values are in very good agreement with the XRD
structure of [Mo3S4(H2O)9]Cl4.

36

The EXAFS curve fitting results of the MoSx film as prepared
and in the precatalytic and catalytic states are summarized in
Table 2, and the k-space curves are displayed in Figure S4. For
the as prepared film, an Mo−O interaction with a distance of R
= 1.74 Å and an N value of 1.2 had to be included to model the
peak at short R′ value. The peak at R′ = 1.90 Å was fit with an
Mo−S interaction (R = 2.44 Å, N = 3.0), while the low
intensity one at R′ = 2.61 Å was fit with an Mo−Mo interaction
(R = 2.76 Å, N = 0.8). For the film in the precatalytic state
(poised at 0.3 V), the best fit was obtained with an Mo−S
interaction at 2.40 Å with an N value close to 6 and an Mo−Mo
interaction at 2.74 Å with an N value of 1.1. Under these
conditions, the parameters of the Mo−S and Mo−Mo
interaction are in good agreement with those of MoS3. We
therefore considered the film in the precatalytic state to be
predominantly composed of MoS3. When the potential was
lowered to −0.3 V (catalytic state), the Mo−Mo peak is barely
present in the EXAFS spectrum. Fitting the data with a single
shell (fit #1), yields an Mo−S interaction with R = 2.36 Å and
N = 6. This distance is slightly shorter (0.05 Å) than that of the
film poised at 0.3 V. We also considered the presence of an

Mo−Mo second shell (fit #2). In this fit, the N value for the
Mo−Mo interaction dropped to 0.2, while it did not show a
significant improvement in the fit quality. We therefore
conclude that the Mo−Mo bond is significantly diminished in
the MoSx film in the catalytic state.

3.4. In Situ Sulfur K-edge XANES. Since the sulfur K-edge
energy (ca. 2472 eV) is just below that of the molybdenum L-
edges (ca. 2526 and 2631 eV for the L3- and L2-edges,
respectively), we recorded spectra with both edges in one single
scan (see Figure S5). Figure 2A shows the S K-edge spectra
collected on the MoSx film as prepared and in the precatalytic
and catalytic states as well as the reference compounds listed in
Table 1. The spectrum of Mo3S4 shows several features, with a
main peak at 2471.6 eV (measured at peak top), a shoulder at
2472.8 eV, and an intense low energy peak at 2469.8 eV. In
MoS2, a single, sharp peak is observed at ca. 2471.4 eV, and a
shoulder is observed at 2473.6 eV. The spectrum of MoS3
shows a single, broad feature at 2472.5 eV.
The S K-edge spectra of the MoSx film poised at 0.3, 0.1,

−0.1, and −0.3 V are shown in Figure 2B, and the
corresponding first moment energies are listed in Table 3. In
the as prepared MoSx film, the sulfur K-edge main peak energy
(2472.1 eV) and shape are similar to that of MoS3, although a
shoulder is present at low energy (2469.7 eV) as in Mo3S4, but
with a much smaller intensity. When the sample is set in a pH 2
nitric acid solution and the potential is poised to 0.3 V, the first
moment energy of the main peak remains at 2472.0 eV, while
the shoulder at lower energy (2469.8 eV) increases and the one
at higher energy (2472.4 eV) decreases. When the potential is
gradually decreased to −0.3 V, the first moment energy of the
main peak shifts to a slightly higher energy (from 2472.0 to
2472.3 eV), which indicates an overall oxidation of the sulfur
ligands. Concomitantly, the lower energy shoulder that is
present in Mo3S4 decreases.

3.5. In Situ Molybdenum L-edge XANES. Figure 2C
shows the molybdenum L3-edge spectra recorded on the MoSx
film as prepared and in the precatalytic and catalytic states as
well as the reference compounds listed in Table 1. The Mo L3-
edge spectrum of Mo3S4 shows one main, broad feature,
centered at 2525.1 eV (measured at peak top), with a shoulder
at 2523.25 eV. The spectrum of MoS2 shows a single feature at
2524.7 eV, while that of MoS3 has a main peak at 2525.8 eV
with a shoulder at higher energy (2528.4 eV). The spectrum
recorded on the as prepared MoSx film is very similar to that of
MoS3. For instance, it has a shoulder at 2528.7 eV, which is a
strong component of the MoS3 spectrum. This is even more
visible in the L2-edge spectrum (see Figure 2E), where the as
prepared spectrum shows the double peak feature (2629.3 and
2629.6 eV) that is also present in MoS3.
The Mo L3-edge spectra of the MoSx film poised at 0.3, 0.1,

−0.1, and −0.3 V are shown in Figure 2D, and the
corresponding first moment energies (as well as those of the
Mo L2-edge spectra) are reported in Table 3. Under
precatalytic conditions (pH 2 nitric acid, 0.3 V), the L3-edge
peak first moment energy shifts to a lower energy by ca. 0.4 eV
as compared to the as prepared film, and the higher energy
component (2528.4 eV) characteristic of MoS3 disappears.
When progressively decreasing the potential to −0.3 V, the first
moment energy of the Mo L3-edge peak shifts to lower values
by ca. 0.06 eV, indicating a reduction of the Mo center. The
same trend is observed for the L2-edge part of the spectra (see
Figure 2D) with an even more pronounced shift of the first

Table 2. EXAFS Fitting Parameters for MoS3, MoS2, Mo3S4,
and the MoSx Film As Prepared, Under Pre-Catalytic (0.3
V), and Catalytic State (−0.3 V)a

R, Å

sample shell XRD EXAFS N σ2 R, %

MoS3
b Mo−S − 2.42 6 0.010 0.06

Mo−Mo − 2.77 1 0.005
MoS2

c Mo−S 2.41 2.41 6 0.001 0.4
Mo−Mo 3.15 3.17 6 0.003

Mo3S4
d Mo−O 2.18 2.13 3 0.002 1.3

Mo−S 2.30 2.23 3 0.010
Mo−Mo 2.73 2.72 2 0.003

MoSx as prepared
e Mo−O − 1.74 1.2 0.002 0.01

Mo−S − 2.44 3.0 0.010
Mo−Mo − 2.76 0.8 0.005

MoSx 0.3 Vb Mo−S − 2.40 6.4 0.010 1.6
Mo−Mo − 2.74 1.1 0.003

MoSx 1 Mo−S − 2.36 6.2 0.010 2.2
-0.3 Vb 2 Mo−S − 2.37 6.1 0.010 2.1

Mo−Mo − 2.69 0.2 0.003
aBold numbers indicate fixed values. R is the apparent distance in Å
from the central atom to the scatterer, k is the wave vector describing
the trajectory of the scattered photoelectron, N is the number of
scatterers, R2 is the Debye−Waller factor, and R is the goodness of fit
in %. bFitting range: 3.10 ≤ k (/Å) ≤ 11.5 and 1.57 ≤ R (Å) ≤ 2.82.
cFitting range: 3.10 ≤ k (/Å) ≤ 11.5 and 1.15 ≤ R (Å) ≤ 3.20. dFitting
range: 3.10 ≤ k (/Å) ≤ 11.5 and 1.15 ≤ R (Å) ≤ 2.82. eFitting range:
3.10 ≤ k (/Å) ≤ 10.5 and 1.15 ≤ R (Å) ≤ 2.82.
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moment to lower energies (by ca. 0.2 eV) as the potential
decreases.

4.0. DISCUSSION
The MoSx films studied in this paper were prepared by
electrochemical cycling of an ITO electrode in an [NH4]2MoS4
aqueous solution. This procedure was shown to involve anodic
and cathodic deposition processes, as well as cathodic
corrosion. Eventually, the final composition of the film was

estimated from XPS and Electrochemical Quartz Crystal
Microbalance (EQCM) analysis as a mixture of MoS2 and
MoS3 phases.22 In line with this first analysis, the X-ray
spectroscopic data of the as prepared sample presented in this
paper show features associated with several compounds, clearly
indicating that the MoSx electrocatalyst is a mixture of species.
Table 4 summarizes the spectroscopic information collected on
the as prepared, precatalytic and catalytic states. It also indicates
the structural and electronic changes observed when the
potential is gradually decreased from 0.3 (precatalytic state) to
−0.3 V (catalytic state).

4.1. Initial Structure of the as prepared MoSx Film. In
the Mo K-edge EXAFS Fourier transform spectrum of the as
prepared sample, the peak observed at low R′ values (1.05 Å)
indicates the presence of an Mo−O interaction. The Mo−O
distance obtained from the fits (R = ca. 1.75 Å) is much shorter
than usually observed in most MoxOySz oxysulfide compounds
(typically 2.0 ≤ R ≤ 2.2 Å)37 or in Mo3S4(OH2)9 (vide supra),
and is longer than the Mo−O distances observed in
molybdenum oxides.38,39 The presence of oxygen has also
been observed previously in the XPS spectra recorded ex situ on
the as prepared MoSx film.

22 Given that the latter technique is
only sensitive to the surface, we estimated that a layer of
molybdenum oxide MoOx covers the bulk MoS3 material in the
as prepared film, as a result of air oxidation during transfer from
the synthesis laboratory to the synchrotron facility. Since the
film is highly porous, the actual surface exposed to air and
converted into an oxide could be significant. The EXAFS fits
indicate the presence of 3 Mo−S interactions at R = 2.44 Å and
one Mo−Mo interaction at R = 2.76 Å. All parameters
corresponding to an MoS3 structure, except for the lower
number of Mo−S vectors.
This deviation can be explained by the presence of the outer-

shell MoOx layer in the as prepared film that decreases the
average Mo−S bonds per Mo center. This analysis is consistent
with the previous XPS observations showing the presence of
Mo(IV) and of S2− and S2

2− ligands.8 The presence of peaks
characteristic of MoS3 at 2528.7 and 2633.5 eV in the Mo L3-
and L2-edge spectra, respectively, confirms an MoS3 structure.
The small intensity feature at 2470 eV that is characteristic of
Mo3S4 suggests the presence of similar chemical motifs in the as
prepared material. Indeed, the Mo3S9 trinuclear units proposed
by Weber as constituents of MoS3 are closely related to Mo3S4,
since they share the same geometrical arrangement as well as μ-
η2 and μ-η3 bridging S2− ligands. It is, however, very difficult to
distinguish small contributions of Mo3S4 within the MoS3 K-
edge EXAFS, since the Mo−S and Mo−Mo distances of these
two materials are almost identical (see Table 2). The starting
material is thus best described as an amorphous film of MoS3 in
the bulk, with a surface layer of MoOx. The oxidation state of

Figure 2. Top: Sulfur K-edge spectra of (A) the MoSx film as
prepared, in the precatalytic and catalytic states, together with Mo3S4,
MoS2 and MoS3 reference spectra, and (B) the MoSx film poised at 0.3
(black), 0.1 (blue), −0.1 (red), and −0.3 V (green) in nitric acid at pH
= 2. Middle: Molybdenum L3-edge spectra of (C) the MoSx film as
prepared, in the precatalytic and catalytic states, together with Mo3S4,
MoS2, and MoS3 and (D) the MoSx film poised at 0.3 (black), 0.1
(blue), −0.1 (red), and −0.3 V (green) in nitric acid at pH = 2.
Bottom: Molybdenum L2-edge spectra of (E) the MoSx film as
prepared, in the precatalytic and catalytic states, together with Mo3S4,
MoS2, and MoS3 and (F) the MoSx film poised at 0.3 (black), 0.1
(blue), −0.1 (red), and −0.3 V (green) in nitric acid at pH = 2.

Table 3. Sulfur K-Edge and Molybdenum L2,3-Edge Peak
First Moment Energies (in eV) for the MoSx Film As
Prepared and Poised at 0.3, 0.1, −0.1, and −0.3 V in pH 2
Nitric Acid

Mo

sample S K-edge L3-edge L2-edge

as prepared 2472.15 2526.95 2631.43
0.3 V 2472.00 2526.54 2631.00
0.1 V 2472.10 2526.51 2630.90
−0.1 V 2472.13 2526.49 2630.86
−0.3 V 2472.27 2526.48 2630.80
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molybdenum centers is predominantly +IV, while the sulfur
ligands are present as bridging sulfides (μ-η2 and μ-η3 S2−) and
disulfides (μ-η2:η2 S2

2−).
4.2. Structure of the MoSx Film in its Precatalytic

State. When the MoSx film is set in a nitric acid solution at pH
= 2 and poised at 0.3 V, the Mo−O interaction in the Mo K-
edge EXAFS spectrum of the as prepared material disappears,
indicating that the molybdenum oxide fraction is hydrolyzed.
This phenomenon was already observed by XPS on the surface
of a similar system.22 The current data extend these structural
considerations to the bulk of the material. Under precatalytic
conditions, the EXAFS fits indicate 6 Mo−S interaction at R =
2.40 Å and 1 Mo−Mo interactions at R = 2.74 Å, which
correspond to the fitting parameters of MoS3. However, the Mo
L2,3-edge and S K-edge XAS show that the material formed
cannot be considered as pure MoS3. In the S K-edge spectrum,
the shoulder at 2470 eV characteristic of Mo3S4 is more intense
than in the as prepared material, which suggests a larger fraction
of trinuclear Mo3Sx units as compared to the as prepared
material. Hence, the overall S K-edge first moment energy is
shifted to lower energy by 0.15 eV, indicating a reduction of the
disulfide units originally present in the as prepared material.
The features characteristic of MoS3 in the Mo L3- and L2-edge
spectra (at 2528.7 and 2633.5 eV, respectively) disappeared,
and the first moment of these peaks are shifted to lower energy
by ca. 0.4 eV, indicating a reduction of the molybdenum centers
as well. These data indicate that, when placed in an acidic
media, the as prepared material is reduced, both from the sulfur
and the molybdenum side, into an amorphous material where
molybdenum and sulfur are in the +IV and −II oxidation state,
respectively. Although MoS2 fits best with this description, the
spectral features of the S K and Mo L2,3-edge XAS suggest that
a fraction of MoS3 and/or Mo3S4 is still present. It is likely that
the outer shell, which is accessible to the solvent, is converted
into MoS2. We suggest that the reduction under acidic
conditions of the disulfide ligands in MoS3 produces sulfide
ligands, which in turn displaces the oxygen ligands in MoOx to
yield MoS2. We note that the strong peak at R = 3.15 Å
corresponding to the Mo−Mo interaction in microcrystalline
MoS2 is not observed, which can be explained by the
amorphous nature of the MoS2 layer.
4.3. Structure of the MoSx Film in its Catalytic State.

When the potential is decreased to −0.3 V, the Mo−Mo
interaction observed at ca. R = 2.75 Å in the Mo K-edge EXAFS
diminishes. The disappearance of this peak, corresponding to
Mo−Mo interactions in Mo3S4 and MoS3, can be interpreted as

the formation of MoS2 from MoS3 and the corresponding
disappearance of the bridging disulfide units in the bulk of the
film. This hypothesis is supported by the Mo−S distance at
−0.3 V, which is longer than that in Mo3S4 and matches the
one found in MoS2. As the potential is decreased from 0.3 to
−0.3 V, the S K-edge XANES spectra of the MoSx film shows a
progressive increase in their first moment energy (Figure 2B),
which indicates an overall oxidation of the sulfur ligands. The
difference in peak position between the highest and lowest
potentials is only of 0.27 eV (compared to the 1.1 eV shift
observed in the sulfur oxidation state change from MoS2 to
MoS3), indicating a partial fraction of sulfur being oxidized in
the sample. This small shift can be explained by a modification
of the material only at the surface in contact with the
electrolyte. Since the Mo−Mo interaction disappears in the Mo
K-edge EXAFS, the increase in the oxidation state of the sulfur
ligands is likely due to the presence of terminal disulfide ligands
(η2 S2

2−) rather than bridging ones (μ-η2:η2 S2
2−). When the

potential is decreased from 0.3 to −0.3 V, the Mo L-edge first
moment concomitantly shifts to lower energies (−0.06 and
−0.2 eV for the Mo L3- and L2-edges, respectively), which
indicates that the molybdenum centers are reduced to a lower
oxidation state. As for the S K-edge XANES, the energy shift is
limited as compared to what is observed for pure, bulk
compounds (−0.48 and −0.55 eV from MoS3 to MoS2 for the
L3- and L2-edges, respectively). Namely, the S K-edge and Mo
L-edge shifts are correlated to each other, and it suggests a
change in oxidation state for the molybdenum centers located
only at the solid−liquid interface.
In summary, the material’s bulk structure at −0.3 V is

modified from amorphous MoS3 to amorphous MoS2+x, in
which bridging disulfides are absent and the predominant
oxidation state of molybdenum is +IV. As mentioned before,
the small changes observed at the S K- and Mo L-edges
strongly suggest that these changes occur at the solid−liquid
interface only, where the MoSx material is in contact with the
acidic media. At −0.3 V, this interface presents a significant
amount of oxidized sulfur ligands (as terminal disulfide units)
as well as reduced molybdenum (formally Mo(III)) centers.
These conclusions are in line with the previous XPS and
electrochemical quartz crystal microbalance (EQCM) analysis
of the same film after the first reductive voltametric scan.22

According to these techniques, which probe the surface and
mass composition of the film, the surface of the material was
converted upon immersion in acid from MoS3 to a material
very similar to MoS2, with a slight excess of sulfur ligands. The

Table 4. Summary of the Spectroscopic Features Observed for the MoSx Film As Prepared and Under Pre-Catalytic (0.3 V) and
Catalytic (−0.3 V) Conditions

Mo K-edge EXAFS S K-edge XANES Mo L-edge XANES

sample number and nature of interaction R, Å sulfur oxidation state and binding mode formal oxidation states of molybdenum

dry (as prepared)
1 Mo−O 1.74

μ-η2 S2−, μ-η3 S2−, μ-η2:η2 S2
2− Mo(V) or Mo(IV)a3 Mo−S 2.44

1 Mo−Mo 2.75
↓ shortening of Mo−S bond, increased number of

Mo−Mo bonds
reduction reduction

0.3 V (precatalytic)
6 Mo−S 2.40

μ-η2 S2−, μ-η3 S2−, μ-η2:η2 S2
2− Mo(IV)

1 Mo−Mo 2.74
↓ shortening of Mo−S bond, diminished Mo−

Mo interactions
oxidation reduction

−0.3 V (catalytic) 6 Mo−S 2.36 μ-η2 S2−, μ-η3 S2−, η2 S2
2− Mo(IV), Mo(III)

aIn MoS3, the molybdenum ion is described as Mo(V) in the Hibble model and as Mo(IV) in the Weber model.

Journal of the American Chemical Society Article

dx.doi.org/10.1021/ja510328m | J. Am. Chem. Soc. 2015, 137, 314−321319



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 
 

 XXXV  

material was thus formulated as MoS2+x, which corresponds to a
loss of sulfur ligands. We did not, however, observe any
decrease in the sulfur X-ray fluorescence intensity when the
potential was reduced from +0.3 to −0.3 V. This indicates that
the loss of sulfur occurs before setting the potential to the
precatalytic conditions.
4.4. Implications for the Hydrogen Evolution Mech-

anism. Scheme 1 shows the proposed phase changes of the

MoSx film under the various conditions studied in this paper,
and proposes catalytic intermediates for the proton reduction
reaction. The Cat species is the one predominantly observed at
−0.3 V, while Cat−H stands for a putative species formed
during the HER catalytic cycle. It is important to note that the
species observed spectroscopically at a given potential represent
the kinetically most populated state under these conditions.
Therefore, in the case of a catalytic reaction, it also probes the
rate-limiting step of the process, which involves the
disappearance of the species observed spectroscopically.
In the MoSx film, the interfacial Mo centers are in the +IV

oxidation state when the potential is poised to 0.3 V, and the
sulfur is protonated due to the highly acidic conditions. Since
the potential is maintained at a quite high value, no hydrogen
evolution is observed. When the potential is decreased, the
driving force for the reduction of MoS3 into Cat increases,
leading to the reduction of the molybdenum centers from +IV
to +III, the release of dihydrogen and the formation of terminal
disulfide units. Although the Cat species may not be stable in
the long-term under such acidic and reductive conditions (the

terminal disulfides are likely to be reduced and/or protonated),
it is longer-lived than Cat−H, which is consumed as soon as it
is reformed. Consequently, the rate-limiting step under HER
conditions appears to be the protonation and reduction of the
interfacial MoIII(S2) units formed together with the release of
H2.
The addition of a hydrogen atom to Cat−H is therefore

favored (and thus faster) than it is to Cat, which accumulates
and can be observed spectroscopically. DuBois et al. have also
proposed12,40 that dimeric, bis-μ-hydrosulfido Mo2(III) com-
plexes can eliminate H2 when reacting with alkenes or alkynes
in 2 + 2 additions. This type of reaction parallels the HER
studied here, where electrons are provided by the electrode in
place of the unsaturated olefins. By analogy with this addition−
elimination mechanism and on the basis of our own
observations, we suggest that the last intermediate before the
release of H2 is an Mo(III) species with two terminal
hydrosulfide ligands, generated by the facile addition of a
hydrogen atom to the MoIV(S)(SH) species in Cat−H.

5.0. CONCLUSION
By combining in situ X-ray spectroscopies with electro-
chemistry, we have investigated the structural changes that
occur in an MoSx hydrogen-evolving electrocatalyst under
functional conditions. The starting material before catalysis is
identified as predominantly MoS3. When set in the acidic
conditions used for catalysis, the material remains essentially
the same, except for the outermost layer. As the potential is
decreased to induce the production of H2, a progressive
reduction of the molybdenum centers is observed concom-
itantly with the oxidation of the sulfur ligands. We therefore
suggest that Mo(III) units with terminal disulfide ligands (η2

S2
2−) are transiently formed at the interface with the solution

when H2 is released. As a corollary, the catalytic species prior to
the release of H2 is very similar to MoS2, with terminal
hydrosulfide ligands at the interface with the liquid. Following
this analysis, we propose that the rate-limiting step under HER
conditions is the protonation and reduction of interfacial
MoIII(S2) sites. These results show experimental evidence for
the direct involvement of a disulfide unit in molybdenum
sulfide-based HER and proposes new hypotheses for the
mechanism of hydrogen evolution in these materials. Further
investigations are currently underway to understand in more
detail the structure of these films under functional conditions
and their reaction mechanism.
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ABSTRACT: We have used in situ and operando X-ray
absorption spectroscopy at the cobalt K-edge to study the
formation of cobalt nanoparticles from a molecular
precursor, as well as their structural evolution under
hydrogen-evolving electrocatalytic conditions. We show
that these particles, which are about 100−150 nm in
diameter overall, are made of an uncommon form of
amorphous metallic cobalt, the smallest ordered unit being
1 nm clusters of ∼50 cobalt atoms. In aqueous solution,
these porous particles are partly oxidized into cobalt(II), a
fraction of which remains present as an outer shell during
hydrogen evolution electrocatalysis, even at very high
cathodic potentials. Our operando measurements show
that the activity of the particles is correlated to the oxidized layer thickness, a thinner layer exposing a larger fraction of the
active metallic cobalt and leading to a higher activity. These findings expand our current understanding of the solid−liquid
interface in hydrogen evolution catalytic species in neutral pH and suggest new directions for the improvement of
hydrogen-evolving catalytic systems.

The production of storable fuels from renewable energy
sources is a technological bottleneck that is strategic to
our societies.1−4 Among those fuels, hydrogen is

considered a viable energy carrier5 but is required in high
purity to avoid poisoning the fuel cell’s catalyst. High-purity
hydrogen is produced in electrolyzers using platinum as a
catalyst, which is too expensive for widespread use. The
replacement of this noble metal by more abundant and cheaper
ones has attracted a lot of research efforts in the last decades.
For example, cobalt has been extensively studied because it is
an interesting alternative to noble metals in terms of price,
availability, and catalytic efficiency.6 Several cobalt-based
systems have been described as hydrogen evolution reaction
(HER) catalysts under the form of molecules,7−9 amorphous
materials,10,11 or nanoparticles12,13 (NPs). Cobaloximes, for
example, are a class of coordination complexes that have been
widely studied in the past decade as molecular electrocatalysts
for the reduction of protons into hydrogen.14 Several recent
studies have shown, however, that molecular bis-15,16 and
trisglyoxime17,18 cobalt complexes dissolved in acetonitrile can
be reduced and demetalated at cathodic potentials in the

presence of a strong acid to form NPs, which in turn are HER-
active under aqueous conditions. We have used in situ X-ray
absorption spectroscopy (XAS) to show that the electro-
deposited NPs consist of amorphous metallic cobalt, with very
small size domains. Tracking the fate of these particles under
operating conditions, we found that they are converted to about
50% of their volume into amorphous cobalt(II) phosphate and
that the metal/phosphate ratio increases as a more negative
electrochemical potential is applied to the electrode. These data
provide structural and mechanistic insights on the formation of
these particles and their reactivity, suggesting design principles
for the improvement of HER-active electrocatalysts under
neutral pH. In addition, they are highly relevant to HER
catalysis but also to other energy-related reactions such as
dioxygen,19 carbon dioxide20,21 reduction, or water splitting,22

all processes for which the structure of metallic catalysts at the
solid−liquid interface have been rarely studied.
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Cobalt Nanoparticle Formation and Structure. A 1 mM
acetonitrile solution of the precursor complex [Co-
(dpg)3(BF)2]

+, whose structure is shown on Figure 1A, was
set in a spectroelectrochemical cell suitable for in situ X-ray
spectroscopy,23 with a glassy carbon (GC) plate as the working
electrode (see Figure S1). Figure 1A shows a cyclic voltamo-
gram of this solution in the absence and in the presence of 30
mM perchloric acid (HClO4). In the absence of acid, two
successive waves corresponding to the CoII/CoIII and CoI/CoII

couples17 are observed. In the presence of acid, the CoI/CoII

process is strongly enhanced due to the reduction of the
glyoxime ligands, as demonstrated elsewhere.17 Applying a
constant electrochemical potential of Ep = −0.3 V vs RHE leads
to the formation of NPs at the surface of the GC electrode. The
deposition process was monitored in situ by X-ray absorption
near-edge spectroscopy (XANES) at the cobalt K-edge. The
resulting particles were observed by scanning electron
microscopy (SEM) at the very end of the spectroelectrochem-
ical experiment (see Figure 1B). The NPs were found to be
globular, with a diameter of about 100−150 nm but without
any preferential growth direction. Figure 1C shows the XANES
spectra of the [Co(dpg)3(BF)2]

+ precursor in acetonitrile and
of the NPs deposited after constant potential electrolysis,
together with the spectrum of a reference cobalt foil.
The starting [Co(dpg)3(BF)2]

+ complex in acetonitrile has a
spectroscopic signature that is identical to the spectrum of the
corresponding powder (see Figure S2), indicating that the

geometry of the complex is maintained in acetonitrile. The
spectrum of the final species after electrolysis is very similar to
that of a reference cobalt foil, suggesting that after deposition
the NPs consist of pure metallic cobalt. The differences
observed between the two spectra are nevertheless significant.
The hcp (hexagonal close-packed) form of cobalt is the most
frequent and is found in the bulk metal, while fcc (face-centered
cubic) cobalt is only observed in other elements favoring this
structure at the nanoscale24−26 or in thin films.27,28 These two
structures of cobalt are very close in terms of geometry, but
they display slightly different XAS signatures (see Figure S3).24

The XANES spectrum measured on the Co NPs deposited on
the carbon surface does not correspond to the hcp nor the fcc
structures, which suggests a very low order in the material. The
Co NPs are thus best described as amorphous cobalt (a-Co).
This is confirmed by the attenuation of the oscillations in the
extended X-ray fine structure (EXAFS) region of the spectrum
beyond 7780 eV (see Figure S3), and by the smaller intensity of
the k-space signal of the NPs as compared to that of the fcc- or
hcp-Co (see the inset in Figure 1D). The EXAFS Fourier
transforms of the two allotropes and of the a-Co NPs shown in
Figure 1D are in agreement with this attribution: the peak at R′
= 2.1 Å, which corresponds to the first-shell Co−Co
interaction, is present in both the bulk metals and the NPs,
yet with a much smaller intensity for the latter. Even more
striking is the absence in the a-Co NPs of the Co−Co
interactions observed at longer distances with R′ = 3.8 and 4.7

Figure 1. (A) Cyclic voltammograms of a 1 mM solution of [Co(dpg)3(BF)2]
+ in acetonitrile in the absence (red line) and the presence (blue

line) of 30 mM perchloric acid (HClO4); the vertical arrow indicates the potential at which electrodeposition was performed (−0.3 V vs
RHE), and the inset shows the structure of the [Co(dpg)3(BF)2]

+ complex. (B) Electron micrograph of the cobalt NPs after the in situ XAS
experiment. (C) XANES spectra (normalized to an edge-jump of 1) at the Co K-edge of a 1 mM solution of the [Co(dpg)3(BF)2]

+ precursor
in acetonitrile (blue line), of a hcp-cobalt metal foil (black line), and of the a-Co NPs (cyan line). (D) Fourier transform and k3 (insert)
EXAFS spectra of a hcp-cobalt metal foil (black line), of fcc-cobalt nanorods24 (magenta line), and of the a-Co NPs in acetonitrile (cyan line).
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Å in the metallic cobalt forms. Fitting the EXAFS data, we
determined (see Figure 3B and Table 1) an average number of
ca. 8 Co first neighbors at a distance of 2.50 Å, which
corresponds to a cluster size of about 1 nm, made of ca. 55
cobalt atoms (see Table S1). Our data were correctly simulated
using only one Co−Co shell, which further supports the
amorphous nature of the electrodeposited NPs. Although the
presence of impurities cannot be ruled out, the formation of a
distinct CoB phase (with boron originating from the organic
ligands of the starting compound) is excluded by the very
different XANES spectrum obtained for this species (see Figure

S4). The electrodeposited NPs can therefore be described as
porous assemblies of about 100 nm made of smaller clusters of
amorphous cobalt of ∼1 nm each. The formation of such small
clusters of amorphous cobalt at room temperature under mild
conditions is quite unexpected and in sharp contrast with the
strictly controlled conditions usually described to produce such
species.24−28 It is noteworthy, however, that chemical routes for
the room-temperature preparation of amorphous cobalt NPs
have already been reported.29,30 We hypothesize that the
presence of the glyoxime decomposition fragments around the
cobalt ions as well as the coordinating nature of acetonitrile is

Table 1. Summary of the EXAFS Fit Parameters for a Metallic hcp-Cobalt Foil, for Bulk Cobalt(II) Oxide (CoO), for
Co3(PO4)2, and for the a-Co NPs in Acetonitrile and Poised at −1.1 V vs RHE in pH 7 KPia

r/Å

sample shell XRD EXAFS N σ2 R/%

Co foil Co−Co 2.50 2.49 0.01 12 0.006 0.001 1.1
CoO Co−O 2.13 2.07 0.03 6 0.010 0.003 6.5

Co−Co 3.01 3.01 0.02 12 0.007 0.001
Co3(PO4)2 Co−O 1.95 1.99 0.04 5.5 0.004 0.003 4.0
a-Co in CH3CN Co−Co − 2.50 0.01 7.96 1.16 0.013 0.001 1.7
a-Coox in KPi Co−O − 1.89 0.03 0.53 0.17 0.010 0.4
at −1.1 V Co−Co − 2.45 0.01 5.68 0.28 0.010

ar is the interatomic distance, N is the coordination number, σ2 is the Debye−Waller factor, and R is the goodness of fit. Roman numbers correspond
to fixed values, and uncertainties are given in italic.

Figure 2. (A) Linear sweep voltammograms of a bare GC electrode (black) and of the a-Co NPs in pH 7 KPi before (red line) and after (green
line) the X-ray spectroelectrochemical experiment. (B) Co K-edge XANES spectra (normalized to an edge-jump of 1) of the a-Co NPs in
acetonitrile (cyan line), a-Coox (black line), CoO (blue line), Co3O4 (magenta line), and Co3(PO4)2 (light green line) and a linear
combination spectrum using the a-Co NPs (36%), CoO (4.5%), Co3O4 (4.5%), and Co3(PO4)2 (55%) spectra (red line). The inset shows
magnification of the pre-edge region. (C) Co K-edge XANES spectra (normalized to an edge-jump of 1) of a-Coox in a pH 7 potassium
phosphate buffer poised at −0.3 (red plain line), −0.5, −0.7, and −0.9 V vs RHE (orange, purple, and cyan dashed lines, respectively) and of
a-Co in acetonitrile as a comparison (plain cyan line). (D) Plot of the current density as a function of the metallic fraction in the NPs. The
corresponding electrochemical potentials are indicated next to each data point, and the inset table indicates the Co0/Co2+ fractions (in %) and
current densities for each potential as determined by the XANES linear combination fittings.

ACS Energy Letters Letter

DOI: 10.1021/acsenergylett.7b00789
ACS Energy Lett. 2017, 2, 2545−2551

2547



Benedikt Lassalle – Habilitation à Diriger les Recherches – 2018 
 

 XL  

preventing the formation of larger crystalline domains during
the NP growth. Such effects have already been reported for the
formation of a-Co NPs in dimethyl sulfoxide (DMSO), another
coordinating solvent.29

Structural Evolution under Aqueous Conditions. After electro-
chemical deposition of the NPs, the acetonitrile precursor
solution was replaced by a 0.1 M degassed potassium
phosphate (KPi) aqueous solution (pH 7). A linear sweep
voltamogram (LSV) of the NPs under these conditions is
displayed in Figure 2A, showing their proton reducing ability as
compared to a bare GC electrode. Under aqueous conditions,
the XANES spectrum is drastically modified (see Figure 2B,
black line) as compared to the starting spectrum of a-Co (see
Figure 2B, cyan line), suggesting oxidation of the metallic
cobalt and important changes in the first coordination sphere.
The spectrum of the new species, which we will refer to as a-
Coox, is compared to those of cobalt oxides (CoO and Co3O4)
and cobalt(II) phosphate (Co3(PO4)2). The pre-edge feature of
a-Coox at E = 7710.3 eV is 1 eV higher in energy and about
twice as high in intensity than those of CoO or Co3(PO4)2 (E =
7709.3 eV for both species). On the contrary, it presents a good
match with the pre-edge feature of Co3O4, whose intensity
arises from the presence of tetrahedral sites in this spinel
structure. Given the position of the main edge peak top in a-
Coox (E = 7724.8 eV) and its overall shape, Co3(PO4)2 (E =
7724.4 eV) seems a better match than CoO (E = 7725.9 eV).
Suspecting a partial conversion of the starting a-Co NPs into an
oxidized species, we performed linear combination fittings of
the a-Coox spectrum using the spectra of the starting a-Co NPs
and of CoO, Co3O4, or Co3(PO4)2 (see Figure S5A−C). It
appears that using Co3(PO4)2 as a reference sample gives a
much better fit (r-χ2 = 0.0012) than using CoO (r-χ2 = 0.0046)
or Co3O4 (r-χ2 = 0.0229). Performing a fit with the three
reference samples (see Figure S5D) led to a fit of good quality
(r-χ2 = 0.0014), where the phosphate contribution remained
the major one (55%) and the oxides contribution was minor
(ca. 5% each). The good match between pure Co3O4 and a-
Coox in the pre-edge region nevertheless suggests the presence
of nonoctahedral (5- or 4-fold coordinated) sites in the a-Coox
species. Such defective cobalt oxides have been observed

previously at the nanoscale24,31 and can be rationalized in the
present case by the coordination of phosphate and/or oxygen
ligands in a nonoctahedral geometry at the solid−liquid
interface.32 In view of these data, we propose a model (see
Scheme 1) where each cluster composing the a-Co particles has
been partially oxidized at the solid−liquid interface, where they
are coordinated either by oxygens or by phosphate ligands
(hence the remaining fraction of starting a-Co at the core of the
clusters). Given the size of the a-Co clusters (ca. 50 atoms),
about 75% of the cobalt atoms are located on the outer shell,
while only 25% (13 atoms) are in the core of the clusters.
Considering that the clusters are not entirely in contact with
the liquid media due to contacts between clusters, a ca. 50%
conversion to Co(II) upon exposure to the electrolyte matches
this structural model.
Structural Evolution under Catalytic Potential. We probed the

structural evolution of the a-Coox NPs under catalytic
conditions, using operando cobalt K-edge XANES. Figure 2C
shows the spectra of the a-Coox NPs in aqueous KPi at pH 7
poised at −0.3 V vs RHE and at increasing cathodic potentials
(−0.5, −0.7, and −0.9 V vs RHE). As the potential is set to
more negative values, the spectra evolve toward a lower amount
of cobalt(II) and a higher amount of metal. Each spectrum was
fitted with linear combinations of the a-Co, CoO, Co3O4, and
Co3(PO4)2 spectra (see Figure S6 and Table S2) to determine
the fraction of the three components. We found that CoO is
negligible, independent of the potential, while the fraction of
Co3O4 remains close to 5%. The cobalt(II) phosphate fraction
and the metallic cobalt one are inversely linked to each other:
the former decreases with more negative potentials while the
latter increases. Figure 2D shows that the current density from
HER activity increases with the metallic fraction, which clearly
indicates that the active species is metallic cobalt. The starting,
purely metallic cobalt composition observed in acetonitrile is,
however, never recovered, the highest fraction of a-Co being ca.
90% at −1.1 V vs RHE. It should be noted that when the
potential is set back to a resting (noncatalytically active) value
of −0.3 V the Co0/Co2+ fraction remains identical (90:10) to
that obtained at a high catalytic potential (−1.1 V vs RHE),
while the current density goes down to 0 mA·cm−2. A LSV was

Scheme 1. Proposed Structures of the a-Co and a-Coox 55 Atom Clusters and Schematic Representation of the Overall Behavior
of the NPs in Acetonitrile and in pH 7 KPi Buffer under Resting and HER Conditions
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recorded (see Figure 2A, green trace) at the end of the
experiment, showing that the onset of catalysis is decreased by
about 300 mV as compared to the first LSV recorded at the
beginning of the experiment. These improved performances
indicate that the material has been activated by application of a
highly cathodic potential that led to the reduction of a
substantial part of the oxidized layer in the NPs, thus exposing a
higher surface of active metal.
In order to better describe the structure of the NPs under

catalytic conditions, EXAFS data were collected on the
electrode poised at −1.1 V vs. RHE. Figure 3A shows the
EXAFS Fourier transform of a-Co in acetonitrile and of a-Coox
in pH 7 KPi with the electrode potential set at −1.1 V vs RHE
(catalytic conditions). The contribution of a short interaction at
R′ = 1.40 Å (Reff = 1.89 Å) clearly stands out in a-Coox at −1.1
V vs RHE as compared to the starting a-Co NPs. Comparing
the first peak position in the Fourier transform of a-Coox poised
at −1.1 V vs RHE with CoO and Co3(PO4)2 (see Figure S7)
strongly suggests that the short interaction in a-Coox arises from
the coordination of phosphates to the cobalt ions. This is
further supported by the fit performed on the spectrum of a-
Coox poised at −1.1 V vs RHE, which is shown in Figure 3C
(see fitting parameters in Tables 1 and S3). The fit shows that
the number of oxygen first neighbors is about 0.5, while the
number of Co first neighbors is about 5 (see Tables 1 and S1).
This ratio corresponds to the ca. 10% remaining oxidized form
at this potential, as determined from XANES linear
combination fittings. The Co−O distance found for a-Coox
sample is significantly shorter than that found in CoO or
Co3(PO4)2, which can be rationalized by the presence of
terminal, oxygen-based ligands (oxo, hydroxo, or phosphato),
which are expected to make shorter bonds than their bridging
counterparts. It should be noted that at very negative potentials
(E < −0.5 V) the XANES linear combination fittings could not
accurately distinguish between an oxide or a phosphate form for
the Co2+ contribution. The presence of cobalt(II) oxide/
hydroxide phases at these very negative potentials could be
explained by the production of hydroxide anions by the HER
reaction itself at neutral pH.
An overall picture of the structure and behavior of the cobalt-

based HER electrocatalyst described in this study is
summarized in Scheme 1. The ill-defined, porous nanostructure
of this material is certainly playing an important role in its
catalytic activity, particularly in the activation process that
occurs when a very negative potential is applied. After the

purely metallic particles partly convert to cobalt(II) in contact
with the aqueous phosphate buffer, the application of a negative
potential converts them back into metallic cobalt, although not
completely. The highest cathodic potential applied in our study
was −1.1 V vs RHE, which appeared to be an efficient way of
converting back the thick, outer shell of oxidized cobalt into the
metal, thus increasing the catalytically active surface. Moreover,
this cobalt(II)-to-metal conversion is irreversible because the
ratio observed after the activation process remains in favor of
the metal for several hours. The activation of HER catalysts by
applying a “burst” potential beyond the operating potential
could therefore be used to convert the outermost layer of a
catalyst and improve its activity at a lower potential.
The use of transition metal phosphates has been the subject

of many studies for the oxygen-evolving reaction (OER). A few
studies have also been directed toward utilizing and under-
standing these systems under HER conditions at neutral
pH.10,33−36 For example, a study by Cobo et al. suggested that
cobalt(II) phosphate could be used as a bifunctional OER/
HER catalyst.10 More recently, Takanabe et al. have shown that
the buffer concentration can play a significant role in the HER
activity of metallic catalysts under neutral pH.34 Our study
shows that the coordinating nature of the buffer also has a
significant effect on the chemical structure of the catalyst at the
interface with the liquid medium and hence on its catalytic
activity. Tuning the ability of the electrolyte components to
bind to the catalyst itself while maintaining its buffering action
on the reaction medium could therefore lead to improved
activity.
On a broader perspective, metal/metal oxide core/shell

materials are currently under scrutiny for overall photocatalytic
water-splitting systems37−39 or carbon dioxide reduction
reactions.40−42 Our study shows that understanding the
structural modifications of metal catalysts at the solid−liquid
interface is critical to energy-related catalysis and that operando
X-ray techniques are powerful tools to study it.
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