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Résumé

Le marché global des nanoparticules représente une production de 11 millions de tonnes par an
d’après la Commission européenne. Parmi les différentes méthodes de production, la synthèse
de celles-ci dans des flammes est considérée comme une technologie très prometteuse permet-
tant un contrôle fin des caractéristiques des particules produites. Dans ce contexte, l’objectif de
ce travail est de développer des diagnostiques d’optiques permettant l’étude de l’évolution spa-
tiale des caractéristiques d’une population de particules de TiO2 produites le long de la flamme
; cela, afin, à la fois de mieux comprendre leur mécanisme de formation, et de créer une base de
données pour le développement de modèles numériques. Tout d’abord, l’émission induite par
laser (LIE) de nanoparticules de dioxyde de titane (TiO2) est étudiée pour montrer la faisabilité
de la technique d’incandescence induite par laser (LII) sur celles-ci. Cette technique permet de
caractériser de façon quasi-non intrusive la fraction volumique des particules fv et la taille de
particules primaire. Elle est classiquement utilisée pour la caractérisation in-situ de la forma-
tion de suies dans les flammes, mais sa faisabilité sur de nanoparticules de TiO2 reste encore
à démontrer. Dans le cas où elle le serait, elle pourrait fournir de nouvelles informations sur
le processus de synthèse des oxydes métalliques dans les flammes spray et permettre ainsi une
description spatiale de la production de nanoparticules de TiO2.
Pour vérifier la faisabilité de la technique LII, on considère à la fois des nanoparticules de TiO2

de haute pureté et des nanoparticules de TiO2 générées par une flamme d’hydrogène en utilisant
deux systèmes de génération de particules : l’un injecte directement des particules dans un
milieu non réactif et l’autre synthétise les particules via un milieu réactif. Pour ce dernier,
une version inspirée du brûleur de Yale est utilisée. Elle permet la stabilisation de flamme de
diffusion pré-vaporisée d’isopropoxyde de titane (TTIP)/H2/Ar. Dans les deux systèmes, les
particules sont irradiées à l’aide d’un laser de type top-hat dans la gamme UV, assurant ainsi
l’absorption et le chauffage des particules. Un système de détection équipé d’un spectromètre
et d’un tube photomultiplicateur (PMT) est également utilisé pour identifier les caractéristiques
spectrales et temporelles de LIE des nanoparticules de TiO2. Différentes fluences du laser et
durées d’acquisition sont prises en compte pour observer les différentes contributions du signal
provenant des nanoparticules TiO2. La nature du signal est étudiée en la comparant aux résultats
théoriques et à des résultats de référence obtenus à partir de nanoparticules de noir de carbone.
Plus précisément, l’émission induite par laser des nanoparticules de TiO2 présente des com-
posantes non-LII pendant les 100 premières nanosecondes après l’interaction avec le laser. A
faible fluence laser, le signal peut être interprété comme une fluorescence induite par laser (LIF).
Pour une fluence laser élevée, la spectroscopie par claquage induit par laser sélectif en phase
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(PS-LIBS) peut se produire en raison d’une éventuelle vaporisation de la surface des particules.
Comme les signaux LIF et PS-LIBS sont caractérisés par une courte durée de vie, une acqui-
sition retardée est envisagée pour éviter ces interférences. La nature LII du signal d’émission
décalée dans le temps est démontrée premièrement, en confirment le comportement spectral
d’un corps noir. Deuxièmement, l’évolution temporelle du taux de décroissance du signal et de
la température inverse est analysée et confirme un comportement du type LII. Dans les config-
urations considérées, une présence de carbone sur les nanoparticules de TiO2 est peu probable.
De ce fait, la contribution de matériaux carbonés au signal LII peut être supposée négligeable,
démontrant ainsi la faisabilité de la technique LII pour des particules de TiO2.
Ensuite, une caractérisation quantitative de la production de nanoparticules de TiO2 dans des
flammes a été réalisée. Pour cela, le signal LII est converti en fraction de volume fv. Cela né-
cessite donc la connaissance de la température effective Teff atteinte par les particules pendant
l’irradiation du laser et de la fonction d’absorption E(mλ). Les deux grandeurs étant fortement
liées, il est nécessaire de disposer d’une information sur l’une pour estimer la deuxième. Cepen-
dant, une grande variabilité caractérise les données de la littérature pour la fonction E(mλ)
pour le TiO2, dont les propriétés optiques dépendent fortement des caractéristiques des partic-
ules telles que leur géométrie, la structure cristalline et l’état de la matière. Afin de répondre
à cette problématique, une nouvelle approche pour estimer la forme spectrale de la fonction
d’absorption est proposée à partir des mesures LII. Cette méthode est d’abord validée pour les
nanoparticules de noir de carbone pour lesquelles des données sont disponible dans la littérature.
Elle est ensuite appliquée aux nanoparticules de TiO2 de haute pureté et de TiO2 synthétisées
via la flamme. Une fois l’information sur E(mλ) disponible, la température effective des par-
ticules peut être déduite. Enfin, les effets de la distribution spatiale de la température effec-
tive et de la fonction d’absorption sur la mesure de la fraction volumique de TiO2 dans notre
flamme de référence ont été étudiés. Les résultats issus des mesures sont comparés à ceux issus
d’une simulation numérique représentative de l’état-de-l‘art sur le sujet en termes de modélisa-
tion. Les comparaisons des champs de fv normalisés fournissent une première indication pour
l’amélioration des modèles numériques.



Abstract

The global market for nanoparticles represents a production of 11 million tons per year ac-
cording to the European Commission. Among different production methods, flame synthesis is
considered a promising technology for producing nanoparticles with fine control over their char-
acteristics. In this context, the goal of this thesis is to develop optical diagnostics to study the
spatial evolution of characteristics of a population of TiO2 particles produced along the flame, in
order to better understand their formation mechanism and create a database for the development
of numerical models. First, laser-induced emission (LIE) of titanium dioxide (TiO2) nanopar-
ticles is studied to demonstrate the feasibility of laser-induced incandescence (LII) technique
on these particles. LII is a quasi-non-intrusive technique that characterizes the volume fraction
of particles (fv) and primary particle size. It is traditionally used for in-situ characterization of
soot formation in flames, but its feasibility on TiO2 nanoparticles remains to be demonstrated.
If feasible, it could provide new insights into the synthesis process of metal oxide nanoparticles
in spray flames and thus allow a spatial description of the production of TiO2 nanoparticles.
To verify the feasibility of the LII technique, both high-purity TiO2 nanoparticles and hydrogen
flame-generated TiO2 nanoparticles are considered using two particle-generation systems: the
first directly injects particles into a non-reactive environment, and the second synthesizes par-
ticles via a reactive environment. The latter applies a new version of the Yale diffusion burner
that stabilizes the pre-vaporized diffusion flame of titanium isopropoxide (TTIP)/H2/Ar. In both
systems, the particles are irradiated with a top-hat laser in the UV range, thus ensuring ab-
sorption and heating of the particles. A detection system equipped with a spectrometer and a
photomultiplier tube (PMT) is also used to identify the spectral and temporal characteristics of
the LIE of the TiO2 nanoparticles. Different laser fluences and acquisition times are considered
to observe the different signal contributions from the nanoparticles. The nature of the signal is
investigated by comparing it to theoretical results and reference results obtained from carbon
black nanoparticles.
Specially, the laser-induced emission of TiO2 nanoparticles exhibits non-LII components during
the first 100 nanoseconds after the laser interaction. At low laser fluence, these features can be
interpreted as laser-induced fluorescence (LIF). With high laser fluence, phase-selective laser-
induced breakdown spectroscopy (PS-LIBS) can occur due to possible surface vaporization of
the particles. As LIF and PS-LIBS signals are characterized by a short lifetime, delayed ac-
quisition is considered to avoid these interferences. The LII nature of the temporally delayed
emission signal is demonstrated first by confirming the spectral behavior of a black body. Sec-
ondly, the temporal evolution of the signal decay rate and the inverse temperature is analyzed and
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confirms as an LII-type behavior. In the considered configurations, the presence of carbon on
the nanoparticles of TiO2 is unlikely. Therefore, the contribution of carbonaceous materials to
the LII signal can be assumed negligible, thus demonstrating the feasibility of the LII technique
for TiO2 nanoparticles.
Next, a quantitative characterization of the production of titanium dioxide nanoparticles in
flames is carried out. For this, the LII signal is converted into a volume fraction fv, which re-
quires the knowledge of the effective temperature Teff reached by the particles during the laser
irradiation and of the absorption function E(mλ). Since these two quantities are strongly re-
lated, it is necessary to have information on one in order to estimate the other. However, there is
a large variability in the literature data for the absorption function E(mλ) for TiO2, whose opti-
cal properties strongly depend on particle characteristics such as geometry, crystalline structure,
and state of matter. To address this issue, a new approach to estimate the spectral dependence
of the absorption function is proposed from LII measurements. This method is first validated
for carbon black nanoparticles, for which data are available in the literature. It is then applied
to high-purity and flame-synthesized TiO2 nanoparticles. Once the information on E(mλ) is
available, the effective temperature of the particles can be deduced. Finally, the spatial distribu-
tion effects of the effective temperature and the absorption function on the measurement of the
volume fraction of TiO2 in our reference flame are studied. The results of the measurements are
compared to those from a numerical simulation representative of state-of-the-art modeling. The
comparisons of normalized fv fields provide a first indication for improving numerical models.
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Introduction

Nanoparticles constitute an increasingly important area of science and technology with broad
applications. The global nanomaterials market was estimated at US$7.1 billion in 2020 and
should reach US$12.1 billion by 2026, with a compound annual growth rate (CAGR) of 9.7%
[1]. Their use includes historical ink, healthcare, cosmetics, food and beverages, as well as
electronics and computational devices, including semiconductors [1]. In 2014, more than 1800
nanotechnology-based consumer products were commercialized in more than 20 countries [2].
The work presented in this manuscript focuses on titanium dioxide (TiO2) nanoparticles. They
are commonly used in everyday commodities, mainly as whitening and brightening agents in
food additives, or in toothpaste and sunscreen [3]. They are also considerably used in energy
and environmental applications, due to their unique optical properties as semiconductors. For
example, in terms of energy application, Logitech marketed an iPad keyboard powered by solar
irradiation (Fig. 1), using dye-sensitized solar cells [4] with TiO2 nanoparticles. In terms of
environmental application, the photocatalytic characteristics of TiO2 nanoparticles are also being
actively investigated for wastewater treatment [5].

Figure 1. The Solar Keyboard Folio with the solar panels on the bottom, which can charge from
ambient light. Image from Sarah Tew/CNET.
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2 INTRODUCTION

Among the various methods for synthesizing TiO2 nanoparticles, spray flame synthesis is consid-
ered to be a promising technique [6] for the production of nanoparticles with advanced charac-
teristics [6]. TiO2 photocatalyst with improved performance [7], TiO2 (B), a promising material
for batteries and catalysts [8], or an organic vapor sensor [9] can be generated through the spray
flame synthesis systems. The properties of the generated particles depend on the local conditions
that nanoparticles have experienced during their forming trajectory. Thus, the high temperature
gradient and short residence time in the spray flame system provide a unique environment for
the generated nanoparticles, which gives them specific properties. In addition, similar to other
gas-phase synthesis technologies, the spray flame synthesis system requires only a few millisec-
onds to form nanoparticles in a single-step process, a critical advantage in terms of industrial
scaling-up.
In this framework, there is a critical need to understand the formation of nanoparticle synthesis
in turbulent flow reactors for both designs of aerosol properties and mitigation of unwanted
nanoparticle emissions (e.g., soot). Turbulent flames allow for the viability of larger-scale
nanoparticle production in gas-phase reactors but the understanding of particle formation in
turbulent flames remains challenging due to complex interactions between particles, chemical
reactions, and fluid dynamics. Therefore, diagnostics capable of characterizing the properties of
the temporally and spatially resolved particle population are needed to successfully investigate
the underlying physical processes of nanoparticle production in turbulent flame technology.
Among the available experimental diagnostics, laser-induced incandescence (LII) is an optical
diagnostic based on the thermal radiation (also called incandescence) from aerosolized nanopar-
ticles. This technique was initially developed as a combustion diagnostic to obtain information
on soot volume fraction and soot particle size in flames [10, 11]. In the LII technique, particles
are heated with a high-power laser until they reach a high temperature. Then, the particles cool
down to the surrounding environment emitting thermal radiation that can be measured.
Even though this technique has been well-developed for soot particles over decades, its applica-
tion to nanomaterials, particularly non-soot particles [12] presents new scientific challenges. In
theory, all normal matter can be heated so that it will radiate incandescent emissions. However,
a high temperature is required to have enough incandescence, i.e., a signal intensity higher than
the threshold level of the detection equipment. This point restricts the range of materials that can
be considered for the LII. LII has more recently been explored in a broader set of materials, in-
cluding metals [13, 14, 15, 16], metal oxides [17, 18, 19, 20, 21], and elemental semiconductors
[22, 23, 16, 24].
Five main challenges are identified when applying LII on metal oxide TiO2, :

1. The first point concerns the difficulty in sufficiently heating the particles to reach the in-
candescent temperature. One important nanoparticle property for LII mechanisms is the
absorption function E(mλ), where the refractive index mλ is a wavelength-dependent op-
tical property describing the scattering and the light-absorbing capacities of a material.
Being related to the particle absorption of laser energy, E(mλ) is important for the LII
process since the particles have to absorb the incident laser beam to be heated to a suf-
ficiently high temperature. It is well known that metal oxides, like TiO2 nanoparticles,
generally show low E(mλ) compared to those of soot in the visible range [12]. Thus,
particle heating by laser excitation is expected to be challenging.
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2. The second difficulty concerns the low level of laser-induced emission in analogy with
the discussion at the previous point. A low level of LII emission signal is expected since
E(mλ), also related to the particle emission, is found to be small in the LII detection
wavelength range (400-700 nm).

3. Due to the first (small absorption property) and second points (weak incandescence sig-
nal), they are more susceptible to being contaminated by interference from other laser-
induced emission sources than carbonaceous particle case [12]. The possible overlap of
other atomic and molecular emissions from various sources (excited-state emission from
gas or vaporized species, chemiluminescence, photoluminescence [13]) during the laser-
induced process makes it even more difficult to distinguish the nature of the signal before
using for particle characterization.

4. Physicochemical properties of metal oxide nanoparticles show different aspects than those
of carbonaceous particles. The lower melting point of metal oxide than soot particles
can drive the change of phase (solid-liquid) during the laser heating and cooling process.
The melting process can, in turn, influence particle heating and cooling rates because of
differences in physical properties between solid and liquid states as reported for soot [25],
metal [26] and metal-oxide [27] particles. This can change the optical property related to
E(mλ), which brings more uncertainty in the analysis of LII. With a lower boiling point,
we have more chances of evaporating the particles when increasing laser fluence to have
enough S/N intensity as well.

5. Finally, compared to the carbonaceous particles, the optical property of TiO2 has high
dynamic in visible range wavelength and also has high variability in literature, which
increases the uncertainty in the analysis.

In this study, the laser-induced emission of TiO2 nanoparticles has been investigated to verify if
the LII technique can possibly be used to characterize their volume fraction distribution in flame
synthesis. For this purpose, both commercially engineered TiO2 nanoparticles with high purity
and hydrogen flame-generated TiO2 nanoparticles are considered for the first time to characterize
the nature of laser-inducted emission for TiO2 particles.
More precisely, this thesis has three main objectives:

• Validation of the feasibility of LII of TiO2 nanoparticles in an inert environment by com-
paring the LIE behavior of carbon black and TiO2 nanoparticles.

• Development of a flame synthesis system with a pre-vaporized TTIP precursor and verifi-
cation of LII emission from the flame-generated TiO2 nanoparticles.

• The first step for illustrating how we can use the LIE for characterization of E(mλ) and
volume fraction.

Structure of this manuscript

The manuscript is comprised of three parts:
• Part 1: Nanoparticle synthesis and characterization.

– In Chapter 1, the generalities of nanoparticles are introduced. The definition, prop-
erties, and manufacturing methods are reviewed, and the general properties of the
target material, titanium dioxide (TiO2), are presented.

– Among the different manufacturing processes of nanoparticles, spray flame synthesis
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is selected for its capacity to produce advanced nanomaterials. The formation of
nanoparticles in flame synthesis is described in Chapter 2.

– Common diagnostics of characterizing nanoparticle synthesis in flames are summa-
rized in Chapter 3. The different ex-situ, on-line, and in-situ approaches for particle
characterization, especially for TiO2, are summarized in terms of their advantages
and difficulties.

• Part 2: Characterization of the Laser-Induced Emission of TiO2 nanoparticle: Feasibility
of Laser-Induced Incandescence.

– In-situ characterization of the nanoparticle, especially laser-induced incandescence
(LII) is a powerful in-situ characterization method. However, possible laser-induced
emission (LIE) should be carefully treated. Three main LIE of TiO2 - Laser-induced
fluorescence (LIF), Laser-induced breakdown spectroscopy (LIBS), and LII- will be
revised in Chapter 4.

– In Chapter 5, the feasibility of LII on TiO2 has been studied with high-purity com-
mercial TiO2 in a non-reactive environment. The experimental set-ups for the LII
technique on high-purity TiO2 nanoparticle aerosol in an inert environment are pre-
sented to avoid possible carbon intervention in the particle distribution. Based on
the information about interference, spectrally-resolved LII-emissions of TiO2 parti-
cles under different detection gate delays and laser fluences are measured to retrieve
black-body-like behavior. The results show the LII-like nature of signal emission
from TiO2 nanoparticles.

– The feasibility of LII on flame-generated TiO2 nanoparticles in hydrogen flame is
verified in Chapter 6.

• Part 3: Towards quantitative characteristics of TiO2 nanoparticles production in flames
based on LII measurement.

– To quantitatively estimate the particle volume fraction, information on optical prop-
erties is indispensable. In Chapter 7, methodology for deducing spectral informa-
tion of absorption function E(mλ) is introduced.

– In Chapter 8, qualitative analysis of the volume fraction in flame synthesis of TiO2
nanoparticles is investigated. The effect of effective temperature and absorption
function along the flame height is analyzed regarding the interpretation of the LII
signal into volume fraction.

As already pointed out, two different aerosol-generating systems have been developed during
this thesis for LII experiments for TiO2. Particle dispersion of commercial high-purity TiO2 has
been used for non-reactive measurements with nitrogen (in Chapter 5). Then, flame-generated
TiO2 nanoparticles are synthesized in argon-diluted hydrogen flame with the pre-vaporized pre-
cursor of TTIP (in Chapter 6, 7, 8). The comparison between soot and TiO2 particles is used in
the manuscript to interpret the LII signal of particles.
Part of this manuscript (Chap. 5) has been presented at the 10th European Combustion Meet-
ing (ECM 2021) and 9th International Workshop on Laser-Induced Incandescence (LII) held in
Glasgow (2022). The contents of Chapter 5 and Chapter 7 have both been submitted to Applied
Physics B’s Special Issue: Laser-Induced Incandescence with the title of "Characterization of
Laser-Induced Emission of high-purity TiO2 nanoparticles: Feasibility of Laser-Induced Incan-
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descence" and "Experimental Determination of Spectral Absorption Function in LII Measure-
ments of Flame-Synthesized TiO2 Nanoparticles", respectively. The contents of Chapter 8 will
be presented at the 11th European Combustion Meeting (ECM 2023) and have been submitted
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characterization of TiO2 flame synthesis via Laser-induced Incandescence (LII) technique".
This thesis has been financed by the European Research Council (ERC) support from the Euro-
pean Union’s Horizon 2020 research and innovation program (grant agreement No. 757912).
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Chapter 1

Nanoparticles

Nanotechnology is increasingly embedding itself into everyday life. Nanoparticles are every-
where; from daily life products like sunscreen, plastic odds and ends, and wall paints, to high-end
technology like electronics (storage material in high-capacity batteries), biotechnology (ultra-
filtration membranes, medical diagnostics, drug delivery), chemistry (highly efficient catalysts),
energy technology (solar photovoltaic), and materials science (optical glasses, dense ceramics).
Nanoparticles have unique physical and chemical properties, different from those of bulk mate-
rials, mainly originating from the surface layer atomic structure [28].
Nanoparticles naturally exist in many incidental processes (e.g., soot emissions in fossil fuel
combustion, large-scale mining, or metal particles in welding fumes). Since the 1940s, engi-
neered nanoparticles have been synthesized in well-defined environments to control their size-
dependent properties [29]. Although the technical skills for industrial nanoparticle production
have evolved in the last couple of decades, the detailed formation process remains to be discov-
ered. The challenge of controlling the nanoparticle formation processes persists with growing
demands of tailored nanoparticles for a specific purpose in diverse fields [1].
Among various nanoparticle-producing methods, we will focus on nanoparticle synthesis using
flames. Ulrich [30] highlighted the importance of the flame aerosol technique in 1971 as a rela-
tively simple process to change the operating conditions, i.e., temperature, reactant mixing, and
gas composition. Consequently, a wide variety of nanoparticle commodities have been made
by aerosol technology, including carbon black, fumed silica, and titanium dioxide [31]. Today,
as our knowledge about flame synthesis progresses, flame-generated technique gains more sig-
nificance in nanoparticle production. Especially, the flame spray pyrolysis (FSP) technique can
carry out advanced nanopowders such as metastable [8, 32], multi-component [33], or coated
oxides [34, 35] nanomaterials through steep temperature gradient and short characteristics time
[36]. This technique can have the potential to provide precise control for fabricating advanced
gas sensors, catalysts, and other high-tech applications with novel properties [37].
In this chapter, the basics of nanoparticles are presented. First, the definition of nanoparticle
will be provided in Sec. 1.1. Then, some outstanding properties and their implications for
applications will be discussed in Sec. 1.2. The nanoparticle production process will be revised
focusing on aerosol synthesis and flame spray pyrolysis in Sec. 1.3, which is the technique
under the scope of this work. Finally, the discussion will focus on titanium dioxide (TiO2)

9
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nanoparticles, the target of this research work. The three crystalline polymorphs, the key features
with corresponding applications, and the typical laboratory and commercial fabrication methods
are reviewed in Sec. 1.4.

1.1 Definition

Figure 1.1. Schematic representation of various nanomaterials, adapted from [5].

Nanomaterials generally designate materials with at least one of their dimensions at the nanoscale.
They include not only organic polymers (liposomes, dendrimers) and polymeric micelles but
also various types of inorganic materials: metallic (nanogold, nanosilver), metal oxide (ceramic)
materials, metalloid oxides, quantum dots, and carbon nanomaterials (fullerenes, carbon black
or nano-tubes) as shown in Fig. 1.1. They can also be categorized into different geometric mor-
phologies (0D sphere, 1D nanofibers, nanorod, 2D graphene, engineered layered nanomaterials,
and 3D composite materials) as illustrated schematically in Fig.1.2. Each form of nanomaterials
has unique chemical-physical properties utilized in various fields of applications [38].
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Figure 1.2. Examples for 0D, 1D, 2D, and 3D nanostructures [38].

This study focuses on nanomaterials with spherical forms, known as nanoparticles. Nanoparti-
cles are defined as an object with all three external dimensions in the nanoscale, whose longest
and shortest axes do not vary extensively, with a significant difference typically being a factor
of at least 3 (International Standards Organization (ISO) technical specification 80004).
Inorganic metal oxide nanoparticles, especially titanium dioxide (TiO2), are the focus of this
study. Metal oxides nanoparticles are of interest for applications in various fields like the fabri-
cation of microelectronic circuits [39], sensors [40], piezoelectric devices [41], fuel cells [42],
and coatings against corrosion [43], and as catalysts [44].
It should be mentioned that all along the manuscript, the carbonaceous particles (carbon black
and soot, commonly investigated in combustion systems) will also be considered as a reference
to illustrate the unique optical properties of metal oxide particles.

1.2 Properties and applications

The great interest in using nanomaterials compared to bulk state materials is that they present
a relatively larger surface-to-volume ratio. It is then possible to control the properties of the
nanomaterials by adjusting their surface distribution. For example, for a cube with a volume of
one cubic centimeter, the total surface area of the materials is increased 107 times after dividing
it into 1021 nanocubes with one cubic nanometer. Then, many atoms (typical diameter between
0.15 and 0.6 nm) forming the nanostructure are located at the surface of the crystal structure.
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Consequently, the properties originating from the surface atomic structure dominate the overall
characteristics, introducing a size-shape dependency on the physicochemical properties. In this
way, some unique properties appear at nanoscales, which are not found in the bulk state.
One famous example is gold nanoparticles. In bulk state, the color of gold is yellow. At the
nanoscale, the color changes depending on the geometry of the nanostructure. Figure 1.3 shows
the different colors of gold nanoparticles with different geometric shapes. Based on their (a)
aspect ratio (ratio of width to height), (b) shell thickness, and/or (c) galvanic (related to electric
current) displacement, the color of nanoparticles arises from the collective excitation of their
conduction electrons, also called surface plasmon resonance modes, which results in photon
absorption at wavelengths that vary with the geometry of particles [45].

Figure 1.3. Different colors of gold nanoparticles with potential applications in biomedicine. (a)
Gold nanorods, (b) silica–gold core-shell nanoparticles, and (c) gold nanocages [45].

The following sections will describe some of the unique properties of nanoparticles and their
applications in industry.
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Mechanical properties Mechanical properties of materials such as elastic modulus, hardness,
stress, strain, adhesion, and friction can be drastically changed in nanosize. Nanoparticles can be
employed for novel applications in surface coating or as reinforcement of composite materials
because of those reasons [46]:

• High hardness and strength of particles.
• Migration and dislocation motion of grain boundaries can be prevented by the particles in

the matrix.
• Heterogeneous nucleation effect of particles in metal or metal alloys.

In the building structure, silica nanoparticles and carbon nanotubes can be incorporated into
the cement to increase their mechanical properties and abrasion resistance [47, 48]. They are
also used to protect and lighten the structure of boats, to strengthen packaging and manufacture
coatings, to strengthen tire structure, and to improve their grip on the ground [49]. The poly-
mers incorporate carbon nanostructure in textiles such as sports sneakers for better mechanical
strength [50].

Optical properties As described in the case of gold nanoparticles (Fig. 1.3), some noble met-
als have size-dependent optical properties. They show an intense ultraviolet (UV)-visible (VIS)
extinction band that is not present in the spectrum of the bulk metal. The excitation band results
in localized surface plasma resonance (LSPR), in which conduction electrons on the surface
of the nanoparticle oscillate in resonance with incident light, as discussed previously. This re-
sults in selective wavelength absorption with an extremely large molar extinction coefficient1.
Based on this unique optical property, noble metal nanoparticles are widely used in biomedical
applications - labels for antigens, drug delivery systems (tunable optical spectra in the visible
(VIS)-infrared (IR) region) [45], and biosensors [51].
The refractive index, which concerns the optical behavior of the materials, can be controlled
by adding inorganic nanoparticles into polymeric nanocomposites. Enhanced refractive index
nanocomposite can be used in lenses, optical filters, reflectors, optical waveguides, optical ad-
hesives, solar cells, or antireflection films [43].

Chemical properties Nanoparticles have higher surface chemical (redox, acidity) reactivity
than bulk state [52]. Metal oxides are used for their redox and acid/base properties in the context
of catalysts. Redox catalyst undergoes reduction and reoxidation simultaneously by giving out
surface lattice oxygen anions (negatively charged ions) and taking oxygen from the gas phase
in given reaction conditions. Metal oxide nanoparticles (e.g., CoO [53], CuO [54]) have sta-
ble redox potential with high energy density, making them promising electrode materials for
sodium-ion or lithium-ion batteries [52].

Electrical properties Nanoparticles can be used to obtain a remarkably high electric conduc-
tivity. In bulk materials, multiple collisions of electrons during their trajectories can cause them
to lose energy. The distance between two successive collisions of an electron, the electron mean

1The extinction coefficient indicates the amount of attenuation when an electromagnetic wave propagates through
a material.
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free path, is the order of a few nanometers. The use of a nanometric-length metallic conductor
allows each electron to cross it without collision. It is then possible to realize the ballistic trans-
port of electrons without unnecessary energy dissipation when working at nanoscales. As an
example, nanoparticles SnO2, WO3, and In2O3 oxides exhibit an improved n-type conductivity
greater than the bulk substance [55].
The strong dependence of electrical conductivity on nanoparticle size is of great relevance for
a gas-sensing device. A gas sensor comprises a heating layer, electrodes, and sensing material,
as illustrated in Fig. 1.4. The conductivity of metal oxide nanoparticles can be changed upon
exposure to a target gas or sudden temperature change, serving as a sensing material. A change
of conductivity generates an electric signal, which is transmitted to electrodes. High reactive
surface sites with a large surface-to-volume ratio of nanoparticles result in fast sensing response
with high surface reactivity [52]. Many nanomaterials, such as SnO2, ZnO, CuO, and many other
Au-doped nanomaterials are used for detecting carbon monoxide, ammonia, nitrogen oxides,
and hydrogen gas [56].

Figure 1.4. Configuration of gas sensors with two electrodes [57].

Thermal properties It is well-known that the nanoparticles have lower melting temperatures
and enhanced specific heats than those in bulk states [29].
Recently, studies about nanofluids [58], fluids containing suspended solid nanoparticles, are
getting attention because they can highly increase the thermal conductivity of liquid by adding
solid nanoparticles with high thermal conductivity. For example, the thermal conductivity of
copper at room temperature is about 400 W/m K, while that of water is 0.6 W/m K. Then, the
thermal conductivity of the nanofluid is expected to display 1.5 - 3.5 times enhanced (depending
on the volume fraction of particles) with their large total surface area, which is required in heat
transfer fluid of a heat changer typically in solar thermal systems [59].

Magnetic properties In nanosize, the uneven electronic distribution can cause high magneti-
zation properties than in the bulk state. Small magnetic nanoparticles, those containing metal
nanoparticles and those containing Fe2O3, Fe3O4 or ferrite nanoparticles, can be used in various
biomedical applications, including MRI contrast enhancement, tissue repair and immunoassay,
detoxification of biological fluids hyperthermia, drug delivery, and cell separation [60]. In terms
of environmental application, superparamagnetic iron oxide nanoparticles are used to remove
heavy metals (mercury, lead, cadmium) from natural water [60].
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1.3 Manufacturing methods

The nanoparticle manufacturing methods can be categorized into two major processes (Fig. 1.5).
One is the top-down process, where the particle size of the source material is reduced through
mechanical, chemical, or thermal methods. Typical top-down manufacturing methods are me-
chanical ball milling for traditional ceramic products, and lithography commonly applied to the
integrated electric circuits for computer chips [61].
The other is the bottom-up process based on the growth or self-assembly of single atoms and
molecules by chemical or physical processes. Through the bottom-up approach, it is possible to
produce selected, complex structures with precise morphology controls. Therefore, the bottom-
up process is considered a powerful technique to produce identical structures with atomic preci-
sion [62].

Figure 1.5. Nanoparticle production strategy: Top-down and bottom-up process.
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The choice of a synthetic method results in different physicochemical characteristics of the
nanoparticle, such as the size, composition, morphology, and crystal structure [63]. As an exam-
ple, Fig. 1.6 illustrates the transmission electron microscopy (TEM) images of ZnMgO nanopar-
ticles fabricated via three different synthesis methods. The left column shows the nanoparticles
produced by chemical vapor deposition, the middle column displays a mixture of cubes and
tetrapods generated by metal combustion (aerosol process), and the right column gives the ir-
regular nanorods originating from the sol-gel process ZnMgO. The green color line signifies
the surface segregation of Zn atoms. The three TEM images show a clear distinction in crystal
structures, even though they have the same chemical formula.

Figure 1.6. TEM images (top) and illustrations of the corresponding crystal forms (bottom) of var-
ious shapes of ZnMgO nanoparticles produced by chemical vapor deposition (a), metal combustion
(aerosol process) (b), and sol-gel method (c). Zn is highlighted by green color, MgO is colored in

blue, and light blue for ZnMgO in the illustration [63].

Various bottom-up processes for nanoparticle manufacturing will be presented in the following
section, from a liquid phase to a gas phase-based process, with a focus on the fabrication of
spherical nanoparticles. For all thin nanofilm productions, chemical vapor deposition will be
presented as a representative method of film deposition technique. Detailed descriptions of
other film deposition techniques like molecular-beam epitaxy [64], pulsed laser deposition [65],
and atomic layer deposition [66] can be found in the literature.
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1.3.1 Liquid phase process

(1) Sol-gel process

The sol-gel process is schematically presented in Fig. 1.7. First, a dispersion of solid particles
in a liquid, called a sol, is created via hydrolysis2 of a metallic alkoxide of precursor. Then,
it gradually evolves toward the formation of a gel-like system. This gel-like solution can be
transformed into discrete particles or continuous polymer networks by additional drying and
heating.
This process can accurately control the kinetics during the formation in a low-temperature (< 100
◦C) environment with good reproductivity. The produced oxide particles have a homogenous
composition with high purity [67].
Still, there exist inconveniences of sol-gel method [68, 69] :

1. high cost of the raw materials (e.g.,MgO power $ 30/kg vs. Magnesium ethoxide (precur-
sor) $200/kg)

2. large volume shrinkage and cracking during drying
3. existence of organic contaminants
4. longer process time compared to gas-based methods

Figure 1.7. Schematic drawing of the sol-gel process for ceramic materials, adapted from [70].

2Chemical reaction in which a molecule of water breaks one or more chemical bonds.
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(2) Solvothermal method

Solvothermal synthesis is based on the self-crystallizing (precipitation) of solid substances di-
rectly from high-temperature liquid solutions. The crystal growth is performed in a reactor
system like in Fig. 1.8. It consists of a steel pressure vessel called an autoclave, in which a nu-
trient (aqueous metal salt in this case) is supplied along with solvent (water in this case). High
pressures and temperatures are used to increase solid solubility and enhance the reaction rate.
The advantage is that most materials can be made soluble in a proper solvent by heating and
pressurizing the system close to its critical point. The higher partial vapor pressure of the solvent
induces chemical reactions. Nevertheless, in terms of scale-up possibility, it is limited by its high
temperature and pressure equipment. Moreover, information on the structure of materials during
transient transformations is mostly unavailable [71].

Figure 1.8. SHYMAN’s continuous hydrothermal apparatus, (1) autoclave, (2) mixing zone, (3)
formulation stage [49].

1.3.2 Gas phase process

(1) Arc discharge generation

Various types of plasma, spark, glow, and arc discharge can be applied to produce various nano-
materials (metal, alloy, oxide, inorganic, carbonaceous, and composite). In arc discharge gener-
ation illustrated in Fig. 1.9, a high current is applied to two metal electrodes (cathode, anode)
until it reaches the breakdown voltage (a few tens of volts). The arc created across the two elec-
trodes vaporizes a small amount of metal from one electrode to another. Then gas-phase metal
nucleates in the form of nanoparticles [49].
This method can produce relatively small amounts of nanoparticles, whereas it is characterized
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by good reproducibility with high-purity, inert-environment characteristics.
Nevertheless, the high-temperature environment in arc discharge causes melt electrodes and
evaporates electrodes at a significant rate. This vaporization by arc leads to considerable loss of
mass output rates, up to grams per hour, depending on the electrode material, gas composition,
and arc current [72].

Figure 1.9. Schematic drawing of arc discharge particle formation process [73].

(2) Laser ablation process

In the laser ablation process, the target source material, whether aerosol in inert gas or colloidal
solution, is selectively irradiated by laser as illustrated in Fig. 1.10. Nanoparticles are then
generated by nucleation and growth of laser-vaporized species in a background gas.
This technique utilizes the absorption wavelength of material and decomposes source material
into the desired nanosized product. Thus, most materials (served as precursor targets) can be
first vaporized and then nucleated into nanoparticles. Moreover, particles generated from laser
ablation have a narrow size distribution with variable primary particle size and shape [74]. Laser
ablation can generate small nanoparticles like quantum dots (∼ 2 - 10 nm).
Despite its advantages and applications, the use of laser ablation has been limited to laboratory-
scale nanoparticle production due to the high input energy required for a small laser-irradiating
area to evaporate the target materials [75].
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Figure 1.10. Schematic drawing of laser ablation particle formation process [76].

(3) Chemical vapor deposition

Chemical vapor deposition (CVD) is a vapor-phase process that deposits solids in the form of a
film or particles by reacting gaseous components [77]. Solid substrates are heated at high tem-
peratures and exposed to precursor materials in the gaseous state along with an inert carrier gas.
Hot wall (Fig. 1.11), radiofrequency plasma, laser beam, or flame can be applied as a heating
source [77]. This technique is predominantly used to depose a thin film onto the substrate.
Chemical vapor deposition has the advantages of low set-up cost, high production yield, ease
of scale-up of super-hard carbide films, and heterogeneous catalysts [78]. With the capacity
to produce uniform and high-quality metal oxide films in excellent reproducibility, there exist
many studies to produce various nanomaterials through chemical vapor deposition [79].
However, there is a risk of safety hazards caused by the toxic, corrosive, flammable, and/or
explosive precursor gases (e.g., SiH4, SiCl4 or TiCl4 gases) [77].

Source materials  
+ carrier gas

Heater

Substrates

Figure 1.11. Schematic drawing of chemical vapor deposition by hot-wall heating, adapted from
[80].
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(4) Synthesis by Aerosol Processes

Aerosol 3 based process is a common method for industrial production of nanoparticles [81].
Particle formation is driven by the generation of atoms or molecules via the chemical reaction
of precursor vapors in a gas flow through a high-temperature furnace [82]. Hydrocarbon flames,
joule (resistive) heating, plasmas, sputtering, ion, electron, laser beams, or hot-wall reactors are
often used to provide a high-energy source in the furnace reactor [82].
Nanoparticle formation by the aerosol process through gas-to-particle conversion (illustrated at
the left side in Fig. 1.12) is similar to chemical vapor deposition, except that there is no need for
substrates to deposit the particles. The gaseous precursor is transformed into the final particles
through a complex physical process involving nucleation, condensation of gases onto particles,
and coagulation and coalescence between particles. Generated particles can be spherical or
fractal-like structures with self-preserving particle size distribution [83].
Particles made by aerosol reactors can obtain high-purity powders since no additional milling
process can bring impurities [84]. They are mostly thermally stable. It is considered an environ-
mentally friendly process than the sol-gel process that results in multiple toxic byproducts [6].
Moreover, the process chain is relatively shorter than liquid sol-gel processes based on multiple
batches [6].
Flame aerosol reactors have been studied for various nanoparticle production like silicon particle
formation by the decomposition of silane SiH4 [85], silica SiO2 by the oxidation of SiCl4 [86,
87], and titania TiO2 by oxidation of TiCl4 [88] and the reaction of titanium isopropoxide (TTIP)
[89].

Flame spray pyrolysis (FSP) While flame aerosol reactor brought a significant production
volume in nanoparticle synthesis, its preparation and handling of precursor vapor may not be
trivial [36]. The continuous demands for process versatility require the replacement of vapor
precursor, which is often expensive or limited in availability. This promoted a new technique
- spraying liquid precursors directly into the flame - flame spray pyrolysis (FSP). Rather than
injecting vapor precursors into the flame, a liquid precursor is directly sprayed by dispersion gas
into the hot flame region. Then, precursor pyrolysis occurs, and particles are formed.

3An aerosol is defined as an ensemble of systems of solid or liquid particles suspended in air or other gaseous
environments.
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Figure 1.12. Schematic drawing of particle formation pathways during the aerosol synthesis [90].

Liquid precursor droplets can experience two pathways during the particle formation: a gas-to-
particle and a liquid-to-particle mechanism, as illustrated in Fig. 1.12. In the gas-to-particle con-
version mechanism, the precursor and solvent evaporate inside a high-temperature flame, form-
ing nanoparticles through vapor phase reactions. This process is known to produce relatively
homogeneous particles. This gas-to-particle conversion is promoted when droplet break-up (mi-
croexplosions) happens [91]. The droplets are divided into a much smaller size that rapidly
evaporates [37]. On the other side, the droplet-to-particle conversion occurs in a relatively low-
temperature environment (∼ 500 ◦C for very porous pure or Pt-doped SnO2 films [92]). For cer-
tain precursor-solvent mixtures, only the solvent part evaporates at low temperatures. Then the
precursor precipitates on the surface of the droplets, and the rest of the solvent liquid evaporates
inside the particle surface, forming hollow particles. Alternatively, large (up to micrometer)
particles can be developed due to drying and solid-state densification. The droplet-to-particle
conversion can result in the formation of particles that are inhomogeneous morphology and size,
especially when endothermic precursors reduce the flame temperature significantly [36].
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Flame

Droplet 
evaporation

Figure 1.13. Flame spray pyrolysis: a spray jet is introduced into the flame through a two-phase
nozzle, supported by pilot flamelets on the face of the burner to ensure stable combustion. A flame
is generated from the main jet, where particle formation takes place by nucleation, coagulation,
and coalescence or agglomeration (left side). The formation of different particle configurations via
the gas-to-particle mechanism for single and multicomponent systems is illustrated at the right side

[93, 36].

The structure of the flame spray pyrolysis reactor is schematically illustrated in Fig. 1.13. It
consists of an atomizing nozzle (ultrasonication or pressure-assistance) for dispersion (mostly
by oxygen) of the liquid metal-containing precursor-solvent mixture (mainly based on organic
solvents) forming a spray flame. The center flame is surrounded by co-flow streams of gaseous
fuel and oxidant feeding the pilot flame. In terms of the particle formation process, the vaporiza-
tion of the liquid precursor step is added to the gas-phase aerosol process. The details for each
formation step will be described in the next chapter.
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The properties of the product can be varied over an extensive range of morphology and sizes by
selecting precursor mixture, flame, and nozzle parameters [94]. Different formation routes for
a single and multi-component particle in a gas-to-particle mechanism are described on the right
side of Fig. 1.13. Each route is briefly presented below:

• Route I: Single oxides or carbonates 4 are produced with single metal component precur-
sors like alkaline metals.

• Route II: Nanoparticles can be covered with a surface carbon layer by limiting the pres-
ence of O2 which is needed for the consumption of carbon sources.

• Route III: In case of introducing a secondary component whose amount is insufficient for
full encapsulation or when phase segregation occurs, deposit-supported particles on other
nanoparticles can be generated.

• Route IV: Different particle phases may tend to segregate completely with little miscibility
5 allowing only physical inter-particle mixing.

• Route V: Segregation of phases could happen within a single particle; molten particles
envelopes the precipitated particles, producing multi-core structures. At the same time, the
encapsulation layer acts as a diffusion barrier, retarding the agglomeration and sintering
of the core particles.

• Route VI: When multi-elements are highly miscible, a wide variety of configurations of
materials could occur; doped materials, solid solutions (homogenous mixture of two solid
states and have a single crystal structure), dispersed mixed oxides, complex metal oxides,
and metal alloys.

The detailed description can be found in [36].
In this manuscript, the aerosol reactor using flame as a heating source in the furnace is distin-
guished from flame spray synthesis. These differences between the two production frameworks
are summarized in Tab. 1.1 and Fig. 1.14. The aerosol reactor uses combustion to ensure the
high temperature in the reactor. It was mainly used for manufacturing simple commodity pow-
ders such as carbon black, pigmentary titania, fumed silica, and alumina, as described above.
On the other hand, in flame spray synthesis, the flame is the principal zone where particle for-
mation occurs, and its dynamics directly affect the quality of the produced particles. Particle
properties like crystallinity or morphology are determined by the trajectory and the residence
time of the particle inside the flame. For example, the longer the particle is exposed to high
temperatures, the higher the final particle can feature a strong crystalline structure [95]. As a
consequence, in terms of particle formation, steep temperature gradients with short residence
time in the FSP are the principal distinction from furnace reactors using flames in large-scale
production.
The FSP reactor can realize the sophisticated control over particle size and morphology to engi-
neer a broad range of products, previously limited in production because of thermal stability or
complicated synthesis technique. For example, in the formation of doped particles (Route II in
Fig. 1.13), the FSP can be advantageous because the steep temperature gradient and short resi-
dence time prevent segregation of the dopants (Route IV in Fig. 1.13) and enhance substitutional
dopant concentrations [36].

4Carbonates are characterized by the presence of carbonate ion CO 2–
3

5Property of two substances to mix in all proportions, forming a homogeneous mixture.
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Those temperature-time characteristics in the FSP process could also be beneficial to produce
metastable materials like δ -bismuth oxide [96] and ϵ -tungsten oxide [97] in ambient conditions.
The formation of the metastable phase results from the lack of time to recrystallize into the more
stable phases during the formation trajectory of particles. For instance, a promising material for
use as a battery and catalyst, TiO2(B), was previously developed based on multi-step processes
like sol-gel [98], or microwave [99] processes. Riad et al. [8] produced TiO2(B) via flame spray
pyrolysis for the first time with a one-step process.

Aerosol reactor in furnace Spray flame pyrolysis (a) (b)

Figure 1.14. Illustration of the typical aerosol reactor in (a) furnace [100] and (b) spray flame
pyrolysis [101]. In the aerosol reactor in the furnace, the gas-to-particle transition occurs inside a
high-temperature furnace heated by a heating source. In spray flame pyrolysis, the flame itself is

both a heating source and the particle formation zone at the same time.

Table 1.1. Differences between the furnace reactor and spray flame pyrolysis.

Aerosol reactor in furnace Spray Flame pyrolysis

Scale industry laboratory

Residence time long short

Temperature gradient smooth steep

Application conventional mass production development of new materials
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1.4 Titanium dioxide

In this thesis, we are interested in TiO2 particles. TiO2 is the second largest commodity made by
flame reactors. It is used in the paint, cosmetics, power, pharmaceuticals, biomedical, food, and
plastic industry [3]. Three representative crystal polymorphs and some specific features of TiO2
will be described with their applications. Then, the typical industrial manufacturing processes
are presented.

1.4.1 Crystal phase

Titanium dioxides include one titanium atom in the lattice, surrounded octahedrally by six oxy-
gen atoms. Each oxygen atom is surrounded by three titanium atoms in a trigonal arrangement.
The three crystal phases correspond to different ways of linking the octahedra at their corners
and edges: rutile, anatase, and brookite, illustrated in Fig. 1.15 and Fig. 1.16. They can also
exist in other crystal phases like TiO2(II) [102], TiO2(H) [103] and monoclinic TiO2(B) [104] or
in amorphous state 6.
The crystal phase can be changed by heat treatment. At temperature above 400 ◦C, the surface
area of amorphous TiO2 decreases with heating because of the collapse of pores in the TiO2
powder. It causes the transformation of amorphous TiO2 to the anatase phase [105]. Slow
heating rates provide relatively mild phase transformation [106]. The anatase-to-rutile phase
transformation is frequently reported to undergo in the range from 600–700◦C in the air in the
absence of dopants or impurities [107, 108, 109]. The transition during sintering is simulated via
molecular dynamics [110]. The transition is also affected by various factors such as preparation
conditions, precursors, impurities, oxygen vacancies, and the primary particle size of the anatase
phase [110].
The characterization and performance evaluation of flame-made TiO2 nanopowders depend
strongly on their crystallinity. The different physicochemical properties of each phase are based
on the specific molecule structure of each crystal polymorph (Fig. 1.16, and Table 1.2). As
shown in Fig. 1.16, the crystal structure with different numbers of atoms per unit cell results in
the distinctive geometry of each crystal. Rutile shows the highest density with the smallest unit
cell volume and the highest real part of the refractive index. All the polymorphs are not soluble
in water.

Figure 1.15. Three crystal forms of titanium dioxide in nature [111].

6The amorphous state is a non-crystalline state. It is defined as a glassy solid state lacking the long-range order
in the crystal phase.
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BrookiteAnataseRutile

Figure 1.16. Three-dimensional representation of crystal structures of TiO2 rutile, brookite, and
anatase polymorphs [109]. Ti atoms are represented in round blue balls, and O is described in red

point.

Table 1.2. Properties of anatase, rutile, and brookite. For the refractive index, values are given
for the three coordinate axes in the order of least, intermediate, and greatest index (for brookite)

[108, 112]. For the lattice parameter, see Fig. 1.16 for the coordination.

Property Anatase Rutile Brookite

Crystal structure Tetragonal Tetragonal Orthorhombic

Atomes per unit cell (Z) 4 2 8

Lattice parameters (nm)
a = 0.3785

c = 0.9514

a = 0.4594

c = 0.29589

a = 0.9184

b = 0.5447

c = 0.5154

Unit cell volume (nm3) 0.1363 0.0624 0.264

Density (kg/m3) 3894 4250 4170

Refractive index (real part) 2.54, 2.49 2.79, 2.903 2.583, 2.584, 2.700

Solubility in Hydrofluoric acid (HF) Soluble Insoluble Soluble

Solubility in H2O Insoluble Insoluble Insoluble

1.4.2 Key features and applications

Mechanical properties

TiO2 is a very robust material with high hardness and toughness (Rutile: Mohs hardness 6.5 - 7,
Anatase: Mohs hardness 5.5 [3], Graphite: Mohs hardness 1-2 [112] for reference). Rutile has
high hardness because of the highest density and the most compact atomic structure than other
crystal phases of TiO2. It is used as an additive for strengthening the material and increasing
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wear resistance [68]. It can also be used as anticorrosive coatings for steel products [29].

Optical properties

TiO2 has a wide band-gap whose energy difference between the valence and the conductivity
bands in the solid state is 3.05 eV (415 nm) for rutile and 3.29 eV (385nm) for anatase (0.18 -
1.31 for soot in a non-premixed flame [113] for reference). Due to this large band-gap, it absorbs
principally electromagnetic radiation in the near UV region.
It is well known for its strong absorption in both UV-A (320-400 nm) and UV-B (280-320 nm)
radiation [114], which makes it serve as a sunscreen in the cosmetic industry. It is used as a
pigment, a whitener, and a shimmer brightener as it reflects the light in the visible range with a
low extinction coefficient in the visible range [3].

Photocatalytic properties

TiO2 nanoparticles are well known for their photocatalytic capacity. A photon irradiation greater
than the band-gap energy generates electrons (e−) and holes (h+) in conduction and valence
bands of TiO2, respectively as illustrated in Fig. 1.17. Then, redox (reduction-oxidation) reac-
tions can take place at the surface of these photogenerated electrons and holes.
If the TiO2 nanoparticles are suspended in water, they form hydroxyl ions (OH·) (Fig. 1.17).
Hydroxyl radicals can convert organic pollutants into carbon dioxide and water and destroy the
cell structure of bacteria in wastewater treatment [3, 115]. Therefore, it is widely used as a
self-cleaning/self-disinfecting additive in the product (e.g., cement) under sun irradiation. This
photocatalytic activity is enhanced with a smaller TiO2 particle size, with an increasing fraction
of atoms located at the particle surface [116]. The degree of photocatalytic efficiency is generally
higher for the anatase phase [117].

Conduction band 

Valence band 

Absorption of light

𝑂! + 𝑒" → 𝑂!"

𝐻!𝑂 → 𝑂𝐻 & +𝐻#

Reduction

Oxidation

𝑒"

𝑒"

ℎ#

Figure 1.17. The mechanism of semiconductors acting as photocatalysts. Typical oxidation and
reduction reactions are shown. Oxidation of water by an electron-hole forms hydroxyl radicals OH·,

which are powerful oxidizing agents.
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1.4.3 Laboratory-scale TiO2 synthesis in flame reactor

On a laboratory scale, the production of particles from TiCl4 precursors has been widely in-
vestigated in various flame reactors with its relatively simple chemical structure. The kinetic
mechanism of TiCl4 oxidation has been studied both theoretically [118, 119] and experimen-
tally [120, 121] in the flame synthesis of nanoparticles.
After the 2000s, with growing concerns against the release of hazardous chlorine HCl from
the reaction, studies with safer precursor TTIP (titanium tetraisopropoxide, Ti(OC3H7)4) have
evolved in laboratory-scale nanoparticles productions in flame synthesis.
The synthesis in flames [30] or hot-wall reactors [122] has been extensively investigated [123].
Conditions for the preparation of well-defined size and structure of particles have been deter-
mined in terms of temperature, particle cooling rate, and precursor concentration [124].
In academic research, small laminar flames are commonly used because of their simplicity in
describing nanoparticle growth models. In this study, the discussion in the following chapters
will be focused on the production of TiO2 particles in laminar co-flow flame based on TTIP
precursor. Even if a deep understanding of particle formation in turbulent flames is essential for
expanding the knowledge to large-scale industrial aerosol reactor design [81], laminar flames
represent the fundamental first step towards such understanding.

1.4.4 Industrial manufacturing processes of TiO2

There are two most broadly adopted production processes for pigment level titania on the indus-
trial scale market; sulfate and chloride.
The sulfate process is a kind of sol-gel process (Fig. 1.5). The sulfate process is more economical
as it uses low-grade and cheaper ores and less complicated technology to manufacture titanium
dioxide. However, a large amount of waste material is generated during the process technology,
increasing pollution control costs. In Europe, around 70% of the market used the sulfate process
in 1995 [3].
On the other side, the chloride process, commercialized in the early 1950s, offers less waste
disposal, lower cost, and quality advantages over the sulfate process [125]. It is an aerosol
process (Fig. 1.5). This process mainly uses high rutile component feedstocks, like rutile and
synthetic rutile (90% - 95% TiO2), avoiding the iron sulfate waste problem [126]. Still, there
exist toxicity problems with Cl2 and TiCl4. The North American market is mostly chloride-
based, with most manufacturers adopting the chloride process (over 98% in terms of volume in
2019 [127]). The global manufacturers are focused on shifting toward the chloride process (60
% in world production [126, 78]) due to environmental considerations and end-use requirements
for high-quality titanium dioxide [128].
A number of industrial products require well-defined properties of TiO2 for a specific appli-
cation. The most important applications of non-pigmentary nanoscale TiO2 are enamels and
ceramics (25–30%), glass and glass ceramics (25–30%), electroceramics (10–15%), catalysts
and catalyst supports (10–15%), welding fluxes (10–15%), and others [3, 129]. Especially for
catalysts, Degussa already adopted flame aerosol technology to produce the P25 TiO2 photocat-
alyst, which is the standard material in photocatalysis [130].
The detailed sulfate and chloride process are summarized in Appendix A.
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1.5 Conclusion

This study aims to investigate flame-generated nanoparticles. In this chapter, the generalities
of nanoparticles are reviewed. First, the definition and distinctive properties of nanoparticles
that appear only in nanoscale materials, which bring commercial and scientific interests, have
been revised. Several nanoparticle manufacturing methods have been presented with a focus on
aerosol synthesis and flame spray pyrolysis (FSP). Then, the primary target material in this study,
titanium dioxide (TiO2), was presented in terms of its unique properties and laboratory/industrial
scale production.
The versatility of the FSP process can lead to the breakthrough of the emerging market of
nanoparticles, which demands more sophisticated and complex nanomaterials in a relatively sim-
ple way than the conventional liquid batch process. Especially for TiO2, whose photocatalytic
capacity brings enormous potential for electrochemical applications, the FSP method can cover
the needs for developing high-end nanoparticles, including multi-component based on TiO2 that
are already broadly investigated in various fields. Readers interested in further information can
refer to the review paper by Liu et al. [44].
Despite all the claimed potentials of the FSP process for particle/thin film production over the
last 30 years [131, 132], there is still no industrial mass-production process applying FSP. Nev-
ertheless, the scale-up of the FSP has been demonstrated for the production of silica and titania
[31], zirconium oxide as catalyst support [133] up to g/h scale. There are also several new com-
panies and university spinoffs like Nanocerox (USA), Engi Mat (USA), HeiQ (Switzerland),
TurboBeads (Switzerland), Avantama (Switzerland), Smartodont GmbH, Hemotune AG, and
Anavo medical currently producing nanoparticles via flame spray synthesis for different appli-
cations.
Some points should be improved for mass production via FSP: the production costs should be re-
duced using economic metal salts (nitrates, chlorides, acetates) with inexpensive precursor [37].
The use of hydrocarbon fuel for combustion can risk a carbon footprint [134]. The complexity
of the process due to fast particle growth is still challenging for process scale-up. Therefore, a
better understanding of the particle formation mechanisms is essential for both controlling prod-
uct qualities and facilitating the design and operation of flame reactors for a high production
rate. In particular, how process variables affect the properties of the particles at each stage of
the formation allows the synthesis of materials that are more efficient than those available by
other processes. The size distribution, morphology, aggregation level, and chemical and phase
composition should be attentively monitored under local operation conditions in flames (tem-
perature, local stoichiometric conditions (lean vs. rich), and mass flow rate of fuel and oxygen)
to guarantee high-quality products. The thesis is written in this context to develop an optical
diagnostic to pursue the formation of TiO2 in the flame. The detailed formation mechanisms
will be discussed in the next chapter.



Chapter 2

Nanoparticle formation process in
flame synthesis

Flame technology can generate advanced nanomaterials for catalysts or gas sensors [135]. The
size, morphology, surface characteristics, and composition of particles strongly influence the
performance of the final nanomaterials. These particle characteristics are closely related to the
turbulent spray flame environment. Thus, the control of the formation of fine particles is critical
for designing aerosol synthesis.

Figure 2.1. Schematic of particle formation in a flame [136].
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In the flame synthesis of metal oxide nanoparticles, an oxidizer, a fuel, and a metal-containing
precursor are injected into the system. The overall process is schematically illustrated in Fig.
2.1. The smallest solid phase particles in the system, nuclei, are formed from gas-phase pre-
cursors. The particles then grow in size through surface reactions and collide with each other,
leading to aggregates/agglomerates. Under specific conditions (usually high temperature-flame
front zone), the constituent particles inside an aggregate can partly/entirely fuse to form larger
particles via sintering. The importance of each formation step to the final product depends on the
type of particles and process conditions, including temperature, flow rate, and precursor loading.
In the case of spray flame synthesis, the evaporation of liquid precursor spray can complicate
the particle formation system. In this study, the liquid precursor will be completely vaporized
by an external heating source before its injection to avoid any difficulties linked with the liquid
phase and its interactions with the reactions.
In this chapter, the formation during the flame synthesis of nanoparticles will be presented. The
discussion is oriented on metal oxide nanoparticle formation through flame synthesis. After
introducing terminology and target design parameters to describe the particle geometry in Sec.
2.1, a detailed description of each stage of formation in a flame (nucleation, surface growth
coagulation, and sintering) is presented in Sec. 2.2 with a focus on the evolution of the target
parameters.

2.1 Terminology

Before presenting a detailed description of each process, it should be mentioned that terminology
used to describe the processes by which two colliding particles combine to form a single particle
(or aggregate/agglomerate) can be confusing due to the different use of the same term in different
scientific fields. For example, the process by which two particles collide and become a single
particle without changing the total surface area is called aggregation in the physics literature and
agglomeration in flame-generated particles (Fig. 2.2). In this study, we will follow the same
definition used in the review article of Michelsen et al. [137].

Flame-generated particle

Coalescence (sintering)+

Agglomeration+ “ loosely attached”

Keyword

+ Aggregation “ firmly bound”

+
Coagulation

or

+
or

+

“into one”, “liquid-like”

“ join particles together”
Including coalescence,
aggregation, and
agglomeration

Figure 2.2. Processes by which colliding particles join together. Each particle is illustrated as a
spherical monomer for ease of description, but it could also apply to the collision between two

aggregates/agglomerates
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The processes leading to the formation of a single particle/aggregate of surface area s as a result
of the collision of two particles/aggregates of surface area s1 and s2, respectively, are:

• Coagulation: the process by which two particles (or aggregates) stick upon collision
regardless of whether they fuse (s ≤ s1 + s2).

• Agglomeration: the combination of two existing particles into a single particle (or aggre-
gate) without changing the total surface area, loosely attached, generating agglomerates
(s ≃ s1 + s2). The clusters of (primary) particles or spherules held together by weak
physical (e.g., van der Waals, electrostatic, or capillary) forces are called agglomerates.

• Aggregation: the process by which two or more particles are firmly bound together, gen-
erating aggregates (s < s1 + s2). The clusters of (primary) particles or spherules held
together by strong chemical forces, with the formation of bridges or necks primary parti-
cles are called aggregates

• Coalescence: the process by which two or more particles remove any boundary between
them (s < s1 + s2).

Target design parameters

Some target design parameters to describe the geometric structure of flame-generated fine par-
ticles are presented in this section. For simplicity, aggregates and agglomerates will not be
differentiated in the following brief description of each particle, which is schematically shown
in Fig. 2.3.

Figure 2.3. Overview of the evolution of aerosol growth. dpp is the primary particle diameter, dc is
the collision diameter. Adapted from [78].

The target design parameter to describe the particles during/after the formation are :

Primary particle diameter dpp The basic sub-unit constituting the aggregates/agglomerates.
The primary particle diameter of flame-generated fine particles typically have a size of tens of
nanometers diameter (unity [nm]).

Collision diameter dc The collision diameter dc [78] depends on the particle morphology. It
is closely related to the collision efficiency, i.e., how frequently the particles collide and has the
possibility to interact during the interaction between two particles [138, 139] (unity [nm]):
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dc =
√

5/3 · dpp

(
npp

k0

)1/Df

(2.1)

where Df is the fractal dimension, npp is the number of primary particles in the aggregate, and
k0 is the scaling prefactor.

Primary particle number npp is the average number of primary particles per agglomerate. If
npp =1, the particle is a geometrical sphere.
It has been shown that the primary particle number can be empirically estimated from electric
mobility 1 measurement [140]:

npp = (dm/dpp)
0.45 (2.2)

where dm is mobility diameter.

Fractal dimension Df is a parameter to characterize the morphology of aggregates/agglomerates.
Large fractal dimension Df = 3 denotes compact spherical geometry, while Df = 1 corresponds
to an open string shape (dendritic agglomerate).
The evolution of the fractal dimension Df of aggregates produced in a furnace is illustrated
in Fig. 2.4 as a function of the temperature or residence time. The longer the particles are
exposed to high temperatures, the more they form a compact-spherical shape with Df near 3. The
mobility diameter dm decreases during sintering because particles become compact in geometry
while the primary particle diameter dpp grows until both become identical for a fully coalesced
sphere.

Figure 2.4. Evolution of aggregate mobility dm and primary particle diameter dpp during sintering
of aggregates. Adapted from [141].

1When a charged particle suspended in a gaseous medium is placed in an electric field, the particle experiences a
force which is dependent on its charge (mobility) and the strength of the electric field.
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Surface area concentration S is the total surface area of aggregates (unity [m2/m3]).

Number density/concentration N is the number of specified objects per unit volume (unity
[#/m3]).

Volume fraction/concentration fv is the total volume of the component divided by the sum
of volumes of all components used to constitute the mixture. It can also be described as the
volume of particle times the number density (unity of [m3/m3]).

Particle-size distribution (PSD) describes how the particle size is distributed in the control
volume 2. In the case of mono-dispersed particles, all particles in a control volume have the same
volume. Those distributions are often described with total number concentration N , geometric
mean diameter dgeom -which is equal to the count median diameter (dCMD) in case of a log-
normal distribution of particle size- and the standard deviation σg of particle size distribution.
The geometric mean diameter dgeom is defined as the nth root of the product of n numbers of
primary particle diameter, i.e., for a set of numbers of primary particle diameter d1, d2, ..., dn,
the geometric mean is defined as:

dgeom =

(
n∏

i=1

di

)(1/n)

= n
√

d1d2 · · · dn (2.3)

In the next part, each particle formation process will be described with the evolution of these
target geometric parameters. Each stage will be explained based on metal oxide synthesis in
flames, especially for the case of TiO2 formation with the precursor of TTIP.

2.2 Nanoparticle production processes

2.2.1 Nucleation

Nucleation is the process of solid-particle formation from gas-phase precursors. The transition
of gas-phase-precursor species to condensed-phase particles occurs when the properties (e.g.,
density, specific heat, and optical properties) of the particle or cluster depart from those of gas-
phase species from which it is composed and begin to exhibit properties of a solid particle [137].
Spherical particles of size dpp are generated. As more particles are generated in the control
volume, the total number, number density N , volume fraction fv, and total surface area S will
increase.
The modeling of particle formation of nucleation remains challenging [142, 143].

2.2.2 Surface growth

Surface growth describes the process by which gas-phase species are added to the surface, in-
creasing the mass. Surface growth can occur at any stage of formation by condensation-like

2Target space of unit volume where we consider the particle aerosol.
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mechanisms, including condensation (gas-to-liquid phase transition), deposition (gas-to-solid
phase transition), physical and chemical adsorption (interfacial uptake of material that is not the
result of a thermodynamic phase transition) [137]. As a result, the primary particle size dpp
grows as well as volume fraction fv and total surface S. The number density N is kept constant.

2.2.3 Coagulation

Coagulation is the process by which two particles stick upon collision, regardless of whether they
fuse, as illustrated in Fig. 2.2. When the two particles adhere through the van der Waals forces to
form larger structures, but with unchanged constituent particles, it is called agglomeration. The
resultant particles are called agglomerates. In most high-temperature flames, pure agglomeration
is rarely observed [136]. Instead, aggregation can occur when two or more particles are firmly
bound together, generating aggregates.
During agglomeration and aggregation, the total surface S and number concentration N are re-
duced while the volume fraction is conserved. Generally, during particle growth by Brownian
coagulation, highly concentrated nanoparticles reach an asymptotic self-preserving size distri-
bution (SPSD) [144]. This distribution of primary particle diameter remains time-invariable,
with a geometric standard deviation σg = 1.44 and 1.46 for the continuum and free molecule
regimes, respectively [78, 145].
The aggregate/agglomerate diameter dc increases with an increased number of primary particles
npp within one aggregate/agglomerate. Previous extensive studies have described the aggregates
and agglomerates with their fractal geometry Df [141]. When particles collide without sintering,
fractal-like agglomerates of gyration radius rg are formed consisting of npp primary particle of
radius rpp following a power law [146]:

npp = kn

(
rg

rpp

)Df

(2.4)

where kn is pre-exponential factor, Df is the fractal dimension. The Df value depends on the
collision mechanism of the growing aggregates [123]. A mass fractal dimension Df = 1.8-1.9
with pre-exponential factor kn = 1.4 are common values for agglomerates [147].

2.2.4 Sintering

In metal oxide particles, when the flame temperature is higher than the melting point of the
particles, the particle surface area for a given particle volume can be reduced in a liquid-like
phase manner [148]. When primary particles within agglomerates sinter, they become more
compact aggregates than agglomerates, eventually leading to spherical particles.
The sintering rate is highly sensitive to the surface area of the particles and the local gas-phase
temperature [78]. Smaller primary particles will lead to higher sintering rates due to larger
surface areas, as they are more exposed to high temperatures. On the contrary, temperature
reduction or higher precursor concentrations (which will increase the particle diameter) will re-
duce sintering rates [136]. The sintering process dominates the growth of the aggregates through
the flame front (where the combustion takes place) and is responsible for determining its final
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morphology and dimensions. Through the sintering process, the size of the average primary par-
ticle diameter dpp increases while the number of particles in an aggregate npp is reduced, which
narrows the size distribution of the primary particles in aggregates. Eventually, the average
aggregate mobility size also decreases with further sintering, as in Fig. 2.4.

2.3 Conclusion

Table 2.1 summarizes the effect of each formation stage on each parameter. The primary parti-
cle diameter dpp increases during the surface growth, aggregation and the coalescence (sintering)
stages. During the agglomeration process, the primary diameter is conserved whereas the num-
ber of primary particles in aggregates/agglomerates npp increases. The fractal dimension Df
evolves into a more spherical form under the coalescence and aggregation stage. For the ag-
glomeration stage, the value of Df will depend on other operating conditions whether to form a
chain-like or more compact geometry.
The total surface S and the number N concentration will grow during the nucleation. N de-
creases during the coalescence and aggregation steps while the total surface S will be conserved
during the agglomeration stage. In terms of volume fraction fv of particles, it will increase dur-
ing the nucleation and surface growth. The volume fraction of particles in the control volume
remains constant during the coagulation process.
Note that sintering affects in a similar way to coalescence (two colliding particles/aggregates),
but since it concerns the phenomenon inside one aggregate/agglomerate, the number of primary
particles in an aggregate npp decreases, and the total number concentration N is conserved [149].
During sintering, fv may change due to phase changes, such as from solid to liquid, or from one
crystal polymorph to another, such as from anatase to rutile in the case of TiO2. Modeling the
sintering of nanoparticles generally involves the conservation of volume fraction, as shown in
the literature [149].

Table 2.1. Overview of aerosol growth processes with their effect on each design parameter. dpp
is the primary particle diameter, npp the number of primary particles in an aggregate, Df fractal
dimension, S total surface concentration, N total number concentration, number density, and fv
volume fraction. The symbol + signifies a favorable effect, - a decrease in that stage, = same level

as previous steps or invariant in that stage, +/- depending on the operating condition.

Parameters Nucleation Surface growth
Coagulation

Sintering
Coalescence Aggregation Agglomeration

dpp constant + + + = +

npp 1 = = + + -

Df . . + (sphere-like) +(sphere-like) +/- +(sphere-like)

S + + - - = -

N + = - - - =

fv + + = = = =/-

The order/importance of each formation process can vary depending on the operating conditions
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and flame structure. For example, Ma et al. [150] showed via numerical simulations that by
increasing the inlet oxygen/nitrogen ratio, a higher temperature zone is observed in the coag-
ulation/coalescence stage, consequently increasing the particle size. The increase in precursor
concentration results in more seed particles produced by nucleation leading to a higher collision
rate and, consequently, a larger collision diameter [150]. Increasing temperature can signifi-
cantly change the mean particle size even if the shape of the size distribution will not change, as
already discussed, with a geometric standard deviation σg ≈ 1.4 [151].
Finally, particle flame synthesis includes multiscale and multiphase interactions, and each of
them can completely change the morphology of final product particles. A complete characteri-
zation of the gas and solid phases of each particle formation stage is needed for further develop-
ment of advanced nanomaterials. In the next chapter, the major diagnostics to characterize par-
ticle formation in flames will be introduced by discussing their advantages and inconveniences.



Chapter 3

Techniques for the characterization of
nanoparticle morphology and
composition

The characterization of nanoparticles is essential to understand the particle formation process,
to optimize the reactor, and to develop a scale-up production of nanoparticles. Since nanopar-
ticles’ size range directly influences product properties, the characterization of nanoparticles’
morphology and composition is indispensable to control the quality of produced particles.
Due to the complexity of the simultaneous appearance of various physicochemical processes,
aerosol measurements in high-concentration and high-temperature environments are often chal-
lenging. Accordingly, ex-situ measurements, which require extraction of particles from the zone
of interest, are frequently used [6].
Alternatively, on-line measurement, which measures the particle properties in real-time but not
necessarily in the synthesis location, is also of great interest for monitoring industrial synthesis
processes. Yet some on-line measurements can require a dilution during the sampling [152],
which might result in changes in the morphology of particles during the extraction of samples.
Therefore, the necessity of in-situ measurement, which measures particle properties during the
particle synthesis in a quasi-non-intrusive feature, arises. The use of in-situ optical diagnostics
that do not interfere with the reaction process can successfully describe the effect of the local
environment during particle formation. However, due to the multi-scale and multi-phase nature
of particle flame synthesis, the interpretation of signals can become challenging.
In this chapter, diagnostics for nanoparticle properties will be discussed in terms of morphology
and composition. Typical ex-situ methods (Sec. 3.1), on-line methods (Sec. 3.2), and in-situ
methods (Sec. 3.3) will be described along with their characteristics and applications, with a
focus on the properties of metal oxide nanoparticles, especially those of TiO2 nanoparticles.
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MORPHOLOGY AND COMPOSITION

3.1 Ex-situ methods

3.1.1 Scanning electron microscopy (SEM) and transmission electron microscopy
(TEM)

Figure 3.1. TEM images of the carbon-coated TiO2 particles generated in H2/O2/Ar multiple dif-
fusion flame with TTIP precursor in a carrier gas C2H4 are shown [134]. The presence of C2H4 in
the flame promotes the formation of carbon coating around the TiO2 particles. (a) The growth of a
spherical carbon-coated TiO2 particle is observed. (b) A uniform carbon coating is observed around
TiO2 particles, with a high-resolution TEM (HRTEM) image of the carbon coating (3 – 5 nm) shown
in the bottom-right inset. (c) The growth of two TiO2 particles from the same experimental run is
shown, where one is coated with carbon and the other is not coated. (d) A HRTEM image shows
that the coated particle is crystalline (left) while the other particle is amorphous (right) without the

carbon coating.

Transmission electron microscopy (TEM) and scanning electron microscopy (SEM) methods are
widely used for particle characterization, allowing investigation of geometric primary particle
diameter, aggregate size distribution, and morphology [153, 154, 155]. TEM image are often
used as a reference for validating size and structure obtained from other techniques [12].
Generated particles can be filtered from the exhaust gases or harvested through thermophoretic
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deposition onto surfaces such as sampling grids. These grids are inserted into the target region
of interest for a short period (tens of milliseconds), during which the temperature gradient be-
tween the hot flame and the cold grid creates a thermophoretic force that deposits particles onto
the grid. This deposition process can occur during the insertion and retraction phases, rather
than necessarily at the target position in the flame synthesis. The deposited particle are then
imaged using transmission or scanning electron microscopes (TEM/SEM). Statistical informa-
tion is extracted from these images through additional image processing using various contour
recognition algorithms [156, 157, 158].
The high cost and time-consuming nature of the sampling and probe preparation procedure are
the main drawbacks of TEM. Due to the use of electron beams, TEM requires a high vacuum
condition (<0.01 Pa) inside of microscope and is limited to studying solid matter with a thickness
less than 100 nm that does not evaporate or degrade under low pressure and heating from the
electron beam. Therefore, in studies of spray flames, it is generally recommended to sample
particles in the droplet-free region to avoid residual droplets that can cause permanent damage
to the sample grid [6].
The crystallographic information of the nanoparticles can be obtained using High-resolution
transmission electron microscopy (HRTEM), which provides atomic-level structural details. In-
dividual nanoparticle crystallinity and phase composition can be determined by analyzing Se-
lected Area Electron Diffraction (SAED) patterns with lattice fringes [8]. In the flame synthesis
of TiO2 nanoparticles, 3-window method [159], which involves mapping of titanium, oxygen,
and carbon elements and the ionization edges can be used to generate the elemental mapping.
The 3-window method enables differentiation between the carbon coating and core crystal TiO2
[134], as shown in Fig. 3.1.
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3.1.2 X-ray diffraction (XRD)

Figure 3.2. X-ray diffraction (XRD) patterns of TiO2 nanoparticles synthesized in a curved wall-jet
burner with C2H4/Air premixed flame at different equivalence ratios (ϕ). The peaks labeled as A and
R correspond to the anatase and rutile phases of TiO2, respectively. As seen in the figure, at high ϕ
values, only the anatase phase is detected, while as the ϕ value decreases, the rutile phase appears.
The intensity ratio of the anatase and rutile peaks is often used as an indicator of the crystallinity of

the synthesized TiO2 nanoparticles. [160].

X-ray diffraction (XRD) analysis is commonly used to determine the phase composition [161,
32], crystal structure [162] and crystal size [163] of crystalline materials. Each crstralline struc-
ture produces a unique X-ray pattern that can be used for identification.
In the flame synthesis of TiO2, XRD is often used to track the evolution of crystal phases un-
der different process conditions such as temperature, equivalence ratio, flow rates, and TiO2-
solvent combinations. These factors can significantly affect the properties of the crystalline
product [35, 164, 165]. XRD can also differentiate between the composition of different phases
of nanocatalysts consisting of multiple crystal phases [166]. The fundamental parameter ap-
proach such as Rietveld method [167, 168] is widely used to quantify the average crystal phase
composition of a sample.
Figure 3.2 shows the typical XRD patterns of TiO2 nanoparticles synthesized in a curved wall-
jet (CWJ) burner with an ethylene/air flame. The crystal phase of the particles varies with the
equivalence ratio ϕ of the flame mixture.
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3.1.3 Brunauer–Emmet–Teller (BET)

The Brunauer-Emmett-Teller (BET) method is a widely used technique for measuring the spe-
cific surface area (m2/g) of materials, particularly solids. The method is based on the physical
adsorption of gas molecules onto the surface of a solid material, typically nitrogen gas [169].
The BET method involves exposing a sample of the material to a known quantity of nitrogen gas
at a range of pressures. As the gas adsorbs onto the surface of the material, the amount of gas
adsorbed is measured. By analyzing the relationship between the amount of gas adsorbed and
the pressure at which it was adsorbed, it is possible to calculate the specific surface area of the
material [169].
Under the assumption of monodispersed size distribution, the BET average primary particle
diameter can be derived:

dp,BET =
6

Asρp

where ρp is the density of materials, As is measured specific surface area (m2/g).
Madler and colleagues [132] applied the BET technique to investigate the evolution of specific
surface area as a function of total dispersion/oxidant gas flow rate (Fig. 3.3). Initially, the
decrease in residence time due to the increased flow rate slows sintering and increases the spe-
cific surface area. Then, an even higher oxidant flow rate shortens the particle formation process
leading to higher temperature after particle formation, and thereby sintering is more pronounced,
resulting in a lower specific surface area. These effects of fuel-oxygen correlation (equivalent
ratio) to flame synthesized particles have been shown in SiO2 [170] and TiO2 [165, 160] either
through the specific surface area or equivalent diameter.

Figure 3.3. BET specific surface area (m2/g) of spray flame-made silica from HMDSO/ethanol
mixture (0.1 molar ratio) as a function of air and oxygen volumetric flow rates [132].
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3.2 On-line methods

Synthesized nanoparticles can be described by sampling and analyzing the local aerosol in an
on-line manner (e.g., Scanning mobility particle sizer (SMPS) from aerosol probing, Engine
Exhaust Particle Size (EEPS)1, Aerodynamic Particle Sizer (APS)2 ...). Among various on-line
methods, the SMPS has commonly been used to characterize the synthesis of TiO2 nanoparticles,
providing information about particle size distribution and number concentration.
SMPS is a type of instrument used to measure the size distribution of particles in gas. It works
by first electrically charging particles in a sample, then applying a voltage gradient between the
rod concentrically positioned and the surrounding cylinder wall. The rod sort the particles based
on their electrical mobility, which is related to their size. The SMPS can be used to measure
particle sizes ranging from a few nanometers to several micrometers. It is commonly used with
condensation particle counters (CPC) for counting the number concentration.
Sampling aerosols from a hot-flame environment generally requires rapid cooling to prevent
further changes in morphology due to chemical reactions, particle growth, continuing aerosol
coagulation, and sintering effects within the collection tubes. Therefore, significant dilution
with nitrogen gas is used to quench the aerosol. The well-diluted aerosol is then sent to SMPS
equipment for particle characterization.
The SMPS method provides a mobility diameter in a relatively fast sampling time, but it is not
a geometric diameter. As a result, comparing results based on geometric diameter may lead
to errors. For instance, for a soot aggregate, SMPS measures an equivalent mobility diameter
related to the agglomerate size and fractal dimension (radius of gyration) [140]. In general, the
equivalent sphere defined by the mobility diameter measured by an SMPS has a larger volume
than the actual clusters due to the presence of voids of the clusters in the equivalent sphere.
Smallwood et al. [152] compared LII and SMPS data obtained from diesel particulate matter
(PM), showing the importance of the nature of the aggregate in interpreting SMPS size and vol-
ume fraction measurements. Krüger et al. [171] used the same techniques in a premixed laminar
soot flame, showing similar results in average particle size due to the compact morphology of
their soot particles.
Chen et al. [172] performed SMPS on various gas-phase synthetic nanoparticles: multiwall
carbon nanotubes, welding fumes (SiO2), and titanium dioxide. They show that the performance
of the SMPS for measuring size distribution and the total number concentration depends on the
type of particle.
The group of Pratsinis et al. [173] examined the correlation between geometric diameter, ag-
gregate size, and mobility diameter of soot particles using discrete element modeling (DEM)
coupled with discrete dipole approximation (DDA).

1Engine Exhaust Particle Size (EEPS): This is another instrument used to measure the size distribution of particles,
specifically those found in engine exhaust. It works on a similar principle as the SMPS but is designed for higher
flow rates and larger particle sizes.

2Aerodynamic particle sizer (APS): This is a type of instrument used to measure the size distribution of particles
in the air, similar to the SMPS. However, instead of sorting particles based on their electrical mobility, the APS uses
aerodynamic sizing to sort particles based on their ability to move through a series of small nozzles. The APS can be
used to measure particle sizes ranging from a few tenths of a micron to several tens of microns.



CHAPTER 3. TECHNIQUES FOR THE CHARACTERIZATION OF NANOPARTICLE
MORPHOLOGY AND COMPOSITION 45

3.3 In-situ methods

3.3.1 Elastic light scattering

Elastic light scattering (ELS) describes an interaction between light and particles, causing a
change in direction and polarization of the incident wave without a change in photon energy.
As the scattering signal depends on size and geometry, this technique is closely linked to the
detection of the aggregate shape of the particle. This technique has been used to study the
evolution of morphology in particles of soot [174, 175, 176], Al2O3 [177], and TiO2 [178] in
flames, along the distance from the burner outlet/axial distance.

Figure 3.4. Light scattering regimes as a function of the wavelength and particle radius [179].

To describe the interaction between light and spherical particles, the ratio of the particle size dp to

incident light wavelength λ, also called the size parameter x =
πdp

λ
, is often used. Depending on

the value of the size parameter, the interaction can be described in Rayleigh scattering (dp << λ)
or Mie scattering (dp ∼ λ) as shown in Fig. 3.4. For nanoparticle synthesis, Rayleigh scattering
is mostly applied as a characterization technique. It can be noted that for small particles, short
wavelength range laser (UV, VIS range) results in higher scattering intensity, while the scattering
becomes negligible with IR range laser irradiation.
In the Rayleigh scattering regime, the intensity of the scattered light Is from an aggregate is
given as [180]:

Is ∝
dσ

dΩagg
= n2

pp
dσ

dΩp
S(q) = n2

ppk
4a6F (m)S(q), (3.1)

where
dσ

dΩp,agg
is the differential scattering cross-section of the primary particle/aggregate, npp is

the number of primary particles per aggregate, S(q) is the structure factor related to the the radius
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of gyration with q denoting the scattering wave vector q = 4πλ−1sin(θ/2) [181], k =
2π

λ
, a is

the nanoparticle radius, and F (m) =
∣∣(m2 − 1)/(m2 + 2)

∣∣2 is the refractive index function for
scattering with m denoting the complex refractive index. The scattered intensity is proportional
to a6. Therefore, the change of scattering signal can be used to estimate the change of the
particles or aggregates.
Yang and Biswas [178] used multi-angle Rayleigh scattering to establish the relationship be-
tween fractal size change and normalized area reduction in the formation of nanoscale titania
particles in the premixed flame aerosol reactor. Figure 3.5(a) shows the light scattering signal
at 90 ◦ as a function of height from the burner exit. The increased intensity (dashed line with
triangle symbol) indicates continuing coagulation. The mean diameter based on the TEM image
(dashed line with open square) shows the same tendency (right axis). The relative change in
number concentration N is estimated using the mean particle size from the TEM image (dotted
line with open circle) and assuming monodispersity (solid line with solid circle). The radius of
gyration Rg can be obtained from the slope of the line of the normalized intensity I(q)/I(0)
in Fig. 3.5(b), as the structure factor S(q) has a linear relationship with I(q). At the region of
qRg << 1,

S(q)/S(0) =

(
1− 1

3
q2R2

g

)
. (3.2)

To calculate the fractal dimension Df, the Fisher-Burford approximation [182] can be applied :

S(q)/S(0) =
(
1 + 2q2R2

g/3Df

)−Df/2 . (3.3)

Figure 3.5. (a) The measured scattering intensity at 90 ◦ (I90) as a function of axial distance (dashed
line with a solid inverted triangle). The mean particle diameter determined by TEM imaging is also
shown (dashed line with open square). The calculated normalized particle number concentration N ′

assuming Rayleigh scattering as intensity ∝ Nd6pp (dotted line with open circle) is compared to that
using monodisperse coagulation theory [183] (solid line with solid circle) [178]. (b) Normalized
scattering intensity (I/I0) as a function of the scattering wave vector (q) at different axial positions

X (mm) from the burner outlet. Calculated Rg and Df are shown inside the legend.
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In highly particle-laden streams and large-scale reactors, measurement accuracy can be affected
by light attenuation caused by particles or flame emissions, which can affect both lights entering
the sample volume and the detection of scattered light [184], requiring additional calibration. In
addition, the Mie regime large’s particles and droplets easily contaminate the ELS signal [185]
so that ELS is not appropriate to describe the small metal oxide aerosol scattering in the Rayleigh
regime. Therefore, in-situ aerosol measurements by ELS and RDG theory 3 could be considered
to obtain the aerosol properties of the droplet-free region downstream of the FSP [6].

3.3.2 Raman spectroscopy (RS)

Figure 3.6. In-situ Raman spectra of TiO2 nanoparticles synthesized by low-pressure axisymmetric,
stagnation premixed flame at different distances from the substrate (0 mm) along the axial centerline
[187]. The burner exit is located at 40 mm. Known modes for Anatase is marked in "A". Gas-
phase temperature was measured by LIF on OH. The figure shows the anatase (A) content of the

nanoparticles increases as they approach the substrate.

In the field of combustion, Raman spectroscopy (RS) is commonly used to measure the flame
temperature [188] and the gas composition by comparing theoretical and measured Raman spec-
tra [189]. However, in the presence of droplets in gas flows, this technology is not appropriate
for temperature measurement because of the presence of possible laser-induced plasma around
droplets due to high-energy laser pulse [6].
In nanotechnology, Raman spectroscopy measurements on solid metal oxide particles are used
for the relative quantification of the crystal phase compositions of particle mixtures or to reveal
information about the carbon content. The low signal intensity mostly limits the diagnosis to an

3The RDG-FA theory [175] gives analytical solutions that relate the optical cross sections to the size and mor-
phology of particle aggregates taking into account self-interaction and multiple scattering effects [186].
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ex-situ crystallinity measurement on deposited nanoparticles [190] or thin films [191, 192, 193].
Nevertheless, Liu et al. [187] conducted the first in-situ Raman diagnosis of nanoparticle aerosol
formation during flame synthesis. They studied the amorphous, anatase, and rutile phase tran-
sitions using both ex-situ Spontaneous RS for the deposited nanoparticle layers and in-situ SRS
of TiO2 in flames. Nanoparticles were either seeded in a diffusion flame or synthesized from
TTIP in a low-pressure premixed flame reactor to from TiO2. Along the centerlines of the flame,
they found the transformation of TiO2 from anatase to rutile from the seeded TiO2 nanoparticles
in the diffusion flame case. In contrast, the flame-synthesized TiO2 (Fig. 3.6) shows increas-
ing anatase content as the nanoparticles approach the cold substrate (far from the burner, cold
substrate at 0 mm). They explained that the absence of Raman spectrum near the burner (22.5
mm, the beginning of particle generation) might be because of the production of suboxide 4 or
amorphous states without Raman signature.

3.3.3 Small-angle x-ray scattering (SAXS)

Small-angle X-ray scattering (SAXS) utilizes X-ray wavelengths (λ ≈ 0.1 nm) with a very high
frequency(f ≈ 1018 Hz), resulting in a refractive index close to unity and making X-ray scatter-
ing a relatively simple wave problem [175]. The collimated, monochromatic X-ray beam strikes
the sample and scatters at small angles (typically between 0.1 and 10 degrees) relative to the
direction of the incident X-ray beam. This results in a characteristic azimuthal ring pattern de-
tected at a defined distance from the sample. The scattered radiation provides information about
the size, shape, and distribution of particles in the sample. In materials science, SAXS is often
used to study the structure of nanoparticles and nanomaterials.
SAXS data is typically analyzed using mathematical models to extract information about the size
and shape of particles in the sample. The most common models used for SAXS data analysis
are the Porod law [194], which describes the scattering from large particles, and the Guinier law
[195], which describes the scattering from small particles. The combination of these two models
allows for the determination of important parameters such as the diameter and polydispersity of
primary nanoparticles, as well as average values of mass fractal dimension, radius of gyration of
the aggregate, and number of primary particles per aggregate [196]. When combined with wide-
angle X-ray scattering (WAXS), SAXS can also provide information about internal atomic-level
structures of particles [197].

4Class of oxides wherein the electropositive element is in excess relative to the “normal” oxides; Titanium sub-
oxide, TiOx or Titanium monoxide, TiO.
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Figure 3.7. Scattered intensity as a function of the scattering vector q measured in-situ for silica
nanoparticles produced by a premixed flame at HAB = 40 mm [198]. The circles represent the
measured scattered intensity. The global unified fit (gray) is shown with component curves such as
the Porod regime for primary particles (solid black line), the Guinier regime for primary particles
(dash-dotted line), and aggregates (dash-double dotted line). The appearance of a weak power-law

regime (dashed line) indicates that these particles are mass fractal.

SAXS has been employed for both ex-situ and in-situ measurements of flame-synthesized par-
ticles such as TiO2 [199] and SiO2 [196, 200]. In-situ SAXS measurements have been used
to investigate the nanostructure of SiO2 particles in flames [201, 202, 198]. Figure 3.7 shows a
typical in-situ SAXS intensity-scattering vector graph for flame-synthesized SiO2 nanoparticles.
The unified fit of the data (gray) can be evaluated with component curves corresponding to sev-
eral regimes describing particle geometry. However, in-situ SAXS measurements are typically
required large-scale synchrotron sources, limiting their feasibility in laboratory-scale measure-
ments [198, 6].

3.3.4 Laser-induced fluorescence (LIF)

Laser-induced fluorescence (LIF) corresponds to the emission from electronically excited molecules
by absorption of photons. When atoms or molecules absorb energy, they are in a higher elec-
tronic energy state. Since the excited state is thermodynamically unstable, the atoms and molecules
rapidly release the received energy and return to the fundamental energy level. Returning to its
ground state, a photon is emitted.
LIF has a short lifetime (approximately ns) and is different from phosphorescence, which has
a long lifetime (approximately ms). During the lifetime of LIF, the energy of the excited state
is usually dissipated through various pathways before it relaxes back to the ground state and
emits a photon. During this relaxation process, some of the energy is lost due to nonradiative
transitions, such as vibrational relaxation and collisional quenching, which causes the emitted
photon to have less energy (i.e., a longer wavelength) than the absorbed photon (detailed in Chap.
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4). This energy difference between the absorbed and emitted photons is known as the Stokes
shift. It can affect the sensitivity of the LIF technique because the spectrally shifted emission
can be detected with high S/N ratio in low-intensity background signals [203]. The LIF signal
intensity depends on temperature and pressure as well, which should be controlled attentively
[204].

Figure 3.8. Spatial profiles of TiO number density for various flame equivalence ratios, with a
constant total flow rate of H2 and O2 in low pressure stagnation flow flame. Adapted from [205].

LIF is a useful technique for obtaining spatially-resolved images of intermediate species during
flame synthesis of nanoparticles. It has traditionally been used for visualizing the flame front, as
shown by measuring OH and CH radical concentrations in the reaction zone (OH in SiO2 syn-
thesis [206, 207]). LIF is also commonly employed to measure flame temperature, such as using
NO multiline LIF to synthesize TiO2 [208] and Fe2O3 [209]. Specific atoms or naturally occur-
ring molecules, such as Fe [209], SiO [210, 211, 212], FeO [213], AlO [205], and TiO [205]
(an example of TiO species distribution in a low pressure hyrogen/oxygen flat flame is shown in
Fig. 3.8), can be utilized to estimate local concentration or temperature. With additional optical
calibration process, quantitative measurement is achievable [209].
In terms of LIF studies on TiO2 nanoparticles, there have been numerous studies performed in an
ex-situ way (with spectrophotometer), on the filtered powder, or in a colloid state to investigate
its photocatalytic reactivity (detailed in Chap. 4). The group of Zizak [19, 20] and De Iuliis
et al. [214, 215] have performed the laser-induced emission in-situ measurements on flame
synthesized TiO2 where the LIF emissions are detected at a prompt (same as laser timing) before
the incandescence emissions arrive. More details will be provided in Chap. 4.
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3.3.5 Laser-induced breakdown spectroscopy (LIBS)

Laser-Induced Breakdown Spectroscopy (LIBS) is an analytical method utilized to identify the
elemental composition and concentration of a substance through the spectral emissions produced
by the plasma resulting from laser-induced breakdown. This approach has been employed in
particle synthesis to monitor nanoparticle production in various generation techniques, such as
flame synthesis, laser ablation synthesis, and electrical discharge synthesis [216].
When a focused, pulsed laser beam is directed at a material, it vaporizes and atomizes the mate-
rial, resulting in plasma formation on the surface of the sample. This process is accompanied by
the appearance of a spark and a shock wave. After the plasma has cooled down and the contin-
uum emission (Bremsstrahlung) from the plasma has dissipated, longer-lasting emissions from
neutral and ionized species are observed. These light emissions contain information about the
elemental composition of the sample, as each element emits a characteristic set of wavelengths
of light when it is excited by the energy from the laser pulse. These atomic and ionic emission
spectra can be analyzed using a spectrometer to determine the local elemental composition of the
sample. The peak intensity can be associated with the number density of each emitting species
in the plume and with the concentration of specific elements in the ablated material.
Typically, LIBS requires a laser fluence above the breakdown threshold of the material, which
can vary depending on the experimental conditions [217], especially the laser wavelength [218,
219]. Because of its intrusive (destructive) nature, it has been generally used for ex-situ ele-
mental composition analysis, rather than in-situ measurement. However, recently, it has been
developed to be applied in an in-situ environment by adapting the level of plasma to the surface,
without ionizing gas molecules (PS-LIBS). This in-situ LIBS can provide valuable information
on the complex processes in turbulent flame reactors [220].
More details about LIBS on TiO2 will be provided in Chap. 4.

3.3.6 Laser-induced incandescence (LII)

Laser-induced incandescence (LII) is a laser diagnostic technique based on the emission of in-
candescence of laser-heated particles. The heated nanoparticles emit thermal radiation, which is
subsequently detected. The particles cool down to the initial temperature.
LII was originally developed for carbonaceous particles, including soot and carbon black nanopar-
ticles. The carbonaceous particles can broadly absorb light in the UV-VIS-IR wavelength range
and can be heated up to 4000 K before vaporization or sublimation. The LII technique has been
extended to non-carbonaceous nanoparticles such as metals or metal oxide nanoparticles for in-
situ diagnostics [12]. Since the absolute incandescent signal intensity depends on the volume
fraction of the particles in the control volume, it is possible to measure the volume fraction.
From the radiation signal temporal decay, it is possible to obtain information on particle size
based on LII signal modeling [221]. The advantage of LII over elastic scattering is the absence
of interfering signals from liquid fuel droplets. And it is also relatively easy to reject the scat-
tered light from the surrounding environments. Therefore, LII has been used for visualization of
2D spray flame synthesis [222, 223].
It should be noted that other laser-induced emissions can be overlapped during the LII emis-
sion measurement. If the input laser fluence is too low to heat the particles up to incandescent
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temperature, the detected emission can be composed of more LIF signals than LII contribution
[224]. Alternatively, two emissions can exist at the same time. This phenomenon is particularly
frequent in UV range excitation laser wavelength, which can easily excite molecules with higher
energy than IR range laser. There have been studies using this feature to detect soot (via LII) and
PAHs (Polycyclic aromatic hydrocarbon, via LIF) simultaneously in turbulent jet flames [225].
On the contrary, when too strong laser fluence is focused, it can create a breakdown so that
the atomic line emission from the evaporated particle species can contaminate the LII signals
[214, 226, 227], continuing in PS-LIBS regime [228]. More details will be provided in Chap. 4.

3.4 Conclusion

Ex-situ methods can provide a variety of particle properties (e.g., size, morphology, crystal
phase, composition...) once the product powders are collected in the sampling filter. However,
the obtained information can not describe the effect of the change in local operating conditions
during the formation. On the other hand, the on-line method can offer real-time measurement
of particle information during the synthesis. Still, high dilution during the extraction of particle
flows can cause an additional quenching effect on the generated particles, which can result in a
different geometry.
For these reasons, in-situ diagnostics are considered the most appropriate method to pursue the
evolution of particle characteristics during the formation in flames. They can describe the change
in local operating conditions instantaneously. Still, among in-situ techniques, not all diagnostics
are feasible in studying laboratory-scale particle flame synthesis. ELS can not be employed
when there exist liquid spray droplets. The emission of spontaneous Raman spectroscopy is
often too weak, so a high-energy laser is required. SAXS measures also require high collimation
and high photon flux for the laser. Then, among the techniques using laser-induced emission,
the LII has the potential to characterize particle formation with instantaneous information on
volume fraction and particle diameter. The summary of each technique is shown in Table 3.1.
At the same time, as previously observed in some pioneering works on LII on non-soot particles
[214, 226], laser-induced emissions (LIEs) - LIF, LIBS, and LII - can coexist during the mea-
surements as interferences. To properly exploit the particle information from the diagnostics
using these laser-induced emissions, it is important to distinguish the different temporal/spectral
characteristics of each emission. For this reason, the next part of this thesis will be dedicated
to the diagnostics using these three laser-induced emissions in more detail, focusing on TiO2
nanoparticles.
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Part II

Characterization of the Laser-Induced
Emission of TiO2 nanoparticles:

Feasibility of Laser-Induced
Incandescence
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Chapter 4

Laser-Induced emission (LIE) of TiO2

The light-particle interaction as a result of in-situ laser diagnostics can induce various emis-
sions such as Laser-induced fluorescence (LIF), Laser-induced incandescence (LII), and Laser-
induced breakdown spectroscopy (LIBS). Those emissions can coexist in the targeted detection
volume. Consequently, it is important to distinguish each emission to apply the appropriate the-
ory and interpret the signal for each diagnostic purpose. As schematically presented in Fig. 4.1,
their occurrence depends on the laser fluence regime. The basics of these three techniques will
be presented with a focus on their application on TiO2 particles: LIF in Sec. 4.1, LIBS in Sec.
4.2, and LII in Sec. 4.3 .

LIF

Very high laser fluence Low Low-middle High

F0Tgas

T* Particle 
temperature

Particles 
vanish

F*

Figure 4.1. Schematic demonstrating the typical progression of the LIF, LII and LIBS signals and
particle temperature as a function of the laser fluence, adapted from [12].
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4.1 Laser-induced Fluorescence (LIF)

Laser-induced fluorescence (LIF) is a spectroscopic technique that involves using a laser to
excite a molecule or atom to a higher energy level, followed by the spontaneous light emission.
The sample is irradiated with a laser beam, typically of a specific wavelength that matches the
absorption spectrum of the sample. Then the laser fluence to excite an atom or molecule could be
only a few mW in case of commercial spectrophotometer. It has been widely used in combustion
for detecting specific species and visualizing flow [229]. In material science, a similar process
known as photoluminescence (PL) is used to describe the radiative recombination of electron-
hole pairs in materials [230]. Although both LIF and PL involve laser-induced emission, they
differ in their excitation mechanisms and applications. In combustion, LIF is typically used to
probe the properties of gas-phase molecules, while in material science, PL is used to study the
optical and electronic properties of materials such as semiconductors and nanoparticles.
A typical fluorescent molecule has several electronic states: a singlet ground state 1 (S0), singlet
excited states (Sn, n≥1), and triplet excited states (Tn, n≥1). Numerous vibrational energy
levels are associated with each electronic state. This can be summarized with a partial energy-
level diagram, also called a Jablonski diagram. The particle energy-level diagram of a typical
fluorescent molecule is shown in Fig. 4.2. Many processes are related [231]:

• Absorption represents the shift from the ground state to an excited state by absorption of
a photon (S1 ← S0 or Sn ← S0), within femtoseconds [232].

• Fluorescence corresponds to the radiative relaxation of an excited state towards the fun-
damental state by emission of a photon (from S1).

• Phosphorescence corresponds to the relaxation of an excited state of different spin mul-
tiplicity2 from that of the ground state, towards this ground state by emission of a photon
(from T1).

• Internal conversion represents a non-radiative relaxation between two electronic states
of the same multiplicity (Sn → S1 or S1 → S0 ).

• Intersystem crossing corresponds to the transfer of energy in a non-radiative way be-
tween two electronic states of different multiplicity (S1 → T1 ).

• Vibrational relaxation represents a transfer of energy between vibrational levels within a
same electronic state by intra/intermolecular collision, dissipating energy (heat), occurring
within picoseconds or less [232].

1The ground state is a stationary state of the lowest energy of molecules.
2In quantum chemistry, the multiplicity of an energy level is defined as 2S+1, where S is the total spin angular

momentum. If S = 1, states are called singlets [233].
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Figure 4.2. Partial energy-level diagram for a fluorescent (photoluminescent) molecule, often called
a Jablonski diagram [203].

In fluorescence, incident photons may have enough energy to be absorbed and produce transi-
tions from other inter-nuclear separation distances and vibrational energy levels (Fig. 4.2). This
effect gives rise to an absorption spectrum containing multiple peaks [229]. Consequently, dur-
ing emission, the closely-spaced vibrational energy levels can deliver a wide range of photon
energies, leading to emission spectra over a band of wavelengths. Thus, the resulting emission
spectra are the sum of transitions with different photon energies. Moreover, nanoscale morphol-
ogy, crystallinity, and defect chemistry of the material under specific experimental conditions
affect each transition with different weights.
Concerning TiO2, the unique LIF feature is closely related to the photocatalytic performance
[232]. There have been persistent efforts for the complete description of the mechanism of LIF
emission of TiO2 nanoparticle [234, 235]. Still, the complex effect of particle property (size,
geometry, crystal phase, defect state) and experimental conditions (temperature, excitation laser
wavelength, chemical environment, pressure) make interpretation of the LIF emission spectra
challenging. This point is briefly discussed in the next section.



60 CHAPTER 4. LASER-INDUCED EMISSION (LIE) OF TIO2

4.1.1 Effect of experimental parameters on LIF of TiO2

Laser wavelength The effect of laser wavelength on the LIF of TiO2 has been shown by
Abazovic et al. [236]. LIF measurement was conducted on synthesized anatase and rutile TiO2
particles. Excitation was done using a laser photon energy higher than the TiO2 band-gap en-
ergy. Results for the anatase case are presented in Fig. 4.3 for two excitation wavelengths. A
broad emission was observed with the presence of well-resolved peaks/shoulders at 426, 442.8,
459.2, 484.3, and 529.8 nm. A larger emission spectrum is found for the shorter excitation
wavelength. The same structure of broad emission of LIF was observed with the same location
of peaks/shoulders for both rutile and anatase.
Differences in emission spectra are also obtained when considering different laser excitation
wavelengths. Results from Wang et al. [237], illustrated in Fig. 4.4, show that temporal evo-
lution of the LIF emission of TiO2 centered at 820 nm depends on the excitation wavelength
(300, 333, 360, 390 nm). A faster decay was detected at a longer laser wavelength excitation.
Since shorter wavelengths can produce excited electrons at higher energy levels, alternative re-
laxation paths might exist before their relaxation down to the conduction band. Therefore, with
a shorter excitation wavelength, the resulting LIF signal can show slower decay. In other words,
different mechanisms starting from different excitation energies can result in alternative electron
relaxation pathways, eventually resulting in different emission spectra.

22.533.54
Photon energy [eV]

600550500450400350
Wavelength [nm]

Figure 4.3. Absorption and LIF emission of anatase TiO2 particles at two excitation wavelengths
(250 and 364.6 nm) [236].
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Figure 4.4. Time-resolved LIF spectra of rutile TiO2 monitored at 820 nm and 77 K. The excitation
wavelengths are 300, 333, 360, and 390 nm with a duration of ∼2 µs [237].



62 CHAPTER 4. LASER-INDUCED EMISSION (LIE) OF TIO2

Temperature Zhang et al. [238] investigated the temperature dependence of LIF emission
spectra of TiO2 films over a low-temperature range (9-300K). The films were set in an ultra-
vacuum cavity, and a close-cycled helium cryostat was used during low-temperature LIF mea-
surement with an excitation of 325 nm laser source with 30 mW power. The obtained LIF
spectra are presented in Fig. 4.5. The total LIF spectra are obtained as the sum of five emissions
components, illustrated in Fig. 4.5 (b)-(e). The temperature dependence of peak positions, i.e.,
the emission center, is presented in Fig. 4.5 (f). When increasing temperature, all the bands are
shifted towards a higher energy side except for the yellow (2.0 eV) and green (2.2 eV) bands.
With increasing temperature, the contribution of each band could be different depending on the
origin of its transition. Therefore, the total LIF spectrum from the ensemble of each emission
component can show different tendencies depending on the particle electrons/holes states even
for the same change in operating condition (e.g., increasing temperature).

2 2.5 3 3.5
Photon energy [eV]

800 700 600 500 400
Wavelength [nm]

2 2.5 3 3.5
Photon energy [eV]

800700 600 500 400
Wavelength [nm]

2.2 eV

2.0 eV

Figure 4.5. (a) Low-temperature LIF emission spectra of pure TiO2 film in the temperature range
of 9–300 K. A five-peak fit of the LIF spectra with the temperature of (b) 9 K, (c) 100 K, (d) 200
K, and (e) 300 K. Note that the inset (f) shows the temperature dependence of the corresponding
peak/shoulder positions. Broadening shoulders are indicated by the symbol asterisk (*). Adapted

from [238].
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Crystalline structure The crystalline structures of TiO2 can also determine the type of pho-
toluminescence spectra. Generally, during the phase transformation of TiO2 from anatase to
rutile at high temperatures, the specific surface area decreases dramatically due to the geometric
structure change [239]. As a result, the anatase and rutile TiO2 show completely different relax-
ation processes which results in emission spectra that are distinct [237]: visible luminescence
emission for anatase and near-infrared luminescence emission [240] for rutile as illustrated in
Fig. 4.6(a). On the other hand, Fig. 4.6(b) shows the LIF spectra of two types of commercial
rutile and anatase TiO2 particles [241]. The different aspects of crystalline structure between
Figures 4.6a and b might be because of the difference from particle geometry and surface chem-
ical reactivity under the surrounding environment (ambient air in [240] vs. aqueous solutions in
[241]).

(1)

(2)

(4)

(3)

Anatase

Rutile

Rutile

(1)

(2)

(3)

(4)

Anatase

Figure 4.6. LIF spectra of commercial TiO2 of different crystalline structures. (a) A 325 nm He-
Cd laser was used for excitation in an ambient air environment. (1) anatase, (2) Anatase that was
calcined at 900 °C for 6 h, (3) anatase that was calcined at 1200 °C for 24 h, and (4) rutile [240].
(b) A 355 nm laser was used for excitation in an aqueous solution. (1) anatase (Merck), (2) anatase
(Ishihara Co., ST11), (3) rutile (Ishihara Co., CR-EL), (4) rutile (Toho Titanium Co., NS51) [241].
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Particle geometry The LIF emission has also been investigated for different forms of TiO2
nanomaterials (nanoparticle [236], nanowire [242], nanoribbons [243]). The effect of the particle
size on the LIF emission spectra has been shown by Serpone et al. [244]. The absorption and
fluorescence spectra of TiO2 particles are presented in Fig. 4.7. The mean diameter is 2.1
nm for specimen A, 13.3 nm for specimen B, and 26.7 nm for specimen C. Since the excitation
conditions were identical (λex= 270 nm), differences in emission intensities should be originated
from the differences in the surface properties of each specimen. The smallest particles (2.1
nm) have the larger density of surface states or defects at which non-radiative recombination
predominates [244]. Thus, the overall emission quantum yield decreases with a smaller size
when comparing specimens A and B in the same concentration. The number of emitting centers
is also different for this geometrical reason. Additional emission centers which are not shown
in specimens B and C are observed (414 nm, 444 nm, and 484 nm) for the smallest particles,
possibly due to different lattice/surface defects in the particles.

(a) 𝑑!= 2.1 nm (c) 𝑑!= 26.7 nm(b) 𝑑!= 13.3 nm

Figure 4.7. Absorption and fluorescence spectra of colloidal TiO2 particles: (a) specimen A (TiO2
concentration 0.015 g/L), (b) specimen B (TiO2 concentration 0.015 g/L), and (c) specimen C (TiO2

concentration 0.3 g/L). The excitation wavelength at 270 nm [244].

Conclusion

The broad feature of nanoparticle LIF emission spectra is related to the existence of multiple
electronic energy levels, each of them can contribute to the final broadband emission spectra
[68].
Although not all the mechanisms have been revealed completely, the LIF spectra are closely
related not only to the intrinsic structure but also to the surface conditions of the particles in
terms of charge carrier3 presence. Each charge carrier pathway is responsible for one transition,
and the sum of all the transitions is observed during the LIF measurement. Thus, the emission of
LIF on TiO2 shows wide variation depending not only on the particle properties (size and crystal
phase) but also on the experimental conditions (temperature, laser wavelength). Furthermore,
the individual effect of each variable is difficult to be estimated since it is often a complex
process affected by several experimental parameters simultaneously, including the surrounding
environment.

3A charge carrier is a particle that is free to move, carrying an electric charge. Examples are electrons, ions, and
holes.
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4.2 Laser-induced breakdown spectroscopy (LIBS)

LIBS technique uses a focused laser beam to generate plasma at the surface of a sample in
order to ablate material from it. LIBS occurs at very high laser fluence [217]. For high laser
fluence, the evaporation of particles decreases the particle size, and atomic line emissions from
evaporated species start to be observed.
As the plasma cools and continuum emission (Bremsstrahlung) from the plasma fades, emissions
from neutral and ionized species are observed and used to identify and quantify the atomic
composition of target molecules [245]. The temporal evolution of each process is schematically
illustrated in Fig. 4.8(a). During the lifetime of the plasma (∼ ms), the emission spectrum
changes. Figure 4.8(b) shows the emission spectra of the laser-induced plasma after the laser
pulse. At the time t1 (40 to 500 ns from the laser peak [217]), the plasma mainly emits a
continuous spectrum from Bremsstrahlung emission and the recombination radiation. At this
stage, only small intensity peaks of the atomic and ion lines are visible in overlapped spectra.
At the time t2 (2 to 10 µs), the plasma is cooled, and the ratio of the peak intensity of the
ion/atom line emissions to the continuum background significantly increases. At t3 (after 10
µs), the plasma temperature decreases with decreasing emission intensities. Values of t1, t2, t3
for the temporal evolution can substantially vary (up to ms [217]) depending on the materials
and experimental conditions, including the gas temperature and excitation wavelengths.

Figure 4.8. (a) Schematic illustration of the temporal variation of laser pulse irradiation and plasma
behavior [246], (b) Schematic illustration of the emission spectra of the laser-induced plasma for

different time delays with respect to the irradiation of the laser pulse [217].

Concerning TiO2, LIBS has been used for the characterization of different powders. Some
examples are reported in Table 4.1. However, because of its intrusive nature, LIBS is mainly used
to determine Ti-content concentration [247, 248, 249, 250, 251]. Conventional LIBS has not
been employed for in-situ analysis purposes in flame synthesis because of the strong breakdown
process, which wipes away the molecular-level information. Additionally, the high-temperature
plasma significantly disturbs the reaction process and synthesis products [95].
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Alternatively, a new method using phase-selective (PS) LIBS has been developed for particle
characterization [228], which does not create the high perturbance gaseous plasma. In contrast
to conventional LIBS, PS-LIBS exhibits a promising prospect of in-situ diagnostics of flame
synthesis [252, 253, 254, 255]. The difference in applications between conventional LIBS and
PS-LIBS will be described in the following section.

4.2.1 Phase-selective laser-induced breakdown spectroscopy on TiO2

Figure 4.9. Comparison between the two-dimensional resonance-enhanced PS-LIBS snapshots (up)
and the simulated particle volume fraction (bottom) in the laminar flame [255].

Phase-selective laser-induced breakdown spectroscopy (PS-LIBS) was developed in a collabo-
ration between Prof. Tse’s group (Rutgers University, U.S.A.) and Prof. Li’s group (Tsinghua
University, China) [228, 256] to investigate the particle formation in TiO2 nanoparticle synthe-
sis. The principle of this technique is to put the laser fluence lower than the gas breakdown
but higher than the evaporation threshold of the nanomaterial. Then, only the nanoparticles in
the solid phase dissociate, forming nanoplasmas without any breakdown of the surrounding gas
phases. Thus, it is possible to detect specific atomic line emissions from dissociated nanomate-
rials. The selectivity of low-intensity LIBS could be advantageous for tracking the formation of
nanoparticles and measuring the volume fraction of particles during gas-phase synthesis [252].
A lower laser fluence (1 - 20 J/cm2 with 10 ns FWHM laser duration in 532 nm) than conven-
tional LIBS (10-100 J/cm2 with 10 ns FWHM laser duration in 532 nm) is applied in PS-LIBS,
allowing to convert nanoparticles into plasma without affecting the surrounding gas (phase se-
lectivity). The fluence regime at which the phase selectivity ends corresponds to the threshold of
gas molecule breakdown, above which the gas phase turns into a plasma (conventional LIBS).
The lifetime of PS-LIBS is reported to be shorter (a few tens of nanoseconds [254]) than those
of conventional LIBS [257]. This is because there is no gaseous plasma causing long-lasting
recombination emission as in LIBS.
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The PS-LIBS is applied to determine the chemical composition of the nanoparticle phase from
the relative strengths of the atomic emission lines [228]. In the detection of TiO2, PS-LIBS
excites only the Ti atoms in the particle phase, with no breakdown emission occurring for gas
molecules including the precursor or surrounding air. Then, using size-dependence of the ab-
sorption efficiency for small particles, the saturated fluence level of PS-LIBS (See intensity of
atomic spectra of Ti in Fig. 4.11) can be used to estimate the total mass/volume concentration
[252]. Zhang et al. [257] measured the nanoparticle volume fraction for TiO2 nanoparticles gen-
erated during flame synthesis based on the relationship between the atomic spectrum intensity
and the nanoparticle volume fraction. This study has been extended to the 2D measurement of
particle volume fraction in jet-diffusion flame as shown in Fig. 4.9.

Conclusion

The LIBS technique has been used to investigate the elemental chemical composition of various
TiO2 samples. On the contrary, it has been applied seldom for in-situ measurement situations,
especially for particle formation in flames due to its intrusive nature.
PS-LIBS, using a laser fluence below gas breakdown, has been introduced. It is based on the
emission of nanoplasma from the particle surface. Since it does not completely damage the
materials and does not affect the surrounding gas species, it is more suitable for in-situ measure-
ment. PS-LIBS technique has been applied to observe the formation of nanoparticles in flame
synthesis. The spectral signals show line emission mainly from the atomic emission of Ti in the
case of TiO2 synthesis [228]. The strong atomic/ionic line emissions of Ti and O are shown in
Fig. 4.10. Most Ti/O atomic emissions are distributed below 550 nm. After 600 nm, except for
specific lines, there is less population of atomic line emissions. From a temporal point of view,
they show a few nanoseconds duration, shorter than the duration of conventional LIBS emission.
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Figure 4.10. (a) Ti atomic emission. Emissions from Ti I are colored in black and emissions from Ti
II are colored in blue. (b) O atomic emission. Emissions from O I are colored in black and emissions

from O II are colored in blue [258].

Table 4.1 summarizes the various LIBS publications on TiO2 nanomaterials for different TiO2
sample preparations and operating fluence regimes with pulse energy. For the same wavelength,
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PS-LIBS requires smaller laser fluence than LIBS. Note that Ren et al. [259] reported a rela-
tively low laser fluence regime at the onset of PS-LIBS, where the scattering efficiency (defined
as the ratio of the scattering signal intensity to the laser intensity) of clusters is constant before
decreasing due to the ablation of particles (Fig. 4.11). Below this laser fluence, laser ablation,
which is the necessary condition of PS-LIBS, is incomplete so the atomic emissions from evapo-
rated species can not be detected. In most applications of PS-LIBS, to be in a saturated intensity
regime for quantitative measurement, laser fluence over 20 J/cm2 at 532 nm is mainly applied.

Figure 4.11. Scattering efficiency of TiO2 clusters with 532 nm laser excitation (black squares) and
atomic emission intensity of titanium at 498.17 nm with 532 nm laser (blue triangles) and 1064
nm laser excitation (red circles) at different laser intensities. The inset shows the comparison of
scattering signals of clusters (black squares) and gases (green circles) with 532 nm laser excitation

[259].

Table 4.1. List of studies of Phase-selective Laser-induced breakdown Spectroscopy (PS-LIBS) and
Laser-induced Breakdown Spectroscopy (LIBS) on TiO2.

Team λlaser [nm] Sample (dp, T [K]) Operation fluence (mJ/pulse)

PS-LIBS

Y.Zhang(2013) [228] 532 stagnation swirl flame: flame-synthesized TiO2 (6-8 nm, 1800K) 28 J/cm2 (35 mJ)

Y.Zhang (2015) [252] 532 Bunsen+ Henchen : flame-synthesized TiO2 (15 nm, 1662K) 24 J/cm2 (290 mJ)

Y.Ren (2015) [259] 532 Bunsen+ Henchen : flame-synthesized TiO2 (11 nm, 1550-1750K) 1.6 J/cm2 (minimum ablation)

G.Xiong(2016) [254]

354

stagnation swirl flame : flame-synthesized TiO2 (10 nm)

24 J/cm2 (30mJ)

532 24 J/cm2 (30mJ)

282 (7 mJ/)

G.Xiong(2018) [260] 281 coflow flame-synthesized TiO2 6 - 12 J/cm2

Y.Ren(2020) [255] 355 laminar and turbulent jet-diffusion flame-synthesized TiO2 ( 29.1 - 30.9 nm) 2 J/cm2

LIBS

Hidalgo (1996) [247] 337 TiO2 coating on silicon wafer 8.6 J/cm2

Anglos (2001) [249] 1064 Pigment of paint layer 25-56 J/cm2 (2-10mJ)

Lebouf (2013) [248] 1064 Degussa P25 20 nm on filter 24 J/cm2 (50mJ)

Sovago (2013) [250] 1064 5 nm TiO2 suspension in water (10 mJ)

Menneveux (2015) [251] 1064 sunscreen on aluminum 75 J/cm2 (90mJ)
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4.3 Laser-induced incandescence (LII)

The principle of LII is based on heating the particles by laser to reach a high temperature to emit
thermal radiation, i.e., incandescence. The amount of the incandescence signal is proportional to
the particle volume fraction in the control volume. Furthermore, the decay of the incandescence
signal depends on the size distribution of aerosol particles. Using appropriate heat transfer
modeling, it is then possible to obtain a size description of the particles.
Although LII has been prominently developed for measuring particle volume fraction, primary
particle sizes [10, 11], and other thermophysical properties of carbonaceous particles in flames
[261], there exists a growing interest in adapting this technique to non-carbon nanoparticles
[262, 263, 22, 15, 23].
Concerning titanium dioxides, after the first attempt by Leipertz et al. [264] in 2003, the group of
Zizak et al. [19, 20] has worked intensively on the spectral and temporal aspect of LII emission
of TiO2. Recently, De Iuliis et al. [214, 215] worked on the laser-induced emission (LIE) of
flame synthesis of TiO2 nanoparticles for fluences typical for LII.
Since the LII process is initially developed for soot particles, the adaptation to the inorganic par-
ticles, particularly to the TiO2, may not be straightforward due to different physical and chemical
properties. Additionally, the laser-particle interaction can lead to unexpected emissions depend-
ing on the experimental conditions such as the previously-discussed LIF and LIBS. Finally, a
mixed population of particles with distinct optical properties can be observed, especially when
considering hydrocarbons to sustain the pilot flame. In the last case, gaseous carbon atoms ex-
cess can lead to the formation of soot or carbon-coated nanoparticles [134, 265]. In this case,
the discrimination of the different populations with LII is quite challenging.
Still, the LII has the potential to provide instantaneous 2D quantitative information on TiO2
characteristics, which is of great interest for the investigation of the synthesis process in turbulent
flames. The extension of the LII technique to the investigation of TiO2 flame synthesis is the
core of this research work.
The basics of LII will be presented in Sec. 4.3.1. The procedure for measuring the volume
fraction and particle size will be reviewed in Sec. 4.3.2 and 4.3.3, respectively. Then, the
challenges of extending LII on non-carbon nanoparticles, particularly on TiO2, will be described
in Sec. 4.3.4.

4.3.1 Basics on LII

Laser-induced incandescence occurs when the particles are heated to high temperatures so that
they emit thermal irradiation. The LII signal can be described by introducing the Planck’s law,
where the blackbody intensity Ib(λ, T (t)) of a body for wavelength λ at absolute temperature
T (t) of a body is then given by [266]:

Ib(λ, T (t)) =
2hc2

λ5

[
exp

(
hc

λkBT (t)

)
− 1

]−1

(4.1)

with h is the Planck constant, c the speed of light in a vacuum, kB the Boltzmann constant.
Ib(λ, T (t)) is in unit W/(m3 · sr), which is the emissive power per unit area, per unit solid
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angle, per unit wavelength.
The contribution of one nanoparticle to the detected signal is given by [W]:

SLII(λ, T (t)) = Cabs,λIb(λ, Tp(t))∆Ωdet = Qabs,λ
πd2p
4

Iλ,b(Tp)∆Ωdet (4.2)

where Cabs,λ is the absorption cross-section, Qabs,λ is the absorption efficiency, ∆Ωdet is the

solid angle subtended by the detector as viewed by the nanoparticle, and
πd2p
4

is the physical
cross-sectional area of the particle.
When the nanoparticle size is sufficiently smaller than the wavelength of light, where the dimen-

sionless size parameter x =
πdp
λ

<< 1, and phase shift criterion x = πdp/λ · |mλ|<< 1, the
Rayleigh regime is verified and the absorption efficiency and cross section read as:

Qabs,λ = 4x · E(mλ) =
4πdpE(mλ)

λ
(4.3)

Cabs,λ =
π2d3p
λ

E(mλ) (4.4)

where mλ is the complex index of refraction and E(mλ) is the refractive index function for
absorption properties of the particle (Eq. B.1).
Finally, the incandescent light emitted from a single spherical nanoparticle with diameter dp at
a wavelength λ at temperature T , integrated over all solid angles (4π) can be written as:

SLII(λ, T (t)) =
8π3d3phc

2E(mλ)

λ6

[
exp

(
hc

λkBT (t)

)
− 1

]−1

. (4.5)

Therefore, the incandescent signal SLII increases with particle temperature, which increases with
laser fluence as illustrated in Fig. 4.12. For low to moderate laser fluence regimes, the peak sig-
nal increases linearly with fluence until the peak temperature approaches the sublimation/boiling
temperature of particles. Then, there is a "plateau region" where further temperature change is
achieved by increasing the laser fluence due to the phase change to gas. Beyond this plateau
regime, irradiation under the high laser fluence regime results in atomic line emission of evapo-
rated species (PS-LIBS regime). In the high laser fluence region, the particles can be vaporized
at the surface and then have a smaller particle diameter, which affects the temporal decay rate of
the emissions (in Fig. 4.1).
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Figure 4.12. Typical fluence dependence of the maximum LII (left) and temperature (right) of soot
particles generated in ethylene/air laminar diffusion flame. LII signal is recorded at 681.8 nm and

the laser wavelength of 532 nm was used [267].

4.3.2 LII signal and volume fraction

Assuming that the spatial fluence distribution across the laser beam profile is uniform and that all
particles are identical, all particles in the LII probe volume will be heated up to the same temper-
ature Tp. Under these assumptions, the LII signal emitted by an ensemble of spherical particles
Np in the probe volume having the same diameter dp under Rayleigh regime is expressed by:

SLII(λ, Tp(t)) =
8π3d3phc

2E(mλ)

λ6

[
exp

(
hc

λkBTp(t)

)
− 1

]−1

Np. (4.6)

The LII signal depends on the particle number density in the control volume (Np, unit: particles/m3)
and the cubic particle diameter (d3p). The particle volume fraction (fv) is defined as the volume
occupied by particles per unit volume:

fv =
Npπd

3
p

6
. (4.7)

Then Eq.(4.6) can be written as :

SLII(λ, Tp(t)) =
48π2hc2E(mλ)

λ6

[
exp

(
hc

λkBTp(t)

)
− 1

]−1

fv (4.8)

meaning that the LII signal is proportional to the particle volume fraction.
Until now, the particles have been considered to have monodispersed distribution with a sphere
geometry. However, in nanoparticle flame synthesis, each formation step (nucleation, surface
growth, aggregation/agglomeration, sintering) has an effect on the size distribution and morphol-
ogy of particles. The generated particles are mostly polydispersed and fractal-like agglomerates
(Chap. 2).
The RDG-PFA (Rayleigh-Debye-Gans Polydisperse Fractal Aggregate) [174] theory states that
primary particles in an aggregate absorb light volumetrically and independently on the aggregate
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nature, i.e., as if they are isolated particles [175]. This theory is applicable to the aggregates
whose primary particles are in the Rayleigh regime. If the aggregates are within the RDG-PFA
limit, large and small particles are heated to the same final temperature [268]. Therefore, when
considering one aggregate is constituted of npp primary particles of identical diameter dpp, the
LII signal reads as:

SLII(λ, Tp(t)) =
8π2hc2E(mλ)

λ6

[
exp

(
hc

λkBTp(t)

)
− 1

]−1

nppπdpp
3. (4.9)

The polydispersity of the primary particles diameter in one aggregate can be accounted for by
introducing the distribution functions of diameter p(dpp) of primary particles. By considering a
population of primary particles with number density N , the final expression for the LII signal is:

SLII(λ, Tp(t))

=N

∫ ∞

0
p(dpp)

8π2hc2E(mλ)

λ6

[
exp

(
hc

λkBTp(t)

)
− 1

]−1

πd3ppddpp

=
48π2hc2E(mλ)

λ6

[
exp

(
hc

λkBTp(t)

)
− 1

]−1

fv

(4.10)

with

fv = N
π

6

∫ ∞

0
p(dpp)d

3
ppddpp. (4.11)

Effective particle temperature

Concerning the particle temperature, since the distribution of particle diameter and size of aggre-
gate in the measurement volume as well as the laser fluence are not uniform, the measured tem-
perature has to be treated as an "effective temperature". The effective temperature is a weighted
average of temperature from the different size distributions of nanoparticles, generally biased
toward the hottest particles [269]. The weighting of nanoparticle size distribution is highly non-
linear and relatively sensitive to nanoparticle size. Then, the decay of the effective temperature
is also closely related to the size distribution of the particles and their morphology, including
fractal dimensions [270, 271].
To describe the effective particle temperature Teff, which corresponds to the average temperature
of the polydispersed distribution of primary particle and aggregate sizes, the Eq.(4.10) can be
expressed as :

SLII(λ, Teff(t)) = E(mλ)
48π2hc2

λ6

[
exp

(
hc

λkBTeff(t)

)
− 1

]−1

fv (4.12)

Information on Teff can be obtained by different techniques. In the following, two main tech-
niques will be presented: two-color pyrometry and spectral fitting of Planck’s law.
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Two-color optical pyrometry Two-color LII technique is based on the simultaneous detection
of the temporal evolution of the LII signal (Eq.(4.12)) at two different wavelengths. The detected
signals ISLII,λ read as :

ISLII,λ1(Teff(t)) = θλ1E(mλ1)
48π2hc2

λ6
1

[
exp

(
hc

λ1kBTeff(t)

)
− 1

]−1

fv (4.13)

ISLII,λ2(Teff(t)) = θλ2E(mλ2)
48π2hc2

λ6
2

[
exp

(
hc

λ2kBTeff(t)

)
− 1

]−1

fv (4.14)

where θλi
is the detector efficiency at λi (including PMT sensitivity and bandpass filter sensitiv-

ity [267]). Using the Wien’s approximation, the signal ratio R12 between wavelengths λ1 and
λ2 can be written as :

R12 =
ISLII,λ1(Teff(t))

ISLII,λ2(Teff(t))
= C

E(mλ1)

E(mλ2)

(
λ2

λ1

)6

exp
[

hc

kBTeff(t)

(
1

λ2
− 1

λ1

)]
(4.15)

where C =
θλ1

θλ2

is a constant corresponding to the detection efficiency at λ1 and λ2. Therefore,

the ratio of measured LII signals at two wavelengths depends on the (effective) time-dependent
temperatures:

Teff =
hc

kB

(
1

λ2
− 1

λ1

)
·
[
ln

(
C−1E(mλ2)

E(mλ1)

(
λ1

λ2

)6

R12

)]−1

. (4.16)

From this equation, it can be deduced that the knowledge of the absolute value of E(mλ) is not

required. However, the ratio
E(mλ2)

E(mλ1)
needs to be known. Assuming that E(mλ) values is not

dependent on λ, as commonly done for the case of soot particles [25], Eq.(4.16) simplifies as :

Teff =
hc

kB

(
1

λ2
− 1

λ1

)
·
[
ln

(
C−1

(
λ1

λ2

)6

R12

)]−1

(4.17)

This technique has already been used by Lehre et al. [18] to investigate nano-scaled metal oxide
particle synthesis in a laser vaporization reactor. However, the accuracy of this technique in the
detection of particle temperature is strongly related to the knowledge of E(mλ) as a function of
λ for the materials under consideration.
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Spectral fitting of Planck’s law This technique consists in inferring the temperature by fitting
detected spectrally-resolved LII emission ISLII,λ(Teff(t)) to the Planck’s curve [267, 272]. It is
indeed possible to rewrite Eq.(4.12) to identify the dependence of the different terms on Teff and
λ:

ISLII,λ(Teff(t)) =24πfv
E(mλ)

λ
vλIb(λ, Teff(t))

=K1 · g(λ) · Id
b (λ, Teff(t))

(4.18)

where K1 = 24πfv does not depend on λ, while g(λ) =
E(mλ)

λ
depends only on λ and

Id
b (λ, Teff(t)) = vλIb(λ, Teff(t)) depends on both λ and Teff corresponds to the black body emis-

sion at temperature Teff. Apparent black-body radiation spectral emittance Id
b can be calibrated

using a tungsten lamp with known emissivity (vλ is the calibration function related to the optical
devices for detection system) as done in the following.

It should be noticed that the spectral information of the ISLII,λ does not depend on fv (treated as
constant K1 in Eq. (4.18)), so that this quantity does not need to be known to identify Teff. On
the contrary, the knowledge of E(mλ) as a function of λ is required.

To conclude, information on E(mλ) as a function of λ is essential to obtain Teff. The absolute
value of the absorption function is needed to successively quantify the volume fraction from
Eq.(4.12). For soot particles, the absorption function is often considered constant, with values
between 0.1 and 0.4. On the contrary, for some metal oxide particles the absorption function is
not well-known and cannot be assumed as constant. Thus, it could be a critical issue for using
LII to characterize inorganic particle production in flames, as discussed in Sec. 4.3.4.

4.3.3 Information on particle size distribution

The LII signal decay has a complex evolution that depends on the particles (or aggregates) size
distribution, the morphology of the aggregate fractal dimension, and the particle temperature .

Previous studies have shown the effect of particle geometry on LII signal and temperature decay
in terms of primary particle size dpp [273, 274, 275], monodisperse/polydispersed distribution
p(dpp)[270, 276], the distribution of the number of primary particles in one aggregate p(npp)
[273, 271], and fractal dimension Df [270, 277]. The particle size distribution can be inferred
by comparing the measured LII signal decay and simulated LII modeling. This methodology re-
quires an LII model which considers heat transfer processes during the LII process. The details
can be found in Appendix B. The LII modeling of the unsteady energy and mass conservation
equations is numerically resolved to determine the temporal evolution of the effective particle
temperature. Then, the difference between experimentally-observed and modeled data is mini-
mized using the least-squares method. The parameters minimizing the residual between the data
and its modeled equivalent determine the particle size distribution (or other quantity of interest).

This post-processing procedure is not trivial. On one side, in the LII modeling, some variables
are not explicitly known. Typical examples are the thermal accommodation coefficient and ab-



CHAPTER 4. LASER-INDUCED EMISSION (LIE) OF TIO2 75

sorption function. These variables can be derived from other techniques like molecular dynamics
for thermal accommodation coefficient [278], or line-of-sight attenuation (LOSA) for absorption
function [24]. On the other side, since different particle distributions can result in the same sig-
nal decay, this problem is mathematically ill-posed [276] in terms of particle size distribution.
Therefore, the process of obtaining the precise size distribution can be highly dependent on the
prior knowledge of certain parameters as well as information about the aggregation state of the
system [279].

4.3.4 Challenges of laser-induced incandescence on TiO2

The generalization of the LII technique to non-soot particles is challenging. At first sight, one
might think that engineered nanoparticles have a more known composition with well-defined
morphologies (e.g., isolated spherical nanoparticles) than heterogeneous polydispersed soot ag-
gregates with various chemical compositions. However, when considering flame synthesis, they
can also have non-spherical geometry [280]. In addition, the differences in optical, physical, and
chemical properties from conventional carbonaceous particles (Table 4.2) result in additional dif-
ficulties in applying the LII techniques. For instance, there have been several trials to conduct LII
on flame-synthesized TiO2 nanoparticles [264, 19, 20, 214, 215]. Still, according to the present
state of knowledge, no study has succeeded in recovering the volume fraction and particle size
distribution from the detected LIE emission of TiO2. A recent review paper by Sipkens et al.
[12] summarized the difficulties in non-soot LII. This section will review the challenging points
of adapting LII especially for TiO2, by relying on the comparison with carbonaceous particles
and on the results of pioneering works.

Table 4.2. Properties of carbon black and TiO2 nanoparticles.

Property Carbon Black TiO2 (Rutile)

Melting temperature [K] 3823 [281] 2128 [282]

Boiling temperature [K] 4473 [281] 2773 - 3273 [283]

E(mλ) at 355 nm * 0.195 [25]- 0.372 [284] 0.0131[285] - 0.0155[286]

E(mλ) for VIS * nearly constant varying (Fig. 4.13)
* Note the values are measured at room temperature and will be considerably different at elevated

temperatures.

1) Low absorption function E(mλ)

Performing LII on TiO2 supposes that the particles absorb laser radiation. For a spherical particle
in the Rayleigh regime, where the particle diameter dp is much smaller than laser wavelength
λex, the rate of laser absorption can be expressed as :

Q̇abs =
π2d3p
λex

E(mλex)Fq(t) (4.19)
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where F is the laser fluence (unit: J/cm2) and q(t) is the profile of laser. The absorption function
E(mλ) translates the ability to absorb laser radiation. E(mλ) is a function of the refractive
index m at a wavelength λ.
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Figure 4.13. Absorption function E(mλ) of (a) carbonaceous particles [287, 288, 289, 290, 291,
292, 293, 294, 295, 296] and (b) TiO2 nanoparticles (in log scale) [285, 286, 297, 214]. Liu et
al. [148] synthesized nanofilms by mist chemical vapor deposition using TTIP and annealing to
transform anatase to rutile. Jellison et al. [286] generated TiO2 nanofilms by RF magnetron sputter
deposition. Siefke et al. [297] used atomic layer deposition with TTIP at a deposition temperature
of 100 °C to create nanofilms. De Iuliis et al. [214] measured the extinction coefficient (ex-situ) for

flame-synthesized nanoparticles

Figure 4.13 displays the absorption function E(mλ) from various sources of literature of TiO2
[285, 286, 297, 214] and carbonaceous particles (e.g., soot) [287, 288, 289, 290, 291, 292, 293,
294, 295, 296] for comparison [298]. E(mλ) can vary depending on the particle morphology,
maturity [299, 300], and chemical composition (e.g., H/C ratio [301]) for soot particles. The
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values of E(mλ) for soot are generally comprised between 0.18 and 0.42 with an excitation
wavelength of 1064 nm and are commonly assumed to be constant [302], or slightly wavelength
dependent [287, 303]. The variability indicates the level of uncertainty present in the values
documented in the literature [298].

The main challenge in applying LII to flame-synthesized TiO2 particles, as well as other flame-
synthesized particles, is related to the specific optical properties. Fig. 4.13(b) illustrates the
values of E(mλ) for TiO2 on a logarithmic scale. However, the E(mλ) of TiO2 varies signifi-
cantly across studies, depending on the synthesis process, and all reported values are remarkably
small, a few orders of magnitude smaller than those of carbonaceous particles. While TiO2 has
better absorption in the UV part, it decreases significantly in the visible range, except for De
Iuliis et al. [214] (flame-synthesized TiO2) where it remains nearly constant. This tendency
highlights two main pieces of information. First, to improve heat-up efficiency, it is recom-
mended to heat TiO2 particles using a UV laser, which is challenging in flame due to potential
interferences with gaseous species fluorescence [304]. Second, the laser incandescence signal
emitted in the visible range for an equivalent volume fraction of TiO2 particles will be weaker
by a few orders of magnitude compared to soot particles.

2) Interference with other parasitic laser-induced emissions

Figure 4.14. Temporal profiles of laser-induced emission of soot particles in the methane diffusion
flame, adapted from [305]. Blue triangles represent the total laser-induced emission from soot par-
ticles using a 532 nm laser. The red round points indicate the laser-induced incandescence signal
from soot particles using a 1064 nm laser. The black dotted line shows the subtracted part between

blue and red points, signifying the LIF part from the PAH species of the flame.

The possible overlap of other laser-induced emissions such as LIF and LIBS makes it even more
challenging to distinguish the nature of the detected signal. This interference of other laser-
induced emissions can also exist in LII on sooting flames. Figure 4.14 shows the temporal
profile of LII intensity in the diffusion methane flame at 30 mm height above the burner for two
excitation laser wavelengths and laser fluences. The temporal profile at 1064 nm (pulse energy:
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0.49 mJ, red round) was adjusted to fit the 532 nm (pulse energy: 0.245 mJ, blue triangle)
using well-adjusted laser energies. During prompt LII emission (up to 50 ns), a short parasitic
interference signal can be observed when considering the emission induced by a laser at 532 nm.
This parasitic signal is attributed to laser-induced fluorescence (LIF) signal from PAHs [306].
The PAHs fluorescence can be extracted by subtracting the 1064 and 532 nm signals (black
dotted line). This LIF emission creates a severe change in slope from τ1 in the first interval
(identified by the blue zone in Fig. 4.14) and τ2 for longer times (red zone in Fig. 4.14). In
general, a drastic change in the slope of the signal temporal evolution indicates the presence of
parasitic signals.

The UV excitation can cause other LIEs that may contaminate the LII signal of TiO2 during
the measurement. It is, therefore, important to properly characterize the nature of the LIE. For
example, careful attention should be given when using prompt LII emission to evaluate peak
temperature. The interference may also cause discrepancies between modeled and measured LII
signals [307]. Possible sources of interference in LII measurement reported in the literature [19,
13] are: short-lived photo-luminescence of TiO2 by laser photon absorption (=LIF), emission
of molecular bands from fragments or combustion products (e.g., C2 swan band), excited-state
emission from the ambient gas, emission from vaporized or dissociated species from the heated
nanoparticle that become electronically excited (=LIBS), chemiluminescence from recombining
vaporized products and plasmon resonances.

When the LII measurements are conducted in non-reactive ambient conditions, there will be
no combustion related products. Therefore, interferences with combustion-products are absent.
But when considering TiO2 flame synthesis, the contribution from combustion products may
not be negligible. Similarly, chemiluminescence is not expected to occur when considering a
non-reactive inert gas environment, but it can be observed when considering the flame. Excited
ambient gas species emissions can be generally accounted for via the background subtraction
process. Plasmon resonances typically happen at the surface of metal nanoparticles [308] and
have not been observed in literature for metal oxides TiO2 without doping the metalic layer.
Generally, the LIF and PS-LIBS from TiO2 nanoparticles are expected to be a major source of
interference in laser-induced incandescence of TiO2 measurement, as discussed by De Iuliis et
al. [214]. Note that the appearance of PS-LIBS from TiO2 can be controlled with laser fluence.

The perturbation from non-incandescent laser-induced emission (LIE) has been investigated
temporally [267, 305, 307, 261, 309] and spectrally [310, 214]. The LII signal is expected
to have a longer lifetime than fluorescence emission or LIBS atomic emissions because of
different signal decay mechanisms (thermal/ incandescence-based mechanism vs. electronic
mechanism) [13, 311, 304, 312]. Consequently, many studies use delayed detection to avoid
LIF signal emission for LII measurement of soot particles with UV-VIS excitation wavelength
[310, 306, 313, 305]. Alternatively, they use the IR range excitation wavelength not to excite the
fluorescent species in flame emissions [268], which may not be suitable for TiO2 nanoparticles
due to their low absorption in near IR regime (Fig. 4.13(b) and [314]).
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3) Phase change from low melting point
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Figure 4.15. Ratio of liquid and solid phase E(mλ). Si and Fe from [12]; solid Au, Ag, and Ni
from [12] and liquid Au, Ag and Ni from [26]; Al, Cu from [26]; Al2O3 from [315].

Additional complexity for applying LII to non-soot nanoparticles comes from the lower melting
point of non-carbonaceous particles compared to that of soot so that the particles can experience
multiple phase changes during the LII process. Specifically, the laser irradiation during LII can
melt the particle into a liquid so the LII process can happen in both states. In addition, TiO2 could
also be in the liquid phase before laser irradiation due to the high flame temperature. Liquid-state
LII has been investigated in various liquid-state metals and metalloids [316, 227, 16]. The main
difficulty is linked to the fact that phase change can cause changes in optical properties. For
example, solid silicon is a semiconductor whose absorption spectrum is related to the band-gap
energy [317], but liquid silicon behaves like a metal whose optical properties can be described
with Drude theory [318]. Figure 4.15 shows the ratio of the liquid to the solid phase of E(mλ)
as a function of the wavelength for several metal particles as well as Al2O3

4. One can note
that Ni, Au, Cu, Al, and Fe have spectrally different absorption functions when they are in a
liquid state, the ratio fluctuating close to 1. Ag, Si, and Al2O3 have a much higher absorption
function in a liquid state. In terms of LII, the higher absorption function in the liquid state can
make the particles absorb the laser better, resulting in high temperature following vaporization.
The significant difference in optical properties of solid and liquid nanoparticles increases the
complexity of the interpretation of the LII signal.

To date, there is no information available on the optical properties of molten TiO2 in the liter-
ature. One possible method to estimate the refractive index of ceramics is the Drude-Lorentz

4While there are clear indications of significant differences in the absorption coefficient values between the melt
and the crystal near the melting point, suggesting a sudden rise in the absorption coefficient during melting, it is worth
mentioning that not all researchers studying the absorption coefficient of molten alumina share this perspective [319].
In most investigations, it is generally accepted that the sudden alteration is caused by the γ-phase-like coordination
present in liquid Al2O3 [319].
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dispersion theory. This theory has been used to describe the dielectric response of the elec-
trons in metals, which exhibit strong dependence on the behavior of their free electrons in the
UV/Vis/NIR absorption range [29]. For semiconductors, the Lorenz oscillator model has been
applied to explain the optical response of TiO2 layers [320, 321]. Optical characterization of
TiO2 has been based on the Tauc-Lorentz model using spectroscopic ellipsometry measurements
[322, 323, 324]. However, these models require information on certain parameters that need to
be determined through ellipsometry experiments [325]. This approach has been used for liquid
silicon and germanium during melting induced by pulsed laser [326], but not for liquid TiO2.

Applicability of Rayleigh approximation It is important to verify the applicability of the

Rayleigh approximation for TiO2 nanoparticles. The first size parameter criterion ( x =
πdp
λ

<<

1) is well satisfied with dp = 28 nm and λlaser = 355 nm. However, the second phase shift crite-
rion (x = πdp/λ·|mλ|<< 1) requires more attention. For solid TiO2, it is certainly satisfied due
to the small refractive index of TiO2 in the visible range. For liquid TiO2, however, this is less
certain because its refractive index may differ considerably from that of the solid phase. If the re-
fractive index for liquid TiO2 is not small enough to satisfy the Rayleigh approximation, changes
induced by laser to the particle morphology may influence the spectroscopic cross-section of the
particles. This issue is well-described for metal nanoparticles in [327].

4) Mixed particle populations

Figure 4.16. Laser-induced light emission under different laser fluences at HAB = 2 cm in TiO2
nanoparticle flame spray synthesis at prompt detection timing, adapted from [215]. C2 and C3 bands

from [312].

In the flame synthesis of nanoparticles, the simultaneous presence of particles with different
characteristics can be observed. For example, De Iuliis et al. [215] conducted LII on TiO2
nanoparticles produced in a flame environment with a 1064 nm laser. For this, the liquid precur-
sor (TTIP) was dissolved in ethanol, and its combustion was assisted by a premixed methane-air
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flame. In the spectral emission represented in Fig. 4.16, the C2 Swan band and C3 Swing
band from the excited carbon species [312] are detected for high laser fluence regime. These
bands indicate the presence of carbon species in the flame synthesis of TiO2. The quantitative
characterization of fv of TiO2 from the LII signal is challenging when particle populations of
different natures coexist. In specific, the distribution of particles can include multiple particle
populations like (1) carbon-coated TiO2, (2) carbon-coated TiO2 together with soot, or (3) pure
TiO2 and soot particles, depending on the local flame environment [265, 134, 35]. Therefore, it
can be extremely difficult to assess for sure if the LII signal comes from pure TiO2 particles or
carbonaceous (soot or carbon-coated) nanoparticles.

4.4 Conclusion

Laser diagnostics are getting more attention in the flame synthesis of nanoparticles. Among
them, LII can provide the capacity to characterize the particle diameter and volume fraction in an
in-situ approach in the flame synthesis of nanoparticles. The adaptation of LII from conventional
soot particles to non-soot metal oxide nanoparticles can raise issues related to unfavorable optical
properties, the existence of laser-induced interference emission during the measurement, and the
possible phase change during the LII process. To the authors’ knowledge, studies applying LII
on TiO2 until now have been done under the risk of carbon trace in signals from the hydrocarbon
fuel or carbon-containing precursors [19, 20, 214, 215] with high flame temperature over the
melting point of TiO2, leading to uncertainty about the origin of the incandescent signal. The
short reviews on LIF and PS-LIBS emissions reminded first that parasitic signals with a short
lifetime are expected to be found, and second that LIE of TiO2 nanoparticles have to be carefully
analyzed to correctly characterize the LII nature of the observed signals. Therefore, the next
chapter aims to verify the feasibility of laser-induced incandescence measurements on pure TiO2
nanoparticles aerosol in a non-reactive environment.





Chapter 5

Characterization of the LIE of TiO2
nanoparticles in a non-reactive
environment

The short review of Chap. 4 about the use of the LII technique to flame-synthesized TiO2

nanoparticles highlights the importance of working with high-purity TiO2 nanoparticles. Ad-
ditionally, De Iuliis et al. [214] showed that the nature of laser-induced emission (LIE) has to
be carefully analyzed since parasitic signals can be observed in the prompt emission spectra in
both low and high fluence regimes. In this pioneering work [214], the LIE was characterized on
flame-synthetized TiO2, i.e., possibly containing carbon trace, that was precedently deposited
on a sampling filter, which can introduce parasitic LIE signals. The core of the present chap-
ter is a comprehensive characterization of the LIE at the prompt and delayed acquisition of
high-purity TiO2 nanoparticles (99.9995 %) to be sure of the absence of carbon materials in a
well-controlled environment that has expected to have a negligible contribution to LIE signal.
For this, an aerosol made of commercial high-purity TiO2 nanoparticles produced via the sol-gel
process is transported by a nitrogen flow in an optical cell at room temperature. This permits
avoiding the risk of 1) melting from the local environment, i.e., to guarantee of solid state prior
to the laser interaction, 2) interferences from carbon-related species during the measurements 3)
parasitic signal from gaseous species characterizing flame environment. The effect of laser flu-
ence and delay time with respect to the signal peak is investigated and compared to well-known
carbon black nanoparticles LIE acquired in the same condition.
The spectral and temporal evolution of the signals are explored under different laser excitation
and detection schemes to interpret the LIE of TiO2 nanoparticles. The feasibility of LII on pure
TiO2 aerosol is then demonstrated. This chapter is organized as follows. First, the scientific
strategy to investigate the nature of LIE is presented in Sec. 5.1. Then, the experimental setup is
described in Sec. 5.2. Finally, experimental results are discussed in Sec. 5.3.
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CHAPTER 5. CHARACTERIZATION OF THE LIE OF TIO2 NANOPARTICLES IN A

NON-REACTIVE ENVIRONMENT

5.1 Strategy to analyze LIE

Three different types of laser-induced emissions from TiO2 nanoparticles are investigated here:
Laser-Induced Fluorescence (LIF), Phase-selective Laser-induced breakdown spectroscopy (PS-
LIBS), and Laser-Induced Incandescence (LII). Conventional LIBS is not concerned since the
fluence regime used in this work is lower than the air breakdown threshold (∼ 100 J/cm2 at 355
nm [218]). As a confirmation, no visible spark was observed during our measurements. The
three considered LIEs can simultaneously occur during the laser excitation as illustrated in Fig.
5.1, which displays the schematic of the fluence range of LIE with their emission duration and
the corresponding particles phase (solid, liquid, and gas). Since various LIEs of TiO2 nanoparti-
cles have different characteristic times and occur under different fluence regimes as summarized
in Table 5.1, it is possible to characterize the nature of the detected signal by examining the
impact of laser fluence and temporal characteristics of the spectral emission of TiO2.
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Figure 5.1. Schematic of the particle phase information related to the temperature (top) and to the
LIE characteristic emission duration (bottom) as a function of the typical fluence range of different

LIE signals.

First, general characteristics of LIE will be presented in Sec. 5.3.1 to clarify the retained strat-
egy. Then, LIE at prompt will be investigated in Sec. 5.3.2. Specifically, only TiO2 LIF is
expected to occur when working at low laser fluence regimes where LII and PS-LIBS are not
expected to occur, as indicated in Fig. 5.1. Then, by increasing the laser fluence, the TiO2 par-
ticle temperature is expected to rise, and different spectral features of TiO2 fluorescence could
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Table 5.1. Characteristics of the laser-induced emissions of TiO2 nanoparticles in terms of operating
fluence range, and characteristics time (at 1 atm)

Laser wavelength LIF PS-LIBS LIBS LII

Fluence range

UV
continuous
wave
(∼mW)

0.4 - 32 J/cm2

at 355 nm [254] -
0.0007 - 0.05 J/cm2 (filter)
0.08 -0.15 J/cm2 (flame)

at 266 nm [214]

532 nm -
1.6-56 J/cm2

[253, 259, 254] - -

1064 nm -
10 - 45 J/cm2

[259]
24 - 75 J/cm2

[248, 251]
0.01-0.56 J/cm2 [215]

Characteristic time ps to 10 ns
[307]

10 ns [228]
300 ns - ms

[217]
102-103 ns

be induced [238]. From moderate to high laser fluence regimes, the LIF, PS-LIBS, and LII of
the TiO2 nanoparticles could occur simultaneously with different intensities making the signal
analysis very challenging in these regimes. Finally, a delay in the signal detection will be intro-
duced in Sec. 5.3.3 so that LIF and PS-LIBS emission signals which are characterized by a short
(tens of ns) lifetime are expected not to be found. Thus, under different laser fluence regimes,
the time-resolved behavior of delayed TiO2 emission spectra will be investigated based on LII
theory to demonstrate its LII nature.

5.1.1 LII theory

To verify the LII nature of the LIE, the theoretical evolution of the signal in Sec 5.3.3 will be
verified following 3 points:

• The spectral emission will be analyzed as a function of temperature. To illustrate this,
the spectra calculated from Eq.(4.2) are shown in Fig. 5.2 for different particle tempera-
tures by assuming that E(mλem) and dp are not dependent on temperature, i.e., no change
of the particle (solid/liquid/gas) state. E(mλem) is also assumed to be constant between
400 - 700 nm. Under these assumptions, the peak location of the spectrum shifts to-
wards a longer wavelength (red-shifted) with decreasing temperature or towards shorter
wavelengths (blue-shifted) with increasing temperature, i.e., the spectrum follows Wien’s
displacement law. It should be remembered that this thermal shift is valid only if E(mλem)
is invariant with particle temperature. Therefore, if the particles undergo a physical phase
change (a change in radiative properties with temperature in the solid phase or from liquid
to solid) during their cooling, all along this manuscript, these assertions may be question-
able due to the low melting temperature for TiO2 (Tmelting=2128 K [282]). A variation of
the absorption function may be expected due to the phase change, as illustrated in Fig.
4.15.
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Figure 5.2. Effect of the temperature on LII emission spectra SLII(λem, Tp(t)), normalized by max-
imum value between 400-700 nm.

• The decay characteristic time under different detection wavelengths will be investigated
to confirm the incandescence nature among other interference emissions through temporal
signals in Sec. 5.3.3. LII signal SLII(λem, Tp(t)) is a function of emission wavelength λem
(Eq. (4.2)). If dp(t)

1 and E(mλem) are assumed constant during the LII decay, by putting
a natural log on both sides of Eq. (4.2), it can be obtained that:

ln(SLII(λem, Tp(t))) = lnC − ln
(

exp
(

hc

λemkBTp(t)

)
− 1

)
(5.1)

with C = 8π3d3phc
2E(mλem)λ

−6
em . Considering constant C during the time duration [ti,

tj], a decay characteristic time τ can then be defined as:

τ =
ti − tj

ln(SLII(ti))− ln(SLII(tj))

=
ti − tj

ln
(

exp
(

hc
λemkBTp(tj)

)
− 1

)
− ln

(
exp

(
hc

λemkBTp(ti)

)
− 1
) (5.2)

Since
hc

λemkBTp(t)
>> 1, the Wien’s approximation can be applied:

exp
(

hc

λemkBTp(ti)

)
− 1 ≈ exp

(
hc

λemkBTp(ti)

)
so that:

τ =
kBλem

hc
(ti − tj)

(
1

Tp(tj)
− 1

Tp(ti)

)−1

. (5.3)

1dp(t) constant means that sublimation is negligible during the duration of the LII process.
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It can be noted that the decay characteristic time τ is linearly proportional to the emission
wavelength λem for the same temperature decay: τ ∝ λem. This relationship is valid
only for LII, meaning that if it is verified, interference signals like fluorescence or atomic
emission are negligible. τ is classically used to provide information on particle diameter
even if, in reality, it is a function of the temperature of the particle and not of the diameter.
Still, assuming that all particles attain the same temperature for a given fluence, the decay
characteristic time will be inversely proportional to the particle diameter.
If the primary particle diameters follow a lognormal distribution, the count mean diameter
dcmd and the geometric standard deviation σg can both be used to create simulated LII
signal decay profiles. In such a case, the lognormal distribution can be represented by
combining the dcmd and the geometric standard deviation σg as described in Eq. 5.4.
Subsequently, the TiRe-LII signal produced by polydisperse particles is a combination of
decaying functions (df ) for various size classes (one particle size class between dp and
ddp), with each function weighted by its corresponding probability [328]. To simplify
matters, the present study assumes a monodisperse distribution within the probe volume.

df =
1√

2πdplnσg
exp

[
−(lndp − lndcmd)

2

2(lnσg)2

]
ddp (5.4)

• From Eq.(5.1), it is possible to derive the quantity ∆T−1:

∆T−1(t) =
1

Tp(t0)
− 1

Tp(t)
= ln

[
SLII(λem, Tp(t))

SLII(λem, Tp(t0))

](
hc

λemkB

)−1

(5.5)

This quantity depends only on the particle temperature evolution from its prompt value,
i.e., at time t0. This means that it is not dependent on the detection wavelength, implying
the same evolution has to be calculated when using the signal if it has an LII-nature no
matter which emission wavelengths are considered:

ln
[
SLII(λem,i, Tp(t))

SLII(λem,i, Tp(t0))

](
hc

λem,ikB

)−1

= ln
[
SLII(λem,j, Tp(t))

SLII(λem,j, Tp(t0))

](
hc

λem,jkB

)−1

, ∀λem,i, λem,j.

(5.6)

The temporal estimation of ∆T−1(t) will be calculated from PMT signals at two different
λem in Sec. 5.3.3. If identical, the LII nature of the signal at λem will be confirmed at least
for the two considered wavelengths.

In the following, carbon black will serve as a reference case for typical LII behavior and will be
compared to the TiO2 LIE observed in similar operating conditions.
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5.2 Experimental set-up

The experimental set-up considered in this work consists of three parts, as illustrated in Fig. 5.3:
particles dispersion, laser setting, and signal detection.
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Figure 5.3. Schematic presentation of the experimental set-up developed to investigate the laser-
induced emission from TiO2 nanoparticle-laden aerosol using a pulse YAG laser at 355 nm with a
top-hat spatial profile (bottom-right). The laser profile is captured in 500 individual shots, and the

resulting images are averaged to create a top-hat image.

5.2.1 Particle dispersion

A nanoparticle-laden aerosol is prepared using commercially available particles of carbon black
(nanografi, NG04EO0709, mean primary particle diameter dpp = 20 nm, spherical) or of TiO2

(nanografi, Rutile (NG04SO3507), mean primary particle diameter dpp = 28 nm, purity 99.995+%,
produced by sol-gel method). Microscopic images are illustrated in Fig. 5.4. Averaged primary
particle sizes analyzed from the microscopy images are dpp, carbon = 30± 4 nm, dpp,TiO2 = 31± 5
nm. The polydispersity of the target particles remains constant during the measurement, despite
being small.
Nanoparticles are transported in a non-reactive environment with N2 flow (16.67 slm, 9.8 m/s)
in a first flask (1L) placed inside an ultrasonic water bath.Ultrasonication is employed to break
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apart the agglomerates of the powder [329]. The solid-gas mixture passes through another buffer
flask (1L) to have a homogeneous distribution. Then, the nanoparticle aerosol is dispersed in
an optical cell. The optical cell is composed of two 1-inch opposite windows (UVFS, Thorlabs
WG41010) for the laser path and a 2-inch window (UVFS, Thorlabs WG42012) for the detection
system. Particles are evacuated through the top hood equipped with a HEPA filter.

(a)

(b)

Figure 5.4. Microscopy image of commercial nanoparticles used in this study. (a) SEM image of
carbon black nanoparticle. (b) TEM image of TiO2 nanoparticles (provided by nanografi).

Since the dispersion rate of the particles is decreasing over time, the particles inside the first
flask are reloaded after each series of measurements with mg= 200 mg of particles, allowing
repeatable experimental conditions. When changing the particle’s nature (TiO2 or carbon black),
all the equipment components in contact with particles are completely changed to prevent any
intervention of particles from previous measurements.
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5.2.2 Laser setting

An Nd:YAG laser beam (Quantel, Q-smart 850) with a repetition rate of 10 Hz is used for the
LII measurement. Operation wavelength was tested for three different harmonics - fundamental
(1064 nm), second (532 nm), and third (355 nm)- on both carbon black and TiO2 by adding har-
monic generation modules to the laser head. The laser fluence is controlled using an attenuator
consisting of a half-wave plate and two polarizers.
The beam presents a top-hat energy distribution of 0.88 × 0.91 mm2, represented in the bottom-
right in Fig. 5.3 and also as a histogram in Fig. 5.5 that is monitored with a beam profiler (Gentec
Beamage). The top-hat shape laser is then 1:1 relay-imaged at the centerline of the optical cell.

Figure 5.5. Histogram of laser fluence viewed by the detection optics across the laser beam.

5.2.3 Signal detection

The detection system comprises a telescope comprised of two achromatic lenses (f1= 10 cm
and f2 = 20 cm). A magnification factor of 2 is used to collect the induced signal at 90° of
the laser beam direction. Two notch filters (355 and 532 nm) were used to suppress the laser
harmonic signal. For this reason, the emission spectra between 525 nm and 540 nm have been
excluded for all the following results. This telescopic collector is connected to the spectrometer
entrance (Princeton Instruments, HRS-500, grating groove density of 150 groove/mm) through
a multimode optical fiber (Thorlabs, FG365UEC) with a core diameter of 365 µm. The probe
volume is 0.58 mm3.
One exit of the spectrometer is connected to an intensified charge-coupled device (ICCD) camera
(Princeton Instruments, PI-MAX 4 1024EMB) to measure the spectral emission with a gate
width of 20 ns. The temporal behavior of emission spectra is measured at different acquisition
gate delay times (τd = 0 – 500 ns from the peak signal). The detection system is calibrated
using a tungsten filament lamp for signal intensity and a mercury lamp for wavelength. The
calibration function is illustrated in Fig. 5.6. The acquisition parameters are adapted to ensure
the best signal-to-noise (S/N) ratio and to prevent saturation of the device. The intensity level is
then rescaled to be treated on the same scale. The spectra displayed in this work are averaged
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over 5000 single shots.
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Figure 5.6. Calibration function for spectral detection via spectrometer.

The time-resolved laser-induced emission was measured using a photomultiplier that detects
visible light (PMT, HAMAMATSU, R2257), which is connected to the second exit slit of the
spectrometer. Signals were measured at four different wavelengths (450, 570, 640, and 710 nm
for carbon black, and 450, 550, 650, and 710 nm for TiO2) with a detection bandwidth of 20 nm
FWHM. PMT signals were recorded at 10 Hz using an oscilloscope (Lecroy WaveSurfer 434
with a 350 MHz bandwidth and 2 GS/s sampling rate). As the particle dispersion rate decreases,
the signal intensity also decreases, and so does the S/N. For this reason, only the PMT signals
with the similar S/N are kept, then normalized by their maximum intensity, and averaged over
6000 single shots.
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5.3 Results and discussion

The general spectral and temporal characteristics of LIE will first be discussed in Sec. 5.3.1.
Then, the nature of prompt emission spectra will be discussed in low and high laser fluence
regimes in Sec. 5.3.2. Finally, the LII nature of delayed signal will be verified to demonstrate
the feasibility of the LII technique for high-purity TiO2 nanoparticles in Sec. 5.3.3. All TiO2

measurements will be compared with those of carbon black particles as a representative LII
behavior under laser irradiation.

5.3.1 General characteristics and comparison with carbon black

The first step of this work consisted of testing three laser wavelengths (1064 nm, 532 nm, and
355 nm) to measure the LIE of pure TiO2 and to compare the results to those obtained for carbon
black in similar conditions (Table 5.2). For carbon black, a significant level of signals from LIE
was detected for all excitation wavelengths. On the contrary, for pure TiO2 it was not possible
to detect enough signal with the considered detection system when working at 532 nm and 1064
nm. This is likely to be due to the fact that the absorption function E(mλem) of pure TiO2 above
the UV range is very low compared to the carbonaceous particles (Fig 4.13). Therefore, only
the 355 nm laser wavelength is used in the following to study the LIE of pure TiO2 and carbon
black particles.

Table 5.2. Detectable LIE signals with our detection system for different laser wavelengths for
carbon black and pure TiO2 nanoparticles.

Wavelengths 1064 nm 532 nm 355 nm

Carbon black YES YES YES

TiO2 NO NO YES
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5.3.1.1 Spectral analysis
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Figure 5.7. Effect of laser fluence F on laser-induced emission spectra at prompt for (a) carbon black
and (b) TiO2 nanoparticles. The temperature in the legend for carbon black particles is obtained from
the spectrum fitting of the Planck function. Spectra are normalized by the value at 650 nm, except for
the case of TiO2 F = 0.06 J/cm2 and F = 0.10 J/cm2, whose normalization is based on the maximum

value at 470 nm for visualization purpose.

Figure 5.7 shows the spectra under different laser fluences in prompt measurements. The equiv-
alent temperature Teq is obtained for carbon black by fitting the spectrum into Planck’s law
(Eq.(4.2)) while considering E(mλem) constant. The obtained Teq value is reported in the legend
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of Fig. 5.7(a). The equivalent temperature for TiO2 is not calculated because of the large vari-
ation of the spectral form of absorption function in the visible range (Fig. 4.13). Due to these
high uncertainties in E(mλem), it is unreliable to apply the fitting to extract the temperature
information from spectra of Fig. 5.7(b).
Concerning carbon black, the laser fluence of F = 0.03 J/cm2 is the minimum fluence to obtain
a detectable level of LII signal with our detection system. Still, the S/N is not high enough to
allow accurate signal characterization. The case of F = 0.03 J/cm2 will then not be considered
in the following.
For all the considered fluences, the LIE signals exhibit continuous spectra in the visible wave-
length range with low intensity towards shorter wavelengths. When increasing the laser flu-
ence, the curve moves towards shorter wavelengths. This blue shift indicates increased particle
temperatures, as confirmed by the Teq value. This trend follows Wien’s displacement law, con-
firming the expected LII nature of the LIE signals for carbon black particles. By looking at the
values of Teq, it is found that the temperature increases with fluence for F < 0.12 J/cm2, whereas
it does not considerably change between 0.12 and 0.23 J/cm2 while approaching the particle
sublimation temperature.
Additionally, for the highest fluence (F = 0.23 J/cm2), the presence of C2 LIF signals (at approx-
imately 468 and 516 nm) and of some C3 bands (at approximately 437 nm) are clearly noticed.
This indicates the presence of a sublimation of soot particles. All these results are coherent
with literature [330, 331, 332]. Especially when considering LII of soot particles produced in
a premixed methane/air flame with a 355 nm laser, a laser fluence level of approximately 0.07
J/cm2 is enough to reach the "plateau" region [330]. In the present case, it might be possible
that sublimation occurs for fluence values as small as F = 0.06 J/cm2, but its effect on particle
diameter is expected to be negligible since neither C2 nor C3 bands are observed.
The prompt emission spectra of pure TiO2 particles show, on the contrary, a clearly different
tendency as a function of laser fluence. At low fluence (F = 0.06 J/cm2), a relatively narrow
continuous spectrum centered at 470 nm is observed. This signal does not seem to correspond to
LII emission that is expected to cover the whole visible range. For F = 0.1 J/cm2, the spectrum
covers a wider region, reaching the longest wavelengths (550-700 nm). As the laser fluence
increases (F = 0.19 and 0.24 J/cm2), the emission presents a continuous broadband spectrum in
the visible range overlapped with sharp features. Compared to the broadband emission, these
peaks are less significant at F = 0.24 J/cm2 than at F = 0.19 J/cm2, possibly indicating that the
relative contribution of the broadband spectrum to the total emission is likely to increase with
laser fluence. As the interpretation of the prompt LIE of pure TiO2 particles is not straightfor-
ward, a deep characterization in terms of LIF, PS-LIBS, and LII emissions will be detailed in
Sec. 5.3.2.
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5.3.1.2 Temporal evolution

Before analyzing the temporal evolution of LIE, it is important to note that the temporal profile
is closely related to the particle size distribution [221]. In this study, particles of the constant size
distribution (narrowly polydisperse but assumed to be monodisperse for the sake of simplicity)
are expected to be distributed in the optical cell during the measurement. However, in flame
synthesis, an evolving polydisperse population along the flame height is typically found. It is
worth noting that the particle diameter may decrease with time in cases of sublimation, such as
in high laser fluence regimes [333]
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Figure 5.8. Temporal evolution of laser-induced emission of (a) carbon black and (b) TiO2 nanopar-
ticles at 450 ± 10 nm detection wavelength. Each profile is normalized by its maximum value.
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The temporal evolution of the signals emitted at 450 nm for carbon black and TiO2 under differ-
ent fluences are presented in Fig. 5.8. For carbon black, the decay rates are relatively linear (in
log scale) without significant slope change for all fluences except for F =0.23 J/cm2. Since the
particle temperatures for F =0.06 and 0.12 J/cm2 are pretty similar, the decay rates are nearly
the same in Fig. 5.8(a). At F = 0.23 J/cm2, the high fluence induces sublimation of the parti-
cles, resulting in excited emissions from vaporized species and decreasing the particle diameter.
Consequently, the LII signal has a rapid decay close to the prompt and presents a slope change
of around 50 ns.
For pure TiO2 particles, at low laser fluence (F≤ 0.1 J/cm2), a short-lifetime signal is detected at
450 nm. Together with previous spectral analysis, this possibly indicates that the LII component,
known to be characterized by a long decay time, is not observed at this fluence because the
particle temperature is not high enough to emit a detectable LII signal. The lifetime tnon-LII of
this signal is estimated to be ≈ 100 ns (FWHM around 10 ns, tail of temporal profile rests until
60 ns). At higher fluences (F ≥ 0.19 J/cm2), a slope change is observed near tnon-LII, indicating
the presence of multiple signals: some short, some long. The short non-LII contributions are
predominant over the first tnon-LII and present a significant slope. The long ones dominate the
second period of the emission.
Comparing F = 0.19 and F = 0.24 J/cm2 for t ≥ tnon-LII, the decay rate is nearly identical,
meaning that the origin of the delayed LIE is quite similar for these two fluences. Once again,
if the interpretation of temporal emission from soot particles is well established in the literature
[268], temporal LIE from TiO2 requires a more extensive analysis, which will be performed in
the next section by examining the prompt and delayed acquisition time.

5.3.2 Characterization of prompt LIE from TiO2

In the previous section, we observed that the behavior of prompt spectra emitted by carbon black
is in agreement with the literature trends [334]. On the contrary, LIE from high-purity TiO2 still
needs to be characterized. In this section, we will discuss the nature of the non-LII component
of the LIE from TiO2 by examining the results at the prompt as a function of the laser fluence.
As seen previously, in the low laser fluence regime, TiO2 nanoparticles present a narrow emis-
sion centered at 470 nm with a short lifetime < 100 ns. At low fluence, PS-LIBS is not expected,
and LII is usually a signal covering the whole visible spectrum lasting over hundreds of nanosec-
onds. Therefore, the emission observed at low laser fluences is most likely to be LIF. To confirm
this conclusion, the TiO2 spectra emission for a low laser fluence (F = 0.06 J/cm2) is reminded
in Fig. 5.9. The spectrum obtained here for TiO2 rutile nanoparticles is quite similar to LIF
emission spectra found in the literature, even for different crystal phases [335, 243]. As an ex-
ample, the spectra in low laser fluence regimes from Paul et al. [335] for anatase nanorods and
Santara et al. [243] for TiO2(B) nanoribbons are added to Fig. 5.9 in green and in red, respec-
tively. Each curve can be interpreted as the sum of the gaussian fit sub-band emissions illustrated
with thin dashed/dotted lines in Fig. 5.9. These observations leads to conclude that the prompt
LIE of pure TiO2 is dominated by its fluorescence in the low fluence laser regime excited at 355
nm.



CHAPTER 5. CHARACTERIZATION OF THE LIE OF TIO2 NANOPARTICLES IN A
NON-REACTIVE ENVIRONMENT 97

400 450 500 550 600 650 700

Wavelength [nm]

0

0.2

0.4

0.6

0.8

1

N
o

rm
a

liz
e

d
 E

m
is

s
io

n
 [

a
.u

.]

This work: 
ex

=355nm, F=0.06 J/cm
2
  Rutile nanoparticles

Paul et al. 2017 
ex

=355nm, Anatase nanorods

Santara et al. 2013 
ex

=325nm, TiO2(B) nanoribbons

Figure 5.9. Emission spectra of TiO2 nanoparticles at prompt under laser fluence F = 0.06 J/cm2

(black round points). The LIF emission spectra (square and start symbol) are from gaussian fitted
spectra (green dashed line from Paul et al. [335], red dotted lines from Santara et al. [243]).

When increasing the laser fluence (F = 0.10 J/cm2), a wider spectrum (Fig. 5.7(b)) is emitted
with a lifetime longer than tnon-LII as seen in Fig. 5.8(b). This seems to indicate the presence of
a second signal in addition to LIF, whose contribution to the total LIE is not significant enough
to be characterized.
At higher fluences (F ≥ 0.19 J/cm2), the nature of multiple emissions can be investigated by
looking at the prompt emission spectra of TiO2 nanoparticles in Fig. 5.10. A broadband emis-
sion in the visible range is observed together with the presence of pronounced peak emissions,
whose origins are unknown. The nature of peak emissions is first analyzed. One might think it
corresponds to the atomic emission from laser breakdown (LIBS) of TiO2. However, the energy
level is still lower than the typical LIBS [248]. Therefore, two possibilities can be considered to
interpret these signals: LIF and/or PS-LIBS emissions.
To consider the first option, deconvoluted gaussian band emissions from various literature works
are illustrated together with the emission spectra of TiO2 in Fig. 5.10(a). Only the center of each
gaussian band with the standard deviation ±σ range is shown for a clear view. The sub-bands
from the literature cover almost all the distinct feature ranges over the spectrum. Therefore,
the LIE can be the result of these different LIF contributions. As laser fluence increases, the
positions of the sub-band peaks could potentially remain the same while becoming sharper until
attaining a line distribution [236]. This could be the first route to explain the edged features of
the emission spectra of TiO2 for high laser fluences.
Alternatively, it is possible to consider the distinct features as atomic emissions of PS-LIBS.
Although the laser fluence used in this experiment is lower than the minimum PS-LIBS range
reported in the literature (0.4 J/cm2 at 355 nm in [254]), it is possible that single-photon ab-
sorption causes atomic emission, following the mechanism proposed by [259] for PS-LIBS of
flame-synthesized TiO2. To explore this possibility, Ti and O atomic emissions from NIST are
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overlapped in blue and in red, respectively, to the emission spectrum of TiO2 in Fig. 5.10(b).
The peak locations match well with the Ti and O atomic emissions. The broadened line emission
can be explained by the presence of multiple species with different excitation levels (ion charge)
and relative intensities (Ti I, Ti II, Ti III, Ti IV..., O I, O II...), as can be observed in the NIST
database.

400 450 500 550 600 650 700

Wavelength [nm]

0.6

0.7

0.8

0.9

1

E
m

is
s
io

n
 i
n
te

n
s
it
y
 [
a
.u

.]

This work: TiO
2
 F=0.19 J/cm

2

Ti atomic emission

O atomic emission

(b)

Figure 5.10. Normalized emission spectra of TiO2 for F = 0.19 J/cm2 with (a) gaussian fit of band
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The current results suggest that in a high laser fluence regime, LIF and/or PS-LIBS of pure TiO2

occur at prompt. These emissions are expected to occur over a short period of time, corresponds
to the short lifetime discussed in Sec. 5.3.1.2 (Fig. 5.8(b)). On the contrary, the broadband
emission covers the whole visible spectrum, and it corresponds to the long-lasting contribution
of the total LIE in Fig. 5.8(b). These pieces of evidence seem to indicate that this broadband
emission corresponds to LII. To confirm it, laser-induced emissions at delayed acquisition times
are investigated in the following section.

5.3.3 LII nature of delayed LIE from TiO2

As discussed previously, LIF and/or PS-LIBS of pure TiO2 nanoparticles are observed on the
emission at prompt. Since they present a short characteristic decay time, it is possible to investi-
gate the nature of the long-lasting broadband contribution by looking at the delayed LIE of TiO2.
The trend as a function of gate delay and emission wavelength is compared with the theoretical
behavior for LII described at Sec. 5.1.1 and with reference results from carbon black.
First, Fig. 5.11 shows the laser-induced emission spectra of carbon black and pure rutile TiO2

particles for three fluences by considering various acquisition delays (over 20 ns) from the
prompt timing, i.e., the signal peak. The emission spectra of carbon black show a red-shift
for increasing time delay for all laser fluences. The red-shift observed in the emission spectra is
indicative of a temperature decrease, which is supported by the calculated equivalent tempera-
ture values in agreement with LII theory.
Concerning TiO2 nanoparticles, for the lowest fluence (F = 0.06 J/cm2), the signal-to-noise ratio
is not sufficiently high to obtain an exploitable spectrum for an acquisition delay as small as 20
ns. When looking at a higher laser fluence (F = 0.1 J/cm2), a continuous broadband emission,
which is the typical characteristic of the LII signal, is measured with a low S/N ratio. This seems
to indicate that at this fluence the incandescence signal starts to contribute to the whole spectrum
over fluorescent emissions at prompt (Fig. 5.7(b)).
For the highest laser fluence (F = 0.24 J/cm2), the spectrum presents incandescence trends as
a function of the acquisition delay: the spectrum shifts towards longer wavelengths with time
delay. This indicates that temperature decreases during the signal decay due to the particles
cooling, confirming the black-body-like tendency for pure TiO2. Note that at 20 ns and 40
ns, there might exist certain contributions from the emission of LIF or PS-LIBS as deduced
from temporal signal evolution at Fig. 5.8(b), still the overall spectra accompanied with further
delayed spectra show the consistent red-shift particle with cooling. A very similar trend is
observed for F =0.19 J/cm2 (not shown). The discussed incandescent features appear only under
high fluence conditions when working with TiO2. This is probably due to the low absorption
function E(mλ) for pure TiO2 compared to soot particles: higher energy is needed to heat the
particles high enough to emit detectable thermal radiation compared to carbon black case.
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Figure 5.11. Effect of gate delay (gate width = 20 ns) on emission spectra of laser-induced emissions
of (a,c,e) carbon black nanoparticles and (b,d,f) rutile TiO2 nanoparticles. The temperature given
inside the legend for carbon black particles is from spectrum fitting. Spectra are normalized with the

value of the spectrum at 650 nm.
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To confirm it, the temporal evolutions of LIE emissions at four wavelengths are considered for
various laser fluences characterized by a significant S/N ratio. Only the temporal signals after
100 ns from peak signal are considered to completely avoid non-LII contribution and normal-
ized at 100 ns delayed timing to compare the temporal decay. Figures 5.12 and 5.13 show the
normalized temporal evolution of signal for three different fluences for carbon black and two
different fluences for TiO2 for different detection wavelengths. The same tendency for carbon
black has been observed for F =0.06 J/cm2 and F =0.12 J/cm2 for the 4 considered wavelengths
since the particles reach relatively close temperatures, as deduced for Fig. 5.11. That might
signify that we have reached the beginning of plateau regime. On the other side, the case of F
=0.23 J/cm2 showed differences since the particles now are under sublimation, being far from
the plateau zone in the fluence curve as previously discussed. In the case of TiO2 curves exhibit
the same decay tendency for all fluences and wavelengths.
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Figure 5.12. Normalized temporal evolution of carbon black nanoparticles at different laser fluences
at detection wavelengths of (a) 450± 10 nm, (b) 570± 10 nm, (c) 640± 10 nm and (d) 710 ± 10

nm. All profiles are normalized with the value of the signal at 100 ns.
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Figure 5.13. Normalized temporal evolution of high-purity TiO2 nanoparticles at different laser
fluences at detection wavelengths of (a) 450 ± 10, (b) 550 ± 10, (c) 650 ± 10 and (d) 710 ± 10 nm.

All profiles are normalized with the value of the signal at 100 ns.
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To validate the LII nature of the delayed LIE, the decay characteristic time τ is calculated using
Eq. (5.2) by fitting the LIE signals between 100 and 400 ns after the peak signal by using a log
function. Results are shown in Figs. 5.14(a) and 5.14(b) for carbon black and TiO2, respectively.
Here, the fluence values before the evident vaporization regime (at the beginning of the plateau
curves) are considered, i.e., F =0.12 J/cm2 et F =0.19 J/cm2 for carbon black and high-purity
TiO2, respectively. For other laser fluences, the same linear tendencies have been observed (not
shown).
Concerning carbon black nanoparticles, the decay characteristic time τ increases with the wave-
length in accordance with Eq. (5.3), which has been derived for LII signals assuming a constant
primary particle diameter dp. Similarly, for pure TiO2 nanoparticles, the decay characteristic
time τ values are linearly proportional to the emission wavelength, confirming the LII nature of
the delayed LIE as derived from the LII theory of Sec. 5.1.1.
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Figure 5.14. Decay characteristic times of LIE signal for (a) carbon black and (b) TiO2 as a function
of detection wavelength. The R2 value inside the legend represents the coefficient of determination

for the fitting procedure. The dotted lines are the results of the linear fitting.

Finally, the temporal evolution of quantity ∆T−1 defined in Eq. (5.5) is illustrated in Fig.
5.15 for different fluences from the temporal profile starting at t0 = 100 ns from prompt. In
the case of carbon black, the ∆T−1 for λem = 640 and 710 nm are identical, confirming the
incandescent nature of signal for all signal durations for fluences of 0.06 and 0.12 J/cm2. Once
again, discrepancies are observed for the highest fluence (F = 0.23 J/cm2), where sublimation is
suspected. The evolution of ∆T−1 of TiO2 of high purity in an inert environment is illustrated in
Fig. 5.16. The evolution of ∆T−1 at λem= 650 nm and λem =710 nm shows the same decreasing
tendency than carbon black for the two fluences values. Therefore, the LII behavior of pure TiO2

is demonstrated at least for the signals at these wavelengths.
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Figure 5.15. Time evolution of ∆T−1 of carbon black nanoparticles LIE for three laser fluences at
(a) F =0.06, (b) F =0.12 and (c) F =0.23 J/cm2.
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Figure 5.16. Time evolution of ∆T−1 of pure TiO2 nanoparticles LIE for three laser fluences at (a)
F =0.19 and (b) F =0.24 J/cm2.
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5.4 Conclusion

In this chapter, the LIE of pure TiO2 nanoparticles has been characterized in a well-controlled
non-reactive environment. Spectral and temporal behavior of LIE on pure TiO2 were investigated
based on the LII theory and the behavior of conventional LII of carbon black nanoparticles.
At prompt timing, non-LII emissions were detected. At a low fluence regime, the emission
spectra of pure TiO2 resemble the literature on LIF with a minor differences from the differ-
ence in particle fabrication/experiments parameters. At a high fluence regime, sharp emission
features superimposed to broadband emission spectra were detected. The distinct features can
be interpreted as accentuated LIF emissions or PS-LIBS atomic line emissions. In a temporally
resolved signal, those interferences disappear after 100 ns with an apparent change of decaying
slope. Based on the temporal information, delayed emission spectra of pure TiO2 were shown to
have red-shifted signals with time evolution. In the temporal profile, the linear relationship be-
tween the decay characteristic time τ and the detection wavelength, and the identical evolution
of ∆T−1 at different detection wavelengths have been proven based on LII theory.
The feasibility of LII on pure TiO2 has been demonstrated in a non-reactive environment. Nev-
ertheless, the coexistence of non-LII emissions should be carefully considered in the in-situ LII
measurement of particle flame synthesis. Then, the same procedure to identify the LII contri-
bution has to be applied in TiO2 in flame synthesis and further LII emission interpretation. The
characterization of LIE in TiO2 generated by flame will be presented in the next chapter.





Chapter 6

Characterization of the LIE of TiO2
nanoparticles in a reactive environment

The feasibility of LII of highly pure TiO2 nanoparticles in a non-reactive environment has been
demonstrated in Chap. 5 by characterizing the LIE at prompt and delayed timings. Here, the fea-
sibility is investigated by looking at flame-synthesized TiO2 in a reactive environment. Specif-
ically, TiO2 particles produced in a laminar coflow H2/Ar/TTIP flame are investigated in this
chapter. Hydrogen has been chosen to minimize the carbon contents of the generated particles
and reduce as much as possible the presence of solid carbon in the detected signal.
The experimental set-up for the flame synthesis of nanoparticles is presented in Sec. 6.1. The
general spectral and temporal aspects of LIE of flame synthesis of TiO2 will be characterized
to check their LII signal feasibility in Sec. 6.2.1. Then, the nature of prompt emissions spectra
will be discussed for low and high laser fluence regimes in Sec. 6.2.2. The feasibility of LII
on flame-synthesized TiO2 nanoparticles will be discussed in Sec. 6.2.3. Further discussion and
conclusion comparing two systems of Chap. 5 and Chap. 6 will follow in Sec. 6.3.

6.1 Experimental set-up

The same set-up for the laser excitation (Sec. 5.2.2), temporal and spectral signal detection
(Sec. 5.2.3) are utilized for LIE measurement as in Chap. 5. Therefore, elements exclusively
developed for the TiO2 production with a laminar pre-vaporized flame will be discussed.

6.1.1 Yale diffusion burner (YDB)

The Yale diffusion burner (YDB) [337] allows the stabilization of a coflow diffusion flame. The
system has been originally developed at Yale University to study steady [338] and time-varying
[339] flames. It has been shared with many laboratories worldwide and has abundant experimen-
tal/numerical literature for various operating conditions [340, 341, 342, 343]. In this research
work, the YDB design is chosen to synthesize TiO2 nanoparticles in flame while rethinking the
injection and the pre-vaporization system. The schematic illustration is shown in Fig. 6.1. The
burner consists of a center fuel tube (inner diameter Di = 3.9 mm) surrounded by air coflow
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(inner diameter Do = 76 mm). The housing is filled with glass beads (diameter: 3 mm) to homo-
geneously distribute the airflow. The honeycomb structure on the top of the housing defines the
exit velocity profile of air coflow. The detailed information on the burner can be found in [337].

Di
Do Honeycomb

Coflow housing
Fuel tube

Glass beads

O-ring

Fuel tube 
support FittingScreen

Air connection 
Fitting

Bottom plate

Figure 6.1. Schematic of the burner configuration, Di is the inner tube diameter, Do is the coflow
diameter [337].

In this study, H2 is selected as fuel to minimize the trace of the carbon species, as done in
[134]. The fuel is diluted by Ar in the fuel tube to increase the stability of the flame. The
total inflow velocity is at 1.51 m/s at ambient temperature. H2O contents in gases are also
strictly controlled for hydrogen (<0.5 ppm) and argon (<0.5 ppm) to minimize hydrolysis during
the pre-vaporization of the precursor. The coflow keeps relatively strong (0.4 m/s at ambient
temperature) to avoid flame fluctuation at the flame tail.

6.1.2 Pre-vaporization system

Liquid injection

The schematic illustration for the liquid injection system is shown in Fig. 6.2(a). In this study,
a commercial Coriolis mass flowmeter is used to guarantee a stable low flow rate injection. Ti-
tanium isopropoxide Ti(OCH(CH3)2)4 (TTIP, Sigma Aldrich (Merck) , purity ≥ 97.0%) was
selected as the precursor to generate TiO2 nanoparticles. The liquid is conserved in a pres-
surized vessel by 6 bar of N2. Then, it is filtered with a 15-micron pore-size particulate filter
(Swagelok, SS-6TF-MM-15) before entering the Coriolis flowmeter (Bronkhorst, MINI CORI-
FLOW, ML120V21-BAD-11-0-S). The Coriolis flowmeter controls the injection rate in a steady
and stable way for a small amount of precursor (0.5 g/h). This precursor line joins the fuel
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(H2 and Ar mixture), whose temperature is controlled to be hot enough to vaporize the liquid
precursors immediately after joining the line.

Coriolis

Pressurized TTIP reservoir

Filter

(a) (b)

Figure 6.2. (a) Injection system of liquid precursor. (b) Schematic of the vaporization system.

Vaporization system

The liquid precursor is pre-vaporized, and the ensemble of the system is maintained at a high
temperature to avoid condensation of precursor vapor. The schematic illustration of the burner
heating system is shown in Fig. 6.2(b). The input fuel gas is heated by a heated hose (Ther-
mocoax, isopad IHH-ST2A/ST2D, 200W) over 80 °C before joining the injected liquid TTIP
line. Then a flexible stainless steel tube (1 m long) transports the mixture of gas and vaporized
precursor into the fuel tube of the burner. The flexible tube is heated by glass silk heating tape
(Thermocoax, isopad IT-S20, 330W), maintaining 130 °C to control heating power to completely
evaporate the liquid precursor before reaching at the center fuel tube of the burner.
The burner is also heated by a heater collar (Vulcanic, COLLIERS MICA BLINDES, 450W)
which maintains the burner temperature at 150 °C. The air coflow is heated by an air heater
(Leister, LE MINI SENSOR, 800W) up to 180 °C surrounding the inner fuel tube. Finally, at
the exit of the burner, the temperature keeps 100 °C for the fuel exit in the middle and around
142 °C for the coflow air exit. K-type thermocouples are utilized to measure the temperatures
with a T-connector in the transporting line. It took around 40 minutes to be thermally stable
without fluctuation from the liquid injection.

6.1.3 Flame configuration

The selected flame is a laminar Ar-diluted H2 diffusion flame, surrounded by coflowing air. The
operation conditions for the flame synthesis of TiO2 nanoparticles are described in Table 6.1.
The molar fractions are XH2

=0.9773, XAr=0.0221, XTTIP=0.0007, corresponding to the mass
fractions of YH2

=0.646, YAr=0.291, YTTIP=0.063, so the hydrogen takes most of the mixture in
volume. Assuming that all the TTIP is converted into TiO2, the production rate would be 0.14
g/h.
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Fuel Coflow

Flame ṁH2
ṁAr ṁTTIP TF ṁair TC

H2-TTIP flame 5.1 g/h 2.3 g/h 0.5 g/h 380 K 7759 g/h 412 K

Table 6.1. Operating conditions for the preheated hydrogen and precursor (TTIP) coflow flame. The
inflow velocity is 1.9 m/s, and the coflow velocity is 0.55 m/s in high-temperature conditions.

Typical H2 flames with and without TTIP are presented in Fig. 6.3. The flame length is about 4
cm, with a pale blue color upstream (HAB < 10 mm) and a reddish color downstream (HAB > 20
mm). The blue color corresponds to the long-wavelength side of the OH∗ peak (from 412 nm to
510 nm), constituted of distinct finer spectral features superimposed on a broadband continuum
[344]. The red color is due to the emission from excited H2O [345] in the wavelength range
from 600 to about 900 nm.
After injecting the precursor TTIP in the hydrogen flame, a strong luminous cylindrical zone is
observed as schematically illustrated in Fig. 6.3(c). The diameter of this zone (∼ 4.5 mm) is
close to the inner size of the center fuel tube (∼ 3.9 mm). Its color changes from orange (HAB
10-20 mm) to white (HAB 20-50 mm) followed by a blue tail (HAB > 60 mm), denoting the
presence of TiO2 nanoparticles. After being deposited in the filter, the produced particles exhibit
a bright white color. The central luminescent cylindrical zone is surrounded by the flame with
much weaker luminescence, similar to the hydrogen flame without TTIP of Fig. 6.3(a). For the
characterization of LIE of flame-synthesized TiO2, the point at HAB =45 mm in the centerline
in the white region is selected.
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Figure 6.3. Picture of targeting diffusion coflow argon-diluted hydrogen flames before (a) and after
(b) injecting TTIP precursor. The camera exposition is adapted for better visualization for each

figure. (c) Schematic illustration of H2/Ar/TTIP flame.
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Nucleation of TiO2 To describe the conversion from gaseous TTIP to solid TiO2 particles,
hydrolysis and thermal decomposition pathways are commonly described. Globally, they read
as:

(1) Thermal decomposition The first-order rate expression of the thermal decomposition of
TTIP vapor is given as [120]:

Ti(OC3H7)4 → TiO2 + 4C3H6 + 2 H2O (6.1)

Using the measurement of propene (C3H6) gas concentration via gas chromatograph, the
effective first-order rate constant and its temperature dependence are estimated :

k = 3.96× 105 exp(-8479.7/T), s−1 (6.2)

(2) Hydrolysis The global formation of TiO2 from the TTIP reaction with H2O is expressed
in [346]:

Ti(OC3H7)4 + 2H2O→ TiO2 + 4C3H7OH (6.3)

with a first-order rate constant given by k = 3 × 1015 exp(-1013.9/T(K)), s−1.
In addition to these global mechanisms, detailed mechanisms have been investigated including
various molecule band breakage [347, 348, 349, 350]. However, the TTIP conversion mech-
anisms remain an open question due to the difficulty of experimentally measuring each inter-
mediate species during the thermal decomposition and hydrolysis process in a high-temperature
environment [350].
Several intermediate species like Ti(OH)4 could appear in both reaction processes. Certain hy-
drocarbon species (C3H6, C3H6O, C3H7OH, and many other species) could be released during
the breakage of chemical bonds during the reaction. The thermal decomposition can be favored
in the post-flame region (after passing the flame front where combustion takes place) and is
highly sensitive to the temperature [95].
Most studies reported that the fast hydrolysis reaction rate dominates the formation of TiO2
based on TTIP precursor in flame reactors in the presence of H2O [351, 352]. This tendency
is then more critical for hydrogen-based flame, which results in H2O as the main combustion
product, as investigated in this study. Due to a low activation energy barrier 1, hydrolysis can
start in the pre-heat zone, upstream of the flame reaction zone [352].

6.2 Results

In this section, the LIE of flame-generated TiO2 will be discussed in terms of spectral and tem-
poral characteristics in Sec. 6.2.1. Then, the prompt emissions spectra will be investigated in
terms of their origin of emissions in both low and high laser fluence regimes in Sec. 6.2.2. Fi-
nally, the feasibility of the LII technique for flame-generated TiO2 will be demonstrated through
the LII nature of the signal in Sec. 6.2.3.

1Minimum amount of energy that must be provided for compounds to result in a chemical reaction.
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6.2.1 General characteristics

Laser-induced emission in flames under the same laser fluence is not expected to be identical to
the results of the non-reactive experiment in Chap. 5 for the main reason that the initial temper-
ature for the LII process is much higher (around 1800-2000 K) than the optical cell case (300K).
Indeed, the high flame temperature can lead to (1) higher LII emission from a higher particle
temperature, or/and (2) a change of optical property from solid to liquid phase change since the
melting point is at 2128 K [282], (3) a change of thermo-physical property of nanoparticles (i.e.,
heat capacity) together with (4) crystalline structure change [353].
In nanoparticle flame synthesis, the particle characteristics may vary with the flame height and
the residence time. First, the particle size could be different. Second, the use of TTIP precur-
sor containing C-atoms may potentially lead to the generation of solid particles with a carbon
content that varies with HAB. Indeed, even if H2 is the main fuel, to this day, there is no ex-
perimental proof that highly pure TiO2 nanoparticles are produced in our system. The point
regarding the contribution of carbon contents to the LIE signal will be discussed in Sec. 6.3.

6.2.1.1 Spectral emission
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Figure 6.4. Effect of laser fluence on laser-induced emission spectra of TiO2 nanoparticles at HAB
= 45 mm. Measurements are done at prompt, i.e., at peak signal. Spectra are normalized with the

value of 650 nm for each curve with different fluence.

The emission spectra of TiO2 nanoparticles in flame synthesis under different laser fluences at
prompt are shown in Fig. 6.4. At low laser fluence regimes (from F =0.06 to F =0.15 J/cm2),
the LIE signals show continuous spectra in the visible wavelength range with high intensity at
longer wavelengths. The dynamics between them are not strong, so the curves nearly overlap
each other. For higher laser fluence regimes (F =0.19 J/cm2 and F =0.24 J/cm2), sharp emis-
sion features overlapping with broadband emission spectra are detected, indicating the presence
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of LIE signals resulting from multiple natures of signals.

6.2.1.2 Temporal emissions

The temporal profiles of the emission at 500 nm from TiO2 nanoparticles at various fluences are
presented in Fig. 6.5. At low laser fluence (F≤ 0.1 J/cm2), the decay rates exhibit a gradual slope
change that is relatively linear in log scale. As the fluence increases, the decay rates become
more rapid (smaller τ ), indicating a rise in particle temperature due to laser irradiation. At
fluences of 0.15 and 0.19 J/cm2, the two signals appear similar, possibly indicating the approach
of the plateau region. Then, at F = 0.24 J/cm2, a sudden change in the temporal emission
occurs, indicating the presence of signals from multiple sources. This brutal change clearly
shows the presence of signals from multiple sources. The dominant component of the emission
during the first 65 ns is the short non-LII part with a lifetime of tnon-LII, which has a FWHM of
approximately 10 ns. This short duration signals suggest that non-LII components are present
during this duration. At the same time, the presence of waviness in this section may suggest the
existence of multiple non-LII signals with distinct durations. The second long signal after 65 ns,
which persists for over 400 ns, is likely to originate from a different emission source than the
first short non-LII part.
The difference between the two parts of signals is more pronounced than in the non-reactive case
discussed in the previous chapter (see Fig. 5.8(b)). This is because the initial short signal is much
stronger than the subsequent long signal than those of non-reactive case, and the normalization
process, which involves dividing by the maximum value, accentuates the change in decay mode.
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Figure 6.5. Temporal evolution of laser-induced emission of flame-synthesized TiO2 nanoparticles
at HAB= 45 mm, detected at 500 ±10 nm. Each signal is normalized by its maximum value.

The brutal change of temporal evolution is closely related to the emission wavelength. To il-
lustrate this point, the temporal evolution of LIE signals at two detection wavelengths (450 and
710nm) are shown in Fig. 6.5 for low and high fluences. As shown in Fig. 6.6(b), at high
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fluences, the two-mode decay is more noticeable in detection wavelength 450 nm than 710 nm.
This might be because most of the emission centers of the LIF and/or PS-LIBS of TiO2 are more
distributed in the UV range and below 550 nm as described in Sec. 4.1 and Sec. 4.2. In terms of
overall signal detection, there may be a greater chance of dominance of LIF or PS-LIBS emis-
sion than LII emission in a blue-green visible wavelength range (below 550 nm). These features
are less pronounced in low laser fluence regimes, as observed in Fig. 6.6(a) for both detection
wavelengths.

0 100 200 300 400

Time [ns]

10
-4

10
-3

10
-2

10
-1

10
0

N
o
rm

a
liz

e
d
 s

ig
n
a
l 
[a

.u
.]

(a) F = 0.06 J/cm
2

450 nm

710 nm

0 100 200 300 400

Time [ns]

10
-4

10
-3

10
-2

10
-1

10
0

N
o
rm

a
liz

e
d
 s

ig
n
a
l 
[a

.u
.]

(b) F =0.24 J/cm
2

450 nm

710 nm

Change of

decay mode

Change of

decay mode

Figure 6.6. Temporal evolution of laser-induced emission of flame-synthesized TiO2 nanoparticles
at (a) F =0.06 J/cm2 and (b) F = 0.24 J/cm2 detected at 450 ±10 nm and 710 ±10 nm. Each graph

is normalized by its maximum value. The change of decay mode is expressed with arrows.
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6.2.2 Characterization of prompt LIE from flame-generated TiO2

To investigate the nature of prompt LIE from flame-synthesized TiO2, the LIE spectra at prompt
are reminded in Fig. 6.7. At low fluence, continuous emission spectra are observed at prompt as
shown in Fig. 6.7. However, it is not possible to assume whether it is purely a contribution from
LII or whether it can include LIF emission as in the case of pure TiO2 nanoparticles presented
in the previous chapter since no measurements at even lower fluence regimes are available. In
this section, the origin of the pronounced peak emissions in the high-fluence regime F =0.24
J/cm2 will be investigated by comparing the prompt emission spectra of flame-generated TiO2
nanoparticles with the possible sources of non-LII emissions.
It should be noticed that the hydrogen flame includes carbon species from the TTIP precursor
(C12H28O4Ti). Therefore, there might be possible to detect laser-induced emission from the
carbon species, especially in a high laser fluence regime with UV range excitation [354]. The
same analysis, as shown in Fig. 4.16, can facilitate the comparison between our emission spec-
tra and possible carbon LIF emission bands. The emission spectrum of flame-generated TiO2
nanoparticles at the prompt is overlapped with the typical region of C2 and C3 bands in Fig. 6.7.
There is little risk of detecting the emission from the C2 Swan bands since none of the sharp
features can be attributed to each band range. On the other hand, the emission band of C3 Swing
bands, whose center is located at 400 nm [355], could include the features centered at 431 nm
of TiO2. Still, the nature of entire sharp features over 450 nm is unknown. As in the analysis
of non-reactive LIE of TiO2, two more possibilities can be considered: LIF and/or PS-LIBS
emissions.

Figure 6.7. Emission spectrum of flame-generated TiO2 at prompt under laser fluence F =0.24
J/cm2, normalized by the value of 650 nm of each curve. The C2 and C3 bands are from [356].



116
CHAPTER 6. CHARACTERIZATION OF THE LIE OF TIO2 NANOPARTICLES IN A REACTIVE

ENVIRONMENT

The deconvoluted gaussian sub-band LIF emission from various literature works are displayed
with the emission spectrum of flame-generated TiO2 in Fig. 6.8(a). As in Fig. 5.10(a), only
the center of each gaussian band with the standard deviation ±σ range is shown. Almost all the
distinct features of the spectrum can be covered by the sub-bands from the literature. With high
laser fluence, the LIF sub-band peaks can become narrower [236], keeping the same position.
Therefore, the LIF of TiO2 could be the source of the sharp features of the spectrum.
On the other hand, the atomic emissions caused by PS-LIBS could also be considered as the
source of sharp features. The laser fluence in this study is lower than the PS-LIBS range in the
literature, yet the single-photon absorption mechanism may cause atomic emissions, especially
enhanced in a high temperature environment in flames [357]. The possible atomic lines (Ti, O)
are illustrated in the emission spectrum of flame-generated TiO2 nanoparticles in Fig. 6.8(b).
The location of each peak has a good accordance with the Ti and O atomic emissions from the
NIST database. For that reason, PS-LIBS could also be a candidate to explain the multi-peak
LIE emission in flame synthesized TiO2 nanoparticles at prompt.
In conclusion, in a high laser fluence regime, (1) LIF of TiO2 and/or (2) atomic emissions from
PS-LIBS of TiO2 could coexist in LIE on TiO2 in flame synthesis at prompt whereas LIF from
carbon species seems unlikely for the particles considered in this work. These emissions have
relatively short characteristics times. Therefore, LIE at delayed acquisition will be characterized
in the following to confirm the LII nature of the long-lasting signal.
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Figure 6.8. Normalized emission spectra of flame-generated TiO2 nanoparticles at prompt under
laser fluence of F =0.24 J/cm2 with (a) Gaussian fit of sub-band emissions (peak location µ and
±σ) of the LIF from literature [236, 336, 335, 238, 243, 244] and (b) Ti and O atomic emission from
NIST [258] corresponding to peak location of emission spectra. The intensities of each transition are
adapted for a clear view with curve, not expressing the relative intensities. The curves are normalized

by its value at 650 nm.
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6.2.3 LII nature of delayed LIE from flame-generated TiO2 nanoparticles

The interference of signal from LIF or PS-LIBS can be avoided by delaying the detection timing.
Then, the origin of the second long part of LIE of TiO2 nanoparticles can be investigated by look-
ing at delayed emission. Based on the spectral/temporal emission information under different
laser fluence regimes, the moderate fluence F =0.15 J/cm2 was selected. The evolutions of LIE
spectra of flame-generated TiO2 nanoparticles are shown in Fig. 6.9. No sharp emission features
are detected, and the long-lasting signal is assured with enough intensity. The red-shift of the
emission spectra of flame-generated TiO2 nanoparticles for increasing time delay is observed.
This demonstrates the decrease in temperature during the signal decay. The black-body-like
tendency of flame-generated TiO2 nanoparticles is demonstrated for flame synthesis of TiO2.
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Figure 6.9. Effect of gate delay (gate width =20 ns) on emission spectra of laser-induced emission
of TiO2 particles in flame synthesis at HAB = 45 mm. Laser fluence F = 0.15 J/cm2 was applied.

Spectra are normalized with the value of each curve at 650 nm.

The temporal evolutions of the LIE are again considered to confirm the LII behavior. The nor-
malized time evolution of the signal at 100 ns for different fluences is shown in Fig. 6.10. In
this long delay, only the LII contributions remain significant. The cases of F = 0.06 and 0.1
J/cm2 showed that we are slowly approaching the plateau region. The diminution of the decay
dynamic is observed between 0.15, 0.19, and 0.24 J/cm2 for detection wavelengths at 650 nm
and 710 nm, having relatively close temperatures under the same particle diameter. The close
dynamic indicates that we are close to the plateau regime for these fluence ranges. This behavior
was not detected in LIE on pure TiO2 in a non-reactive environment. The temporal profile at 450
nm and 500 nm are not considered here, since the emission could be mainly dominated by LIF
of TiO2 for signal interpretation.
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Figure 6.10. Normalized time evolution of flame-generated TiO2 nanoparticles at HAB=45mm at
different laser fluences at a detection wavelength of (a) 650± 10 nm and (b) 710 ± 10 nm. All
graphs are normalized with the value of each curve at 100 ns. The reverse tendency between F =

0.15 J/cm2 and 0.19 J/cm2 in (b) is from the normalization process.

The decay characteristic time τ is calculated using Eq. (5.2) for temporal profiles of LIE for
different laser fluences. With enough delay over t ∼ 100 ns after the peak signal timing, the
non-LII contribution of the signal can be avoided (Fig. 6.11). The linear correlation between
detection wavelength and decay characteristic time τ is clearly identified for different laser flu-
ences, confirming the LII-like nature of the delayed LIE. The linear relationship was conducted
mainly with the detection wavelengths where enough S/N is assured. The same tendency is
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confirmed for other laser fluences.
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Figure 6.11. Decay characteristic time τ of LIE signal at HAB = 45 mm at F =0.15 J/cm2. To
determine τ , the LIE signals between 100 ns - 400 ns after the peak signal have been fitted using
a log function. The R2 value inside the legend represents the coefficient of determination for the

fitting procedure. The dashed lines are the results of the linear fitting.

The ∆T−1 decays on flame synthesized TiO2 are shown in Fig. 6.12 at F = 0.15 J/cm2. It should
be noticed that at these two wavelengths, parasitic signal contribution at the prompt is negligible
so it is possible to investigate ∆T−1 even close to the prompt. The time evolutions of ∆T−1 at
λem= 650 nm and at λem =710 nm show identical decay, so it confirms the LII nature for these
wavelengths even close to prompt.
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Figure 6.12. Evolution of ∆T−1 with of flame-synthesized TiO2 nanoparticles LIE for two wave-
lengths for F = 0.15 J/cm2 at HAB = 45mm.
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6.3 Discussion and conclusion

In Chapter 5 and 6, the LIE of high-purity TiO2 in a non-reactive optical cell and flame-synthesized
TiO2 was studied. In both cases, we have demonstrated that LII on TiO2 is feasible. However,
similarities and differences are identified:

(1) The prompt emission at different fluences is shown in Fig. 6.14. In low laser fluence
regimes (F =0.06 and 0.10 J/cm2), only the LIF spectra are observed in non-reactive am-
bient temperature LIE on pure TiO2, whereas in LIE on flame-synthesized TiO2 nanopar-
ticles, the continuous spectra emission are observed. This may be due to the difference
in ambient temperature. At high ambient temperatures, less energy is needed to reach the
incandescent temperature. Also, the change of optical property and higher heat capacity
of TiO2 with temperature [353] could enhance the absorption rate (Eq.(B.7)). Thus, de-
tectable incandescence could be achieved easier than in a cold environment, especially in
visible range wavelength.
On the other hand, this can be due to the strong emission from the flame synthesis of
TiO2 that has high luminosity (Fig. 6.13). The UV-ranged emission probably originates
from the relatively high absorption function of TiO2 in UV wavelength (Fig. 4.13(b)),
and the continuous part to the longer wavelength could be attributed to the emission of
H2O. The detailed analysis is beyond the scope of this research work, however, this flame
background luminosity could be so strong that it is not possible to observe the LIF of TiO2
as in the non-reactive case with our current detection equipment.

450 500 550 600 650 700

Wavelength [nm]

1.5

2

2.5

3

3.5

4

4.5

 E
m

is
s
io

n
 i
n
te

n
s
it
y
 [
a
.u

.]

10
10

HAB30mm

HAB45mm

HAB60mm

Flame emission in particle synthesis without laser

Figure 6.13. Flame emission intensity as a function of wavelength at different heights above the
burner.



122
CHAPTER 6. CHARACTERIZATION OF THE LIE OF TIO2 NANOPARTICLES IN A REACTIVE

ENVIRONMENT

450 500 550 600 650 700

Wavelength [nm]

0.2

0.4

0.6

0.8

1

1.2

N
o
rm

a
liz

e
d
 e

m
is

s
io

n
 [
a
.u

.]

(a)F= 0.06 J/cm
2

TiO
2
 in flameTiO

2
 in the optical cell

450 500 550 600 650 700

Wavelength [nm]

0.2

0.4

0.6

0.8

1

1.2

N
o
rm

a
liz

e
d
 e

m
is

s
io

n
 [
a
.u

.]

TiO
2
 in flameTiO

2
 in the optical cell

(b)F= 0.10 J/cm
2

450 500 550 600 650 700

Wavelength [nm]

0.2

0.4

0.6

0.8

1

1.2

N
o
rm

a
liz

e
d
 e

m
is

s
io

n
 [
a
.u

.]

(c)F= 0.19 J/cm
2

TiO
2
 in flame

TiO
2
 in the optical cell

Figure 6.14. Emission spectra of TiO2 nanoparticles from the optical cell (non-reactive, white
square) and flames (reactive, at HAB= 45mm, green triangle symbol) at prompt under laser flu-

ences of (a) 0.06 J/cm2, (b) 0.10 J/cm2, (c) 0.19 J/cm2.
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(2) At a strong laser fluence regime (F = 0.19 J/cm2), sharp line emissions are observed in
both cases, which may result from the LIF and/or PS-LIBS signals of TiO2 nanoparticles
(Fig. 6.14(c)). Ren et al. [265] synthesized carbon-metal-oxide (CMO) nanocomposites
in a counterflow burner fueled by C2H4. The PS-LIBS spectroscopy (pulse energy: 18.9
mJ/pulse) of these carbon-coated TiO2 nanoparticles and soot particles are shown in Fig.
6.15(a). The spectrum from soot particles (blue line) presents C2 emission at 516 nm
superposed to a broadband emission from LII. The emission spectra of carbon-coated TiO2
nanoparticles (black line) show both the line features from Ti atoms (near 500 nm) and the
C2 emission from the carbonaceous component (near 516 nm), revealing the presence of
carbon materials on TiO2 particles. Thus, it can be concluded that the emission contains
information on the composition of nanoparticles.
The prompt emission spectra of carbon black, pure TiO2, and flame-generated TiO2 at the
maximum fluence in our study are shown in Fig. 6.15(b). All emission spectra show ap-
parent sharp emission features at high laser fluence due to the excited species of the vapor-
ized particles overlapping with a continuous curve. The spectral features of C2 near 516
nm are first confirmed in the emission spectra of carbon black nanoparticles in our study,
accompanied by the feature near 468 nm (blue line, Fig. 6.15(b)). The flame-generated
TiO2 in our study (green line, Fig. 6.15(b)) does not show any of the characteristics of C2
in its emission spectra. Instead, they correspond well to the Ti emission near 500 nm of the
work of Ren et al. (Fig. 6.15(a)), albeit with a much lower spectral resolution. Moreover,
the spectral features of flame-generated TiO2 (green line) and those of the high-purity
TiO2 (black line) in Fig. 6.15(b) are very close. Thus, it can be inferred that there is much
less trace of carbon in the TiO2 nanoparticles generated by H2 flame compared to those
generated by C2H4 flame in the study of Ren et al. [265].
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Figure 6.15. (a) PS-LIBS spectra of carbon-metal oxide (CMO) nanocomposites (black line) and
pure soot particles (blue line) are shown, along with the Voigt fitting curves (red dotted lines) for Ti
atomic emission (NIST database, represented as black columns) and C2 Swan band [265]. (b) The
emission spectra from the current study are displayed for carbon black nanoparticles in the optical
cell (blue line), high-purity TiO2 nanoparticles in the optical cell (black line), and flames-synthesized

TiO2 nanoparticles (at HAB= 45mm, green line) at prompt under a laser fluence of 0.24 J/cm2.

Possible causes of such differences could be the absence of carbon atoms in the H2 fuel.
As clearly shown in the produced carbon-metal oxide nanoparticles in counterflow flame
[265], there are more carbon coatings with increasing C2H4 fuel mass fractions (both
proven by TEM image and by C2 swan band signal intensity), especially on the fuel side.
Note that for verification of the particle composition, additional analyses such as energy-
filtered TEM or XRD are required.

(3) These parasitic signals from non-LII contributions have a duration of FWHM 10 ns which
completely disappear 65 ns after the peak signal. Therefore, at least 50 ns of the delay
in acquisition timing for a high S/N ratio, or 100 ns delay in acquisition timing to be free
of interference should be applied to analyze LII contributions. The spectral emissions in
the delayed acquisition time of two TiO2 configurations are compared in Fig. 6.16. For
the non-reactive case, the laser fluence F =0.19 J/cm2 is chosen. For the reactive case,
the laser fluence at F =0.15 J/cm2 is selected for comparison, as they are both considered
close to the plateau region in the fluence curve. Therefore, they are expected to have both
reached the boiling temperature at prompt under laser irradiation. Then, the difference in
spectral emission at the same delay time from the laser peak could be interpreted as (1)
the effects of the different emission functions E(mλ) of each particle or (2) the difference
in particle morphology and structure as a result of the different generation process, i.e.,
sol-gel vs. flame synthesis.
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Figure 6.16. Comparison of emission spectra between high-purity TiO2 and flame-generated TiO2
nanoparticles. Emission spectra of TiO2 nanoparticles from the optical cell (non-reactive, white
square) and flames (reactive, at HAB = 45 mm, green triangle symbol) have been shown with delayed
acquisition time at (a) around 50 ns (60 ns for the high-purity TiO2 case) and (b) 100 ns, under laser
fluence of 0.19 J/cm2 for non-reactive case and 0.15 J/cm2 for the reactive case. Both spectra are

normalized by the value of each curve at 650 nm.

(4) The identical evolution of ∆T−1 at 650 nm and 710 nm in Fig. 6.17 for both reactive and
non-reactive cases indicates that the signals at both wavelengths come from the LII con-
tribution, even from t = 0 ns. Indeed, at these wavelengths, the spectral features from the
emission of LIF and/or PS-LIBS from TiO2 are known to be less present (Chap. 4). The
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LIF emissions of carbonaceous species are in fact more pronounced below 600 nm [304],
which makes it possible to avoid intervention in this range of detection wavelengths. The
difference in ratio between decay characteristic time and detection wavelength τ/λem of
two systems could come from the difference in ambient temperature, and particle geom-
etry, especially the particle diameter. For the following, these two detection wavelengths
will mainly be treated as LII emission components.
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Figure 6.17. The evolution of ∆T−1 at 650 nm and 710 nm of (a) TiO2 nanoparticles from the
optical cell (non-reactive) and (b) flame (reactive); laser fluence of 0.19 J/cm2 for the non-reactive

case and 0.15 J/cm2 for the reactive case. The value of τ/λem is written inside the legend.



CHAPTER 6. CHARACTERIZATION OF THE LIE OF TIO2 NANOPARTICLES IN A REACTIVE
ENVIRONMENT 127

In this chapter, the LIE on TiO2 in flame synthesis was characterized under different laser flu-
ence regimes and acquisition delay times. The action of carbon is minimized by hydrogen for
particle synthesis. Non-LII emissions contributions appear during the LII measurement in flame
synthesis. In the prompt, especially in high laser fluence regimes, sharp line emissions are de-
tected. This could be the contribution of LIF or PS-LIBS, whose duration is relatively shorter
than LII.
Then, in the delayed acquisition time, spectral emissions are verified again for their LII nature
with a spectral shift to a longer wavelength with cooling. Moreover, the decay characteristic time
as a function of the detection wavelength shows linear evolution according to the LII theory. The
LII component in the LIE emission has been verified for flame-synthesized TiO2 nanoparticles
for all wavelengths for sufficiently delayed gate times (∼ 100 ns) and for λem = 650 and 710 nm
even at prompt. However, the interpretation of LII emission to obtain particle volume fraction
and particle size distribution is not straightforward. In fact, information on the optical proper-
ties and particle temperature Tp are needed to obtain quantitative soot volume fraction values
(Eq.(4.8)). In the last part of this manuscript, a post-processing approach is proposed to obtain
information on the absorption function E(mλ), necessary for quantification of fv. The feasi-
bility is demonstrated by looking at both carbon black and TiO2 measurements. Based on this
approach, the evolution of E(mλ) and fv in the laminar flame will finally be discussed in the
last chapter.
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Chapter 7

Methodology for quantifying spectral
properties of absorption function
E(mλ)

Information on the absorption function E(mλ) is essential not only to quantify nanoparticles
volume fraction from LII measurements but also to characterize the optical properties of the fi-
nal nanomaterials. Even though the absorption function E(mλ) is often assumed to be spectrally
constant in the visible and near infrared when considering mature soot particles [302, 358], this
assumption may not be valid for TiO2 nanoparticles. As already shown in Fig. 4.13(b), E(mλ)
values for TiO2 strongly vary with λ, and its spectral characteristic may depend on the nanopar-
ticles production method. In this chapter, a new method to derive the spectral information of the
absorption function E(mλ) is presented using LII measurements. First, a technique to determine
the spectral dependence of E(mλ) is proposed in Sec. 7.1. Then, an estimation of the range of
absolute values of E(mλ) is provided in Sec. 7.2.
It should be mentioned that the experimental database was originally planned for measurements
to demonstrate LII feasibility in the previous part of the manuscript. Therefore, it is far from
being optimized for measuring E(mλlaser). Nevertheless, we will exploit the available measure-
ments to prove the feasibility of the strategy proposed for the estimation of E(mλlaser). This
estimation is an essential step for quantifying normalized volume fraction from the LII signal,
as discussed in Chap. 8.

7.1 Determining the spectral form of E(mλ)

By reminding the theory of LII and of two-color optical pyrometry already presented in Sec.
4.3.2, the ratio of the signal at two wavelengths may be rewritten as (Eq. (4.15)):

R12 =
ISLII,λ1(t)

ISLII,λ2(t)
= C

E(mλ1)

E(mλ2)

(
λ2

λ1

)6

exp
[

hc

kBTeff(t)

(
1

λ2
− 1

λ1

)]
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where C =
θλ1

θλ2

is a constant considering the detection efficiency at λ1 and λ2. It is then

possible to calculate the evolution ε∗(λ, t) of the absorption function normalized by the value at
a reference wavelength λref at time t:

ε∗(λ, t) =
E(mλ, t)

E(mλref , t)
= exp

ln
(

ISLII(λ, t)

ISLII(λref, t)

)
+ 6ln(λ/λref) +

B
(

1
λ − 1

λref

)
Teff(t)

 (7.1)

with ISLII(λ) is the LII emission signal at wavelength λ already corrected by the detection effi-
ciency at λ, B = hc/kB and λref = 650 nm. This requires the knowledge of the effective particle
temperature Teff. However, information on E(mλ) is needed to determine Teff with two-color
pyrometry via Eq. (4.16):

Teff(t) = B

(
1

λ2
− 1

λ1

)
·
[
ln

(
C−1E(mλ2)

E(mλ1)

(
λ1

λ2

)6

R12

)]−1

Therefore, the system cannot be closed without assuming a constant spectral behavior of E(mλ).
In order to circumvent this problem, we propose here to identify a range of possible values of
particle temperature Teff ∈ [Tmin, Tmax] and successively calculate the correspondent ε∗(λ).
To calculate the range of possible values of Teff, we proceed as following:

1. Assume that E(mλ) is constant over a small wavelength range ∆λ:

E(mλ) ≈ E(mλ+∆λ). (7.2)

This condition is less restrictive than assuming a constant E(mλ) for the overall spectral
range and is verified for ∆λ→ 0. One expects to reduce the impact of this assumption by
considering small ∆λ (in the following ∆λ = 2 nm).

2. For a given λ and time t, the effective temperature is estimated via:

T λ
eff(t) ≈

(
1

λ+∆λ − 1
λ

)
B

ln
(

ISLII(λ,t)
ISLII(λ+∆λ,t)

)
+ 6ln

(
λ

λ+∆λ

) (7.3)

using spectral information measured by the spectrometer.
3. In order to account for the uncertainties related to the choice of the value of λ for a given

time t, T λ
eff is calculated over a range of λ ∈ [λmin, λmax]. The minimum and maximum

values of T λ
eff, namely Tmin and Tmax, will then provide the range of possible effective

temperatures:

Teff ∈ [Tmin, Tmax]. (7.4)

The extreme values Tmin and Tmax will depend on the values retained for λmin, λmax, and
∆λ as well as the postprocessing procedure used to obtain ISLII(λ) and ISLII(λ + ∆λ)
from the spectral emission. Still, this approach allows accounting for the uncertainties in
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the estimation of Teff, which are hidden when using the classical estimation T const
eff , i.e. by

assuming a constant E(mλ) over the whole λ range: E(mλmin) = E(mλmax).
In the following, λ ∈ [650, 710] nm will be considered since the LII nature is most evident
at these wavelengths for TiO2 nanoparticles with enough S/N ratio, as concluded in Part
II.

Once the range of possible Teff is known, the region of possible ε∗(λ) is obtained from the min-
imum and maximum temperature values using the spectral information from the spectrometer
via Eq. (7.1). Additionally, ε∗(λ) is also calculated for the sublimation (or boiling) temperature
to identify the profile of E(mλ) we assumed to have reached the ’plateau’ region.
For this procedure based on LII theory, it is important to choose only the LII contributions of
the LIE emission. Therefore, one should consider laser fluences which can result in enough S/N
for the LII part without sublimation (or boiling) of particles and delayed acquisition times to
avoid any signals from interference. Since Eq. (7.2) is sensitive to noise, the post-processing
procedure should be carefully considered.
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7.1.1 Post-processing procedure

(a)

(b)

Figure 7.1. Post-processing method to apply two-color pyrometry from spectral information: (a)
Calculation of averaged values of emission spectra for each 20 nm and (b) linear fitting of selected
data. Data correspond to LIE from carbon black nanoparticles at F = 0.06 J/cm2 and a delay of 100

ns from laser excitation (blue line). The effect of data filtering (orange line) is illustrated.

In this section, the post-processing procedure will be illustrated for the emission spectra of
carbon black nanoparticles under F = 0.06 J/cm2 at a delay of t = 100 ns (Fig. 7.1):

1. Emission spectrum between 650 nm and 710 nm is considered. Averaged values (calcu-
lated by the area under the curve divided by the window size) in the range are selected
every 20 nm (window size) as illustrated in Fig. 7.1(a).

2. The averaged values are linearly interpolated in Fig. 7.1(b).
3. The effective temperature is calculated via Eq. (7.3) with ∆λ = 2 nm as in Fig. 7.2(a).

Discontinuities are observed due to the linear reconstruction. In order to reduce such disconti-
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nuities, it is possible to filter the spectrum data as illustrated in Fig. 7.1(a). It is observed that the
discontinuities for the derived effective temperature are reduced as shown in Fig. 7.2(a). How-
ever, since we are interested in the estimation of the maximum and minimum temperatures, we
prefer in the following to consider results from raw data not to impose any graphical assumption
during the post-treatment. The use of post-processing filters such as LOESS [359] can enhance
this process as well.

(a)

(b)

Figure 7.2. Post-processing method to calculate the possible range of ε∗(λ) : (a) Estimation of
possible effective temperature values from Eq. (7.3) and (b) corresponding ε∗(λ) region (blue zone)
extended to sublimation temperature (red zone). Both results from the raw and filtered spectra are
shown. Data correspond to LIE from carbon black nanoparticles at F = 0.06 J/cm2 and a delay of

100 ns from the peak.



136
CHAPTER 7. METHODOLOGY FOR QUANTIFYING SPECTRAL PROPERTIES OF ABSORPTION

FUNCTION E(mλ)

In this case, Tmax is 3255 K, and Tmin is 2850 K as shown in Fig. 7.2(a). From these two
values, ε∗(λ, t) is obtained via Eq. (7.1). The range of possible ε∗(λ, t) is visualized in blue
in Fig. 7.2(b). The ε∗(λ, t) obtained with the sublimation temperature is also shown to limit
the estimation range. Results are illustrated by a red zone in Fig. 7.2(b). Although we may
use the term "sublimation temperature" for convenience, it should be noted that there is no true
"sublimation temperature" for LII process, as sublimation is a non-equilibrium process [360].
Rather, the term refers to the temperature at which particle evaporation becomes observable.

Effect of ∆λ

The values of Tmax and Tmin may depend on the size of ∆λ. The emission of carbon black at
F = 0.06 J/cm2 is again used as an example at gate delay of t = 100 ns. Results for different
∆λ on the maximum and minimum Teff(λ) are shown in Fig. 7.3. As expected, the temperature
range converges when considering a small value of ∆λ. In the following, a value of ∆λ = 2 nm
is retained.

Figure 7.3. Effect of ∆λ on the estimation of maximum and minimum effective temperatures. Data
correspond to LIE from carbon black nanoparticles at F = 0.06 J/cm2 and a delay of 100 ns from

the peak (blue line).
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7.1.2 Results

The resulting spectral shape of E(mλ) for carbon black, high-purity TiO2 and flame-synthesized
TiO2 nanoparticles are presented.

7.1.2.1 Feasibility on carbon black particles in non-reactive environment

The validation of the methodology to obtain the spectral shape of the absorption function is
demonstrated by analyzing carbon black nanoparticles with varying fluence and acquisition de-
lay times. Literature databases are available for this purpose. To illustrate the possible effects of
fluence and acquisition delay time on estimating ε∗(λ), we analyze the results at three different
fluences and four acquisition delay times. The evolution of ε∗(λ) for carbon black is shown in
Figs. 7.4, 7.5 and 7.6 for F =0.06, 0.12, and 0.23 J/cm2, respectively. The blue region repre-
sents the zone between Tmin and Tmax (the corresponding temperatures are indicated inside the
legend), while the red zone indicates the values between Tmax and Tsublimation.
For F =0.06 J/cm2 (Fig. 7.4), the LIE of carbon black includes only the contribution of LII.
Thus, it is possible to consider the results for acquisition delay times between 0 and 200 ns from
the peak. It can be observed that the blue areas look alike for the four acquisition delay times,
following the same trend as the ε∗(λ) of Yon et al. [261] for diesel and diester soot. It is worth
noting that even though we have assumed that E(mλ) is constant for a small ∆λ, the spectral
form of E(mλ) is not constant for the entire range of the wavelength spectrum. This assumption
is less restrictive than imposing a constant E(mλ) for all visible ranges once the emission level
with enough S/N ratio is assured. The fact that the blue areas do not depend on time evolu-
tion shows the robustness of the proposed technique. On the other hand, the red area shows a
different behavior. At the prompt, it retrieves the literature values (Chang et al. [287], Faeth
and Koylu [361], and Krishnan et al. [362]). For delayed timing, the red area becomes larger.
This is not surprising since the acquisition delay time increases the cooling of the particles. As
a consequence, the assumption of sublimation temperature becomes increasingly invalid, and
ε∗(λ) deviates further from the literature results. Overall, the form of E(mλ) strongly depends
on the effective temperature Teff. The variability found in the literature for ε∗(λ) could be due to
various factors. One reason is that the E(mλ) function is inferred from a variety of measurement
techniques, which can lead to differences in results. Additionally, E(mλ) can vary depending
on the origin and morphology of particles. This point has been discussed in previous studies
such as [288, 363].
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(a) (b)

(c) (d)

Figure 7.4. ε∗(λ, t) for carbon black nanoparticles using LIE at F =0.06 J/cm2 and different acqui-
sition delay times: (a) 0, (b) 60, (c) 100, (d) 200 ns. Values of Tmin and Tmax are shown in the legend.

The values ε∗(λ) found in the literature are also presented [364, 25, 303, 287, 361, 362, 261].
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When considering higher fluences (F = 0.12 J/cm2 in Fig. 7.5 and F = 0.23 J/cm2 in Fig. 7.6),
sublimation and non-LII emission signals were observed in Chap. 5. Therefore, the component
at the prompt should not be considered for the estimation of ε∗(λ), again emphasizing that one
should use only the signals from the LII contribution, i.e., for acquisition delay times higher
than tnon-LII ≈ 100 ns. All cases recover the experimental data even if for higher fluences a
wider range of possible ε∗(λ) is observed. In conclusion, the method works reasonably for
carbon black nanoparticles. In the next section, the same method will be applied for pure TiO2
nanoparticles.

(a) (b)

(c) (d)

Figure 7.5. ε∗(λ, t) for carbon black nanoparticles using LIE at F =0.12 J/cm2 and different acqui-
sition delay times: (a) 0, (b) 60, (c) 100, (d) 200 ns. Values of Tmin and Tmax are shown in the legend.

The values ε∗(λ) found in the literature are also presented [364, 25, 303, 287, 361, 362, 261].
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(a) (b)

(c) (d)

Figure 7.6. ε∗(λ, t) for carbon black nanoparticles using LIE at F =0.23 J/cm2 and different acqui-
sition delay times: (a) 0, (b) 60, (c) 100, (d) 200 ns. Values of Tmin and Tmax are shown in the legend.

The values ε∗(λ) found in the literature are also presented [364, 25, 303, 287, 361, 362, 261].
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7.1.2.2 Application to TiO2 nanoparticles in non-reactive environment

The results for TiO2 are first considered at F =0.19 J/cm2 (Fig. 7.7) for four different acquisition
delay times. At prompt (Fig. 7.7(a)), due to the presence of emission from non-LII contributions,
sharp peaks are observed. Therefore, prompt results should not be considered for the estimation
of ε∗(λ, t). Only results for 60, 100, and 200 ns are considered. For 60 ns after the peak signal, a
small part of the LIF/PS-LIBS emission could exist. The ε∗(λ) calculated using the LIE signals
after an acquisition delay of tnon_LII ≈ 100 ns is therefore more reliable. When increasing the
delay time, the blue region is not drastically modified, whereas the red zone increases since the
estimated temperatures are farther and farther from the boiling temperature.

(a) (b)

(c) (d)

Figure 7.7. ε∗(λ, t) for high-purity TiO2 nanoparticles using LIE at F =0.19 J/cm2 and different
acquisition delay times: (a) 0, (b) 60, (c) 100, (d) 200 ns. Values of Tmin and Tmax are shown in the
legend. Tmin is bigger than melting point of TiO2 (2128 K [282]) so estimated ε∗(λ, t) are for liquid

state particles.

For F = 0.24 J/cm2 (Fig. 7.8), the high fluence results in particle vaporization, which affects
the emission spectra. At prompt, the calculated effective temperature is higher than the boiling
temperature of TiO2. As expected from the results presented in Chap. 5, the data for this
fluence should not be considered since they probably correspond to the ’plateau’ region, where
vaporization is potentially not negligible. In addition, the ’plateau’ regime of the fluence curve
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should be carefully treated for TiO2 nanoparticles since it can be accompanied by the phase
change to liquid during the increase of laser fluence. At the same time, it is also possible to
occur an additional phase change into gas due to high laser fluence.

(a) (b)

(c) (d)

Figure 7.8. ε∗(λ, t) for high-purity TiO2 nanoparticles using LIE at F =0.24 J/cm2 and different
acquisition delay times: (a) 0, (b) 60, (c) 100, (d) 200 ns. Values of Tmin and Tmax are shown in the
legend. Tmin is bigger than melting point of TiO2 (2128 K [282]) so estimated ε∗(λ, t) are for liquid

state particles.

From the application of the technique to TiO2 nanoparticles in non-reactive condition, it is es-
sential to consider the following:

• Time delayed spectra where no parasitic signals can occur;
• Laser fluences for which particle sublimation is negligible.

Therefore, data obtained for F =0.19 J/cm2 at 100 ns are retained. Using values of ε∗(λ),
the spectral evolution of E(mλ) normalized at 451 nm is shown in Fig. 7.9 and compared
with available experimental data. The estimation of normalized E(mλ) covers the absorption
function of De Iuliis et al. [214]. Our estimation shows a slower decrease than that of Liu et al.
[285]. The possible range of identified E(mλ) profile looks reasonable since it is between the
literature data. Still, one should consider that sampled nanoparticle phases are different since
the mostly liquid state is expected here due to laser irradiation, whereas particles were solid-
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state in the literature works relying on different experimental diagnostics. Thus, the different
phases could be the origin of distinctive features. In the following, the approach is applied to the
investigation of TiO2 nanoparticles in flame synthesis.

Figure 7.9. E(mλ) normalized at 451 nm for high-purity TiO2 nanoparticles from LIE at F =0.19
J/cm2 and 100 ns from prompt. Results are compared to literature data [285, 214]. Tmin is bigger

than melting point of TiO2 so it should be in liquid state.

7.1.2.3 Application to flame-synthesized TiO2 nanoparticles

As done for the other experimental database, the shape of the absorption function is calculated
for F =0.15 J/cm2 at different acquisition delay times (0, 50, 100, 150, and 250 ns from the
peak). Results are illustrated in Fig. 7.10. At prompt, the parasitic emission signals exist so that
it is not recommended to take them into account in the calculation. The blue zones do not change
significantly with time evolution over 50 and 100 ns. For longer acquisition time (t=150 ns and
250 ns ), a similar trend is observed but results do not have good enough S/N and it is preferred
not to consider them. Unfortunately, the available experimental data for flame-synthesized TiO2
is quite limited. However, analogous to the conclusion on black carbon and high-purity TiO2
nanoparticles, ε∗(λ) from the LIE spectrum at F =0.15 J/cm2 and 100 ns from prompt is used
to show the spectral evolution of E(mλ) normalized to 451 nm in Fig. 7.11.
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(a) (b)

(c) (d)

(e)

Figure 7.10. ε∗(λ, t) for flame-synthesized TiO2 nanoparticles using LIE at F =0.15 J/cm2 and
different acquisition delay times: (a) 0, (b) 50, (c) 100, (d) 150 and (e) 250 ns. Values of Tmin and
Tmax are shown in the legend. Tmin is bigger than melting point of TiO2 (2128 K [282]) so estimated

ε∗(λ, t) are for liquid state particles.
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Compared to the carbon black case, there is a significant change in the dynamics of E(mλ)
in the target spectral range, demonstrating that this strategy is able to capture highly variable
E(mλ) functions. Our estimated (blue) zone is located between the values of Liu et al. [285]
and De Iuliis et al. [214]. Still, the spectral dependence could originate from the change of
nanoparticle phases (solid→ liquid), therefore, further studies of particle phases during the LII
process are needed to elucidate the origin of this strong dynamic of E(mλ) of flame-synthesized
TiO2 nanoparticles.
Even if the measurements performed in this work were not designed to measure E(mλ), it has
been possible to obtain an estimation of its possible spectral evolution. This information will be
used in the Chap. 8 to study the spatial evolution of the nanoparticles volume fraction fv via
Eq.(4.12). Before this, in the next section, we propose a strategy to estimate the absolute value
of E(mλ) once the spectral evolution is known.

Figure 7.11. E(mλ) normalized at 451 nm for flame-synthetized TiO2 nanoparticles from LIE at
F =0.15 J/cm2 and 100 ns from prompt. Results are compared to literature data of solid TiO2

[285, 214]. Tmin is bigger than melting point of TiO2 so it should be in liquid state.
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7.2 Derivation of the absolute value of E(mλ)

The previous section showed how to derive ε∗(λ), i.e., the spectral dependence of E(mλ). Here,
the absolute values of E(mλ) are provided with the following strategy:

1. The value of E(mλlaser) at the laser excitation wavelength λlaser is calculated. For a fluence
low enough to avoid sublimation, i.e., when a linear relationship between laser fluence
and temperature can be found [365, 366, 367, 368], thermal losses due to radiation and
conduction occurring during the laser pulse can be considered negligible at prompt. Only
the absorption terms of the heat transfer equation are concerned in terms of the energy
equation (Eq. (B.5)). In addition, both internal energy and absorption are volumetric for
small particles under Rayleigh approximation, so the dependence on particle size can be
neglected. Under these assumptions, the E(mλlaser) can be calculated as :

E(mλlaser) = ρcp
λlaser

6π

T 0
eff − Tgas

F
(7.5)

where ρ and cp are the density and the heat capacity of particles which vary with the
temperature of the particles, receptively, Tgas is ambient gas temperature, T 0

eff is particle
temperature at prompt, and F is laser fluence.
Various research groups, including Eremin’s and Daun’s [369, 370], have utilized the pre-
sented calorimetry method (Eq. (7.5)) to determine the absolute value of E(mλlaser) and
investigate the properties of different types of nanoparticles. However, it is important
to note that the application of Eq. (7.5) is subject to simplifying assumptions that may
introduce errors into the results. Factors such as changes in the material’s density and
specific heat during laser heating, as well as changes in its optical properties, could sig-
nificantly impact the inferred value of E(mλlaser). Additionally, if the particles are not
in the Rayleigh regime, they will heat to different peak temperatures, as demonstrated in
the literature [327]. Furthermore, it is crucial to take into account the change in sensible
energy during the process of particle melting. The most significant factor to consider is
the modification in E(mλlaser) as the particles undergo a phase transition from solid to liq-
uid, which may also vary with the temperature. Therefore, it is crucial to exercise caution
and carefully consider these factors when employing this approach. The validation of this
method for E(mλlaser) estimation is beyond the scope of this thesis, but the validity of the
assumptions used for this method can be found in [366].

2. The value of E(mλ) for a given λ is then calculated from ε∗(λ):

E(mλ) =
E(mλ)

E(mλref)

E(mλref)

E(mλlaser)
E(mλlaser) =

ε∗(λ)

ε∗(λlaser)
E(mλlaser) (7.6)

with λlaser=355 nm and λref=650 nm to minimize the effect of interference emission in
normalization.

In the following, to validate the post-processing procedure, the E(mλ) is calculated for carbon
black particles. Then the procedure is applied to high-purity as well as flame-synthesized TiO2
nanoparticles. For each database, two different cases are tested:

• Assuming spectrally constant E(mλ), i.e., ε∗(λ) = 1. Results are presented in Sec. 7.2.1.
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• Considering spectrally non-constant E(mλ), i.e., using the ε∗(λ) obtained in the previous
section. Results are presented in Sec. 7.2.2.

For all cases, the gaseous temperature will be considered equal to 300K for the non-reactive con-
ditions and assumed equal to 1900 K under reactive conditions, which is the typical temperature
of hydrogen diffusion flame [371].

7.2.1 Assuming spectrally-constant E(m)

In this section, the experimental database is analyzed by assuming a spectrally-constant value
of the absorption function E(mλ) = E(m). As explained previously, in order to obtain a good
estimate of E(mλlaser), the measurements should be performed at a laser fluence for which a
linear relationship between temperature and fluence is observed. The validity of this assumption
is evaluated here by estimating the effective temperature as a function of laser fluence at different
acquisition times.
First, carbon black measurements are considered to validate the post-processing procedure. In
Fig. 7.12(a), the effective particle temperature has been obtained as a function of laser fluence
considering spectral LIE at t=0, 60 and 100 ns using the two-color pyrometry strategy explained
in Sec. 7.1. Between F =0.06 and 0.12 J/cm2, the temperature increases with laser fluence. For
F =0.23 J/cm2, the temperature increases when considering prompt, but it is lower compared
to smaller fluences for t=60 and 100 ns. Such behavior is not surprising since we have already
shown in Chap. 5 that sublimation is not negligible for this fluence so results may be affected by
sublimation. The linear regime of the fluence curve could not be clearly demonstrated since the
trend for other fluences has not been verified. However, the smallest fluence (F =0.06 J/cm2)
seems not to reach the ’plateau’, and it will be considered to calculate E(mλlaser) from Eq. (7.5).
As largely discussed in Part II, to ensure exclusion of parasitic signals and accurate considera-
tion of only LII spectral contributions, it is necessary to take into account information regarding
delayed times. Thus, it is important to evaluate the effect of such a delayed acquisition on the
estimated E(mλlaser) values. For this, E(mλlaser) is here calculated using Eq. (7.5) by considering
the effective particle temperature Teff(t) obtained from delayed LIE measurements and not nec-
essarily the prompt effective temperature T 0

eff, results are illustrated in Fig. 7.12(b). The effective
temperature is expected to decrease with time. Between 60 and 100 ns, temperature decay be-
comes smoother and the estimation of the decreasing trend can be affected by the low S/N ratio
of signals. It should be reminded that from Eq. (7.5), the correct estimation of E(mλlaser) cor-
responds to T 0

eff since the cooling effect can only be neglected during the LII process at prompt
times. Therefore, results at Fig. 7.12(b) do not indicate that E(mλlaser) evolves with time. On the
contrary, this figure illustrates the errors in the estimation of E(mλlaser) when effective tempera-
ture Teff(t) at delayed times is considered instead that T 0

eff. In other words, the evolution shows
the validity of assuming negligible thermal losses for delayed time, with an error under 10 %
with the averaged value represented in the black dashed line (0.333).
On the one side, to avoid parasitic signals, results at prompt could not always be applied, and
delayed measurements should be preferred. On the other side, considering delayed measure-
ments may induce a bias on the estimation of E(mλlaser) since the cooling process is no longer
negligible. In the case of the studied carbon black nanoparticles, and for the given fluence and
wavelengths, it appeared that there were no parasitic signals detected during the prompt phase.
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Therefore, the value of E(mλlaser) = 0.35 was maintained for these carbon black nanoparticles.
Considering results at t = 60 and 100 ns, the value of 0.32 is obtained for E(mλlaser). These
values are in good agreement with results from literature [358].
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Figure 7.12. (a) Effective temperature as a function of laser fluence from LIE of carbon black
nanoparticles at three acquisition times (t=0 ns, 60 ns, and 100 ns). The observed reduction at
F =0.23 J/cm2 appears to be due to the sublimation effect. (b) Estimation of E(mλlaser) when using
the effective temperature calculated at a given time t from LIE of carbon black nanoparticles for
F =0.06 J/cm2, where the plateau regime does not seem to be reached yet. The blue dashed lines
are for the E(mλlaser) obtained at each instant (left axis), black dashed line is the average for all
instants (left axis), and the red dotted line for the temperature considered for the calculation (right

axis).
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The same post-processing is now applied to the available measurements for high-purity TiO2
nanoparticles under non-reactive conditions. Results are available only for two fluences: 0.19
and 0.24 J/cm2. The particle temperatures at t = 0, 60, and 100 ns are illustrated in Fig. 7.13(a).
Temporal data at 650 nm and 710 nm have been used to deduce the evolution of the particle
temperature.
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Figure 7.13. (a) Effective temperature as a function of laser fluence obtained from LIE of high-
purity TiO2 nanoparticles at three acquisition times (t=0 ns, 60 ns, and 100 ns). (b) Estimation of
E(mλlaser) when using the effective temperature calculated at time t from LIE of high-purity TiO2
nanoparticles for F =0.19 J/cm2. The blue dashed lines represent the E(mλlaser) obtained at each
instant (left axis), the black dashed line represents the average for all instants (left axis), and the
red dotted line represents the temperature used for the calculation (right axis). Since the effective

temperature is higher than the melting point of TiO2, E(mλlaser) is for liquid state particles.
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It is important to note that when using LIE at the prompt, there may be parasitic LIF/PS-LIBS
signals present, but they can be considered negligible at wavelengths of 650 nm and 710 nm.
However, the calculated temperatures exceed the vaporization (boiling) temperature (T=3273
K) for both fluences, which could indicate errors resulting from assuming a constant E(mλ) as
a function of λ. Alternatively, it is possible that the particles are in the process of vaporization.
For all instances and fluence values considered, the temperature of the particles is higher than the
melting temperature. Although the temperature of the particles may slightly increase with laser
fluence, the results suggest that vaporization occurs at F =0.24 J/cm2. Therefore, the smallest
laser fluence (F =0.19 J/cm2) is used to calculate E(mλlaser) in Fig. 7.13(b). At this fluence,
E(mλlaser) ≈ 0.1, but it is important to note that this value may be underestimated if F =0.19
J/cm2 already falls within the regime of particle vaporization. The value of E(mλlaser) decreases
over time, but the deviation is around ± 20 % with an averaged value of E(mλlaser). This low
value of E(mλlaser) potentially supports the use of the Rayleigh approximation.

Finally, results for TiO2 nanoparticles in the flame are considered. Only prompt measurements
are available for different laser fluences in Fig. 7.14. The effective particle temperature is shown
in Fig. 7.14(a). It should be noted that at prompt, the LIE may present parasitic signals so cau-
tion has been paid to analyze these results even if negligible effects are deduced for 650 and 710
nm.
Similar to our conclusions in Chap. 6, it seems that at F =0.15 J/cm2 the vaporization has
not yet fully occurred, supposing no phase change during the increase of laser fluence. There-
fore, available results for this fluence at different detection times are used to calculate the effec-
tive particle temperature and the corresponding E(mλlaser) in Fig. 7.14(b). When considering
prompt measurements, E(mλlaser)=0.06 is obtained. When considering delayed acquisitions,
E(mλlaser) ≈ 0.025 is found. The order of magnitude is quite reasonable compared to results in
the literature (0.01 from Jellison et al. [286]).
Doubts may arise concerning the capability of a TiO2 particle to absorb enough energy to emit
a detectable signal due to even low absorption at low fluence (F =0.15 J/cm2, compared to
high laser fluence of F =0.19 J/cm2 in non-reactive case). This can be attributed to the high
temperature environment in flames as discussed in Sec. 6.3, which promotes the emission of LII
signal despite the limited absorption of energy. Nevertheless, further investigations are necessary
to comprehensively understand the absorption mechanism of TiO2, although it exceeds the scope
of this study.
Once again, it is important to remember that the values of E(mλlaser) obtained in this section by
assuming a constant E(mλ) as a function of λ. Since such as assumption may be too restrictive
on the basis of the results of the previous section, the case of a spectral variable E(mλ) will be
considered in the following.
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Figure 7.14. (a) Effective temperature as a function of laser fluence from LIE of flame-synthesized
TiO2 nanoparticles at prompt (HAB = 45 mm). (b) Estimation of E(mλlaser) when using the effec-
tive temperature calculated at a given time t from LIE of flame-synthesized TiO2 nanoparticles for
F =0.15 J/cm2 (HAB =45 mm). The blue dashed line corresponds to E(mλlaser) obtained at each
instant (left axis), black dashed line is the average for all instants (left axis), and the red dotted line
corresponds to the temperature used for the calculation (right axis). Since the effective temperature
is higher than the melting point of TiO2, the obtained E(mλlaser) is expected to correspond to liquid

state particles.

7.2.2 Assuming spectrally-variable E(mλ)

In this section, E(mλ) is obtained considering a spectral dependency of E(mλ) by following a
two-step procedure.
At the first step, E(mλlaser) is calculated via Eq. (7.5) using Tmin and Tmax values obtained at Sec.
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7.1.1. Results are summarized in Table 7.1. For the three kinds of particles considered in this
work (carbon black, high-purity TiO2, flame-synthesized TiO2), the values obtained in Sec. 7.2.1
assuming constant E(m) are also shown in the right column. The values from the estimated tem-
perature using our method (Tmin, Tmax columns) are close to the values from assuming constant
E(m) (constant E(m) column). Values for high-purity TiO2 nanoparticles are almost a third of
those found for carbon black particles. For flame-synthesized TiO2 nanoparticles, the estimated
E(mλlaser) is even smaller. In general, results at different gate delays do not change significantly,
but the estimated temperature ranges are all above the melting point. However, results obtained
at t = 0 and 60 ns may be influenced by the presence of parasitic signals or sublimation effects.
Therefore, only results at 100 ns will be considered in the following analysis. As a consequence,
it is possible that the estimated value of E(mλlaser) is underestimated.

Table 7.1. Tmin and Tmax and corresponding E(m) at 355 nm (= E(mλlaser) ) at three acquisition
delay times for carbon black, high-purity TiO2 and flame-generated TiO2 nanoparticles. When the
maximum estimated temperature is higher than the sublimation (or boiling) temperature, the subli-

mation (or boiling) temperature was selected for the calculation.

Fluence time Tmin Tmax constant E(m)

Carbon black F =0.06 J/cm2

0 ns
T [K] 2985 3886 3300

E(m) 0.3177 0.4244 0.35

60 ns
T [K] 2761 3236 2990

E(m) 0.2912 0.3475 0.319

100 ns
T [K] 2850 3255 3010

E(m) 0.3018 0.3496 0.321

High-purity TiO2 F =0.19 J/cm2

0 ns
T [K] 2693 3273 (7985) 3781

E(m) 0.0956 0.1189 0.1392

60 ns
T [K] 2967 3273(3324) 3062

E(m) 0.1066 0.1189 0.115

100 ns
T [K] 2772 3303 2886

E(m) 0.0988 0.1189 0.1034

Flame-synthetized TiO2
(HAB =45 mm)

F =0.15 J/cm2

0 ns
T 2928 3293 3133

E(m) 0.052 0.069 0.062

50 ns
T [K] 2571 2863 2706

E(m) 0.0339 0.048 0.0408

100 ns
T [K] 2274 2498 2435

E(m) 0.018 0.03 0.025
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At the second step, E(mλ) is calculated from Eq. (7.6) once ε∗(λlaser) is given. Unfortunately,
this quantity is not known since our acquisition system is not able to detect signal at the excitation
wavelength λlaser=355 nm. In the following, to face this problem, the absorption function will
be calculated from:

E(mλ) =
E(mλ)

E(mλref)

E(mλref)

E(mλ450)

E(mλ450)

E(mλlaser)
E(mλlaser) =

ε∗(λ)

ε∗(λ450)

E(mλ450)

E(mλlaser)
E(mλlaser) (7.7)

The ratio
E(mλ450)

E(mλlaser)
is estimated with two different methods:

Linear extrapolation Here, a linear extrapolation is considered to evaluate
E(mλ450)

E(mλlaser)
using

the signal from the spectrum at λ = 431 and 500 nm:

E(mλ450)

E(mλlaser)
= 1 +

m431,500

E(mλlaser)
(450− λlaser) (7.8)

with:

m431,500 = ∇ε∗(λ), λ ∈ [431, 500] (7.9)

where∇ is gradient, ε∗(λ) =
E(mλ)

E(mλref)
.

The absolute value of E(mλ) for the carbon black particle is shown in Fig. 7.15. The estimated
blue zone retrieves well the results from literature [364, 25, 303].

(a)
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(b) Zoom

Figure 7.15. (a) E(mλ) for carbon black nanoparticles from LIE at F =0.06 J/cm2 and 100 ns from
prompt. Results are compared to literature data [364, 25, 303]. A linear extrapolation is considered

between E(mλlaser) and E(mλ450
). (b) Zoom between 0.1 - 0.5.

The estimated E(mλ) for high purity TiO2 nanoparticles is shown in Fig. 7.16 in log scale. The
estimated values of E(mλ) are much smaller than that of carbon particles, but they are higher
than the results from literature for TiO2. Indeed, the possible region approaches results found in
De Iuliis [214], which are the highest among different values found in the literature.

Figure 7.16. E(mλ) for high-purity TiO2 nanoparticles from LIE at F =0.19 J/cm2 and 100 ns from
prompt. Results are compared to literature data [285, 286, 214]. A linear extrapolation is considered
between E(mλlaser) and E(mλ450

). Since the effective temperature is higher than the melting point
of TiO2, our E(mλ) corresponds to liquid state.



CHAPTER 7. METHODOLOGY FOR QUANTIFYING SPECTRAL PROPERTIES OF ABSORPTION
FUNCTION E(mλ) 155

The results on E(mλ) for flame-generated TiO2 nanoparticles are presented in Fig. 7.17 in log
scale. For this case, the blue zone of possible E(mλ) is located between the experimental data
of De Iullis et al. [214] and Liu et al. [285]; the values obtained can therefore be considered a
reasonable level of estimation. However, once again, our estimation is based on the liquid-state
nanoparticles and the corresponding discrepancy should be carefully considered. By looking at
the red zone, it is possible to conclude that the results strongly depend on the estimated value of
the effective temperature and that a correct quantification of this variable is needed.

Figure 7.17. E(mλ) for flame-synthetized TiO2 nanoparticles from LIE at F =0.15 J/cm2, delayed
at 100 ns from prompt. Results are compared to literature data for solid TiO2 [285, 286, 214]. A
linear extrapolation is considered between E(mλlaser) and E(mλ450

). Since the effective temperature
is higher than the melting point of TiO2, our E(mλ) corresponds to liquid state.

However, here a linear behavior of E(mλ) has been assumed between 350 and 450 nm. Looking
at the literature data, it is observed that the absorption function for TiO2 is usually not linearly
proportional to the wavelength when considering λ between 350 and 450 nm. In the following,

a different reconstruction is then considered for
E(mλ450)

E(mλlaser)
.

Based on the literature A different estimation for quantity
E(mλ450)

E(mλlaser)
is proposed here by

extracting it from experimental values for three different experimental databases: 0.7396 for De
Iuliis [214], 0.4707 for Jellison [286] and 0.52 for Liu [285]. The estimated E(mλ) for high

purity TiO2 nanoparticles taking the
E(mλ450)

E(mλlaser)
from literature are shown in Fig. 7.18(a, c, e)

(left column). In all cases, quite high values are obtained compared to the literature. When using

the estimation of
E(mλ450)

E(mλlaser)
from the data due to Liu et al. [285] and Jellison et al. [286], the

blue region recovers the results obtained by De Iullis [214].
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Results for flame-generated TiO2 nanoparticles are visualized in Fig. 7.18(b, d, f) (right column).
The absorption function of TiO2 is smaller than the carbon black nanoparticles for both high-
purity sol-gel TiO2 and flame-synthesized TiO2. The developed strategy seems to provide a
reasonable estimation of E(mλ) for TiO2 nanoparticles, needed for the quantification of the LII
signal in terms of nanoparticles volume fraction.
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Figure 7.18. (a), (c), (e) E(mλ) of high-purity TiO2 nanoparticles from LIE at F =0.19 J/cm2

and 100 ns from prompt. (b), (d), (f) E(mλ) of flame-synthesized TiO2 nanoparticles from LIE at
F =0.15 J/cm2 and 100 ns from prompt. Results are compared to literature data [285, 286, 214].

The quantity
E(mλ450)

E(mλlaser)
is extrapolated from available experimental data from De Iuliis et al. [214]

(a, b), Jellison et al. [286] (c,d), and Liu et al. [285] (e,f).
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7.3 Conclusion

In this chapter, a new method for deriving the evolution of the absorption function E(mλ) is
presented, based on the spectral emission of LII of nanoparticles. The assumption that E(mλ) ≈
E(mλ+∆λ) allows for an initial estimate of possible effective temperature values, from which
the spectral shape of E(mλ) can be derived.
A strategy to estimate the absolute value of E(mλ) is then provided. First, the E(mλlaser) at
the laser excitation is calculated, assuming that the contributions of conduction and radiation
processes to the particle temperature at prompt are negligible. In order to avoid parasitic signals,
delayed LIE spectra are considered, as these spurious signals can affect the estimation of the
particle temperature at prompt, and consequently underestimate E(mλlaser). The absolute value
of E(mλ) is then calculated from information on the spectral dependence of E(mλ).
Despite some uncertainties that have been discussed, the method used to estimate E(mλ) pro-
vides a reasonable initial estimate that is consistent with existing literature results for carbon
black and TiO2 nanoparticles. It is noteworthy that the flame-synthesized TiO2 nanoparticles
exhibit a considerably lower E(mλ) than their high-purity TiO2 counterparts. This difference
could be attributed to differences in the synthesis processes (sol-gel vs. flame-synthesis), lead-
ing to variations in crystal phase and impurities originating from the carbonaceous matter in the
precursor. Obtaining laser-induced incandescence (LII) signals in a non-reactive cell is more
challenging than in a flame, as it necessitates a higher energy input to raise the particle temper-
ature to a measurable level. Consequently, caution should be exercised while comparing results
obtained using these two systems. If the particles in two systems exhibit identical optical proper-
ties, the dependence of the LII process on ambient temperature and particle size becomes more
significant .
In future work, it would be beneficial to design the LII system to cover the same spectral range of
laser excitation and detection, in order to avoid extrapolation that might lead to errors. While this
was not possible with the TiO2 nanoparticles used in this study, as their absorption is preferred in
the short wavelength UV range, future research should consider visible range excitation within
the spectral range for detection.
In this study, the boiling/sublimation temperature is considered the maximum temperature that
particles can reach during the LII process due to laser heating. However, it is important to
note that the peak nanoparticle temperature may exceed the bulk material’s boiling/sublimation
temperature due to superheating. This occurs because the laser pulse occurs over a much shorter
timescale than that of boiling/sublimation, causing energy to accumulate in the nanoparticle,
resulting in superheating. Depending on the laser pulse duration, this can lead to a superheat of
several hundred Kelvin. It is crucial to consider this phenomenon in future work to capture the
phase change due to laser irradiation using an in-situ method as shown in [372].
At the same time, one should note that this potential liquid-phase nanoparticles could cause
the nanoparticles to be outside the Rayleigh/RDG-FA regime, making the accuracy of E(mλ)
questionable and rendering the particle emission cross-section sensitive to the geometry as well,
as discussed in Sec. 4.3.4. Therefore, further investigation into the liquid-state nanoparticles
during the LII process is necessary to obtain more precise results.
Nevertheless, the feasibility of the approach has been shown, and results from flame-generated
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TiO2 nanoparticles will be considered in the next chapter to propose the first preliminary char-
acterization of TiO2 production in the YDB burner.



Chapter 8

On the dependence of absorption
function E(mλ) and effective
temperature Teff in analyzing TiO2
nanoparticles volume fraction in flame
synthesis

Although it is common to interpret the LII intensity directly as nanoparticle volume fraction
[373, 374], the volume fraction fv is actually given by:

fv = ηCALSLII(λem, Teff)E(mλem)
−1

(
48π2hc2

λ6
em

)−1 [
exp

(
hc

λemkBTeff

)
− 1

]
. (8.1)

Therefore, fv is a function of the LII signal SLII, of the irradiated particles temperature Teff, the
emission wavelength λem, and the absorption function E(mλ). ηCAL is a calibration factor that
accounts for the effects of laser sheet thickness, detector gain, and other geometrical and spectral
factors of the detection system [375]. Therefore, information on Teff as well as E(mλem) have to
be known at each spatial position of the flame to correctly calculate the spatial evolution of fv
from the LII signal. The spatial evolution of the normalized volume fraction f∗

v can be obtained
as:

f∗
v (z) =

fv(z)

fv(z0)
=

SLII(λem, Teff(z))

SLII(λem, Teff(z0))

E(mλem , z0)

E(mλem , z)

[
exp

(
hc

λemkBTeff(z)

)
− 1
]

[
exp

(
hc

λemkBTeff(z0)

)
− 1
] (8.2)

where volume fraction fv(z) at position z (flame height direction = HAB) has been normalized
with volume fraction fv(z0) at position z0. In this work, the calibration process was not con-
ducted, therefore, experimental measurements can be post-processed to obtain information on
f∗

v in the following. For this, a numerical simulation of the flame has also been performed to
provide complementary information on the gaseous phase. The experimental set-up for the 2D

159
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measurement will be discussed in Sec. 8.1.1, and the numerical set-up in Sec. 8.1.2. Then, three
different cases will be considered:

1. Spatially-uniform effective temperature and absorption function (Sec. 8.2).
2. Spatially-uniform absorption function but spatially non-uniform effective temperature (Sec.

8.3).
3. Spatially non-uniform effective temperature and spatially non-uniform absorption func-

tion (Sec. 8.4).
In the following, the spatial evolution of f∗

v is provided along the flame centerline and compared
to numerical results to provide a first qualitative comparison between experiments and simula-
tion of TiO2 nanoparticle production in a laminar coflow Yale diffusion TTIP/Ar/H2 flame.

8.1 Set-up

8.1.1 Experimental set-up for 2D spatial distribution

Figure 8.1. Schematic of the LII set-up for TiO2 nanoparticles in flame synthesis. The excitation
and temporal detection parts are identical to those presented in Part II. An additional ICCD camera

is used to obtain spatial distribution information.

Figure 8.1 presents the experimental setup used in Chapters 6 and 7, which has been modified
to include an intensified camera (Princeton Instruments, PI-MAX 4, 1024i) equipped with a
bandpass filter centered at 640 nm ± 7 nm (Edmund optics, 86995). The camera is placed at
the opposite side of the telescope detector and is used to study the spatial distribution of the
laser-induced emission (LIE). In contrast to the previous setup, the spectrometer is used here
only for temporal detection via photomultiplier (PMT, HAMAMATSU, R2257), with the center
wavelength being changed through the grating drive system of the spectrometer. As a result,
spectral information is no longer available.
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The height of the burner is controlled by a hydraulic crank with an accuracy of 0.01 mm using
attached vernier calipers. Laser-induced emission signals are recorded at a two-dimensional
grid with a width of 8 mm and a height of 1 mm, covering the homogeneous laser top-hat
(height 0.9 mm in Fig. 5.3). The detection timing is synchronized with the laser peak, and
measurements are taken at prompt, 50, 100, and 150 ns after the peak signal with gate width
of 20 ns. Measurements at different flame heights (every 2 mm) are performed by moving
the burner holder in the z-direction (HAB). Signal intensity at HAB<10mm was too low to be
properly detected.
Simultaneously with the camera acquisition, the temporal profile at 640 ± 10 nm is recorded
via the PMT. Additional temporal profiles are collected at HAB = 30, 45, and 60 mm for two
wavelengths (650± 10 nm and 710± 10 nm). The background signal with flame emission is
measured without a laser pulse and then subtracted for each measurement. The burner operating
condition is described in Sec. 6.1.3. A target laser fluence of F = 0.15 J/cm2 is selected to
avoid evident vaporization (with sharp features from PS-LIBS emission) during the LII process
(Chap. 6), while maintaining a relatively high signal-to-noise ratio.

Consistency between PMT and camera To confirm the temporal and spectral consistency
of the two detection devices, the results from the camera and PMT are compared at λem =
640 nm detection wavelength at the flame centerline for three HABs at different time delays.
The comparison is shown in Fig. 8.2. The temporal signals are first integrated for the same
gate duration (20 ns) and then normalized by the maximum signal. For the camera, the signal
intensities of all pixels of the equivalent detection volume are summed. The overall trend in the
normalized signals is in good agreement between the two detection devices.
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Figure 8.2. Comparison between data from two different detection devices for λem = 640 nm:
camera (spatial, red round symbol) and PMT (temporal, blue triangle symbol). Measurements were

done along the flame centerline at three flame heights.

Variability of results The variability of PMT and camera data is shown in Fig. 8.3 along the
flame centerline based on 2 and 7 different measurement campaigns, respectively. The observed
significant variability is likely due to the unsteady production of TiO2 in the flame, indicating
the need to improve the experimental burner and injection system in the future. Despite this
variability, the intensity and spatial evolution of the signal are reproducible, with a standard
deviation of approximately 30 % for PMT and 20 % for the camera. The standard deviation is
calculated based on the peak values for temporal detection (PMT) and spatial average of target
volume for spatial detection (camera) of all measurements taken for each set of single shots.
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To investigate the spatial evolution of the LII signal along the centerline, the average of these
curves is considered. It is worth noting that the signal voltage obtained from PMT in Fig. 8.3a
is 5 to 10 times lower than the conventional signal level of carbon black nanoparticles detected
with the same equipment (see Chap. 5), highlighting the low S/N ratio in the measurement of
flame-synthesized TiO2 nanoparticles.

Figure 8.3. Variability of LII signal intensity from (a) 7 sets of PMT and (b) 2 sets of camera
measurements at prompt along the flame centerline. Standard deviations (σ) of each measurement

are represented in colored area, the averaged values are represented in black lines.

LII nature of flame-synthesized TiO2 nanoparticles LIE Before analyzing the emission,
the incandescence nature of LIE signals is checked for three HABs. As done in Chap. 5 and 6,
the temporal evolution of ∆T−1 is plotted for two wavelengths (650 and 710 nm) in Fig. 8.4.
These wavelength values were retained from the analysis at Chap. 6, since they were proven to
be only slightly affected by parasitic signals even at prompt. Since the signals are superposed,
the incandescent nature of the signal for 650 and 710 nm is confirmed. Therefore, these two
wavelengths will be used in the following section to estimate the effective particle temperature
since they present less risk of contamination by spurious signals from LIF and/or PS-LIBS.
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Figure 8.4. Evolution of ∆T−1 under laser fluence at F =0.15 J/cm2 of flame-generated TiO2
nanoparticles for two wavelengths at (a) HAB =30 mm, (b) HAB = 45 mm, (c) HAB =60 mm.
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Flame brightness The natural emission of particle synthesizing flame is depicted in Fig. 8.5,
showing the flame brightness (without laser) as evaluated by summing the RGB intensity of
the image captured using a CANON camera along the centerline (left image, red dashed line),
while the intensity is presented in the right image. It can be observed that the brightness in-
creases abstractly until HAB = 30 mm, followed by a gradual decline. The flame emissions arise
from different sources, including thermal emission from hot particles and electronically excited
species, as well as H2O recombination vibrations and OH radicals to some extent, as discussed
in [376]. The abrupt increase in brightness may be attributed to the change of particle state, and it
is plausible to consider a clear demarcation in emitted intensity due to varying optical properties
when particles undergo melting and solidification, as demonstrated in the case of Al2O3 [319].
Hence, for future work, it is imperative to study the development of TiO2’s optical properties
during the melting and/or solidification process.
In principle, for particles in the Rayleigh limit, the intensity should depend on the particle vol-
ume fraction, regardless of size. However, the validity of this assumption along the flame height
is questionable due to not only the phase change but also certain particle growth mechanisms
such as aggregation, sintering, coalescence, or agglomeration, which are detailed in Chap. 2.
Future investigations will be needed to determine the specific point at which particles grow to a
size that exhibits radiative properties typical of TiO2, or whether they exhibit entirely unantici-
pated behavior.
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Figure 8.5. Intensity of flame brightness (right) at the centerline along the flame height (left).
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8.1.2 Numerical simulation

Numerical simulation will be used to investigate the production of TiO2 nanoparticles in the
same flame configuration. The coflow hydrogen flame in the YDB burner has been simulated
using the LaminarSMOKE solver [377] by considering an axial plane (0 < r < 38 mm and -2.5 <
z < 120 mm) imposing axis-symmetric. The gas phase is described using the Syngas mechanism
developed by the CRECK team [378]. It accounts for 21 species and 62 reactions. To this, a
global reaction for the conversion of TTIP into Ti(OH)4 has been added:

Ti(OC3H7)4 + 2H2O→ Ti(OH)4 + 4C3H6 + 2H2O (8.3)

The reaction parameters correspond to a newly developed model [351]. Ti(OH)4 is considered to
be the precursor for the first TiO2 nuclei. Nucleation is modeled as the result of the collision of
two Ti(OH)4 nuclei [142]. For TiO2 nanoparticles, only nucleation, coagulation, and sintering
processes are considered. TiO2 solid phase is accounted with a monodisperse three-equation
model [379], based on the transport of mass fraction, number density, and total surface. De-
scriptions for coagulation and sintering models can be found in [380] and [381], respectively.
Thermophoresis is taken into account using the thermophoresis velocity vT = −Cth

ν

T
∇T with

Cth = 0.554 [382] and the diffusivity is calculated using the collision diameter [380].
The grid accounts for 14000 cells, mainly concentrated in the flame zone (spatial resolution
is approximately 0.18 mm) using a double stretching factor along the axis and in the radial
direction. The boundary conditions replicate the experimental operating conditions (see Table
6.1).
A qualitative comparison of the flame structure is presented in Fig. 8.6. On the first column
from the left, the flame luminosity (a) is shown. On the right side, the results of numerical
simulation include the volume fraction of TiO2, the mass fraction of OH (b), the temperature
field (c), and the mean primary particle diameter (d). The outer reaction zone represented with
OH mass fraction shows a good agreement with colorless hydrogen flame in the experiment
(Fig. 8.7). The maximum volume fraction of TiO2 nanoparticles in the numerical simulation
corresponds to the highest luminosity of the experimental flame. In the following, the point
z0 (in Eq. (8.2)) corresponds to the centerline of the flame at HAB≈ 30 mm, will be used to
normalize the volume fraction signal. One should note that the maximum luminosity appearing
in the experimental result includes the effect of both the volume fraction and the local flame
temperature. This possibly explains why a non-zero volume fraction is predicted numerically
for HAB> 75 mm, whereas no luminosity is experimentally observed for such heights where
temperature decreases. As can be seen from Fig. 8.6(d), the primary particle diameter grows
with flame height as a result of condensation and aggregation to occur due to collisions.
Based on the temperature readings shown in Fig. 8.6, it can be inferred that the TiO2 particles
may have turned into a liquid state at some point during the flame. It is worth noting that
the melting point of nanomaterials can be significantly lower than that of bulk material due to
their increased surface energy [383, 384]. As a result, changes in the absorption and emission
properties of the particles in the flame may occur abruptly due to the phase change, even without
the use of a laser. To gain more knowledge about the spectroscopic characteristics of molten
TiO2, a LOSA measurement similar to those conducted in previous studies [23, 372] would
provide valuable insights.
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Figure 8.6. Comparison between flame luminosity obtained with a CANON camera (a) and numer-
ical simulation (b,c,d). For the result of simulation, the volume fraction of TiO2 is expressed in a
yellow-red color bar, with the mass fraction of OH expressed in blue color in (b), temperature (c),

and size of primary particle (d) are also shown.

Figure 8.7. Comparison between experimental flame luminosity outline (white line for luminous
cylindrical zone and surrounding transparent flame) and numerical OH mole fraction (blue col-
ormap) and TiO2 volume fraction (red-yellow colormap). The boundary of the experimental flame
luminosity is taken from 30 % of the highest intensity for the middle cylindrical zone. For the col-
orless surrounding part, the image has been split into RGB colormap and only the blue component
has been considered for defining the boundary. Numerical values are normalized by each maximum

value.
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8.2 Spatially-constant effective temperature and E(mλem
)

In this section, we consider the simplest case to extract information on f∗
v from Eq. (8.2) by

assuming a spatially-constant effective temperature (Teff(z) = Teff(z0) = Teff) and spatially-
constant absorption function (E(mλem , z) = E(mλem , z0) = E(mλem)). The normalized volume
fraction f∗

v then reads as:

f∗
v (z) =

fv(z)

fv(z0)
=

SLII(λem, Teff(z))

SLII(λem, Teff(z0))
. (8.4)

In this case, the post-processing of the LIE signals to obtain f∗
v is quite straightforward since

they could be considered as directly proportional to f∗
v , once it has been verified that the signal

only accounts for LII.

(a) NUM (b) 0ns (c) 50 ns (d) 100 ns (e) 150 ns

Figure 8.8. Spatial distribution of f∗
v from (a) numerical simulation, from LIE signals (b-e) assum-

ing spatially-uniform absorption function and effective temperature. Measurements at (b) prompt
and delayed time at (c) 50, (d) 100 and (e) 150 ns are considered for Eq. (8.4).

The experimental 2D spatial distribution of f∗
v along the flame height are shown in Fig. 8.8 by

considering LIE signals at different time delays (0, 50, 100, and 150 ns). The laser arrives from
the left side (-4 mm) of the image, showing the effect of attenuation on the right side (higher
signal on the left side). The field of f∗

v of numerical simulation is added on the left (Fig. 8.8(a)).
Two different fronts of f∗

v are observed close to the injection and join at about HAB≈ 10 mm.
In the experimental results, the maximum value is localized at the flame wings for < HAB=18
mm. For higher HABs, almost homogeneous f∗

v is observed both in experimental and numerical
results. At prompt, the f∗

v increases gradually, and the same trend is shown for the 50 ns delayed
case. For time-delayed acquisition (t>50 ns), the f∗

v strongly increases at higher flame heights
(HAB > 30 mm).
Figure 8.9 shows the evolution of f∗

v along the flame centerline obtained from LIE signals at
different time delays. The f∗

v profiles are quite different, indicating that different spatial evo-
lution of volume fraction will be obtained depending on the considered signal. Specifically,
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by increasing the time delay, the peak position shifts farther downstream. On the one side, it
has been largely discussed in the previous chapter that prompt LIE can be affected by parasitic
signals (LIF and PS-LIBS). On the other side, the contribution to the LII signal from the small
particles is neglected when increasing the time delay [385]. As the cooling of big particles is
slower than for small particles, the incandescence emitted by the large nanoparticles dominates
over incandescence from the smaller nanoparticles when considering delayed signals. As seen
from the numerical results (see Fig. 8.6d), the primary particle diameter is expected to increase
with HAB. Thus, the LII signal is expected to last longer at higher heights, possibly explain-
ing the shift of the peak position towards higher heights for delayed acquisition. Therefore,
the interpretation of the signal should be carefully considered: at prompt, it is possible to have
interference from the non-LII components (LIF, PS-LIBS) of laser-induced emissions of TiO2,
whereas for delayed detection times, the information of small particles can disappear. Still, at
detection wavelength near 640 nm, few LIF features (Chap. 4) are observed for TiO2 nanoparti-
cles, and the emission spectrum at prompt does not show sharp PS-LIBS emissions for all flame
heights at fluence F = 0.15 J/cm2 (see Fig. D.1 in Appendix D). Thus, it could be more reason-
able to assume a particle size distribution inside the control volume as polydispersed. Since the
f∗

v curves clearly change between 0 and 100 ns, we will consider the following results at prompt
and at 100 ns to illustrate the possible variability of the data.

Figure 8.9. Evolution of f∗
v along the flame centerline based on SLII signals at 0, 50 ,100 and 150

ns. The numerical simulation result is also shown.

The f∗
v from TiO2 volume fraction from the numerical simulation is also added to Fig. 8.9

as a blue line. The simulated profile is shifted close to the burner compared to the f∗
v profile

from the experimental measurements. This seems to indicate that TiO2 are produced too quickly
in the numerical simulation. Or, it could be under a detectable incandescence signal with our
experimental equipment [386]. However, before concluding, it is essential to verify the effect of
the spatial evolution of the effective temperature and of the absorption function on f∗

v .
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8.3 Spatially-constant E(mλem
) and non-uniform effective temper-

ature

In this section, we consider an intermediate case by assuming spatially-constant absorption
function (E(mλem , z) = E(mλem , z0) = E(mλem)) but a non-uniform effective temperature
(Teff(z) ̸= Teff(z0)). The normalized volume fraction then reads as:

f∗
v (z) =

fv(z)

fv(z0)
=

SLII(λem, Teff(z))

SLII(λem, Teff(z0))

[
exp

(
hc

λemkBTeff(z)

)
− 1
]

[
exp

(
hc

λemkBTeff(z0)

)
− 1
] (8.5)

The effective temperature Teff(z) has then to be estimated. As already discussed in Chap. 4,
Teff(z) can be calculated using the two-pyrometry approach (Eq. 4.16):

Teff(z) =
hc

kB

(
1

λref
− 1

λ

)
·
[
ln

(
C−1E(mλref)

E(mλ)

(
λ

λref

)6 SLII(λ, Teff(z))

SLII(λref, Teff(z))

)]−1

(8.6)

once the LII signal is known at two wavelengths λ and λref as well as the ratio ε∗(λ) =
E(mλ)/E(mλref). Most often, when considering soot particles, the absorption function is con-
sidered independent from the wavelength E(mλ) = E(mλem) = E(mλlaser) = E(m), i.e.,
ε∗(λ) = 1. In this case, no knowledge of the spectral dependence of E(mλ) is required to
calculate Teff in Eq. (4.17). However, when available, information on ε∗(λ) should be applied.

Figure 8.10. Estimated E(mλ) range for TiO2 nanoparticles produced in the YDB burner. Results
have been obtained in Chap. 7 using the LII spectra at HAB=45 mm under F =0.15 J/cm2 at
t =100 ns. Literature results from Liu et al. [285] are added for comparison. Note that our results

are possible for liquid state nanoparticles and those of Liu et al. [285] come from solid films.

In the following, we will consider both ε∗(λ) = 1 and ε∗(λ) ̸= 1 cases. For ε∗(λ) ̸=1, the
absorption function E(mλ) obtained in Chap. 7 using the LII spectra at HAB=45 mm under
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F =0.15 J/cm2 at t=100 ns is retained here. The target E(mλ) is shown in Fig. 8.10, together
with results from Liu et al. [285]. Note that our results are based on the liquid state nanoparticles
and the results Liu et al. [285] are based on the TiO2 film.

8.3.1 Spatial evolution of effective temperature

The effective temperature is calculated here for three HABs using the two-color pyrometry
technique. For this, information from PMT at HAB= 30, 45, and 60 mm at two detection
wavelengths (λ = 650 nm and 710 nm) are used. First, ε∗(λ)=1 case is considered, i.e.,
E(m710 nm)/E(m650 nm)=1 (Eq.(4.17)). The corresponding effective temperature at prompt and
100 ns is listed in Table 8.1 by considering the signals at prompt or 100 ns after the peak signal.
Second, the case of ε∗(λ) ̸=1, i.e., the value of E(mλ) depends on λ, is considered (Eq. (8.6)).
For this, the spectral dependence of ε∗(λ) obtained in Chap. 7 is considered. Specifically,
the two extreme values for E(m710 nm)/E(m650 nm) (Table 8.1) are considered to calculate the
effective temperature at both prompt and 100 ns.

Table 8.1. Effective temperature of the flame-generated TiO2 nanoparticles at three flame heights
(HAB = 30, 45, 60 mm) calculated with the two-color pyrometry at 650 nm and 710 nm. Four

different values of
E(m710nm)

E(m650nm)
are considered corresponding to: constant E(m), minimum and

maximum E(mλ) function obtained in Chap. 7, E(mλ) from Liu et al. [285]. The temperatures at
prompt and at 100 ns are calculated using prompt and time-delayed LIE signals.

E(m710nm)

E(m650nm)

Teff [K], at t=0ns
Ref.

HAB = 30 mm HAB =45 mm HAB = 60 mm

ε∗(λ) =1 1 3006 3157 3091 Eq.(4.17)

ε∗(λ) ̸= 1 min 0.9304 2693 2814 2762 Chap. 7

ε∗(λ) ̸= 1 max 1.0015 3013 3165 3099 Chap. 7

ε∗(λ) ̸= 1 Liu et al. 0.4986 1419 1451 1437 [285]

E(m710nm)

E(m650nm)

Teff [K], at t=100ns
Ref.

HAB = 30 mm HAB =45 mm HAB = 60 mm

ε∗(λ) =1 1 2461 2405 2490 Eq.(4.17)

ε∗(λ) ̸= 1 min 0.9304 2248 2200 2271 Chap. 7

ε∗(λ) ̸= 1 max 1.0015 2466 2409 2495 Chap. 7

ε∗(λ) ̸= 1 Liu et al. 0.4986 1284 1269 1292 [285]

At prompt, the temperature at HAB =45 mm is the highest for all ε∗(λ) assumptions. For
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ε∗(λ)=1, the effective temperatures are around 3000 K for all heights. Then, for ε∗(λ) ̸=1 case,
one of the extreme values is close to 1, so that the effective temperature is close to results for
ε∗(λ)=1. For the other value (ε∗(λ) ≈0.93), smaller effective temperatures are obtained. From
signals at 100 ns, the general trend is the same as at t = 0 ns, but the lowest temperature is found
at HAB =45 mm, whereas the highest temperature is found at HAB =60 mm for all ε∗(λ) cases.
Temperature values using the absorption function from Liu et al. (ε∗(λ) ≈0.5) are also reported
in Table 8.1. In this case, the temperature values are quite small (< 1500 K).
The temporal evolution of the effective temperature is shown in Fig. 8.11 for three HABs. The
black round void corresponds to the ε∗(λ) = 1 case, the reddish zone corresponds to the ε∗(λ) ̸=1
case. The black triangle corresponds to the effective temperature using the absorption function
from Liu et al. [285]. The red line indicates the melting point of TiO2, and the blue line shows
the gas temperature of the flame estimated from the numerical simulation. As expected, the
effective particle temperature decreases with the time approaching slowly the gas temperature
obtained from numerical results, confirming once again the LII nature of the signal.
When utilizing the results on ε∗(λ) from the preceding chapter, it is important to note that the
effective temperature is higher than the melting point of TiO2 nanoparticles (2128 K), at least for
t < 200 ns. Additionally, as mentioned previously, the melting temperature of nanoparticles may
be reduced by several hundred degrees relative to the bulk temperature due to their increased
surface energy [383, 384]. This suggests that the LII process is likely occurring on liquid-state
particles.
The effective temperature estimated using results from Liu et al. [285] is smaller than the
gaseous temperature obtained from the numerical results. Thus, using the absorption function
from Liu et al. [285] leads to incoherent results since particles subjected to laser heating are
expected to have a temperature higher than the gas temperature. This seems to be additional
support the ε∗ function derived in the previous chapter as well as the need of measuring E(mλ)
function in each configuration since results may strongly vary depending on the particle prop-
erties, which strongly depends on the environment conditions particles have experienced during
their production.
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(a)

(b)

(c)

Figure 8.11. Effective particle temperature obtained by two-color pyrometry at 650 and 710 nm
under F =0.15 J/cm2 at different acquisition timing: (a) at HAB = 30 mm, (b) at HAB = 45 mm, and
(c) HAB = 60mm. Round black symbols are for ε∗(λ) =1. The red area corresponds to ε∗(λ) ̸=1.

The absorption function of Liu et al. [285] is shown in black triangle symbols.
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In order to obtain information on the effective temperature along the whole flame centerline,
the effective temperatures are linearly interpolated from the three known heights (HAB=30, 45,
60 mm). The interpolated temperatures for cases ε∗(λ) =1 and ε∗(λ) ̸=1 at 0 and 100 ns are
shown in Fig. 8.12. These effective temperatures will be used to calculate f∗

v from Eq. (8.5) in
the following. Results using ε∗(λ) from Liu et al. [285] are not considered since they lead to
inconsistent temperature values. The gas temperature profile from the numerical results is added
to Fig. 8.12. Along the centerline, the gas temperature is slightly over the melting point of TiO2
at HAB =30 mm. At this height, the particles could already be in liquid form before the laser
irradiation for the LII process, showing distinct optical properties. For the other HABs, the gas
temperature is lower than the particle melting point, so the particles are likely to be in a solid
state. However, since they are not too far from the particle melting point, it is possible that a
phase change occurs during the laser heating. Further analysis of the phase change during the
LII process is out of the scope of this research work. Still, knowing the initial gas temperature
plays an important role in analyzing LII emission based on the physical state of particles.

(a) ε∗(λ) =1

(b) ε∗(λ) ̸=1

Figure 8.12. Evolution of temperature along the flame centerline when assuming (a) ε∗(λ) =1 and
(b) ε∗(λ) ̸=1.
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8.3.2 Spatial evolution of f ∗
v

(a) NUM (b) EXP: prompt (c) EXP: 100 ns delay

Figure 8.13. Spatial distribution of f∗
v obtained using numerical simulation (a) and LIE signals

assuming a spatially uniform absorption function and non-uniform effective temperature from mea-
surements at (b) prompt and (c) 100 ns delay time. Eq. (8.5) was used to calculate f∗

v in all cases.

Figure 8.13 shows the 2D distribution of f∗
v , which assumes a spatially-constant absorption

function and non-uniform effective temperature (upper limit in Fig. 8.12(b)). In addition, Fig.
8.13(a) presents the numerical distribution of TiO2 nanoparticles for comparison. In the experi-
mental results, the prompt f∗

v (Fig. 8.13(b)) initially increases rapidly up to a HAB of approxi-
mately 25 mm, followed by a decrease. However, when considering LIE signals at 100 ns (Fig.
8.13(c)), the volume fraction continues to increase for HAB values greater than 30 mm.
The same trend is observed in the centerline f∗

v of the flame (Fig. 8.14). It is important to note
that only the Teff values are affected by the assumption made on the E(mλ) shape (i.e., ε∗(λ) =1
or ε∗(λ) ̸=1), while the f∗

v profiles remain consistent across the flame. However, a change in the
volume fraction with time is clearly observed in Fig. 8.14. At prompt, the maximum value of
f∗

v is observed near HAB = 25 mm, decreasing for higher flame heights, which is similar to the
numerical estimation of the gas temperature shown in Fig. 8.12. For a 100 ns delay, the volume
fraction continues to increase with flame height, reaching a maximum near HAB = 45 mm before
slightly decreasing up to HAB = 60 mm. Discrepancies between prompt and 100 ns results may
be due to the presence of parasitic signals at prompt (or short delay time) or underestimation of
LII signals for small particles at 100 ns. For future work, it could be interesting to look at LII
signals at different/longer delay times where non-LII contributions should be negligible. Under
these conditions, taking into account the particle size distribution (especially for small particles),
exploring the trend of f∗

v with HAB and at different delay times might be worth investigating.
The volume fraction of TiO2 along the flame centerline from the numerical simulation (blue lines
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in Fig. 8.14) indicates a rapid increase below HAB = 10 mm and a gradual decrease at higher
flame zones (HAB > 30 mm). However, the simulations appear to show a faster production rate
compared to the experimental results.

(a) 0ns

(b) 100 ns

Figure 8.14. Evolution of f∗
v along the centerline of the flame height is calculated from SLIE at

0 ns (a) and 100 ns (b), considering ε∗(λ) =1 and ε∗(λ) ̸=1. Non-uniform temperature is also
considered. The numerical simulation results are also shown in blue line.
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8.4 Non-uniform E(mλem
) and non-uniform effective temperature

In this section, we consider the final case by considering a spatially non-uniform (E(mλem , z) ̸=
E(mλem , z0)) and a spatially non-uniform effective temperature (Teff(z) ̸= Teff(z0)). The nor-
malized volume fraction then reads as:

f∗
v (z) =

fv(z)

fv(z0)
=

SLII(λem, Teff(z))

SLII(λem, Teff(z0))

E(mλem , z0)

E(mλem , z)

[
exp

(
hc

λemkBTeff(z)

)
− 1
]

[
exp

(
hc

λemkBTeff(z0)

)
− 1
] . (8.7)

Since the experimental database was not originally created to go so far in the analysis of the
nanoparticle production in the YDB flame, we dispose of LII spectra only at HAB = 45 mm.
Therefore, it is not possible to calculate E(mλem , z) at the different position for the case of
ε∗(λ) ̸= 1. Thus, in this section, we will consider only case ε∗(λ) = 1. However, as observed
in the previous section, results on the spatial evolution of f∗

v are expected not to be strongly
affected by this assumption, at least for this specific flame configuration.
In the following, results on the effective temperature Teff(z) for ε∗(λ) = 1 obtained in the
previous section and listed in Table 8.1 are considered.

8.4.1 Spatially non-uniform absorption function

To evaluate the spatial evolution of volume fraction from the LII signal, the value of E(mλem)
at the emission wavelength should be first estimated. As already mentioned, here we consider
ε∗(λ) = 1, meaning that E(mλem , z) = E(mλ, z) = E(m, z). For this, Eq. (7.5) can be used
once the particle effective temperature and gaseous temperature are known:

E(m, z) = E(mλlaser , z) = ρ(z)cp(z)
λlaser

6π

T 0
eff(z)− Tgas(z)

F
(8.8)

where ρ is the density of particles, cp is the heat capacity of particles, Tgas is the gas temperature,
T 0

eff is particle temperature at prompt, and F is laser fluence.
For this, the gas temperature Tgas has to be known. In this work, we evaluate E(m) from two
Tgas estimations:

1. As done in Chap 7, Tgas does not depend on the HAB and is equal to 1900 K (T 0
eff(z) =

Tgas(z) = 1900 K).
2. Tgas is obtained from the numerical simulation (Tgas(z)=TCFD(z)).

Results for E(mλ, z) are shown in Fig. 8.15 considering the effective temperature obtained from
signals at prompt and 100 ns and reminded in Table 8.1. ρ(z)cp(z) are considered as constant for
z and the values are from [353]. For the case Tgas = 1900 K (black symbols), the calculated value
of E(mλ) shows the same trend as temperature so that a non-monotonic evolution of E(mλ) is
observed when increasing HABs. When considering a more realistic estimation of Tgas using
results from the numerical simulation, a monotonic evolution of E(m) is found with HABs (blue
symbols).
Specifically, the value of E(m) increases with the HABs, in analogy with literature trends in the
case of soot particles. In the case of soot particles, their maturity related to the optical properties
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(a)

(b)

Figure 8.15. Estimated absorption function E(m, z) at different flame heights from the effective
temperature obtained in Fig. 8.11 for ε∗ = 1. Black symbols are obtained assuming a gas tempera-
ture of 1900 K, and blue symbols correspond to gas temperature from numerical simulation. Full and
void symbols are obtained from LIE signals at 100 ns. (a)E(m, z) value and (b) E(m, z)/E(m, z0)

normalized value with the value at HAB =30 mm.

evolves with the flame height in coflow type diffusion flame [387]. The newly formed soot
particles undergo the high-temperature environment during the characteristic residence time to
become graphite-like crystallites [388]. Thus, the value of the absorption function increases
with flame height [300]. In the case of TiO2, the crystal phase change from anatase to rutile
along the flame height has been reported [20]. The change of surface crystalline feature along
the flame height might be interpreted in analogy with soot particles, resulting in the increase of
the absorption function. From HAB=30 mm to HAB=60 mm, E(mλ) value is almost doubled.
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To confirm such a hypothesis, ex-situ measurements such as XRD analysis (Chap. 3) should
be performed to analyze the particles crystalline structure. Even if these measurements would
be of great value, they are out of the scope of this work. Alternatively, as discussed in Sec.
4.3.4 and Sec. 8.1.2 regarding the optical properties of liquid-phase particles, the variations in
phase (from solid to liquid) along the flame height can explain this observation. Changes in
temperature along the height of the flame can cause the solidification and melting of materials,
resulting in the evolution of E(m) in relation to the HAB.

8.4.2 Spatial evolution of f ∗
v

Once E(m, z)/E(m, z0) and the effective temperature Teff(z)/Teff(z0) are known, the normal-
ized volume fraction f∗

v can be estimated from the LII signal. The values of E(m, z)/E(m, z0)
and of Teff(z)/Teff(z0) between HAB = 30, 45, and 60 mm are linearly interpolated. The value
below HAB =30 mm is estimated by linear extrapolation down to HAB =10 mm. Only the case
Tgas(z)=TCFD(z) is retained.
The 2-D normalized volume fractions considering non-uniform effective temperature Teff(z)
and non-uniform E(m, z) along the flame height from the signal at prompt and at 100 ns are
presented in Figs. 8.16(b) and 8.16(c), respectively. The normalized TiO2 volume fraction of
the numerical simulation is shown for comparison in Fig. 8.16(a).
At prompt, the highest f∗

v values are observed between HAB = 20 mm and 30 mm. Then, for
higher flame heights, the intensity decreases. When considering the delayed signal, the obtained
volume fraction f∗

v shows a maximum volume fraction at HAB =45 mm.

(a) NUM (b) at prompt (c) 100 ns

Figure 8.16. Spatial distribution of f∗
v in the case of non-uniform absorption function and non-

uniform effective temperature (with ϵ(λ) =1). (a) numerical simulation. f∗
v from measurements at

(a) prompt and (c) delayed time at 100 ns.
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Figure 8.17 shows the f∗
v evolution along the centerline using signals at prompt (a) and delayed

(b) acquisition time. Numerical results are also added. When looking at results at prompt, a
maximum of f∗

v is observed at approximately HAB=25 mm. For delayed signal, the peak posi-
tion is found downstream at HAB=45 mm (Fig. 8.17(b)). Compared to the numerical profiles,
results at prompt seem to indicate that TiO2 volume fraction is too quickly produced by the
numerical simulation with a too stiff initial increase of f∗

v .

(a)

(b)

Figure 8.17. Normalized volume fraction at the centerline of flame synthesis derived with spatially
variable E(m) (a) at prompt and (b) 100 ns after.
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8.5 Conclusion

In this chapter, the spatial distribution of volume fraction of flame-generated TiO2 nanoparticles
is investigated via LII diagnostics using different assumptions on the particle effective temper-
ature and absorption function. Results along the flame centerline are summarized in Fig. 8.18
and compared with numerical results. The non-uniform absorption function and non-uniform
effective temperature considered for calculation are shown in Fig. 8.19. As shown previously,
the absorption function E(mλ) increases its dynamic about twice between HAB = 30 mm and
HAB = 60 mm, the effective temperature reaches its maximum at HAB = 45 mm, then decreases
towards HAB = 60 mm.
When estimating f∗

v , on one hand, emission at prompt (Fig. 8.18(a)) may be affected by para-
sitic signals and may not solely account for LII. On the other side, when considering emission
delayed of 100 ns (Fig. 8.18(b)), the LII signal is mainly governed by the emission of the biggest
particles/bigger aggregates. Then, it is sure that the particle distribution is considered as poly-
dispersed from the significant difference between prompt and 100 ns delayed results. Thus, f∗

v
may possibly be underestimated, especially at small HABs where particles are expected to be
small. It is, therefore, quite difficult to identify the adequate strategy, i.e., the most appropriate
f∗

v profile. However, based on the conclusions in Chap. 6, the LIE signal at 640 nm seems not
to be largely affected by the parasitic signals, so the results at prompt can be considered as a
starting point to investigate TiO2 nanoparticles production in the YDB burner and to evaluate
the accuracy of the numerical model. By looking at the results in Fig. 8.18(a), the spatial evo-
lution of the effective temperature and the absorption function has an impact on f∗

v profile. In
this work, various assumptions have been made to address this issue, and information only at
three collection points was available. This may be a possible explanation for the discontinu-
ity observed near HAB = 20 mm, as only limited information was available at three collection
points..
The obtained f∗

v profile should be considered with caution to evaluate the validity of the model.
Overall, all the obtained results seem to point out that the numerical simulation presents a too-
stiff production of TiO2, localized too close to the burner injection. At the same time, the fact
that the signal levels were 5 to 10 times smaller than those of the carbonaceous particles (Chap.5)
reminds that the overall S/N ratio is not high enough, limiting the detection sensitivity for the
spatial distribution of nanoparticle production. Still, it is the first time that the volume fraction
of numerical simulation is compared with normalized volume fraction obtained from the LII on
TiO2 nanoparticles. This kind of comparison has a tendency to generate large uncertainties even
in the case of well-established soot [365].
In general, it can be concluded that the developed YDB burner is an interesting experimental
configuration for the characterization of TiO2 production in laminar flames and for the develop-
ment and validation of numerical models. For this, the LII technique is a promising technique for
the characterization of the absorption function and volume fraction. This chapter shows its high
potential, but extensive work to obtain an accurate quantitative estimation of fv is still needed.



180 CONCLUSION

(a)

(b)

Figure 8.18. Normalized volume fraction f∗
v at the centerline of flame synthesis derived with consid-

ered strategies: spectrally constant E(mλem) and Teff, spectrally constant E(mλem) and non-uniform
Teff, non-uniform E(mλem) and Teff and numerical simulation at prompt (a) and delayed (100 ns) (b)

case.

(a) (b)

Figure 8.19. (a) Absorption function and (b) effective temperature at prompt used for non-uniform
E(mλ) and non-uniform Tefff case. The values are interpolated between 30 and 60 mm.



Conclusion

Titanium dioxide (TiO2) is one of the most commonly used nanomaterials due to its increas-
ing interest on its unique semiconductor properties in high-end applications. To meet the needs
for advanced characteristics, flame spray synthesis has been investigated to generate materials
outside the thermodynamic stability limits [389], thanks to its high-temperature gradient with
a short residence time. These local conditions play an important role in determining the prop-
erties of the generated particles during their formation. Consequently, particle formation and
growth in flame synthesis should be understood. The physical processes can be monitored by
in-situ diagnostics providing a spatial description of the particle formation. The laser-induced
incandescence (LII) technique can characterize the particle volume fraction (fv) in flames in a
quasi-non-intrusive manner. If applicable to TiO2 nanoparticles, it will provide new informa-
tion on the synthesis process of metal oxides in spray flames. Although this technique has been
established for soot particles [10, 11], its application to non-soot nanomaterials [12] is challeng-
ing. This study investigated the laser-induced emission of TiO2 nanoparticles to verify whether
the LII technique could be employed to characterize their volume fraction distribution in flame
synthesis.
In the present work, the detailed spectral and temporal behavior of pure TiO2 nanoparticles are
investigated. First, commercially available high-purity TiO2 nanoparticles have been considered
in a non-reactive inert environment working with pure TiO2 nanoparticles assures that the LIE
signal originates from TiO2 and not from carbon materials from combustion products. In addi-
tion, considering a non-reactive inert environment, nanoparticles are dispersed via N2 gas flow
with the help of an ultrasonic bath. The aerosol passes through the optical cell, where a top-hat
355 nm laser irradiates the particles. Then, the spectral and temporal information are detected by
a spectrometer and photomultiplier tube perpendicular to the laser direction. The methodology
to verify the LII nature includes the investigation under different laser fluences, detection de-
lay gates, and detection wavelengths to identify the LII contributions in laser-induced emission
(LIE) of TiO2. Carbon black nanoparticles are considered in parallel to provide reference be-
havior. The emissions of carbon black particles show a blue-shift with increasing laser fluence
and exhibiting a long characteristic lifetime (more than 500 ns) in line with the expected LII
trend. A red shift for delayed acquisition, i.e., during particle cooling, is observed additionally
confirming the LII-like nature of the emitted signal. C2 band emission is observed for high laser
fluences from the vaporized species.
The spectral emission of TiO2 nanoparticles shows a different nature when varying laser flu-
ence. At low laser fluence regimes, short emissions centered near 470 nm are observed, which
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could be interpreted as TiO2 LIF from various transitions inside the molecule. Then, for higher
laser fluences, they show sharp features overlapping with continuous emissions whose tempo-
ral decay shows multiple modes. By analyzing the different distributions of the Gaussian fit of
Laser-Induced Fluorescence (LIF) of TiO2, it is possible to propose that the distinct sharp fea-
tures arise from the LIF of TiO2 nanoparticles. This phenomenon can alternatively be explained
as Phase-Selective Laser-Induced Breakdown Spectroscopy (PS-LIBS) of TiO2, based on the
atomic emissions of Ti and O. Further investigation is required to characterize these non-LII
components. Then, delayed LIE of TiO2 is investigated to verify the LII behavior. The emission
spectra of TiO2 nanoparticles show a red shift during particle cooling as a function of delay
time, indicating its LII nature. The LII nature of the delayed signal has also been shown by
considering the linear tendency of decay characteristic time with emission wavelength for TiO2
nanoparticles. The difference in the reverse of temperature, ∆T−1, also confirms that the LII
nature of the temporal emission at 650 and 710 nm for TiO2 nanoparticles.
The next step is to study nanoparticles generated in flame synthesis. TiO2 nanoparticles are
generated in an argon-diluted hydrogen/air diffusion flame to limit the addition of carbon species
in the fuel. The classical Yale Diffusion Burner has been modified with a heating system to
vaporize the liquid TTIP precursor before injecting it in flames. The same protocol used for
high-purity TiO2 has been applied to confirm the LII nature of LIE for flame-synthesized TiO2.
The spectral emissions at prompt show non-LII components in LIEs. The delayed emission
spectra show a red-shift during the cooling process. The evolution of ∆T−1 shows consistency
between detection wavelengths of 650 and 710 nm, confirming LII for these two wavelengths.
In comparison with pure TiO2, the same conclusion is obtained for the description of flame
synthesis in a reactive environment. The emission spectrum shows a different characteristics
when comparing pure TiO2 and flame synthesis, possibly indicating different optical properties.
Then, a first step for the utilization of the LII signal to characterize the nanoparticle property is
introduced. First, a new method has been proposed to infer the spectral shape of the absorption
function. This strategy based on an estimation of the possible range of particles temperature
by assuming a constant E(mλ) over a small wavelength interval has been applied to the LII
signal from carbon black, retrieving the literature results well. Then, the same methodology is
applied to TiO2 nanoparticles in non-reactive and reactive cases. The shape of E(mλ) differs in
the two cases, possibly due to different optical properties because particles are produced with
totally different processes. Then, a strategy to estimate E(mλ) absolute values is presented.
Once again, different results are obtained for the two types of TiO2. Still, they are quite in line
with the literature data.
A strategy to evaluate the spatial evolution of nanoparticles volume fraction fv along the flame
centerline is provided. For this, spatial variability of the particle effective temperature Teff and
the absorption function E(mλ) should be accounted for. Normalized TiO2 nanoparticles volume
fraction f∗

v is obtained by taking them into consideration simultaneously or not. It has been
observed that the spatial evolution of Teff and E(mλ) can largely affect the estimation of f∗

v . At
the same time, it has been observed that state-of-the-art simulations predict a too fast production
of TiO2. More optimized experimental work is still required if the volume fraction fv has to be
quantitatively measured.
This work shows that it is possible to apply LII on flame-synthesized TiO2 nanoparticles, but
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with more cautions than conventional soot nanoparticles in particle characterization. The choice
of laser fluence and acquisition timing must be carefully considered due to the possible existence
of prompt interference from laser-induced interferences. Then, another adjustment should be
considered to compensate for the small particle contributions, which could be underestimated in
the delayed detection system.
With the objective of verifying the feasibility of adapting the LII technique to TiO2 nanoparti-
cles, both pure and flame-generated TiO2 nanoparticles have successfully shown the potential
of particle characterization via the LII process. Particle volume fractions through LII were not
fully evaluated here, but several expected difficulties are pointed out to provide directions for
future works.

• Choice of excitation wavelength: To fully utilize the proposed method for the estimation
of the absorption function in Chap. 7, the excitation wavelength should be in the detection
wavelength range so that there is no need for an additional extrapolation. A complete
description of the optical property will help further quantitative measurement of volume
fraction.

• Choice of detection wavelength: In this study, the spectrometer is limited to the visible
range, so only wavelengths of 650 - 710 nm could be used for the analysis avoiding non-
LII contribution of TiO2 LIE. With a more extended detection range, it might be possible
to choose a more appropriate detection wavelength that completely avoids all the non-LII
components whose distributions are relatively concentrated in the UV-visible range. Then,
the prompt emission can be used for volume fraction analysis.

• Complete spectral and temporal measurements for all spatial evolutions: In this study, only
three flame heights (HAB = 30, 45, 60 mm) have been chosen for temporal measurements,
where whitish particles are observed by the naked eye. Results from these three points
were then extrapolated to match with the spatial measurement for all flame heights in the
volume fraction measurement in Chap.8. Then, it would be more proper to conduct all
spectral and temporal measurements for each spatial measurement without extrapolation.
The complete description of spectral and temporal detection for all flame heights can
provide proper Teff and E(mλ) and further volume fraction estimation.

• Calibration and the absorption function E(mλ): To obtain quantitative volume fraction,
the calibration process is essential. Auto-compensating LII [375] could have been ex-
plored but the broad estimation of absolute absorption function would result in significant
uncertainties over volume fraction. Then, other calibration methods such as light extinc-
tion [390], cavity ring-down spectroscopy extinction (CRDE) technique [391] also require
the information of absorption function. Therefore, the importance of the absolute value of
the absorption function E(mλ) of materials is again highlighted. The ellipsometry tech-
nique has been broadly used for measuring the refractive index of various materials [286].
However, its ex-situ measurement nature does not guarantee the instantaneous optical
property during the LII process after laser irradiation. Thus, further investigation is needed
to obtain in-situ optical properties in high-temperature environments. For example, com-
plementary diagnostics like in-situ line-of-sight attenuation (LOSA) measurements have
been used for retrieving the absorption function of gas-borne silicon [23, 16, 372], copper
[16] and liquid germanium [24]. After regulating these issues, quantitative comparison
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with numerical simulation could provide a fruitful indication to deeply understand the
formation process and control the particle property in flames to fulfill the demands for
producing advanced materials.

• Comparison between experimental flame luminosity and numerical simulation results: In
this study, the flame luminosity profile taken from the camera is directly compared with
the OH mole fraction profile and TiO2 nanoparticles volume fraction. However, this com-
parison should be treated carefully because they are not based on the same quantities
(experimental flame luminosity on the one side, numerically calculated mole fraction, and
volume fraction on the other side). As pointed out in [392], a direct comparison between
the experimental signals and the numerically synthesized signals can then be performed
(forward method) to validate the numerical models. For this work, the numerical results of
species concentration and temperature can be utilized for synthesizing the emission spec-
trum in the visible range with the help of the theoretical spectrum of each species. Then
the validation of numerical models can be strengthened with less post-processing and/or
assumptions to the experimental signal, which could increase the uncertainty.

Most of the discussion treated in this thesis could be applied to other metal oxides nanomate-
rials, especially SiO2, whose physicochemical property is similar to TiO2 and the flame spray
combustion systems, could bring potential benefit [393]. The LII on SiO2 has been studied [17],
but its application for measuring the volume fraction or particle size distribution has not yet been
fully discovered. Verifying the nature of LIE will be an indispensable step to expand LII mea-
surements to those new particles. The unknown optical properties in the synthesis environment
could be estimated based on the strategy proposed in the thesis for further quantitative analysis
of volume fraction.



Appendix A

Industrial manufacturing process of
TiO2

The detailed sulfate and chloride processes are summarized based on the description in [3].

A.1 Sulfate process

The sulfate process is a batch process that uses sulfuric acid to extract titanium dioxide from
Ilmenite or titanium slag.
Ilmenite (FeTiO3) or titanium slag is reacted with sulfuric acid (H2SO4).

FeTiO3 + 2H2SO4 → FeSO4 + TiOSO4 + 2H2O (A.1)

The waste product iron(II) sulfate (FeSO4) is removed. As it is insoluble at low temperatures,
the solution is cooled to around 15 ◦C, and FeSO4 crystallizes, which can then be removed by
filtration. The remaining aqueous digestion products are heated to around 110◦C in order to
hydrolyze the titanium oxygen sulfate (TiOSO4).

TiOSO4 + (n+1)H2O→ TiO2 × nH2O + H2SO4 (A.2)

The hydrolysis stage of the process produces sulfuric acid H2SO4 waste and a precipitate gel
containing hydrated titanium dioxide TiO2 × nH2O. In the final stage, the hydrated titanium
dioxide is heated in large rotary kilns to remove the water (at temperatures between 200-300 ◦C)
and produce crystals of anatase or rutile.

TiO2 × nH2O→ TiO2 + nH2O (A.3)

A.2 Chloride process

Titanium ore (which contains at least 70% rutile) is transformed at high temperatures into tita-
nium tetrachloride vapor TiCl4 using chlorine and coke.

185



186 APPENDIX A. INDUSTRIAL MANUFACTURING PROCESS OF TIO2

TiO2 + C(coke)→ Ti + CO2 (A.4)

Ti + 2Cl2 → TiCl4 (A.5)

Liquid TiCl4 is distilled off. It is then converted back into TiO2 in a pure oxygen flame with the
help of toluene or in plasma (with AlCl3) at temperatures of 1200 - 1700 ◦C. The majority of
applied chlorine is recovered and recycled.

TiCl4 + O2 + heat→ TiO2 + 2Cl2 (A.6)

The product can be subjected to a calcination process at high temperature to change the crystal
phase.
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LII modeling process

B.1 Important parameters in LII model

Refractive index E(mλ) is the absorption function of complex refractive index mλ, defined
as:

E(mλ) = −Im
∣∣∣∣m2

λ − 1

m2
λ + 2

∣∣∣∣ (B.1)

where the refractive index mλ = nλ−ikλ is an important wavelength-dependent optical property
for LII mechanisms. nλ describes the scattering characteristic (opacity) and kλ accounts for the
light-absorbing capacity of the particle [394].

Thermal accommodation coefficient αT The accommodation coefficient αT describes the
exchange movement of gas molecules with a surface during surface-scattering by vibrational,
rotational, and translational forms of energy [268]. It is a ratio of the actual average energy
transfer to the maximum energy transfer allowed by the second law of thermodynamics. Despite
its importance in the calculated conductive cooling rate and particle sizing by LII, many uncer-
tainties are still associated with calculating the thermal accommodation coefficient. There have
been a few trials to measure directly this coefficient value [395]. The thermal accommodation
coefficient is mostly inferred from pulsed-LII-temporal profiles with the LII model. Recently,
molecular dynamics have been actively employed to obtain the thermal accommodation coeffi-
cient [278]. For mature soot, the value of 0.23 - 0.37 is commonly adapted [333].

Equivalent sphere diameter deff In the case of mono-dispersed particle distribution, the num-
ber of primary particles in aggregates is Np=1. For poly-dispersed particle distribution, Np>1,
it is possible to define an equivalent sphere diameter deff [396] based on a fractal-like approach.
This definition accounts for the shielding effect, i.e. that the inner particles are "thermally"
shielded by the outer particles from cold ambient gas molecules (so that they cool down slower).

deff =

(
Np

kh

) 1
Dh · dp (B.2)
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where kh is the fractal prefactor, a proportionality constant with order or unity [175]. Dh is the
fractal dimension.
Liu et al. [270] used direct simulation Monte Carlo (DSMC) calculations to evaluate the scaling
constants kh and Dh as a function of the thermal accommodation coefficient αT for aggregates
in free-molecular regime.

kh = 1.04476 + 0.22329 αT + 7.14286× 10−3α2
T

Dh = 1.99345 + 0.30224 αT − 0.11276 α2
T

(B.3)

In continuum regime,

kh = 1.32

Dh = 2.07
(B.4)

B.2 Heat transfer model

The whole process of laser-induced incandescence starts from heating particles with a laser
beam. By absorbing the laser energy, the temperature of the particles rises linearly. Conse-
quently, the particles cool down to ambient temperature. When the peak particle temperature is
below the boiling point (sublimation point) of the particles, conduction is the dominant energy
loss mechanism by transferring heat to the surrounding medium. Above the boiling point of the
particles, vaporization would be the dominant energy loss mechanism, limiting the temperature
rise.
These processes contribute to the energy and mass balance of the particle in laser-induced in-
candescence:

dUint

dt
= Q̇abs + Q̇cond + Q̇vap + Q̇other (B.5)

where
dUint

dt
is the internal energy change, t is the time, Q̇abs is the energy flux due to laser

absorption, Q̇cond is the energy flux due to heat conduction, Q̇vap is the energy flux related
to vaporization, Q̇other is the cooling effect from other phenomena like radiation, oxidation,
annealing, thermionic effect [268], whose energy transfer rates are orders of magnitude less
than the remaining terms and are often omitted in literature. Mass balance can be expressed by:

ρscs
πdp

3

6

dTp

dt
= ṁvap (B.6)

where ρs is the solid nanoparticle density, cs is the specific heat of particle, dp is the primary-

particle diameter, Tp is the particle temperature, mp(=ρs
πdp

3

6
) is the particle mass. ṁvap is the

mass-loss rate from the particle surface during the vaporization process. The time evolution of
the particle temperature can be obtained by solving these differential equations with the assumed
model for each energy loss term.



APPENDIX B. LII MODELING PROCESS 189

For the next part, details on the phenomena and the proposed models to describe each terms in
Eq. B.5 and Eq. B.6 are presented. Most of the description is based on the work of Hofmann et
al. [397].

B.2.1 Absorption

A laser used for LII generally emits short pulses with a duration of tens of nanoseconds in the
gaussian temporal profile. A particle irradiated by the laser absorbs the electromagnetic energy
and its temperature increases as a consequence.

For a spherical particle in the Rayleigh regime, where the particle diameter dp is much smaller
than laser wavelength λex (dp << λex), the energy flux due to laser absorption is given as:

Q̇abs = CabsFq(t) =
π2dp

3

λex
E(mλex)Fq(t) (B.7)

where Cabs =
π2dp

3

λex
E(mλex) is the absorption cross section [398, 174], which is the geometric

cross section
(
πdp

2

4

)
, multiplied by absorption efficiency (Qabs,λ = E(mλex)

4πdp

λex
in Rayleigh

regime). λex is the excitation laser wavelength, F is the laser fluence (unit: J/cm2), q(t) is the
normalized laser power temporal profile.

B.2.2 Conduction

During and after the laser pulse, the particle is cooled by heat transfer to the surrounding gas
(conduction), vaporization (sublimation) of material from the particle surface, and thermal ra-
diation. In a low fluence regime without vaporization, conduction heat transfer becomes the
principal cause of particle cooling.

Depending on the relation between the mean free path and particle size, the particles experience
different conduction regimes; Free-molecular, Continuum, and Transition flow regime. Each
regime will be detailed in the following.

Free-molecular flow regime In the free-molecular flow regime, where Knudsen number >
10, which is valid for flames at atmospheric, the heat conduction rate between the spherical
nanoparticle and the surrounding gas is given by [399]:

Q̇cond = αT π

(
deff

2

)2 pg

2

√
8kBTg

πmg

γ∗ + 1

γ∗ − 1

(
Tp

Tg
− 1

)
where

1

γ∗ − 1
=

1

Tp − Tg

∫ Tp

Tg

dT

γ − 1

(B.8)
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pg is the ambient pressure, Tg is the local gas temperature, kB is the Boltzmann constant, mg is
the mass of the gas molecule, γ is the ratio of heat capacity of local gas.

Continuum flow regime In the continuum region, where the Knudsen number < ∼ 0.01 , the
heat transfer between the particle and the surrounding gases is based on diffusion and depends
on the gas temperature. The stationary continuum heat transfer equations are given by [399]:

Q̇cond = 2πdeff(Tp − Tg)

(
1

γ∗ − 1

)
where

1

γ∗ − 1
=

1

Tp − Tg

∫ Tp

Tg

dT

γ − 1

(B.9)

Transition flow regime: Fuchs Fuchs’ two-layer theory [399, 400] is based on the transport
processes in the free molecular regime within a boundary layer (limiting sphere) closely around
the particle, and in the continuum regime outside this layer [401]. Therefore, this approach can
be extensively adapted from the free-molecular to the continuum regime.

Inside the limiting sphere, the heat conduction rate from the equivalent sphere to the region
within the limiting sphere is calculated using the free-molecular regime expression between the
particle temperature Tp and the limiting sphere temperature Tδ.

Q̇cond = αTπ

(
deff

2

)2 pg

2

√
8kBTg

πmg

γ∗ + 1

γ∗ − 1

(
Tp

Tδ
− 1

)
where

1

γ∗ − 1
=

1

Tp − Tδ

∫ Tp

Tδ

dT

γ − 1
.

(B.10)

In the region outside the limiting sphere, conduction heat loss from the limiting sphere to the sur-
rounding gas is calculated using the continuum regime expression between the gas temperature
Tg and the limiting sphere temperature Tδ.

Q̇cond = 4π

(
δ +

deff

2

)∫ Tδ

Tg

kgdT (B.11)

where δ is the boundary layer thickness in the Fuchs approach, δ +
deff

2
is the radius of the

limiting sphere.
The ratio of the radius of the limiting sphere Reff(= deff/2) to the equivalent sphere (δ + Reff) is
given as

δ +Reff

Reff
=

R2
eff

λ2
δ

(
1

5
Λ5
1 −

1

3
Λ2Λ

3
1 +

2

15
Λ
5/2
2

)
(B.12)



APPENDIX B. LII MODELING PROCESS 191

where λδ is the mean free path of gas molecules in the boundary layer around the equivalent
sphere

λδ =
kg(Tδ)

√
Tδ(γ(Tδ)− 1)f(Tg)

kg(Tg)
√
Tg(γ(Tg)− 1)f(Tδ)

λg (B.13)

and Λ1 and Λ2 are given as

Λ1 = 1 +
2λδ

dp
,Λ2 = 1 +

(
2λδ

dp

)2

(B.14)

To find Tδ, the Eq. (B.10) and Eq. (B.11) should be in equality since there are no heating sources
or heat sinks between two regions. δ can be obtained from the Tδ by solving coupled equations
numerically. Then the heat condition rate in the transition regime can be obtained by using either
Eq. (B.10) or Eq. (B.11).

Previously the thickness of the limiting sphere where there is no collision was typically defined
as the mean free path at the temperature of the boundary sphere. However, a more intricate
approach that considers factors such as evaporation, particle curvature, and the directional dis-
tribution of gas molecules during their collision has been developed, known as the Wright cor-
rection [400]. This method has been evaluated using Direct Simulation Monte Carlo (DSMC)
by predicting the Knudsen layer thickness, as demonstrated in [402].

B.2.3 Vaporization

At high laser fluence, the vaporized heat loss can be the most significant endothermic (cooling)
mechanism. When the particle temperature reaches the vaporization (sublimation) temperature,
it can rapidly decrease the LII signal because of considerable mass loss during the laser pulse
with decreasing particle diameter. The energy flux related to vaporization is expressed as:

Q̇vap = −∆Hv

Mv
(
dmp

dt
)vap (B.15)

where ∆Hv is the enthalpy of formation of the vaporized particles, and Mv is the average molec-
ular weight of the vaporized particles.
The mass-loss rate can be expressed [268]:

(
dmp

dt
)vap = πd2pNv ×

Mv

NA
(B.16)

where Nv is the molecular flux associated with the particle vaporization in the transition regime
[403]. NA is Avogadro constant 6.022× 1026 [1/kmol].

The molecular flux Nv is calculated from:
1

Nv
=

1

NK
+

1

Nc
,

with NK = β nv

√
RTp

2πMv
and Nc =

2pv

kBTp

Γv,s

dp
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where β (often written as αM ) is the vaporization coefficient, also known as mass accommo-
dation coefficient or sticking coefficient, which is the probability that vapor atoms or molecules
will return to the surface. pv is vapor pressure of the vaporized species, Γv,s is diffusion coeffi-
cient. Here Tp indicates the vapor temperature, which is assumed to be identical to the particle
temperature in the vaporization process [153].
The diffusion coefficient of the particle vapor Γv,s is given [25]:

Γv,s =
fkBTp

4Σv,spv

√
RTp

2πMv
(B.17)

Σv,s is the molecule cross-section of the vapor.
The vapor pressure pv is related to the latent heat of vaporization through the Clausius-Clapeyron
equation, thermal equilibrium between the nanoparticle and the gas.

pv = C1exp(−∆Hv

kBTp
) (B.18)

where C1 is the material constant related to the reference point, ∆Hv is the latent heat of vapor-
ization at a reference point.
Solving the mass and energy balance from Eq.(B.5) - (B.18), the temperature evolution of the
particle can be obtained as the particle passes through the heating and cooling processes.

B.2.4 Thermal radiation

The total energy lost due to radiation can be calculated by integrating the thermal emission
(Eq.(4.2)) over all 4π steradians (total surface S) and over all wavelengths.

Q̇rad =

∫ ∞

0

∫
S
Cabs,λIb(λ, Tp(t))∆ΩdetdΩdλ (B.19)

where Cabs,λ is the absorption cross-section, Ib(λ, Tp(t)) is blackbody intensity of a body for
wavelength λ at absolute temperature Tp(t) of a body and ∆Ωdet is the solid angle subtended by
the detector as viewed by the nanoparticle.

Attention should be paid attention that Stefan-Boltzmann law (used in the model of [397]) which
governs macroscopic objects, can not be applied in nanoscale particles. Still, the cooling loss
by thermal radiation is relatively smaller than those of other cooling processes; conduction at
atmospheric pressure and vaporization at high laser fluence. Therefore, the radiative cooling
effect is often neglected in the energy-mass balance equation [268].



Appendix C

Flame structure parametric study

The fuel and oxidizer flow rates have important roles in the flame structure. In diffusion coflow
flame structures, when the fuel rate increases with a constant rate of oxidizer, the flame length
becomes longer and the fluctuation at the flame tail increases. In this case, the flame gets richer
since the global equivalence ratio ϕ increases. On the other hand, when the oxidizer flow rate
in coflow increases with a constant fuel rate, it slightly shortens the flame length, and the flame
becomes leaner (ϕ decreases). When the oxidizer increases more, the flame can be lifted. With
an even higher oxidizer flow rate, the flame can be blown out due to the excessive oxidizer flow.
The same tendency can be found in fuel dilution cases involving inert gas [338]. The overall
aspect with the effect of air and fuel rate is shown in Fig. C.1 with the example of CH4 fuel
diluted with N2 and air coflow in ambient temperature. In a higher temperature environment with
a pre-heating system (Sec. 6.1.2), the range of the non-blowout operating region is increased
resulting in stronger flame luminescence at the same operating point.
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Figure C.1. The effect of fuel rate, oxidizer rate, and dilution ratio on the flame structure in the
YDB burner. The fuel is a mixture of CH4 and N2, and the coflow is air. The height above the burner

(HAB) = 0 mm is marked by a white dashed line.



Appendix D

Characterization of prompt/delayed
LIE from flame-generated TiO2

The prompt emission spectra of flame-generated TiO2 particles are shown in Fig. D.1. At low
fluence (F = 0.1 J/cm2 and F = 0.15 J/cm2 ), the emission presents a broadband continuous
emission in the visible range without sharp features for all flame heights (except for F = 0.15
J/cm2 at HAB = 30 mm, near 500 nm). Compared to these smooth broadband emission, sharp
peaks are more significant at F = 0.19 J/cm2 than at F = 0.24 J/cm2, possibly indicating that LIE
contains non-thermal interference from LIF, PS-LIBS.
Figure D.2 shows the laser-induced emission spectra of flame-generated TiO2 nanoparticles for
three heights by considering various acquisition delays from the prompt timing. The emission
spectra for three heights all show a red-shift for increasing time delay indicating that the tem-
perature decreases, as expected from LII theory.
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Figure D.1. Effect of laser fluence F on laser-induced emission spectra at prompt for flame-
generated TiO2 nanoparticles. Spectra are normalized by the value of 650 nm.
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Figure D.2. Effect of gate delay (gate width = 20 ns) on emission spectra of laser-induced emissions
of flame-generated TiO2 nanoparticles at laser fluence F = 0.15 J/cm2. Spectra are normalized with

the value of the spectrum at 650 nm.
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Résumé:Le marché global des nanoparticules représente une production de
11 millions de tonnes par an d’après la Commission européenne. Parmi les dif-
férentes méthodes de production, la synthèse de celles-ci dans des flammes est
considérée comme une technologie très prometteuse permettant un contrôle fin
des caractéristiques des particules produites. Dans ce contexte, l’objectif de
ce travail est de développer des diagnostiques d’optiques permettant l’étude de
l’évolution spatiale des caractéristiques d’une population de particules de TiO2

produites le long de la flamme ; cela, afin, à la fois de mieux comprendre leur
mécanisme de formation, et de créer une base de données pour le développe-
ment de modèles numériques. Tout d’abord, l’émission induite par laser (LIE) de
nanoparticules de dioxyde de titane (TiO2) est étudiée pour montrer la faisabilité
de la technique d’incandescence induite par laser (LII) sur celles-ci. Cette tech-
nique permet de caractériser de façon quasi-non intrusive la fraction volumique
des particules fv et la taille de particules primaire. Elle est classiquement utilisée
pour la caractérisation in-situ de la formation de suies dans les flammes, mais sa
faisabilité sur de nanoparticules de TiO2 reste encore à démontrer. Dans le cas
où elle le serait, elle pourrait fournir de nouvelles informations sur le processus
de synthèse des oxydes métalliques dans les flammes spray et permettre ainsi une
description spatiale de la production de nanoparticules de TiO2.
Pour vérifier la faisabilité de la technique LII, on considère à la fois des nanopar-
ticules de TiO2 de haute pureté et des nanoparticules de TiO2 générées par une
flamme d’hydrogène en utilisant deux systèmes de génération de particules : l’un
injecte directement des particules dans un milieu non réactif et l’autre synthé-
tise les particules via un milieu réactif. Pour ce dernier, une version inspirée du
brûleur de Yale est utilisée. Elle permet la stabilisation de flamme de diffusion
pré-vaporisée d’isopropoxyde de titane (TTIP)/H2/Ar. Dans les deux systèmes,
les particules sont irradiées à l’aide d’un laser de type top-hat dans la gamme UV,
assurant ainsi l’absorption et le chauffage des particules. Un système de détection
équipé d’un spectromètre et d’un tube photomultiplicateur (PMT) est également
utilisé pour identifier les caractéristiques spectrales et temporelles de LIE des
nanoparticules de TiO2. Différentes fluences du laser et durées d’acquisition sont
prises en compte pour observer les différentes contributions du signal provenant
des nanoparticules TiO2. La nature du signal est étudiée en la comparant aux ré-
sultats théoriques et à des résultats de référence obtenus à partir de nanoparticules
de noir de carbone.
Plus précisément, l’émission induite par laser des nanoparticules de TiO2

présente des composantes non-LII pendant les 100 premières nanosecondes après
l’interaction avec le laser. A faible fluence laser, le signal peut être interprété
comme une fluorescence induite par laser (LIF). Pour une fluence laser élevée,
la spectroscopie par claquage induit par laser sélectif en phase (PS-LIBS) peut
se produire en raison d’une éventuelle vaporisation de la surface des particules.
Comme les signaux LIF et PS-LIBS sont caractérisés par une courte durée de vie,
une acquisition retardée est envisagée pour éviter ces interférences. La nature LII
du signal d’émission décalée dans le temps est démontrée premièrement, en con-
firment le comportement spectral d’un corps noir. Deuxièmement, l’évolution
temporelle du taux de décroissance du signal et de la température inverse est
analysée et confirme un comportement du type LII. Dans les configurations con-
sidérées, une présence de carbone sur les nanoparticules de TiO2 est peu prob-
able. De ce fait, la contribution de matériaux carbonés au signal LII peut être
supposée négligeable, démontrant ainsi la faisabilité de la technique LII pour des
particules de TiO2.
Ensuite, une caractérisation quantitative de la production de nanoparticules de
TiO2 dans des flammes a été réalisée. Pour cela, le signal LII est converti en
fraction de volume fv. Cela nécessite donc la connaissance de la température
effective Teff atteinte par les particules pendant l’irradiation du laser et de la
fonction d’absorption E(mλ). Les deux grandeurs étant fortement liées, il est
nécessaire de disposer d’une information sur l’une pour estimer la deuxième.
Cependant, une grande variabilité caractérise les données de la littérature pour la
fonction E(mλ) pour le TiO2, dont les propriétés optiques dépendent fortement
des caractéristiques des particules telles que leur géométrie, la structure cristalline
et l’état de la matière. Afin de répondre à cette problématique, une nouvelle ap-
proche pour estimer la forme spectrale de la fonction d’absorption est proposée à
partir des mesures LII. Cette méthode est d’abord validée pour les nanoparticules
de noir de carbone pour lesquelles des données sont disponible dans la littéra-
ture. Elle est ensuite appliquée aux nanoparticules de TiO2 de haute pureté et de
TiO2 synthétisées via la flamme. Une fois l’information sur E(mλ) disponible,
la température effective des particules peut être déduite. Enfin, les effets de la
distribution spatiale de la température effective et de la fonction d’absorption sur
la mesure de la fraction volumique de TiO2 dans notre flamme de référence ont
été étudiés. Les résultats issus des mesures sont comparés à ceux issus d’une
simulation numérique représentative de l’état-de-l‘art sur le sujet en termes de
modélisation. Les comparaisons des champs de fv normalisés fournissent une
première indication pour l’amélioration des modèles numériques.

Title: Exploring the capability of the LII technique to characterize titanium dioxide nanoparticles in flame synthesis
Keywords: Flame synthesis, optical diagnostics, nanoparticles, titanium dioxide, incandescence, laser-induced emission
Abstract:
The global market for nanoparticles represents a production of 11 million tons
per year according to the European Commission. Among different production
methods, flame synthesis is considered a promising technology for producing
nanoparticles with fine control over their characteristics. In this context, the goal
of this thesis is to develop optical diagnostics to study the spatial evolution of
characteristics of a population of TiO2 particles produced along the flame, in
order to better understand their formation mechanism and create a database for
the development of numerical models. First, laser-induced emission (LIE) of ti-
tanium dioxide (TiO2) nanoparticles is studied to demonstrate the feasibility of
laser-induced incandescence (LII) technique on these particles. LII is a quasi-
non-intrusive technique that characterizes the volume fraction of particles (fv)
and primary particle size. It is traditionally used for in-situ characterization of
soot formation in flames, but its feasibility on TiO2 nanoparticles remains to be
demonstrated. If feasible, it could provide new insights into the synthesis process
of metal oxide nanoparticles in spray flames and thus allow a spatial description
of the production of TiO2 nanoparticles.
To verify the feasibility of the LII technique, both high-purity TiO2 nanoparti-
cles and hydrogen flame-generated TiO2 nanoparticles are considered using two
particle-generation systems: the first directly injects particles into a non-reactive
environment, and the second synthesizes particles via a reactive environment.
The latter applies a new version of the Yale diffusion burner that stabilizes the
pre-vaporized diffusion flame of titanium isopropoxide (TTIP)/H2/Ar. In both
systems, the particles are irradiated with a top-hat laser in the UV range, thus
ensuring absorption and heating of the particles. A detection system equipped
with a spectrometer and a photomultiplier tube (PMT) is also used to identify the
spectral and temporal characteristics of the LIE of the TiO2 nanoparticles. Dif-
ferent laser fluences and acquisition times are considered to observe the different
signal contributions from the nanoparticles. The nature of the signal is investi-
gated by comparing it to theoretical results and reference results obtained from
carbon black nanoparticles.
Specially, the laser-induced emission of TiO2 nanoparticles exhibits non-LII

components during the first 100 nanoseconds after the laser interaction. At
low laser fluence, these features can be interpreted as laser-induced fluorescence
(LIF). With high laser fluence, phase-selective laser-induced breakdown spec-
troscopy (PS-LIBS) can occur due to possible surface vaporization of the parti-
cles. As LIF and PS-LIBS signals are characterized by a short lifetime, delayed
acquisition is considered to avoid these interferences. The LII nature of the tem-
porally delayed emission signal is demonstrated first by confirming the spectral
behavior of a black body. Secondly, the temporal evolution of the signal decay
rate and the inverse temperature is analyzed and confirms as an LII-type behav-
ior. In the considered configurations, the presence of carbon on the nanoparticles
of TiO2 is unlikely. Therefore, the contribution of carbonaceous materials to the
LII signal can be assumed negligible, thus demonstrating the feasibility of the LII
technique for TiO2 nanoparticles.
Next, a quantitative characterization of the production of titanium dioxide
nanoparticles in flames is carried out. For this, the LII signal is converted into
a volume fraction fv, which requires the knowledge of the effective temperature
Teff reached by the particles during the laser irradiation and of the absorption
function E(mλ). Since these two quantities are strongly related, it is neces-
sary to have information on one in order to estimate the other. However, there is
a large variability in the literature data for the absorption function E(mλ) for
TiO2, whose optical properties strongly depend on particle characteristics such
as geometry, crystalline structure, and state of matter. To address this issue, a
new approach to estimate the spectral dependence of the absorption function is
proposed from LII measurements. This method is first validated for carbon black
nanoparticles, for which data are available in the literature. It is then applied to
high-purity and flame-synthesized TiO2 nanoparticles. Once the information on
E(mλ) is available, the effective temperature of the particles can be deduced.
Finally, the spatial distribution effects of the effective temperature and the absorp-
tion function on the measurement of the volume fraction of TiO2 in our reference
flame are studied. The results of the measurements are compared to those from
a numerical simulation representative of state-of-the-art modeling. The compar-
isons of normalized fv fields provide a first indication for improving numerical
models.
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